100 MISSION RIDGE * GOODLETTSVILLE, TN 37072-2171 » PHONE 615.855.4000

DOLLAR

GENERAL
CORPORATION

BY HAND DELIVERY

October 1, 2007

Contayy, ).
Ontain ND CBj

TSiA Confidential Business Information Center (7407M)

EPA East — Room 6428 ;
Attn: TS(;A Section 8(¢) Cgordinator ) — " ,
S smumenaterscotn s (NIRRT
Washington, D.C. 20004-3302

RE: Notification of Test Results Indicating Levels of Lead Exceeding the
Consumer Product Safety Commission’s Interim Enforcement Policy for
Children’s Metal Jewelry

Dear Sir or Madam:

Dollar General Corporation is submitting the attached information with respect to
laboratory testing that was performed on various items of jewelry and key chains for the
purpose of determining the lead content of the products only and not for the purpose of
determining impact to health or the environment. These products have all been recalled
pursuant to voluntary recalls designed and implemented in cooperation with the
Consumer Products Safety Commission.

Dollar General Corporation does not believe that Section 8(e) of the Toxic
Substances Control Act requires it to submit this information to the U.S. Environmental
Protection Agency (EPA). However, this information is being provided in an abundance
of caution and in order to directly provide EPA with information previously provided to
the Consumer Products Safety Commission. Portions of the laboratory reports unrelated
to the determination of lead content have been redacted or removed, as they are irrelevant
for the purpose of any analysis undertaken pursuant to the Toxic Substances Control Act.

Please contact me with any questions regarding this submission.
Sincerely,

L%d Davis

SVP Global Supply Chain
Enclosures

207242

Doftlar General Center at Mission Ridge




Bureau Veritas Consumer Products Services, Inc.
100 Northpointe Parkway
Buffalo, New York 14228-1884

Technical Report: (5105)192-0064 July 20, 2005
Date Received: July 15, 2005 Page 1 of 3

NANCY PARKS

DOLLAR GENERAL CORPORATION
100 MISSION RIDGE
GOODLETTSVILLE, TN 37072-2170
UNITED STATES

RESULT: FAIL

Sample Description: CORDED SWIRL NECK & EAR

Vendor: DOLLAR GENERAL Sample Size: 3
CORPORATION

Manufacturer. N/A Style No(s): 6993-6773

Buyer/Department: N/A SKN/SKU No.: N/A

Labeled Age Grade: N/A PO No.: N/A

Appropriate Age Grade: N/A Ref #: N/A

Client Specified Age N/A Country of Origin: CHINA

Grade:

Tested Age Grade: N/A Assortment No.: N/A

UPC Code: 400010570744

EXECUTIVE SUMMARY:
The sample(s) DOES NOT MEET the following requirement(s):

- The lead content requirements of 16 CFR 1303, "Ban of lead-containing paint and certain consumer products bearing lead-
containing paint” (CPSC and CPSA regulations).

The Lead content requirements specified in the US Consumer Product Safety Commission — “Interim Enforcement Policy
for Children’s Metal Jewsiry Containing Lead — 2/3/2005".

Bureau Veritas
Consumer Products Services, Inc.

Shari M. Piskorz
Supervisor
Heavy Metals Department

This report distributed via the Internet




DOLLAR GENERAL CORPORATION
Technical Report: {5105)192-0064
July 20, 2005

Page 2 of 3

RESULTS:

TOTAL LEAD CONTENT {16 CFR 1303, "Ban of Lead-containing paint and certain consumer products bearing Lead-containin

Element:

Lead

Requirement: Maximum allowable limit (0.06% by weight)

600
mg/kg

Corded Swirl Necklace and Earrings

Result

Color / Component

Location

Style

(mg/kg)

Conclusion

(1) _Clear surface coating

Earring Icon and Pendant

Earrings and Necklace

130,000

Fail

LT = Lessthan

* = Average of duplicate

analyses

mg/kg = milligrams per kilogram (ppm = parts per million)

LEAD CONTENT (US CONSUMER PRODUCT SAFETY COMMISSION — INTERIM ENFORCEMENT POLICY FOR

CHILDREN'S METAL JEWELRY CONTAINING LEAD - 2/3/2005)

Element:

Total Lead

Cumulative
Soluble Lead

Pass Limit

<600

<175

Fail Limit

> 175

Corded Swirl Necklace and Earrings

Color / Component

Location

Style

Result
(mg/kg)

Result
(ug)

Conclusion

(A) Metal
(B) Metal
(C) Metal
(D) Metal
(E) Metal
(F) Metal
(G) Metal
(H) Metal

Pendant

Clasp

Crimp Clamp
Extension Chain
Extension Chain Bead
O-ring

Earring Icon

Wire

Necklace
Necklace
Necklace
Necklace
Necklace
Necklace
Earrings

Earrings and
Necklace

510,000
620,000
920
LT 36
LT 38
LT 40
670,000
LT 37

48,000
4,700
LT3

6,700

Fail
Fail
Pass
Pass
Pass
Pass

LT = Lessthan

* = Average of duplicate analyses

Comment:

If the determined total Lead content in sample is above 600 mg/kg, conclusion will be made on the basis of results from

mg/kg = milligrams per kilogram (ppm = parts per million)

separated soluble content test.

NA = Not applicable due all of the total Lead result below 600 ppm

This report distributed via the internet
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DOLLAR GENERAL CORPORATION
Technical Report: (5105)192-0064
July 20, 2005

Page 3 of 3

RESULTS:

Sample Image:

This report distributed via the Internet




Bureau Veritas Consumer Products Services, Inc.
100 Northpointe Parkway
Buffalo, New York 14228-1884

Technical Report: (5105)192-0059 July 20, 2005
Date Received: July 15, 2005 Page 1 of 4

NANCY PARKS

DOLLAR GENERAL CORPORATION
100 MISSION RIDGE
GOODLETTSVILLE, TN 37072-2170
UNITED STATES

RESULT: FAIL

Sample Description: 5 STAND BEAD NECK & EAR

Vendor: DOLLAR GENERAL Sample Size: 3
CORPORATION

Manufacturer: N/A Style No(s): 6993-6838

Buyer/Department: N/A SKN/SKU No.: N/A

Labeled Age Grade: N/A PO No.: N/A

Appropriate Age Grade: N/A Ref #: N/A

Client Specified Age Grade:  N/A Country of Origin: CHINA

Tested Age Grade: N/A Assortment No.: N/A

UPC Code; 096876034720

EXECUTIVE SUMMARY:
The sample(s) DOES NOT MEET the following requirement(s);

- The Lead content requirements specified in the US Consumer Product Safety Commission — “Interim Enforcement Policy
for Children's Metal Jewelry Containing Lead — 2/3/2005".

The sample(s) MEETS the following requirement(s):

- The lead content requirements of 16 CFR 1303, "Ban of lead-containing paint and certain consumer products bearing lead-
containing paint” (CPSC and CPSA regulations).

Bureau Veritas
Consumer Products Services, Inc.

Shari M. Piskorz
Supervisor
Heavy Metals Department

This report distributed via the Internet
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RESULTS:

DOLLAR GENERAL CORPORATION
Technical Report: (5105)192-0059

July 20, 2005
Page 2 of 4

LEAD CONTENT (US CONSUMER PRODUCT SAFETY COMMISSION — INTERIM ENFORCE T POLICY FO
. Al NG LEAD -~

Element: Total Lead Cumulative
Soluble Lead
Pass Limit <600 <175
Fail Limit - > 175

Sample Description Result Result Conclusion

Color / Component Location Style (mg/kg) (ng)
(A) Metal Bead attachment bar Necklace 2,000 9 Pass
(B) Metal Large O-ring Necklace LT 38 - Pass
(C) Metal Clasp Necklace 780,000 3,100 Fail
(D) Metal Extension chain Necklace LT 49 - Pass
(E) Metal Extension chain tear drop | Necklace 770,000 2,300 Fail
(9] Metal Wire Earrings 940 7 Pass
(G) Metal Spring Earrings 700 3 Pass
(H) Metal Bead Earrings 350 - Pass
(1) Metal Large O-ring Earrings 360 - Pass
(J) | Metal Headpins Earrings LT 45 - Pass

LT = Lessthan mg/kg = milligrams per kilogram (ppm = parts per million)
* = Average of duplicate analyses NA = Not applicable due all of the total Lead result below 600 ppm

Comment;

If the determined total Lead content in sample is above 600 mg/kg, conclusion will be made on the basis of results from
separated soluble content test.

This report distributed via the Internet




DOLLAR GENERAL CORPORATION
Technical Report; (5105)192-0059
July 20, 2005

Page 3 of 4

RESULTS:

TOTAL LEAD CONTENT (16 CFR 1303, "Ban of Lead-containing paint and certain consumer products bearing L ead-containin
paint™)

Element: Lead
Requirement: Maximum allowable limit (0.06% by weight) 600 mg/kg

Sample Description Result Conclusion

Color / Component Location Style (mg/kg)

(K) Composite of pearl pink and pearl Pearl beads Necklace 25 Pass
maroon surface coatings

(L) Composite of blue, green, and Pear] beads Necklace 120 Pass
maroon surface coatings

(M) Composite of teal, dark teal, and Pearl beads and multi Blue LT 15 Pass
black surface coatings swirl beads necklace

(N) Purple surface coating Multi swirl beads Purple LT 20 Pass
_ necklace _
LT = Lessthan mg/kg = milligrams per kilogram (ppm = parts per million)
* = Average of duplicate analyses

This report distributed via the Internet




DOLLAR GENERAL CORPORATION

(5105)192-0059
July 20, 2005
Page 4 of 4

Technical Report
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DOLLAR GENERAL
100 MISSION RIDGE

GOODLETTSVILLE, TN 37072-2170

ATTN: NANCY PARKS

CC:

EVEHSHINE KYOEI (HK) LTD

DOLLAR GENERAL
TEST REPORT

LAB NO.: 6605-131-0228REVISED
DATE IN: MAY. 11, 2005

DATE OUT: MAY. 17, 2005

TURN AROUND 5

TIME:

10r4

OVERALL RATING
GOOD
MARGINAL/COND. APPROVED
UNSATISFACTORY
INCOMPLETE

TESTING FOR
DG - 2050 - US
JEWELRY - COSTUME / SEMI PRECIOUS

DEVELOPMENT [ | PRODUCTION[X]| CUSTOMER COMPLAINT[ | OTHER[ ]
INSPECTION PULL SAMPLE [ X |

VENDOR SUBMITTED SAMPLE [ |

Sample Description:

PURSE NECKLACES &BRACELETS (W/ Package AND 60 PCS RECEIVED)

Vendor/Agent:

EVEHSHINE KYOEI (HK)

LTD

TIANYU
FASHIONABLE
ACCESSORIES
CO., LTD

Factory:

Color:

/

Buyer/Dept: | 340

Style:

EK 16623R

SKU Number: | 69936854

P.O.#:

IN20G8

Country of Origin: { CHINA

Re-test:

Yes:| | No:|X]|

Yes: | X |

{ Charge Vendor: No:|

Previous Report No.:

/

Addendum Report:

Yes:| | No:|X|

Reason For Addendum: |/




6605-131-0228REVISED
Page 2 of 4

EXECUTIVE SUMMARY:
1.

Remark:
MTL contact information for this report

Technical Questions:
Primary Contact:  Nicole Gu 64893130 ext 1046, email: nicole.gu@cn.bureauveritas.com
Albin Wu 64893130 ext 1029, email: albin.wu@cn.bureauveritas.com
Back-Up Contact: Muse Ma 64893130 ext 1036, email: muse.ma@ cn.bureauveritas.com

Concerns About Billing and General Inquires:

Primary Contact:  Kid Tian 64890131 ext 1003, E-mail: Kid Tian @ cn.bureauveritas.com
Back-Up Contact: Sean Zhang 64893130 ext 1009, E-mail: Sean.zhang@cn.bureauveritas.com




ADDITIONAL PRODUCT PHOTOGRAPHS APPEARING IN THE ORIGINAL
LABORATORY REPORT HAVE BEEN REMOVED TO CONSERVE SPACE
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DOLLAR GENERAL
v TEST REPORT

DOLLAR GENERAL LAB NO.: 5505-138-2299(2"° REVISED)

100 MISSION RIDGE DATE IN: MAY 18, 2005 (AM)

GOODLETTSVILLE, TN 37072-2170  DATE OUT: MAY 25, 2005 (PM)
MODIFIED DATE: MAY 19, 2005 (PM)
REVISED DATE: SEPTEMBER 9, 2005
2" REVISED DATE: SEPTEMBER 13, 2005
WORKING DAYS: 4.5
PAGE: 10F 4

ATTN: NANCY PARKS AWB#:

CC:  INGRIDA VENGALYTE

FIONA GOH

OVERALL RATING
GOOD

MARGINAL/COND. APPROVED
UNSATISFACTORY
INCOMPLETE

TESTING FOR
JEWERY - COSTUME / SEMI PRECIOUS
DG - 2050 - US

DEVELOPMENT [_| PRODUCTION [X] CUSTOMER COMPLAINT[ | oOTHER[ ]
INSPECTION PULL SAMPLE [X | VENDOR SUBMITTED SAMPLE

Sample Description: | FAUX AMBER NECKLACE

Vendor/Agent: SIMCARD LIMITED Factory: | YIWU ONLY

CRYSTAL JEWELRY
- COMPANY LTD.

Color: BLACK, BROWN CORD Buyer/Dept: | 340

Style: YNK 4248 — H553 SKU Number: | 69936862

PO INIWY1 Country of Origin: | CHINA

Re-test: Yes:| | No:|X]| Charge Vendor: | Yes: | X| No:| |

Previous Report No.: |/

Addendum Report: | Ves:|{ | No:|X]|

Reason For Addendg_mzﬁ

pa—
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BUREAUYU

VERITAS

5505-138-2299(2"°REVISED)
Page 2 of 5

Sample Description:

BV No.:

Faux Amber Necklace

5505-138-2299

Faux Amber Necklace

5505-138-2300

Faux Amber Necklace

5505-138-2301

Faux Amber Necklace

5505-138-2302

Faux Amber Necklace

§505-138-2303

Faux Amber Necklace

5505-138-2304

Faux Amber Necklace

5505-138-2305

Faux Amber Necklace

5505-138-2306

Faux Amber Necklace

5505-138-2307

Faux Amber Necklace

5505-138-2308

Faux Amber Necklace

5505-138-2309

Faux Amber Necklace

5505-138-2310

C/N DGH00641 DY/C 5505-138-2299(2""Reviscd) (PF)




5505-138-2299(2""REVISED)

Page 3 of 5

C/N DGH00641 DY/C 5505-138-2299(2""Revised) (PF)




BUREAU

IR 5505-138-2299(2""REVISED)
Page 4 of 5

3. The submitted sample did not comply with the total lead content requirement under the CPSC
Interim Enforcement Policy for Children’s Metat Jewelry Containing Lead. The test results is

stated below:
Test Result
Color Total Lead content Rating

Position D 855000ppm (85.5%)
Position E 521000ppm (52.1%)
Position F 1030ppm (0.103%)
Position G 2750ppm (0.275%)
Position 1 518000ppm (51.8%)
Position J 993ppm (0.099%)
Position K 492000ppm (49.2%)

mmendation for rov: t2

3. Improvement in material qualitics should be made to comply with the CPSC Interim
Enforcement Policy for Children’s Metal Jewelry Containing Lead requirement.

C/N DGH00641 DY/C 5505-138-2299(2""Revised) (PF)




5505-138-2299(2"°REVISED)

Page 5 of 5

Remark:

1. The total lead content of metallic material of the jewelry were conducted (result refer to the
protocol page 3-4). Since the total lead content of the metal components exceeded the limit of
600ppm. So that the acid extraction test should be conducted. However, there is not sufficient
sample left for further testing. Hence the lab cannot verify the lead content by acid extraction.

If there are questions or concerns regarding above report, please contact the appropriate lab
persons.

Technical questions & concerns: Dennis Yeung
852-2494-1421
dennis. .bur

Concerns regarding billing: Ms. Cherie Yim
852-24941142
erie.yimi veri

BUREAU VERITAS HONG KONG LTD.

C/N DGH00641 DY/C 5505-138-2299(2"°Revised) (PF)
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ADDITIONAL PRODUCT PHOTOGRAPHS APPEARING IN THE ORIGINAL
LABORATORY REPORT HAVE BEEN REMOVED TO CONSERVE SPACE




Bureau Veritas Consumer Products Services, Inc.
100 Northpointe Parkway
Buffalo, New York 14228-1884

Technical Report: (5105)206-0065 July 27, 2005
Date Received: July 25, 2005 Page 1 of 2

NANCY PARKS

DOLLAR GENERAL CORPORATION
100 MISSION RIDGE
GOODLETTSVILLE, TN 37072-2170
UNITED STATES

RESULT: FAIL

Sample Description: FLOWER NECK & EAR
1.) PINK & GREEN, ORANGE & GREEN, FUCHSIA & GREEN
Vendor: DOLLAR GENERAL Sample Size: 19
CORPORATION
Manufacturer: N/A Style No(s): 6993-6846
Buyer/Department: N/A SKN/SKU No.: 6993-6846
Labeled Age Grade: NOT PRESENT PO No.: N/A
Appropriate Age Grade: N/A Ref #: N/A
Client Specified Age N/A Country of Origin: CHINA
Grade:
Tested Age Grade: N/A Assortment No.: N/A
UPC Code: 041838453200

EXECUTIVE SUMMARY:
The sample(s) DOES NOT MEET the following requirement(s):

- The lead content requirements of 16 CFR 1303, "Ban of lead-containing paint and certain consumer products bearing lead-
containing paint" (CPSC and CPSA regulations).

Bureau Veritas
Consumer Products Services, Inc.

Shari M. Piskorz
Supervisor
Heavy Metals Department

This report distributed via the Internet
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RESULTS:
TO[TtAL LEAD CONTENT (16 CFR 1303, "Ban of Lead-containi aint and certain consumer produ ring Lead-containin
aint”

DOLLAR GENERAL CORPORATION
Technical Report: (5105)206-0065
July 27, 2005

Page 2 of 2

Element: Lead
Requirement: Maximum allowable limit (0.06% by weight) 600 mg/kg

Flower Necklace and Earrings Result Conclusion

Color/ Component Location Style (mg/kg)

(A) Composite Pink and Green Surface | Flower and Leaves Necklace 100,000 Fail

Coatings and Earrings

{B) Composite Orange, Green, and Flower and Leaves Necklace 100,000 Fail

Yellow Surface Coatings and Earrings

(C) Compaosite Fuchsia and Green Flower and Leaves Necklace 120,000 Fail

Surface Coatings and Earrings _

LT = Less than mg/kg = milligrams per kilogram (ppm = parts per million)
* = Average of duplicate analyses

This report distributed via the Internet




TENT REPORT

DOLLAR GENERAL GLOBAL LAB NO.: (5507) 033-1703
SOURCING LTD DATE IN: FEB 08, 2007 (PM)
MOD. LOG IN: /
DATE OUT: FEB 08, 2007 (PM)
WORKING DAYS: 3.5
PAGE: 10F2
ATTN: JESSY CHENG AWB#: /

OVERALL RATI
GOOD

MARGINAL/COND. APPROVED
UNSATISFACTORY
DATA

TESTING FOR
CPSC METAL JEWELRY

DEVELOPMENT [ _] PRODUCTION[ | CUSTOMER COMPLAINT[ | oTHER[ |
INSPECTION PULL SAMPLE [__] VENDOR SUBMITTED SAMPLE

Sample Description: | LETTER KEYCHAIN

Vendor/Agent: DOLLAR GENERAL GLOBAL Factory: |/
SOURCING LTD
Color; / Buyer/Dept: | 340
Style: / SKU Number: | 69939233
P.O.#; IN291K Country of Origin: |/
Re-test: Yes:{ | No:[X]| Charge Vendor:| Yes: | X]| No:| |
Previous Report No.: |/
Addendum Report: | Yes:| |  No:[X|
Reason For Addendum: |/

\
C/N LH12752 SU (5507) 033-1703C
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(5507) 033-1703

-~ Page2 of 3

EXECUTIVE SUMMARY:

1. The submitted sample demonstrated unsatisfactory performance in the total lead content as per
the CPSC metal jewelry test. The test results are shown as follow.

Position Record

Silvery metal “S” charms 276ppm (0.028%)
Silvery metal “L” charms ‘ T 294ppm (0.029%)
Silvery metal oval ring _ <50ppm (<0.005%)
Silvery metal tube on wire - 32700ppm (3.27%)
Silvery metal screw end of wire 23500ppm (2.35%)
Silvery metal stopper at wire end 22600ppm (2.26%)

Silvery metal wire <50ppm (<0.005%)
Desirable: Max. 600ppm. (0.06%)

. The submitted sample demonstrated the total lead content according to the acid extraction lead
test method as below, (Data)

Position Record
D | Silvery metal tube on wire 771ug
E | Silvery metal screw end of wire <45ug
F | Silvery metal stopper at wire end
Desirable: Max. 175 micrograms

REMARK:

1. Due to the limit of the sample and the test requested are not following the CPSC metal jewelry,
the test results will be provided as data only.

C/N LH12752 SU (5507) 033-1703




(5507) 033-1703
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82
BUREAU

NOTE: If there are questions or concerns regarding above report, please contact the appropriate lab persons.

Technical questions & concerns; Johnson Chan , Suki Yuan
johnson.chan@hk bureauveritas.com
shuk-mei.ynan@hk.bureauveritas.com

General enquiry: Agnes Wong
agnes.wong@hk.bureauveritas.com

BUREAU VERITAS HONG KONG LIMITED

C/N L.H12752 SU (5507) 033-1703
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 TESTREPORT

DOLLAR GENERAL GLOBAL LAB NO.: (5507) 033-1699
SOURCING LTD DATE IN: FEB 05, 2007 (°PM)
MOD. LOG IN: /
DATE OUT: FEB 08, 2007 (PM)
WORKING DAYS: 3.5
PAGE: 1OF3
ATTN: JESSY CHENG AWB#: /

OVERALL RATING
GOOD

MARGINAL/COND. APPROVED
UNSATISFACTORY
DATA

TESTING FOR
CPSC METAL JEWELRY

DEVELOPMENT [ | PRODUCTION[ | CUSTOMER COMPLAINT [ | OTHER[ |
INSPECTION PULL SAMPLE [ _| VENDOR SUBMITTED SAMPLE

Sample Description: | CHARM & DANGLE KEYCHAIN — NON CORE KEYCHAINS
Vendor/Agent: DOLLAR GENERAL GLOBAL Factory: |/
SOURCING LTD
Color: / Buyer/Dept: | 340
Style: / SKU Number: | 69938059
P.0.#: IN24W3 Country of Origin: |/

Re-test: Ves:| | No:|X| Charge Vendor: | Ves: [X| No:| |
Previous Report No,: |/
Addendum Report: | Yes:| | No:| X]
Reason For Addendum: |/

C/N LH12749 SU (5507) 033-1699 ;\{&
N
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(5507) 033-1699

" Page?2 of 3

BUREAUY

EXECUTIVE SUMMARY:

1. The submitted sample B demonstrated unsatisfactory performance in the total lead content as
per the CPSC metal jewelry test. The test results are shown as follow. (Data)

Position Record

Silvery metal ring charms 48400ppm (4.84%)
Silvery metal flower charms . ‘ 25200ppm (2.52%)
Silvery metal dress charms 17600ppm (1.76%)
Silvery metal small handbag charms 21000ppm (2.1%)
Silvery metal small cross charms 650000ppm (65%)
Silvery metal O-ring <50ppm (<0.005%)
Silvery metal thin O-ring <50ppm (<0.005%)
Silvery metal thick medium O-ring <50ppm (<0.005%)
Silvery metal large O-ting <50ppm (<0.005%)
Silvery metal oval ring chain <50ppm (<0.005%)
Desirable: Max. 600ppm. (0.06%)

== im| g0 Wi

. The submitted sample A demonstrated the total lead content according to the acid extraction
lead test method as below. (Data)

Position Record

Al | Silvery metal sun charms 44700ug

Bl | Silvery metal heart charms ‘ 32700pg

C1_| Silvery metal large handbag charms 42700pg

D1 | Silvery metal medium cross charms 4060ug

El [ Silvery metal large cross charms 7540ug
Desirable: Max. 175 micrograms

C/N LH12749 SU (5507) 033-1699




REMARKS:

BUREAU

(5507) 033-1699
Page 3 of 3

1. Due to the limit of the sample, the sample B was used to conducted the total lead content test
only, and did not process the total lead content according to the acid extraction method.

. The sample A was used to conduct the total lead content according to the acid extraction lead

test only.

. Due to the test requested are not following the CPSC metal jewelry, the test results will be

provided as data only.

NOTE: If there are questions or concetns regarding above report, please contact the appropriate lab persons.

Technical questions & concerns:

General enquiry:

C/N LH12749 SU (5507) 033-1699

Johnson Chan , Suki Yuan
johnson.chan@hk burcauveritas.com
shuk-mei. ynan@hk.bureauveritas.com

Agnes Wong
agnes.wong(@hk bureauveritas.com

BUREAU VERITAS HONG KONG LIMITED

K HO
DEPARTMENT MANAGER - HARDLINES
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Technical Report: (5107)033-0147

Page 1 of |
February 9, 2007
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DOLLAR GENERAL
100 MISSION RIDGE

GOODLETTSVILLE, TN 37072-2170

ATTN: NANCY PARKS
CC: BETH GAMMONS

DOLLAR GENERAL
TEST REPORT

LAB NO.: (5107)033-0147
DATE IN: FEBRUARY 2, 2007
DATE OUT: FEBRUARY 9, 2007
PAGE: 10F3

AWB#: NOT LISTED

OVERALL RATING

GOOD

MARGINAL/COND. APPROVED
UNSATISFACTORY
INCOMPLETE

TESTING FOR
CPSC CHILDREN’S METAL JEWELRY -
TOTAL LEAD

DEVELOPMENT [ | PRODUCTION[ | CUSTOMER COMPLAINT[ | OTHER[X]
INSPECTION PULL SAMPLE

VENDOR SUBMITTED SAMPLE

Sample Description:

Slipper Keychain

Vendor/Agent:

United Way Industries

Factory: | Not Listed

Color:

Purple Flower, Turquoise Flower, Buyer/Dept: | Not Listed

Yellow Flower

Style:

871129003476

SKU Number: | 69939209

P.O#:

Not Listed

Country of Origin: | China

Re-test:

Yes:[ | No:|X]

Charge Vendor: | Yes:| | No:|X|

Previous Report No.:

N/A

Revision Report:

Yes:| | No:|X]|

Reason For Revision:

| N/A




(5107)033-0147
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EXECUTIVE SUMMARY: The sample is rated Unsatisfactory for the following specifications:

The lead content requirements specified in the US Consumer Product Safety Commission “Interim
Enforcement Policy for Children’s Metal Jewelry Containing Lead — 2/3/2005 — Client’s
Specifications.

1. The sample(s) did not comply with the CPSC’s required limit(s). See data table.

Bureau Veritas
Consumer Products Services, Inc.

- P

Thomas G. Riccardi

Associate Product Engineer,

Toy and Juvenile Products Department
(716)505-3644 /

tom.riccardi@us. bureauveritas.com

/kni

Bureau Veritas
Consumer Products Services, Inc.

AP

Yoon Yap
Product Engineer,
Toy and Juvenile Products Department
(716)505-3654 /
0 us. bureauveritas.com




RESULTS:

(5107)033-0147
Page 3 of 3

LEAD CONTENT (US CONSUMER PRODUCT SAFETY COMMISSION --- INTERIM

ENFORCEMENT POLICY FOR CHILDREN’S METAL JEWELRY CONTAINING LEAD —
2/3/2005) — CLIENT’S SPECIFICATION

Element:

Total Lead

Pass Limit

<600

Fail Limit

Sample Description

Color /

Component

Location

Result
(mg/kg)

Conclusion

(A)
B)
©
(D)

(E)
®

(&)
(H)
()

Metal
Metal
Metal
Metal

Metal

Metal

Metal
Metal
Metal

Key Ring

O-Ring

Chain

Slipper Sole
Slipper Strap with
Flower

Slipper Strap with
Flower

Slipper Sole

Slipper Sole
Slipper Strap with
Flower

Purple Flower
Purple Flower

Turquoise
Flower
Turquoise
Flower
Yeliow Flower

Yellow Flower

2,300

2,300

2,300
140,000

280,000
320,000

140,000
100,000
140,000

Fail
Fail
Fail
Fail

Fail
Fail
Fail
Fail
Fail

LT = Less than
* = Average of duplicate

analyses

mg/kg = milligrams per kilogram (ppm = parts per million)

NA = Not applicable due all of the total lead result below 600 ppm




Technical Report: (5105)091-0019
Date Recelved: April 11, 2005

ROBERT STEPHENSON

DOLLAR GENERAL CORPORATION - BRAND PROGRAM
100 MISSION RIDGE

GOODLETTSVILLE, TN 37072-2170

UNITED STATES

Sample Description: NECKLACE

Vendor: DOLLAR GENERAL CORPORATION -
BRAND PROGRAM

Manufacturer: N/A

Buyer: N/A

Labeled Age Grade: NOT PRESENT

Appropriate Age Grade: N/A

Client Specified Age Grade: NOT SPECIFIED

Tested Age Grade: NON-TOY, OVER 3 YEARS OF AGE

UPC Code: N/A

EXECUTIVE SUMMARY:

April 12, 2005
Page 1 of 2

Sample Size:

Style No(s):
SKN/SKU No.:

PO No.:

Client Iitem/Part No..
Country of Origin:
Assortment No.:

The sample(s) was tested to the following requirement(s) and the data provided is for informational purposes only.

- The Lead content requirements specified in the US Consumer Product Safety Commission - “Interim
Enforcement Policy for Children’s Metal Jewelry Containing Lead — 2/3/2005".

Note: Insufficient surface coating was present on the received sample(s). Consequently, the lead content analysis
on surface coatings according to 16 CFR 1303, "Ban of lead-containing paint and certain consumer products
bearing lead-contgining paint”, was not conducted.

Bureau Veritas
Consumer Products Services, Inc.

Shari M. Piskorz
Senior Analyst
Heavy Metals Department




DOLLAR GENERAL CORPORATION - BRAND PROGRAM
Technical Report: (5105)091-0019

April 12, 2005

Page 2 of 2

RESULTS:

LEAD CONTENT (US CONSUMER PRQDUCT SAFETY COMMISSION -— INTERIM ENFORCEMENT POLICY
FOR CHILDREN'S METAL JEWELRY CONTAINING LEAD - 2/3/2005)

Element: Total Lead

Sample Description Result Conclusion

Color / Component Location (mgrkg)

(A) Metal Heart pendant 670,000 Data

(B) Metal Clasp 550,000 Data

(C) Metal Crimp Clamps LT 41 Data
D) Metal O-ring - -

LT = Lessthan mg/kg = milligrams per kilogram (ppm = parts per million)
* = Average of duplicate analyses NA = Not applicable due all of the total Lead resuilt befow 600 ppm




