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Contamination has now spread to rate ion vs. the chloride ion ranges from 
at least 400 private wells located in Mor- low to extremely high values (see Table 1). 
gan Hill, Calif. Point-of-use/point-of- Relative affinities for perchlorate 
entry (POU/POE) ion exchange treat- range from 4 to 5 for gel acrylic SBA 
ment devices are logical choices for such Type I resin to greater than 1,000 for a 
individual wells. Original equipment highly selective bifunctional resin devel
manufacturers (OEMs) thinking of de- oped and patented by Oak Ridge Na
signing such devices will need to focus tional Laboratories (ORNL) for perchlo
on some key factors such as: rate removal. The high selectivity of the 

• The impact of water chemistry on latter resin, nicknamed “BiQuat” by 
resin capacity and leakage ORNL, stems from the use of two dif

• The economics and availability of ferent quaternary groups in its structure 
resins that may be suitable as opposed to a single group in other 

• The special design requirements resins. The lower affinity of gel acrylic 
for POU/POE devices (i.e., high flow SBA Type I resins allows regeneration of 
rate, fail-safe mechanisms and regula- the perchlorate loaded resin using el-
tory approvals) 

In addition, designing to Table 1. Affinity relative to chloride 

Summary: Perchlorate contamination of po
table and groundwater is a national issue. Per
chlorate removal from potable water utilizing 
ion exchange resins is a viable option, but 
choosing the right resin depends on a num
ber of complex factors. Options for point-of
use/point-of-entry designs are discussed. 

Perchlorate now threatens ground
water supplies in at least 22 states. 
Contaminant levels range from 1 

part per billion (ppb) in Massachusetts 
and Maryland to thousands of parts per 
million (ppm) in California and Nevada.1 

Although perchlorate occurs naturally, 
by far the largest source is from the 
manufacture of ammonium perchlorate 
for use by the military as solid rocket 
fuel. The high solubility and extreme sta
bility of the chemical at low concentra
tion assures that it will be around for 
many years to come. The impact on hu
man health is still being studied, but re
cent research shows that perchlorate 
blocks the uptake of iodide by the thy
roid gland and disrupts the production 
of thyroid hormone. Lack of thyroid 
hormones negatively impacts the me
tabolism of fetuses and newborn chil
dren. Perchlorate has also been impli
cated in the formation of tumors of the 
thyroid gland.2 

Even though the U.S. Environmen
tal Protection Agency (USEPA) hasn’t is
sued a maximum contaminant level 
(MCL), municipalities in states hardest 
hit, such as California and Nevada, are 
increasingly turning to ion exchange 
resin technology to clean up their water 
supplies. 

produce treated water with 1 Resin type 
ppb perchlorate or lower would Gel Acrylic Type I4 

seem prudent. It’s hoped that 
the preliminary design and cost Gel Styrenic Type I or II9 

data presented below will be Nitrate Selective (TEA) 
useful to OEMs interested in Bifunctional (BiQuat)*
developing such POU/POE 

* a perchlorate selective resin developed and licensed by Oak Ridge treatment systems. National Laboratories (ORNL). “BiQuat” is a trademark of ORNL 

Ion exchange choices evated levels of brine. In contrast, the 
Use of strong-base anion (SBA) ex- much higher affinities of the other res-

change resins to remove perchlorate ins make them extremely difficult to re-
from water relies on generate efficiently with brine. 
the higher affinity or Table 2. Typical ORNL has recently developed 
preference of the res- Redlands, Calif. water a special tetrachlor-oferrate-

Perchlorate SO4 NO3 

4 – 5 ~11 2 

100 –150 ~9.1 3.2 

>200 <7 <12 

>1,000 <6 <12 

ins for the perchlor- Parameter Concentration based regeneration procedure 
ate (ClO4-) ion com
pared to other anions 
present in the water. 
Research4,5,6 shows 
that affinity or selec
tivity for the perchlo-

Sulfate 
Nitrate 
Bicarbonate 
Chloride 
Perchlorate 

44 ppm 
40 ppm 

170 ppm 
13 ppm 
50 ppb 

for the bifunctional resin. 
The capacity of a specific 

resin depends on its affinity 
for perchlorate relative to 
competing anions such as sul
fate, nitrate and chloride. Table 
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Figure 1. Typical gel acrylic SBA Type I ing can also be a prob- lag mode can capture most of this “ex
breakthrough (approximately 500 bed volumes) lem for this type resin tra capacity.” 

0

Bicarbonate 

Nitrate 

Sulfate 

Per chlorate 
since it shows higher The affinity of the bifunctional resin300 
affinity for sulfate than for perchlorate is so much higher than 
for nitrate. any of the other resin that as much as 

Figures 1 and 2 110,000 bed-volumes capacity has been 
show typical break- obtained in field tests by ORNL using a
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h

through capacities for lead-lag pair of resin vessels. Again, the 
acrylic SBA Type I and lead-lag vessel arrangement is used to 
styrenic SBA Type I or completely saturate the resin in the lead 
II of about 500 and vessel to an equivalent capacity of ap
5,000 bed volumes proximately 75,000 bed volumes. 
(BVs),  respectively. Bed volumes 
Capacities are based POU/POE options 

1 shows that SBA Type I acrylic resins 
have a higher affinity for sulfate than 
perchlorate, but a lower affinity for ni
trate than perchlorate. As a result, dur
ing service, perchlorate will break
through ahead of sulfate but after ni
trate (see Figure 1). Early breakthrough 
of nitrate with this resin can potentially through for styrenic 
lead to the unintentional problem of ni- resin occurs at ap
trate peaking above the current MCL of proximately 5,000 
45 ppm as NO3 during part of the ser- BVs, it takes about 
vice. 15,000 BVs to saturate 

Styrenic SBA Type I or Type II res- the resin completely 
ins show a much higher affinity for per- with perchlorate. In 

on typical Redlands, Calif. water qual- Resin performance in a POU/POE 
ity as shown in Table 2. (Note: One bed environment will depend on a number 
volume is approxi
mately equal to 7.5 Figure 2. Typical gel styrenic SBA Type I 
gallons per cubic foot breakthrough (approximately 5,000 bed volumes) 
of resin). 300 

Although break-
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chlorate than for nitrate and sulfate re- practice, a pair of ion 
sulting in breakthrough of these latter exchange resin ves

0

species before perchlorate. Nitrate peak- sels operating in lead- Bed volumes 
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Table 3. POU economics (based on 1 liter of media per device) 

Average capacity Average media life Media cost only– 
— at 1,000 gallons per $ per 1,000 gallons 

Disposable media bed volumes8 device per year of water treated 

Carbon 200 2.5 weeks 30.00 

Acrylic SBA Type I 300 1 month 96.00 

Styrenic SBA Type I 4,000 1 year* 5.25 

Nitrate selective (TEA) 7,000 1.8 years* 4.25 

BiQuat perchlorate 28,000 7.4 years*  3.50
 selective resin 

Based on $/cu.ft. prices: Carbon $45; Acrylic $180; Styrenic $150; Nitrate selective $225); BiQuat $750 
*May need to change out more often due to potential biological concerns, or use additional controls (see details in text) 
Note: 1 bed volume = 7.5 gallons per cubic foot of media, or 1 bed volume = 1 liter of water per liter of media 

1. Select a media that can operate 
reliably at 15 to 30gpm/ft3 (2 to 4 BV/ 
minute) 

2. Allow for changes in water qual
ity by shortening the useful life of the 
media 

3. Incorporate measures for protec
tion against potential biological growth 

In addition, incorporating a water 
meter would be helpful to end-users in 
determining the replacement frequency 
for the device. All media should meet 
prevailing Food and Drug Administra
tion and ANSI/NSF criteria as may be 
applicable such as ANSI/NSF Standard 

44 test protocol for the media and ANSI/ 
NSF Standard 53 for the complete sys
tem. 

When thecost of a POU device is 
considered, the media cost is likely to be 
only a small fraction of the overall cost 
since the cost of hardware, labor for in
stallation, etc., can be much higher. 
Therefore, choosing the best perform
ing media (and not necessarily the low
est cost media) will likely give the great
est assurance of reliability to both the 
system designer and the consumer. 

Table 4 shows prelimi

of critical factors including the ability of 
the resin to reliably operate at relatively 
high specific flow rates typical of these 
devices. While industrial systems are de
signed for flow rates of 1 to 5 gallons 
per minute per cubic feet (gpm/ft3), 
POU/POE devices are typically operated 
at flow rates ranging up to 15 and even 
30 gpm/ft3. Higher specific flow rate 
results in higher ionic leakage and con
sequently reduced resin capacity. There
fore, resins with relatively low affinities 
for perchlorate will be most affected. 

The capacity of each resin depends 
largely on the chemistry of the specific 
water supply to be treated and the rela
tive affinities of perchlorate and other 
competing anions. Acrylic and styrenic 
capacities are particularly impacted by 
water with high sulfate content while 
BiQuat and nitrate selective resins are 
negatively impacted by high nitrate wa
ters. BiQuat will be least impacted by 
high total dissolved solids (TDS) waters. 

A comparison of the relative per
formance of the resins discussed above 
is given in Tables 3 and 4 for POU/POE 
service, respectively. In both cases, the 
same water shown in Table 2 is used. 
The estimated capacity of activated car
bon is also shown for reference. 

The assumed water usage for POU 
service is 1,000 gallons per year per de
vice. Only the replacement cost of the 
media is shown with the costs of equip
ment, installation, testing and mainte
nance being additional. Capacity esti
mates have been downgraded signifi
cantly to allow for inherent inefficien
cies typical of such high-flow, small de
vices. 

A disadvantage of the data in Table 
3 is that they are relevant only for the 
specific water used and the capacity data 
cannot be extrapolated for waters with 
significantly different quality. The pre
liminary capacity estimates shown are 
therefore to be used only for overall 
planning purposes. 

Table 4. POE economics* 

Average capacity8 Average media life Media cost only– 
— at 350 gallons per $ per 1,000 gallons 

Disposable media gallons per ft.3 day usage of water treated 

Carbon 3,000 10 days 15.00 

Acrylic SBA Type I 3,700 12 days 48.00 

Styrenic SBA Type I 75,000 7 months 2.00 

Nitrate selective (TEA) 125,000 1 year 1.80 

BiQuat perchlorate 500,000 3.9 years 1.50
 selective resin 

Based on $/cu.ft. prices: Carbon $45; Acrylic $180; Styrenic $150; Nitrate Selective $225; BiQuat $750 
*Based on lead-lag column operation 

By classifying the bed, there’s less 
of a chance the resins will mix on 
subsequent backwash cycles. It also 
reduces risk of biological growth 
within the bed. 

nary economics for POE 
devices.8 Water consump
tion is estimated at 350 gal
lons per day per household. 
The assumed design is for 
operation of two ion ex-

Testing by ORNL has shown that 
the bifunctional resin can be operated 
reliably at much higher flow rates of up 
to 15 to 30 gpm/ft3 while still maintain
ing effective control over perchlorate 
leakage. For POU applications, in which 
specific flow rates are generally several 
times higher than normal and for which 
the lowest perchlorate leakage is desired, 
the bifunctional resin may be the only 
reliable choice if perchlorate leakage of 
1 ppb or lower is to be achieved consis
tently. 

For better design 
Since all media can potentially fos

ter the growth of biological matter, es
pecially when operated for such a rela
tively long period, it would be prudent 
to incorporate appropriate biological 
control measures before and after the 
resin component device (i.e., silver-im
pregnated carbon, if acceptable). Since 
seasonal changes in influent water qual
ity can impact the capacity of the resin, 
this must be allowed for in design. Sum
marizing, for POU devices, it’s best to: 

change resin vessels in lead-
lag mode with the lag vessel used for 
polishing of the effluent from the lead. 
When the lead is exhausted, the lag is 
moved into the lead position and a fresh 
charge of resin is installed in the lag po
sition. The lag vessel serves as a valu
able guard against unexpected changes 
in operating conditions and allows for 
the time lag between sampling and ob
taining test results. Again, the values 
shown in Table 4 are valid only for the 
water quality shown in Table 2. 

Perchlorate is exchanged preferably 
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at the top of the resin bed due to the 
higher selectivity of the perchlorate ion 
vs. others usually present (i.e., sulfate 
and nitrate). Any attempts to backwash 
resins during the service cycle will likely 
result in mixing of the perchlorate-con
taminated resin at the top of the bed 
with the “cleaner” resin at the bottom, 
resulting in premature leakage of per
chlorate. Pre-filtering of the water is rec
ommended as a precaution. The system 
should be designed to backwash with 
non-contaminated water and the resin 
should be classified by backwashing 
prior to commissioning the system. By 
classifying the bed, there’s less of a 
chance the resins will mix on subsequent 
backwash cycles. It also reduces risk of 
biological growth within the bed. 

Due to potential biological growth 
within the resin bed, it may be prudent 
to install disinfection technology possi
bly before and after the perchlorate me
dia or incorporate it with the media. The 
cost of ongoing service to monitor and 
replace exhausted resins is likely to be a 
significant part of the overall cost. There
fore, choosing a resin with a longer use
ful life is likely to provide the best eco
nomics. 

Conclusion 
Disposable resins can provide effec

tive removal of perchlorate at the rela
tively high specific flow rates typical of 
POU/POE systems. Resins with very 
high affinities for perchlorate are the best 
candidates for achieving low perchlor
ate leakage and long useful life. Under
standing the impact of competing an
ions on resin capacity is essential for re
liable performance. System design 
should allow for expected seasonal 
changes in water quality. 
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