Particle Size Distribution
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GRAIN SIZE - mm
. % GRAVEL % SAND % FINES
% COBBLES CRS. FINE CRS. | MEDIUM FINE SILT CLAY
0 0 11 13 22 40 12 2
SIEVE PERCENT SPEC.* PASS? Soil Description
SIZE FINER PERGENT | [X=NO) Silty sand
3/4 in. 100
1/21in. 99
wE g ,
Atterberg Limits
#16 77 = = = N]
H16 7 PL LE . Pl= NP
ﬁig gg Coefficients
#4100 23 Dag= 0.198 Dqyg= 0.07% D10= 0.0456
#200 15 Cy= 11.50 Cem 1.64
USCS= SM AASHTO=  A-2.4(0)
Remarks
FM=213
* (no specification provided)
Sample No.: Source of Sample: PAGW 14-25 Date: 7/6/07
i.ocation: Flev./Depth:
Client: Brown and Caldwell
Project:
Project No:  07-25480-01 Figure
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GRAIN SIZE - mm
. % GRAVEL Y% SAND % FINES
% COBBLES CRS. FINE CRS. RMEDIUR FINE SILT CLAY
2 3 i0 14 24 21 18 6
SIEVE PERCENT SPEC.” PASS? Soil Description
11/2 in. 100
I in. 95
3/4in. 93
%}% :g gg Atterberg I imifs
44 23 PL= 15 Ll=" 27 Pl= 1z
ﬁig gg Coefficients
#30 51 Dggr= 5.55 Dgo= 0.973 Dgp= 0.568
#40 45 Dgp= 0.130 D45= 0.0364 Dqp= 0.0100
#30 39 Cy= 97.39 Ce= 232
#100 30 I
#200 24 Classification
UsCs= sC AASHTO=  A-2-6(0)
Remarks
F.M.=2.52
* {no specification provided)
Sample No.: Source of Sample: PAGW 14-53 Date: 7/6/07
lLocation: Elev./Depth:
Client; Brown and Caldwell
Project:
Project Mo:  07-25480-01 Figure ]
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Particle Size Distribution Report
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GRAIN SIZE - mm

% GRAVEL % SAND % FINES
O,
%» COBBLES CRS. FINE CRS. W EDIUM FINE SiLT CLAY

0 8 11 9 i6 36 18 2

SIEVE PERCENT SPEC” PASS? Soil Description

1-1/2 in. 100
1im. 96
3/4 in. 92

1/2 i, 90 Aterberg Limils
3/8 in 38 PlL= Li= Pl= Non-Plastic

ﬁ}g g% ' Coefficienis
D3Q= 0.143 Dqg= 0.0549 D4p= 0.0376

#40 56
#50 48 Cy= 14.66 Ce= 0.98

#100 3] o
#200 20 Classification
USCS= SM AASHTO= A-2-4(0)

Remarks
FM.=2.32

¥ {no specification provided)

Sample No.: Source of Sample: PAGW 17-15 Date: 7/6/07
Location: Elev./Depth:

@ @ N v E % E g:'i)e;;:t Brown and Caldwell
@ @ : u &TA j ?‘% Project No: (7-23480-0% Figure
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SPEC.*
PERCENT

SIEVE PERCENT

SKE

(X=NO)

PASS?
Silty, clavey sand

1/2 in.
3/8 in.

#10
#16
#30
#40
#50
#100
#200

PL= 14

Dag= 2.00
Bap= 0.0489
Cy= 57.43

USCS= SC-SM

F.M.=1.46

Soil Description

Afterbera Limifs
Li= 21

Coefiicienis
Dgo= ¢.281
Dq5= $.0083
Ce= 1.74

Pl= 7

Dep= 0.150
Dqg= 0.004%

Classification

AASHTO=  A-4(0)

Remarks

¥ {no specification provided)

Sample No.:
Location:

Source of Sample:

PAGW 17-34

Date:
Elev./Depih:

TIEH0T

CONVERSE

CONSULTA]

TS

Client: Brown and Caldweil

Project:

Project No: (07-25480-01

Figure
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o
% COBBLES CRS. FINE

CRS3. MEDIUM FINE

SILT

0 2 7

9 20 38

21 3

SPEG.”
PERCENT

PERCENT

PASS?
{(X=NO)

Sifty sand

PL=

Dgg= 2.62
Dap= 0.109
Cy= 1842

UsCs= SM

F.M.=1.81

Scil Descripiion

Atterberg Limils
LL= :

Coefficienis
Dgo= 0.386
Dqg= 0.0429
Ce= 146

_Pl= Non-Plastic

0.258
0.0210

Dgp=
D1o™

Classification

AASHTO=  A-2-4(0)

Remarks

Sample No.:

¥ {ne specification provided)

L.ocation:

Source of Sample:

PAGW 21-16

Date:
Elev./Depth:

TIGI0T

CC

CONVERSE
ISULTANTS

Ctient: Brown and Caldweil
Project:

Project No:  (7-25480-01

Figure




Particle Size Distribution Report
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500 100 16 1 a1 0.01 0.601%
GRAIN SIZE - mm
o % GRAVEL % SAND % FINES
%o COBBLES CRS. FINE CRS. MEDIUM FINE SILT CLAY
g 0 14 10 17 28 23 8
SIZE FINER PERCENT | (X=HO) Silty, clayey sand
3/4in. 100
1/2 in. 98
3/8 in. gg
#4 imi
Atterberg Limits
#10 76 = 14 = =
#16 20 PL= 14 Li= 19 Pl= 35
jﬁg gg Coefficients
450 P Dgs= 4.43 Dgo= 0.466 Dgo= 0.256
#100 43 Dap= 0.0726 D45= 0.0199 D4pg= 0.0072
#2700 11 Cy= 64.68 Ce= 1.57
Classification
USCS= SC-SM AASHTO= A-2-4(0)
Remarks
FM=192
- {na specification provided)
Sample No.: Source of Sample: PAGW 21-62 Bate:  7/6/07
L ocation: Elev./Bepth:
Client: Brown and Caldwell
Project:
Project No: 07-25480-0) Figure




