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Amended

REPORT OF ANALYSIS

SRK

Mark Willow

113915

EV6771B

03-26-02

J. Webster

02-27-02

3:00pm

Samples delivered to the lab in good condition by
M. Willow.

14 samples for SPLP Extraction with Metals Analysis off
the extract

Samples Labeled:

YVLT1-1 YVLT3-3
YVLT1-2 YIB1-1
YVLT1-2 Duplicate YIB1-2
YVLT1-3 Y1B2-1
YVLT3-1 YIB3-1
YVLT3-2 YIB3-2
YVLT3-2 Duplicate YIB3-3

NOTE: Amended report includes the pH of the
Final Leachate of the YIB samples.

This report is applicable only to the sample received by the laboratory. The liability of the laboratory 1s fimited to the amount paid for this report. This report
is for the exclusive use of the client to whom it is addressd and upon the condition that the client assumes all Hability for the further distribution of the report or its contents.



Case Narrative

- For the extraction of samples YVLT1-1, YVLT1-2, YVLT1-3, YVLT3-1, YVLT3-2, and
YVLT3-3, SPLP Method 1312 (SW8486) was followed according to standard protocol.
However, per client request for samples YiB1-1, YIB1-2, YiB2-1, YIB3-1, YIB3-2, and
YiB3-3, SPLP Method 1312 was modified so that the final SPLP Leachate Fluid from
the YVLT samples was used to extract the YIB samples.

r !y'
Jennifer Webster
Laboratory Manager
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A e
ANALYSIS PERFORMED BY AAL ENVIRONMENTAL LLC - NV00D040

YVLT1-1
DETECTION EPA EXTRACTION ANALYSIS
PARAMETER D.F. UNITS LIMIT METHOD DATE DATE
ALUMINUM - mg/L 1.71 0.020 200.7 03-06-02 03-08-02
ANTIMONY e mg/l < 0.003 0.003 200.7 03-08-02 03-08-02
ARSENIC e mg/lL. < 0.005 0.005 200.7 03-06-02 03-08-02
BARIUM e mg/L 0.117 0.020 200.7 03-06-02 03-08-02
BERYLLIUM - mg/lL < 0.002 0.002 200.7 03-06-02 03-08-02
CADMIUM - mg/lL < 0.002 0.002 2007 03-06-02 03-08-02
+CALCIUM 15  mg/L 175 2.50 200.7 03-06-02 03-12-02
CHROMIULM e mg/L. < 0.005 0.005 200.7 03-06-02 03-08-02
COBALT e mg/L 0.036 0.020 - 200.7 03-06-02 03-08-02
COPPER - mg/L 457 0.010 200.7 03-06-02 03-12-02
IRON e mg/L. 0.124 0.020 200.7 03-06-02 03-08-02
LEAD e mg/L 0.009 0.007 200.7 03-06-02 03-08-02
MAGNESIUM e mg/L 17.1 0.10 200.7 03-06-02 03-08-02
MANGANESE e mg/L 0.401 0.005 200.7 03-06-02 03-08-02
MERCURY -~ mg/lL < 0.0005 0.0005 2451 03-06-02 03-13-02
NICKEL - mg/L 0.031 0.020 200.7 03-06-02 03-08-02
POTASSIUM ~-e mg/L 1.83 0.10 200.7 03-06-02 03-08-02
SELENIUM ~- mg/L < 0.010 0.010 200.7 03-06-02 03-08-02
SILVER e mg/L < 0.010 0.010 200.7 03-06-02 03-08-02
SODIUM - mg/L 18.9 0.50 200.7 " 03-06-02 03-08-02
THALLIUM e mg/L < 0.001 0.001 200.7 03-06-02 03-08-02
VANADIUM e mg/ll. < 0.020 0.020 200.7 03-06-02 03-08-02
ZINC ~e- mg/L 0.330 0.050 200.7 03-06-02 03-08-02
pH of FINAL LEACHATE =~ - S.u. 513 0.01 APHA4500H+B 03-06-02 03-06-02
Jenniter Webster
Laboratory Manager
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ANALYSIS PERFORMED BY AAL ENVIRONMENTAL LLC - NVO0040

YVLT1-2

DETECTION EPA EXTRACTION ANALYSIS
PARAMETER D.F. UNITS LIMIT METHOD DATE DATE
ALUMINUM e mg/L 279 0.020 200.7 03-06-02 03-08-02
ANTIMONY e mg/. < 0.003 0.003 200.7 03-06-02 03-08-02
ARSENIC e mg/l. < 0.005 0.005 200.7 03-06-02 03-08-02
BARIUM e mg/L. 0.116 0.020 200.7 03-06-02 03-08-02
BERYLLIUM e mg/lL < 0.002 0.002 200.7 03-06-02 03-08-02
CADMIULM e mg/lL < 0.002 0.002 200.7 03-06-02 03-08-02
LALCIUM 15 mg/L 185 2.50 200.7 03-06-02 03-12-02
CHROMIUM e mg/l. < 0.005 0.005 200.7 03-06-02 03-08-02
COBALT e mg/L 0.027 0.020 - 200.7 03-06-02 03-08-02
COPPER - mgiL 25.8 0.010 200.7 03-06-02 03-12-02
IRON e mg/L 0.029 0.020 2007 03-06-02 03-08-02
LEAD e mg/L < 0.007 0.007 2007 03-06-02 03-08-02
MAGNESIUM - mg/L 21.5 0.10 200.7 03-06-02 03-08-02
MANGANESE = e mg/L 0.336 0.005 200.7 03-06-02 03-08-02
MERCURY e mg/ll. < 0.0005 0.0005 245.1 03-06-02 03-13-02
NICKEL - mg/L 0.029 0.020 200.7 03-06-02 03-08-02
POTASSIUM e mg/L 1.24 0.10 200.7 03-06-02 03-08-02
SELENIUM - mg/llL. < 0.010 0.010 200.7 03-06-02 03-08-02
SILVER - mg/lL < 0.010 0.010 200.7 03-06-02 03-08-02
SODIUM e mg/L 156 0.50 200.7 " 03-06-02 03-08-02
THALLIUM e mgil. < 0.001 0.001 200.7 03-06-02 03-08-02
VANADIUM e mg/lL. < 0.020 0.020 200.7 03-06-02 03-08-02
ZINC e mg/L 0.295 0.050 200.7 03-06-02 03-08-02
pH of FINAL LEACHATE =~ -~ S.u. 4,79 0.01 APHA4500H+B 03-06-02 03-06-02
Jennifer Webster
Laboratory Manager
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ANALYSIS PERFORMED BY AAL ENVIRONMENTAL LLC - NV00040

YVLT1-2 Duplicate

DETECTION EPA EXTRACTION ANALYSIS
PARAMETER D.F. UNITS LIMIT METHOD DATE DATE
ALUMINUM - mg/L 3.28 0.020 200.7 03-08-02 03-08-02
ANTIMONY -  mg/L < 0.003 0.003 200.7 03-06-02 03-08-02
ARSENIC -  mg/L < 0.005 0.005 200.7 03-06-02 03-08-02
BARIUM —ee mg/L 0.102 0.020 200.7 03-06-02 03-08-02
BERYLLIUM -~ mg/l. < 0.002 0.002 200.7 03-06-02 03-08-02
CADMIUM - mg/L < 0.002 0.002 200.7 03-06-02 03-08-02
- GALCIUM 15  mg/l 182 2.50 200.7 03-06-02 03-12-02
CHROMIUM -~ mg/L < 0.005 0.005 200.7 03-06-02 03-08-02
COBALT - mg/L 0.034 0.020 . 200.7 03-06-02 03-08-02
COPPER - mg/L 34.5 0.010 200.7 03-06-02 03-12-02
IRON - mg/L 0.0330 0.020 200.7 03-06-02 03-08-02
LtEAD e mg/lL. < 0.007 .0.007 200.7 03:06-02 03-08-02
MAGNESIUM e mg/L 26.0 0.10 200.7 03-06-02 03-08-02
MANGANESE -~ mg/L 0.417 0.005 200.7 03-06-02 03-08-02
MERCURY - mg/l. < 0.0005 0.0005 245.1 03-06-02 03-13-02
NICKEL e mg/L 0.036 0.020 200.7 03-06-02 03-08-02
POTASSIUM - mg/L 1.33 0.10 200.7 03-06-02 03-08-02
SELENIUM -~ mg/lL. < 0.010 0.010 200.7 03-06-02 03-08-02
SILVER e mg/L < 0.010 0.010 200.7 03-06-02 03-08-02
SODIUM e mg/L 14.0 0.50 200.7 " 03-06-02 03-08-02
THALLIUM -~ mg/L < 0.001 0.001 200.7 03-06-02 03-08-02
VANADIUM e mg/l. < 0.020 0.020 200.7 03-06-02 03-08-02
ZINC - mg/l 0.265 0.050 200.7 03-06-02 03-08-02
pH of FINAL LEACHATE ————n s.u. 4.80 0.01 APHA4500H+B 03-06-02 03-06-02
Jennifer Webster
Laboratory Manager
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ANALYSIS PERFORMED BY AAL ENVIRONMENTAL LLC - NV00040

YVLT1-3

DETECTION EPA EXTRACTION ANALYSIS
PARAMETER D.F. UNITS LIMIT METHOD DATE DATE
ALUMINUM - mg/L 1.73 0.020 200.7 03-06-02 03-08-02
ANTIMONY - mg/ll < 0.003 0.003 200.7 03-06-02 03-08-02
ARSENIC - mg/lL < 0.005 0.005 200.7 03-06-02 03-08-02
BARIUM -~ mg/lL 0.149 0.020 200.7 03-06-02 03-08-02
BERYLLIUM —  mg/llL. < 0002 0.002 200.7 03-06-02 03-08-02
CADMIUM —  mg/lL < 0.002 0.002 200.7 03-06-02 03-08-02
CALCIUM 15 mg/L 158 2.50 200.7 03-06-02 03-12-02
CHROMIUM - mg/lL < 0.005 0.005 200.7 03-06-02 03-08-02
COBALT e mg/L 0.065 0.020 - 200.7 03-06-02 03-08-02
COPPER -—-—  mg/L 48.5 0.010 200.7 03-06-02 03-12-02
IRON - mg/L 0.116 0.020 200.7 03-06-02 03-08-02
LEAD e mg/L 0.009 0.007 200.7 03-06-02 03-08-02
MAGNESIUM - mgl/L 16.8 0.10 200.7 03-06-02 03-08-02
MANGANESE i 111+1{ % 0.689 0.005 200.7 03-06-02 03-08-02
MERCURY - mgflL < 0.0008 0.0005 245.1 03-06-02 03-13-02
NICKEL. e mg/L 0.035 0.020 200.7 03-06-02 03-08-02
POTASSIUM —~—  mg/l 1.35 0.10 200.7 03-06-02 03-08-02
SELENIUM e mg/l. <  0.010 0.010 200.7 03-06-02 03-08-02
SILVER e mg/k. < 0.010 0.010 200.7 ~ 03-06-02 03-08-02
SODIUM e mg/L 16.5 0.50 200.7 03-06-02 03-08-02
THALLIUM - mg/lk < 0.001 0.001 200.7 03-06-02 03-08-02
VANADIUM - mgilk < 0.020 0.020 200.7 03-06-02 03-08-02
ZINC - mg/L 0.428 0.050 200.7 03-06-02 03-08-02
pH of FINAL LEACHATE = ~eeme s.u. 5.08 0.01 APHA4500H+B 03-06-02 03-06-02
Jennifer Webster
Laboratory Manager
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ANALYSIS PERFORMED BY AAL ENVIRONMENTAL LLC - NV00040

YVLT3-1

DETECTION EPA EXTRACTION ANALYSIS
PARAMETER D.F. UNITS LIMIT METHOD DATE DATE
ALUMINUM e mg/L 2.26 0.020 200.7 03-06-02 03-08-02
ANTIMONY -~  mg/llL. < 0.003 0.003 200.7 03-06-02 03-08-02
ARSENIC -~ mg/t < 0.006 0.005 200.7 03-06-02 03-08-02
BARIUM e mg/L 0.134 0.020 200.7 03-06-02 03-08-02
BERYLLIULM e mg/L < 0002 0.002 200.7 03-06-02 03-08-02
CADMIUM - mg/l. < 0.002 0.002 200.7 03-06-02 03-08-02
CALCIUM 15  mg/L 232 2.50 200.7 03-06-02 03-12-02
CHROMIUM e mg/l. < 0005 0.005 200.7 03-06-02 03-08-02
COBALT - mg/L 0.023 0.020 - 200.7 03-06-02 03-08-02
COPPER ~—ee mg/L 33.5 0.010 200.7 03-06-02 03-12-02
IRON - mg/L 0.121 0.020 200.7 03-06-02 03-08-02
LEAD e mg/L 0.012 0.007 200.7 03-06-02 03-08-02
MAGNESIUM e mg/L. 17.2 0.10 200.7 03-06-02 03-08-02
MANGANESE @~ - mg/L 0.253 0.005 200.7 03-06-02 03-08-02
MERCURY e mg/L < 0.0005 0.0005 245.1 03-06-02 03-13-02
NICKEL. e mg/L 0.027 0.020 200.7 03-06-02 03-08-02
POTASSIUM - mg/L 2.57 0.10 200.7 03-06-02 03-08-02
SELENIUM - mg/L < 0.010 0.010 200.7 03-06-02 03-08-02
SILVER e mg/l. < 0.010 0.010 200.7 ~ 03-06-02 03-08-02
SODIUM we  mg/l 18.6 0.50 200.7 03-06-02 03-08-02
THALLIUM —— mg/ll. < 0.001 0.001 200.7 03-06-02 03-08-02
VANADIUM e mg/lk < 0.020 0.020 200.7 03-06-02 03-08-02
ZINC ~e  mg/l 0.340 0.050 200.7 03-06-02 03-08-02
pH of FINAL LEACHATE =~ -~ s.u. 492 0.01 APHA4500H+B 03-06-02 03-06-02
Jennifer Webster
Laboratory Manager
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ANALYSIS PERFORMED BY AAL ENVIRONMENTAL LLC - NV00040

YVLTS3-2

DETECTION EPA EXTRACTION ANALYSIS
PARAMETER D.F. UNITS LIMIT METHOD DATE DATE
ALUMINUM e mg/L 0.517 0.020 200.7 03-06-02 03-08-02
ANTIMONY e mg/ll. < 0.003 0.003 2007 03-06-02 03-08-02
ARSENIC ——— mg/L < 0.005 0.005 200.7 03-06-02 03-08-02
BARIUM - mg/L 0.180 0.020 200.7 03-06-02 03-08-02
BERYLLIUM —— mg/L < 0.002 0.002 200.7 , 03-06-02 03-08-02
CADMIUM e mg/L. <  0.002 0.002 200.7 03-06-02 03-08-02
»CALCIUM 1/5 mg/L 170 2.50 200.7 03-06-02 03-12-02
CHROMIUM e mg/L < 0.005 0.005 200.7 03-06-02 03-08-02
COBALT e mg/ll. < 0.020 0.020 - 200.7 03-06-02 03-08-02
COPPER —emee mg/L 10.0 0.010 200.7 03-06-02 03-12-02
IRON e mg/L 0.038 0.020 200.7 03-06-02 03-08-02
LEAD ——— mg/L < 0007 0.007 200.7 03-06-02 03-08-02
MAGNESIUM e mg/L 7.05 0.10 200.7 03-06-02 03-08-02
MANGANESE ~  —eeee mg/L 0.092 0.005 200.7 03-06-02 03-08-02
MERCURY - mgiL < 0.0005 0.0005 2451 03-06-02 03-13-02
NICKEL —— mg/L < 0.020 0.020 200.7 03-06-02 03-08-02
POTASSIUM w-e  mg/L 2.91 0.10 200.7 03-06-02 03-08-02
SELENIUM eeeen mg/L < 0.010 0.010 200.7 03-06-02 03-08-02
SILVER - mg/l. < 0.010 0.010 200.7 03-08-02 03-08-02
SODIUM - mg/l 15.1 0.50 200.7 " 03-06-02 03-08-02
THALLIUM e mg/lL. < 0.001 0.001 200.7 03-06-02 03-08-02
VANADIUM e mg/L < 0.020 0.020 200.7 03-06-02 03-08-02
ZINC e mg/L 0.277 0.050 200.7 03-06-02 03-08-02
pH of FINAL LEACHATE — s.u. 5.38 0.01 APHA4500H+B 03-06-02 03-06-02
Laboratory Manager
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‘ANALYSlS PERFORMED BY AAL ENVIRONMENTAL LLC - NV00040

YVLT3-2 Duplicate

DETECTION EPA EXTRACTION ANALYSIS
PARAMETER D.F. UNITS LIMIT METHOD DATE DATE
ALUMINUM - mg/L 3.19 0.020 2007 03-06-02 03-08-02
ANTIMONY - mg/L < 0.003 0.003 200.7 03-08-02 03-08-02
ARSENIC e mg/l. < 0.005 0.005 200.7 03-06-02 03-08-02
BARIUM e mg/l. 0.122 0.020 200.7 03-06-02 03-08-02
BERYLLIUM e mg/L. < 0.002 0.002 200.7 03-06-02 03-08-02
CADMIUM -—- mg/L < 0002 0.002 200.7 03-06-02 03-08-02
CALCIUM 1/5 mg/l 157 2.50 200.7 03-06-02 03-12-02
Cl—?hO'MIUM ----- mg/l. < 0.005 0.005 200.7 03-06-02 03-08-02
COBALT e mg/l. < 0.020 0.020 200.7 03-06-02 03-08-02
COPPER - mg/L 8.77 0.010 200.7 03-06-02 03-12-02
IRON JE— mg/L 1.85 0.020 200.7 03-06-02 03-08-02
LEAD e mg/l. < 0.007 0.007 200.7 03-06-02 03-08-02
MAGNESIUM e mg/L. 6.49 0.10 200.7 03-06-02 03-08-02
MANGANESE = = = e mg/L 0.082 0.005 200.7 03-06-02 03-08-02
MERCURY - mg/l 0.0005 0.0005 245.1 03-06-02 03-13-02
NICKEL. e mg/l. < 0.020 0.020 200.7 03-06-02 03-08-02
POTASSIUM = e mg/L 2.92 0.10 200.7 03-06-02 03-08-02
SELENIUM - mglL < 0010 0.010 2007 03-06-02 03-08-02
SILVER - mg/. < 0010 0.010 200.7 03-06-02 03-08-02
sopiuM e mg/L 12.7 0.50 200.7 -03-06-02 03-08-02
THALLIUM -~ mg/lL < 0.001 0.001 200.7 03-06-02 03-08-02
VANADIUM -~ mgllL. < 0.020 0.020 200.7 03-06-02 03-08-02
ZINC - mg/L 0.132 0.050 200.7 03-06-02 03-08-02
pH of FINAL LEACHATE =~ < S.u. 4.86 0.01 APHA4500H+B 03-06-02 03-06-02
Jennifer Webster
Laboratory Manager

, . AAL
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ANALYSIS PERFORMED BY AAL ENVIRONMENTAL LLC - NV00040

YVLT3-3

DETECTION EPA EXTRACTION ANALYSIS
PARAMETER D.F. UNITS LIMIT METHOD DATE DATE
ALUMINUM - mg/L 1.35 0.020 200.7 03-06-02 03-08-02
ANTIMONY e mg/l < 0.003 0.003 200.7 03-06-02 03-08-02
ARSENIC - mgit < 0.005 0.005 200.7 03-06-02 03-08-02
BARIUM gL 0.140 0.020 200.7 03-06-02 03-08-02
BERYLLIUM - mg/ll. < 0.002 0.002 200.7 03-06-02 03-08-02
CADMIUM - mg/l. < 0.002 0.002 200.7 03-06-02 03-08-02
,CALCIUM 15 mgll 154 2.50 200.7 03-06-02 03-12-02
CHROMIUM - mgl. < 0.005 0.005 200.7 03-08-02 03-08-02
COBALT -  mg/l. < 0020 0.020 200.7 03-06-02 03-08-02
COPPER w—  mg/L 14.1 0.010 200.7 03-08-02 03-12-02
IRON e mg/L 0.050 0.020 200.7 03-06-02 03-08-02
LEAD - mg/ll < 0.007 0.007 200.7 03-06-02 03-08-02
MAGNESIUM wmem MGIL 10.0 0.10 200.7 03-06-02 03-08-02
MANGANESE - mg/L 0.200 0.005 200.7 03-06-02 03-08-02
MERCURY = emeem mg/llL. < 0.0005 0.0005 2451 03-06-02 03-13-02
NICKEL - mglL < 0.020 0.020 200.7 03-06-02 03-08-02
POTASSIUM - mg/L 2.08 0.10 200.7 03-08-02 03-08-02
SELENIUM e mg/l. < 0.010 0.010 200.7 03-06-02 03-08-02
SILVER -~ mg/l. < 0010 0.010 200.7 03-06-02 03-08-02
SODIUM —mee g/l 15.6 0.50 200.7 - 03-06-02 03-08-02
THALLIUM - mglL < 0.001 0.001 200.7 03-06-02 03-08-02
VANADIUM - mgll. < 0.020 0.020 2007 03-06-02 03-08-02
ZINC —e- g/l 0.279 0.050 200.7 03-06-02 03-08-02
pH of FINAL LEACHATE e s.u. 513 0.01 APHA4500H+B 03-06-02 03-06-02
Jennifer Webster
Laboratory Manager

v AAL
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ANALYSIS PERFORMED BY AAL ENVIRONMENTAL LLC - NV00040

YiB1-1

DETECTION EPA EXTRACTION ANALYSIS
PARAMETER D.F. UNITS LIMIT METHOD DATE DATE
ALUMINUM e mg/L 2.54 0.020 200.7 03-07-02 03-08-02
ANTIMONY e mg/L 0.005 0.003 200.7 03-07-02 03-08-02
ARSENIC — g/l 0.030 0.005 200.7 03-07-02 03-08-02
BARIUM - mgl/lL 0.173 0.020 200.7 03-07-02 03-08-02
BERYLLIUM -~ mg/llL. < 0002 0.002 200.7 03-07-02 03-08-02
CADMIUM - mg/L 0.006 0.002 200.7 03-07-02 03-08-02
LCALCIUM 1/5 mg/l 226 2.50 200.7 03-07-02 03-12-02
CHROMIUM e mg/l. < 0.005 0.005 200.7 03-07-02 03-08-02
COBALT - mgll 0.125 0.020 - 200.7 03-07-02 03-08-02
COPPER e mg/L 34.5 0.010 200.7 03-07-02 03-12-02
IRON e mg/. < 0.020 0.020 200.7 03-07-02 03-08-02
LEAD e mg/lL. < 0.007 0.007 200.7 03-07-02 03-08-02
MAGNESIUM -~ mg/L 36.5 0.1¢ 200.7 03-07-02 03-08-02
MANGANESE -~ mg/L 3.33 0.005 200.7 03-07-02 03-08-02
MERCURY - mg/l 0.0011 0.0005 2451 03-07-02 03-13-02
NICKEL. e mg/L < 0.020 0.020 200.7 03-07-02 03-08-02
POTASSIUM e mg/L 3.79 0.10 200.7 03-07-02 03-08-02
SELENIUM - mg/L 0.452 0.010 200.7 03-07-02 03-08-02
SILVER e mg/lL < 0.010 0.010 200.7 03-07-02 03-08-02
SODIUM - g/l 43.4 0.50 200.7 " 03-07-02 03-08-02
THALLIUM e mg/L 0.014 0.001 200.7 03-07-02 03-08-02
VANADIUM e mg/lL < 0.020 0.020 200.7 03-07-02 03-08-02
ZINC -~ mg/L 0.536 0.050 200.7 03-07-02 03-08-02
pH of FINAL LEACHATE =~ - s.u. 4.61 0.01 APHA4500H+B 03-07-02 03-07-02
Jennifer Webster
Laboratory Manager

) AAL
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ANALYSIS PERFORMED BY AAL ENVIRONMENTAL LLC - NV00040

yYiB1-2

DETECTION EPA EXTRACTION ANALYSIS
PARAMETER D.F. UNITS LIMIT METHOD DATE DATE
ALUMINUM e mg/L 22.6 0.020 200.7 03-07-02 03-08-02
ANTIMONY e mg/L 0.003 0.003 200.7 03-07-02 03-08-02
ARSENIC seee Mg/l 0.029 0.005 200.7 03-07-02 03-08-02
BARIUM - mg/L 0.189 0.020 200.7 03-07-02 03-08-02
BERYLLIUM - mg/l. < 0.002 0.002 200.7 03-07-02 03-08-02
CADMIUM ~-e mgiL 0.010 0.002 200.7 03-07-02 03-08-02
CALCIUM 15  mg/L 237 2.50 200.7 03-07-02 03-12-02
CHROMIUM —  mg/L 0.007 0.005 200.7 03-07-02 03-08-02
COBALT - mgil 0.313 0.020 . 200.7 03-07-02 03-08-02
COPPER e mg/L. 38.4 0.010 200.7 03-07-02 03-12-02
IRON e mg/L 0.066 0.020 200.7 03-07-02 03-12-02
LEAD e mg/l. < 0.007 0.007 200.7 03-07-02 03-08-02
MAGNESIUM —-  mg/L 36.1 0.10 200.7 03-07-02 03-08-02
MANGANESE e mg/L 1.05 0.005 200.7 03-07-02 03-08-02
MERCURY - mg/L 0.0015 0.0005 2451 03-07-02 03-13-02
NICKEL -~ mg/lt. < 0.020 0.020 200.7 03-07-02 03-08-02
POTASSIUM mg/L 1.79 0.10 200.7 03-07-02 03-08-02
SELENIULM e mg/L 0.061 0.010 200.7 03-07-02 03-08-02
SILVER -~ mg/lL < 0010 0.010 200.7 03-07-02 03-08-02
SODIUM = mgfl 22.4 0.50 200.7 © 03-07-02 03-08-02
THALLIUM e mg/L 0.011 0.001 200.7 03-07-02 03-08-02
VANADIUM e mg/lL < 0,020 0.020 200.7 03-07-02 03-08-02
ZINC - mg/L 0.762 0.050 200.7 03-07-02 03-08-02
pH of FINAL LEACHATE e s.u. 4.21 0.010 APHA4500H+B 03-07-02 03-07-02

AREN'H 1 e
Jennifer Webster
Laboratory Manager
] _ . , AAL
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ANALYSIS PERFORMED BY AAL ENVIRONMENTAL LLC - NVO0040

YiB2-1

DETECTION EPA EXTRACTION ANALYSIS
PARAMETER D.F. UNITS LIMIT METHOD DATE DATE
ALUMINUM —~ mg/l 329 0.020 200.7 03-07-02 03-08-02
ANTIMONY - mgll 0.011 0.003 200.7 03-07-02 03-08-02
ARSENIC - mg/L 0.021 0.005 200.7 03-07-02 03-08-02
BARIUM e mg/L 0.127 0.020 200.7 03-07-02 03-08-02
BERYLLIUM —-  mg/ll. < 0.002 0.002 200.7 03-07-02 03-08-02
CADMIUM e mg/L 0.046 0.002 200.7 03-07-02 03-08-02
LALCIUM 15  mg/l 169 2.50 200.7 03-07-02 03-12-02
CHROMIUM e mg/L 0.011 0.005 200.7 03-07-02 03-08-02
COBALT e mg/L 0.377 0.020 . 200.7 03-07-02 03-08-02
COPPER - mg/L 118 0.010 200.7 03-07-02 03-12-02
IRON e mg/L 0.480 0.020 200.7 03-07-02 03-08-02
LEAD e mg/L 0.017 0.007 200.7 03-07-02 03-08-02
MAGNESIUM e mg/L. 37.7 0.10 200.7 03-07-02 03-08-02
MANGANESE = = mg/L 1.59 0.005 200.7 03-07-02 03-08-02
MERCURY ——  mg/L 0.0009 0.0005 2451 03-07-02 03-13-02
NICKEL - mg/l 0.439 0.020 200.7 03-07-02 03-08-02
POTASSIUM - mg/L 1.48 0.10 200.7 03-07-02 03-08-02
SELENIUM ~  mg/L 0.242 0.010 200.7 03-07-02 03-08-02
SILVER -  mg/L < 0.010 0.010 200.7 03-07-02 03-08-02
SODIUM —  mg/L 19.8 0.50 200.7 ' 03-07-02 03-08-02
THALLIULM e mg/L 0.022 0.001 200.7 03-07-02 03-08-02
VANADIUM - mglk < 0.020 0.020 200.7 03-07-02 03-08-02
ZINC e mg/L 275 0.050 200.7 03-07-02 03-08-02
pH of FINAL LEACHATE =~ -~ s.uU. 4,11 0.010 APHA4500H+B 03-07-02 03-07-02
Laboratory Manager

. AAL
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ANALYSIS PERFORMED BY AAL ENVIRONMENTAL LLC - NV0O0040 -

YiB3-1

DETECTION EPA EXTRACTION ANALYSIS
PARAMETER D.F. UNITS LIMIT METHOD DATE DATE
ALUMINUM - mg/L 9.01 0.020 - 200.7 03-07-02 03-08-02
ANTIMONY —e mg/L 0.003 0.003 200.7 03-07-02 03-08-02
ARSENIC - mg/L 0.010 0.005 200.7 03-07-02 03-08-02
BARIUM -~ mg/L 0.213 0.020 200.7 03-07-02 03-08-02
BERYLLIUM e mg/. < 0.002 0.002 200.7 03-07-02 03-08-02
CADMIUM -  mg/. < 0002 0.002 200.7 03-07-02 03-08-02
GALCIUM 15 mg/l 237 2.50 200.7 03-07-02 03-12-02
CHROMIUM e mg/llk < 0.005 0.005 200.7 03-07-02 03-08-02
COBALT e mg/L 0.038 0.020 . 200.7 - 03-07-02 03-08-02
COPPER - mg/L 293 0.010 200.7 03-07-02 03-12-02
{IRON e 11+ 1/ % 0.105 0.020 200.7 03-07-02 03-08-02
LEAD -~——  mgiL < 0.007 0.007 200.7 03-07-02 03-08-02
MAGNESIUM ~e-  mgiL 18.3 0.10 200.7 03-07-02 03-08-02
MANGANESE - mg/L 0.312 0.005 200.7 03-07-02 03-08-02
MERCURY -~ mg/lL < 0.0005 0.0005 245.1 03-07-02 03-13-02
NICKEL —  mg/L 0.042 0.020 200.7 03-07-02 03-08-02
POTASSIUM - g/l 2.39 0.10 200.7 03-07-02 03-08-02
SELENIUM - mg/L 0.033 0.010 200.7 03-07-02 03-08-02
SILVER - mg/llL < 0.010 0.010 200.7 03-07-02 03-08-02
sobium e mg/L 20.4 0.50 200.7 © 03-07-02 03-08-02
THALLIUM e mg/l 0.012 0.001 200.7 03-07-02 03-08-02
VANADIUM - mg/lt. < 0.020 0.020 200.7 03-07-02 03-08-02
ZINC e mg/L 0.485 0.050 200.7 03-07-02 03-08-02
pH of FINAL LEACHATE —— s.u. 4.34 0.010 APHA4500H+B 03-07-02 03-07-02
Jennifer Webster
Laboratory Manager

Por s mopkcable Only 10 e ssmpie receved by the labormtory The kebdty of the wborstory is kmked 10 the amount pad for this report This report ENVIRSIGR%EN’TAL
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ANALYSIS PERFORMED BY AAL ENVIRONMENTAL LLC - NVO0040

YiB3-2

DETECTION EPA EXTRACTION ANALYSIS
PARAMETER D.F. UNITS LIMIT METHOD DATE DATE
ALUMINUM - mg/lL 259 0.020 200.7 03-07-02 03-08-02
ANTIMONY —- mg/lk < 0.003 0.003 200.7 03-07-02 03-08-02
ARSENIC - mg/L 0.016 0.005 200.7 03-07-02 03-08-02
BARIUM -~ mg/L 0.224 0.020 200.7 03-07-02 03-08-02
BERYLLIUM e mg/k < 0.002 0.002 200.7 03-07-02 03-08-02
CADMIUM - mgl/L 0.002 0.002 200.7 03-07-02 03-08-02
CAL.C!UM 175 mg/lL 164 2.50 200.7 03-07-02 03-12-02
CHROMIUM e mg/L 0.005 0.005 200.7 03-07-02 03-08-02
COBALT e mg/L 0.141 0.020 . 200.7 03-07-02 03-08-02
COPPER e mg/L. 9.52 0.010 200.7 03-07-02 03-12-02
IRON e mg/L 0.099 0.020 200.7 03-07-02 03-08-02
LEAD - mg/L 0.009 0.007 200.7 03-07-02 03-08-02
MAGNESIUM e mg/L 14.4 0.10 200.7 03-07-02 03-08-02
MANGANESE ~—  mg/L 0.539 0.005 200.7 03-07-02 03-08-02
MERCURY e mg/l. < 0.0005 0.0005 2451 03-07-02 03-13-02
NICKEL - g/l 0.155 0.020 200.7 03-07-02 03-08-02
POTASSIUM - mg/L 2.86 0.10 200.7 03-07-02 03-08-02
SELENIUM w—e mg/l 0.015 0.010 200.7 03-07-02 03-08-02
SILVER -  mg/L < 0.010 0.010 200.7 03-07-02 03-08-02
SODIUM - mg/l 17.7 ‘0.50 200.7 ' 03-07-02 03-08-02
THALLIUM e mg/L 0.020 0.001 200.7 03-07-02 03-08-02
VANADIUM e mg/k. < 0020 0.020 200.7 03-07-02 03-08-02
ZINC - g/l 0.542 0.050 200.7 03-07-02 03-08-02
pH of FINAL LEACHATE = -—-- s.u. 4.11 0.010 APHA4500H+B 03-07-02 03-07-02
Qeresedar W aoxkin
Jennifer Webster
Laboratory Manager
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ANALYSIS PERFORMED BY AAL ENVIRONMENTAL LLC - NV00040

YiB3-3

DETECTION EPA EXTRACTION ANALYSIS
PARAMETER D.F. UNITS LIMIT METHOD DATE DATE
ALUMINUM e mg/L 47.0 0.020 200.7 03-07-02 03-12-02
ANTIMONY e mg/l. < 0.003 0.003 200.7 03-07-02 03-08-02
ARSENIC e mg/L 0.023 0.005 200.7 03-07-02 03-08-02
BARIUM - mg/l 0.230 0.020 200.7 03-07-02 03-08-02
BERYLLIUM -~ mg/lL < 0002 0.002 200.7 03-07-02 03-08-02
CADMIUM - mg/L 0.003 0.002 200.7 03-07-02 03-08-02
LALCIUM - mg/L 162 0.50 200.7 03-07-02 03-12-02
CHROMIUM ~eeee mG/IL 0.017 0.005 200.7 03-07-02 03-08-02
COBALT - mg/L 0.189 0.020 - 200.7 03-07-02 03-08-02
COPPER - mg/L 14.2 0.010 200.7 03-07-02 03-12-02
IRON —- mg/L 0.180 0.020 200.7 03-07-02 03-08-02
LEAD e mg/L 0.019 0.007 200.7 03-07-02 03-08-02
MAGNESIUM = mg/L 19.9 0.10 200.7 03-07-02 03-08-02
MANGANESE  ~~  <eeen mg/L 0.799 0.005 200.7 03-07-02 03-08-02
MERCURY e mg/L < 0.0005 0.0005 2451 03-07-02 03-13-02
NICKEL e mg/L 0.237 0.020 200.7 03-07-02 03-08-02
POTASSIUM e mg/L 2.42 0.10 200.7 03-07-02 03-08-02
SELENIUM - mg/lL 0.052 0.010 200.7 03-07-02 03-08-02
SILVER e mg/lL < 0.010 0.010 200.7 03-07-02 03-08-02
sobDiUM e mg/L 21.0 0.50 200.7 " 03-07-02 03-08-02
THALLIUM e mg/L. 0.017 0.001 200.7 03-07-02 03-08-02
VANADIUM -— mg/lL < 0.020 0.020 200.7 03-07-02 03-08-02
ZINC e mg/L 0.668 0.050 200.7 03-07-02 03-08-02
pH of FINAL LEACHATE =~ - s.u. 3.92 0.010 APHA4500H+B 03-07-02 03-07-02
Jennifer Webster
Laboratory Manager

. : . AAL
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EXTRACTION PERFORMED BY AAL ENVIRONMENTAL LLC - NVO0040

SPLP EXTRACTION DATA

YVLT1-1 YVLT1-2 YVLT1-2 Duplicate
Initial Wet Weight, g: 12.838 10618 13.220
Initial Dry Weight, g: 12.228 9.941 12.401
Initial Moisture, %: 4.74 6.36 6.20
initial Solids, %: 95.3 93.6 83.8
Extraction Fluid: #2 #2 #2
Adfusted Extraction Fluid pH, s.u.: 5.03 5.03 5.03
Extraction Fluid Volume, mi: 3000 3000 3000
Dry Sample Weight, g: 150 150 ~ 150
Date/Time Started: 03/05/02 5:00pm 03/05/02 §:00pm 03/05/02 5:00pm
Date/Time Finished: 03/06/02 11:30am 03/06/02 11:30am 03/08/02 11:30am
Contact Time: 18.5 hrs. 18.5 hrs. 18.5 hrs,
Extractor RPM: 32 32 32
Minimum Temperature C:* 8.9 8.9 8.9
Maximum Temperature C.* 13.2 13.2 13.2

———
*Temperature out of recommended range

L IR

Jennifer Webster
Laboratory Manager
AAL
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EXTRACTION PERFORMED BY AAL ENVIRONMENTAL LLC - NV0O0040

SPLP EXTRACTION DATA
YVLT1-3 YVLT3~1 YVLT3-2
Initial Wet Weight, g: 10.624 3.420 9.114
Initial Dry Weight, g: 9.992 3.276 8.679
Initial Moisture, %: 5.95 4.21 4.77
Initial Solids, %: 94.1 a5.8 95.2
Extraction Fluid: #2 #2 #2
Adlusted Extraction Fluid pH, s.u.: 4.97 4.97 4.97
Extraction Fluid Volume, ml: 3000 3000 3000
Dry Sample Weight, g: 150 150 150
Date/Time Started: 03/05/02 5:00pm 03/05/02 5:00pm 03/05/02 5:00pm
Date/Time Finished: 03/06/02 11:30am 03/06/02 11:30am 03/06/02 11:30am
Contact Time: 18.5 hrs. 18.5 hrs. 18.5 hrs.
Extractor RPM: 32 32 32
Minimum Temperature C:* 8.9 89 8.9
Maximum Temperature C:* 13.2 13.2 13.2
*Temperature out of recommended range
Jennifer Webster 4
Laboratory Manager
_ _ . AAL
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EXTRACTION PERFORMED BY AAL ENVIRONMENTAL LLC - NV0O0040

SPLP EXTRACTION DATA

YVLT3-2 Duplicate YVLT3-3

Initial Wet Weight, g: 9.153 8.334

Initial Dry Weight, g: 8.682 7.834

Initial Moisture, %: 5.15 6.00

Initial Solids, %: 949 94.0

Extraction Fluid: #2 #2
"Atjusted Extraction Fluid pH, s.u.: 497 4.97

Extraction Fiuid Volume, mi: 3000 3000

Dry Sample Weight, g: 180 150 -

Date/Time Started: 03/05/02 5:00pm 03/05/02 5:00pm
Date/Time Finished: 03/06/02 11:30am 03/06/02 11:30am
Contact Time: 18.5 hrs. 18.5 hrs.

Extractor RPM: 32 32

Minimum Temperature C:* 8.9 8.8

Maximum Temperature C:* 13.2 13.2

*Temperature out of recommended range

ATV SH N

Jennifer Webster
Laboratory Manager

AAL
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EXTRACTION PERFORMED BY AAL ENVIRONMENTAL LLC - NV00040

SPLP EXTRACTION DATA
YIB1-1 YiB1-2

Initial Wet Weight, g: 9.150 9.665

Initial Dry Weight, g: 8.426 9.030

Initial Moisture, %: 7.91 6.57

initial Solids, %: 92.1 93.4

Extraction Fluid: YVLT1-1 YVLT1-2
"ERtraction Fluid pH, s.u.. 513 479

Extraction Fluid Volume, mi: 2000 2000

Dry Sample Weight, g: 100 100 -

Date/Time Started: 03/06/02 5:00pm 03/06/02 5:00pm 5:00pm
Date/Time Finished: 03/07/02 11:00am 03/07/02 11:00am 11:00am
Contact Time: 18 hrs. - 18 hrs.

Extractor RPM: 32 32

Minimum Temperature C:* 8.6 8.5

Maximum Temperature C:* 15.0 15.0

*Temperature out of recommended range

Jennifer Webster

Laboratory Manager

AAL
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EXTRACTION PERFORMED BY AAL ENVIRONMENTAL LLC - NV00040

SPLP EXTRACTION DATA

YiB3-1 YIB3-2 YIB3-3

Initial Wet Weight, g: 13.283 13.435 12477

Initial Dry Weight, g: 12.476 12.321 10.794

Initial Moisture, %: 6.08 8.29 11.40

Initial Solids, %: 93.9 91.7 88.6

Extraction Fluid: YVLT3-1 YVLT3-2 YVLT3-3
"Ef&traction Fluid pH, s.u.: 4.92 5.38 513

Extraction Fiuid Volume, mi: 2000 2000 2000

Dry Sample Weight, g: 100 100 ° 100

Date/Time Started: 03/06/02 5:00pm 03/06/02 5:00pm 03/06/02 5:00pm
Date/Time Finished: 03/07/02 11:00am 03/07/02 11:00am 03/07/02 11:00am
Contact Time: 18 hrs, 18 hrs. 18 hrs.

Extractor RPM: 32 32 32

Minimum Temperature C:* 8.5 8.5 8.5

Maximum Temperature C:* 15.0 15.0 15.0

*Temperature out of recommended range

Jennifer Webster

Laboratory Manager

; AAL
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