Particle Size Distribution Report
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GRAIN SIZE - mm.
o +37 % Gravel % Sand % Fines
) Coarse Fine Coarse Medium Fine sitt Clay
0.0 0.0 39.6 19.1 ‘ 15.5 10.7 9.6 5.5
Test Results (ASTM D 422 & ASTM D 1140) Material Description
Opening |  Percent Spec.” Pass? Light Brown Silty Sand with Gravel (Visual Method)
Size Finer (Percent) (X=Fail)
3/4" 100.0
12" 98.4 Atterberg Limits (ASTM D 4318)
3/8" 86.1 PL= LL= Pl=
#4 60.4
#3 44.4 Classification
£10 413 USCS (D 2487)= AASHTO (M 145)=
#16 354 Coefficients
#30 28.5 Dgg= 10.3194 Dgs= 9.2987 Dgo= 4.6761
#40 25.8 D5o= 3.0986 D3g= 0.7022 Dys= 0.0741
#50 23.1 D1g= 0.0273 Cy= 170.99 Ce= 3.86
#100 18.6
#200 15.1 Remarks
0.0326 nm. 109
0.0212 mm. 8.9
0.0124 mum. 7.9
8832 m gg Date Received: 2-26-09 Date Tested: 2-27-09
0.0032 mm. 50 Tested By: Newell Freeman
0.0013 mm. 3.3 Checked By: Michael Hawe, SET.
Title: Laboratory Supervisor
b {no specification provided)
Location: OU4-FEP-66-SED Date Sampled: 2-26-09
|_Sample Number: 1221 p
AMEC Earth I(:-Iient: Brown and Caldwell
. roject: Yerington Evaporation Ponds
& Environmental (B&C Project No. 136259)
Reno, NV Project No: 9419000740 Figure 1221




