APPENDIX C

Internal and External VeSsel Coating Testing
Reports




4 ENGINEERS, INC.

Civil Infrastructure Preservation ‘ 03-063

February 13, 2004

Adam Hatrvey, P.E.

URS Corporation

2520 Venture Oaks Way, Suite 250 ‘,
Sacramento, CA 95833

SUBJECT: Coating Inspection Report for US Filter EPA Carbon Filter Vessels

Dear Adam,

V&A Consﬁl;:ing Engineers (V&A) has completed the inspection of the EPA vessels fabricated and
coated at the Modern Welding and Fabrication Fadility in Fresno, CA. A copy-of the field inspectots
notes will be sent separately. The following is a summaty of the inspection reports received by V&A

upon completion of the vessel mspections. All tanks were coated and mspected in accordance with
the manufactutes recommendations.

=7 Vessel ID: 521-01, 521-02
Date of surface preparation and coating applicaton: 09/29/03 - 10/17/03
Inspector: Chris Kincheloe
Coating Inspection Summary:
Intetior of vessels wete blast cleaned to SSPC-SP 5 standard. Three coats of Plasite 4110 Vinyl Ester
Coating were applied to the interior of the vessels. Dty film thickness measurements were recorded,
pet SSPC-PA 2 guidelines, and mapped throughout the vessels. The contractor was made aware of
high and low areas and repairs were made. Spark testing was conducted and holidays were identified.
Holidays were repaired prior to final acceptance of coating application.

Vessel ID: 160052201-1, 160052201-2

Date of surface preparation and coating application: 01/07/04 - 01/15/04

Inspector: Craig Williams

Coating Inspection Summary:

Interior of vessels were blast cleaned to SSPC-SP 5 standard. Three coats of Plasite 4110 Vinyl Ester
Coating were applied to the interior of the vessels. Dty film thickness measurements were recorded,
per SSPC-PA 2 guidelines, and mapped throughout the vessels. The contractor was made aware of

Inspection Letter Report.dot

- KRR e AP v e : ' VaA CONSULTING ENGINEERS, INC.

-~ Lake Merritt Plaza, 1999 Harrison Street, Suite 975, Qakland, CA 94612 | Tel. (510) 903-6600, Fax (510 903-6601 | www.vaengr.com -




Daily Quality Assurance Report
Bay Area Coating Consultant Services

oot & ] 1-888-384-6839 |
Contractor Start Time: (pcyyA_|Lunch Break: n_;bu - D/H Starting Hours g ]-
Contractor Depart Time: 2:30D{fotal of Crew: — * : D/H Ending Hours 4
Inspector Hours: X ! Company: e U eld zﬁA_

Project Name: | URS2ng wmyverw Foreman: | \o
Project Location 1A Inspector:
Time DB WB R/H D/ Substrate High . Low Location

BomT 67 6T 59 O (2 2 5% o] 75 ©
aw 7g °1 58 B 4« 49 °1 12
(Dawm| (0% D | 552 55°] 1% ©
(2994 72O (| O 53[50 75 ©

Outside Climatic Conditions: '§un‘$hinﬁé Cloudy Fog Rain Snow |Wind/MPH

Anchor Profile: #2 #3

#2 ' #3
(PM) ( Z'-SO ' :

Mater Blast Vacuum Blast [SP# |
Abrasive: y Size: 2 >

Plast Hose P.S.1.:
i Cleanliness:
Type of Prep:

Product/Number
Base Batch #
Activator Batch #
Other Component:
Thinner Batch # & %
Dwell Time

Paint Temp:

Amount Used:

Mixing Procedure: Box Drill Mixing Time:

WFT /I DFT Mil Thickness Area Recorded Surface Type

Inspector§ Sig"a?U’ g—?—} | ; 3%;/573 e 7/ 12.7/05

\ ! Page 1
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Daily Quality Assurance Report

Bay Area Coating Consultant Services

Report# ). 71-888-384-6839 i .
Contractor Start Time: (o o WA |Lunch Break: | 2D uA D/H Starting Hours
Contractor Depart Time: )\ \Total of Crew: #/ b D/H Ending Hours
inspectorHours: | & % .Company:
Project Name: URS @r{m Foreman: ]
Project Location \@ﬁ g_l; !zgﬁﬁ% .| Inspector:
Time DB WB P Substrate High Low -
Tauw | &5° 1 5% 51 °l 7% —~}|—
Ay A e =
{ kil — | -
Dam | 79 ° | 42 °| DO gl 59 °l 3l | — | —
lam | 78° | Y 1@ pl 5, %l g2 > — | —
Zoul| 55 ° [ 7,5 1 37bl 54 2] Inf 0] — | —
TB8& " L7 21 378155 2 io | — | —
2wmiqo ® 1 70 ° (163 %] — 1= d
Outslde Climatic Conditions: unshing)| Cloudy Rain Snow |WindIMPH4/ €27
Anchor Profile:’ N - PRE?'ST flugmé No-ﬁ" LTESTEX B .
m& T, 2 : ﬂmﬁ gggg;g;%;& = @ARK;DEKMS . ~4
7{& '(fC 5»2 _;83@71.51045 mils) or (40 to ,15L5°535"§§§1;§ t g.sA;nas‘) o (4 XCOARSE (15104 of (4010 115 microns) 3 W
Blast Hose P.S.I.: [|#1 %7 S #2 #3 7
Air Cleanliness:  [(AM) ~7: (PM) N YW Geiidliancy
Type of Prep: (Abrasive Bla gter Blast Vacuum Blast |EP#
Abrasive: VL ~ Size: X .
MU
Product/Number 4 de HIO
Base Batch # O
Activator Batch # B 730D
Other Component: (1 AEOERIDPB L ,
Thinner Batch # & % . e ( Hasite #ZD 2.-5% )
Dwell Time \_ JJl| 2 Y he 2\Sund ’
|Paint Temp: 77 © 72° °
Amount Used: - | .
Mixing Procedure:  Box Drill ) Mixing Time:\OﬁBM@{
7z2°
FT)/DFT Mil Thickness Area Recorded Surface Type :
22.D Top 4D (Oarbeon Sivel
21.0 =B ll L H
20.0 _Hottewn Qxﬂe W N
Date ? = /O 5

v

PN RS e T 200 1 K S L




Report #

Daily Quality Assurance Report

Bay Area Coating Consultant Services

1-888-384-6839 :
7 “ntractor Start Time: (pQ W] [Lunch Break: D/H Starting Hours U/
}~vntractor Depart Time: Total of Crew: D/H Ending Hours U7 3
inspector Hours: ; _ Company: rn Ul
Project Name: LS S navinov 1a g Foreman:
Project Location MM%&@ Inspector:
Time DB WB R/H D/P  Substrate High, Low Location
Tawm | bl 0/ 59 o] s oA P (2° —
Xaw] Gl 01 5@ O ;> 215> 61 W _[(,4° N n_F2
2 e | Ol 2l 572|856 °] X 75 |
(Do | 2381 (7o 258155 5 =74 7
am ] 77°1 (4 °] 4941 5¢ W T 196° " Ay
Outside Climatic Conditions: (|Sunshine{ Cloudy | Fog Rain | Snow |Wind/MPH &/
Anchor Profile: #1 . #2 #3
Blast Hose P.S.L: [|#1 ~~_ #2 : #3 .
JAr Cleanliness: (AM) 2D s (PM) N JorrD/
.- )e of Prep: Abrasive Blast |  Water Blast VacuunyBlast [SP# |
s Abrasive: |~ Size: [~
Product/Number W . \
Base Batch # 1210 Vo Qrating Yo B g ANecly|
Activator Batch # _ , odl wm ) neY
Other Component: DEORID d psa Suly 100>,
. \. [ {
Thmner Batch # & % MZK S5 = TR B R W
Dwell Time <z~ o m;lQﬁg.lﬁ = s
Paint Temp: ) Ei \
Amount Used:
Mixing Procedure: Box (Drillj
WFT / DFT Mil Thickness ___Area Recorded Surface Type
ol < ) Ko NAr o/
(L = /
DD / !3' P .“Uj\ "
D N Al (Y 7
f‘ﬂm’*@ o)
Date: /0 é ﬂ S

Page 1




Daily Quality Assurance Report

Bay Area Coating Consultant Serwces

1

Page 1

Report# 7 1-888-384-6839
Contractor Start Time: Jv7 |Lunch Break: D/H Starting Hours
Contractor Depart Tim%motal of Crew: D/H Ending Hours v/
Inspector Hours: | ¥ [ Company: e ng
Project Name: D ¢ ngrmeng Foreman: A
Project Location \A@% inspector: !
 Time DB WB RH /P Substrate  High Low Location
Jaw | 57 °] 5D °T (7] 9o o1 =led [ 57 O] —— ‘3\:2_1\—
Raw | A7 °lwh?2.°| Y] 4 © § D% ° i 02,
Ranm | 67 °%] 53 °| A 49 ° ¥ S%(gf" — | 3#0\\/\(%7\%&
1Dan | @5 °1 52 o] 47 plq2. T [ol— T =<hell ']
Hawml| 75° 1 5K° | 39 42147 ¢ h 98 © T Tepcap FOL,
pepm | 107 | 57 ° 1 44 AlY7] _ i 30 °l——— 1 LS
laom |7/ ° 57145 B14d ° AR B A L N Qi
o l
Outside Climatic Conditions: {{Sunshine} Cloudy Fog Rain Snow [(Wind/MPH o
Anchor Profile: #1 \ H#2 #3
Blast Hose P.S.l.: [|#7 #2 #3 :
Air Cleanliness: (AM) <36 (PM) Th  Com B £
Type of Prep: Abrasive Blast |  Water Blast T Vacuum Blast |SP# | e
Abrasive: | —— Size: | ~—_
Product/Number ¢ H1D
Base Batch # =220 D) _ )
Activator Batch # REA730E MG Tale 16 /03
Other Component: 7=I1) A
Thinner Batch # & % K| % §;ﬂ T /0D
Dwell Tmﬂ&g&&_&@% o '
Paint Temp: Ty ° ™
|{Amount Used: .
Mixing Procedure: Box ( Drill Mixing Time:
F}l DFT Mil Thickness Area Recorded Surface Type
1O.-2.2. A.gl&‘bu!:b Stee |
10, 2.% , Y21l i
1y4-20. - Qa\.p M
1Y~ 270. Al 1A i
Ll ¥ ot " by - L
Inspectors Signatu Date:
| “@/@} b/ 5295

3
MR L

¥
:




Daily Quality Assurance Report
Bay Area Coating Consultant Services

Foote g [ 1-888-384-6839
C...itractor Start Time: “[am |Lunch Break: | D/H Starting Hours NI
Contractor Depart Time: ’Smmal of Crew: [ D/H Ending Hours Mla,
Inspector Hours: Company: )
Project Name: § ?S < Foreman: \aln_(orau
Project Location M%ﬁﬂﬁé{ Inspector: K4 Kin
Time DB WB RH DIP Substrate  High Low Location
T D00 ARSI ST Ll 5701 el [ DY ° T}, Bofloal s #02
w57 ° Lo © 4/’/ 2 i /010 0 =shg )l o2
Plam|ed ° 1 SS°156p] ¥¥° W e5° U_TopQap 2
Wawm| (M °1 579 | 47 178 ° | |0 L ‘d«b“ 22
Uam] 759 1 899 | R7 Bl 47 © h 7% ° T
o) 77 °1 G0° |25 7 9% < T 7 — “"‘ﬁo‘ﬁgxx@m%/
e
Outside Climatic Conditions: ({Sunshine) Cloudy | Fog Rain | Snow [Wind/MPH N/a
N—
JAnchor Profile: 1 \ #2 #3
Blast Hose P.S.l.:  [#1 ™\ , #2 #3
. TCleanliness: (AM) AN /q (PM) A/ /2
Type of Prep: MV [7\. Abrasive Blast |  Water Blast Vacuum Blast [SP# —
Abrasive: ™~ Size: ]
Product/Number N
Base Batch # N~
Activator Batch # )
Other Component: AN
Thinner Batch # & % N
Dwell Time N\
Paint Temp:
Amount Used:
Mixing Procedure: Box Drill Mixing Time:

WFT / DFT Mil Thickness

Area Recorded

Surface Type

C Laler e (\FT

Inspectors Slgg’a%?7

Date

Page

213
77




Daily Quality Assurance Report
Bay Area Coating Consultant Services

Report# A 1-888-384-6839 .

Sontractor Start Time: 7 qwA  |Lunch Break:  [Z5w . DIH Starting Hours Ula

Sontractor Depart Time'3 30ppfotal of Crew: 1 [ ° D/H Ending Hours | Vla

Inspector Hours: | X ! _ Company: o (el

Project Name: { Z NG WG Foreman:

Project Location | — Inspector: Kinohs

Time DB WB RMH*  D/IP  Substrate High Low Location

Tow | (0° 5‘73%_%%‘—“ Z77°] St [ —— o0 To

Law °l 5% % g9°1 w @Y= _ Bl do ;

Aau | Lof 527 Hhl 49° ) 70°% —— | v Topan'%o :

Daw | (050 54 © oI55 v Ol—— |~ ol %]
i

Outside Climatic Conditions: (] Sunshine Cloudy Fog Rain Snow |Wind/MPH

- ‘\/

Anchor Profile:  |#1 \ #2 #3 1

Blast Hose P.S.1.. [#1  ~_ #2 #3

Air Cleanliness: (AM)—— —PM)

Type of Prep: . Abrasive Blast |  Water Blast Vacuum Blast |SP# |

HAbrasive: | ' Size: |~

Product/Number '

Base Batch # N\

Activator Batch # N

Other Component: N

Thinner Batch # & % . N\

Dwell Time AN

Paint Temp: N

Amount Used: N

Mixing Procedure: Box Drill Mixing Time:

WFT / DFT Mil Thickness Area Recorded Surface Type

: P 2 /\ w1 N
o Cuhts StaSea on '/hog v. 2 oV pg‘%nr’{.‘ -
B— e ' 7/
Inspectors Signature /m We: /Wé 5

Page 1




Daily Quality Assurance Report
 Bay Area Coating Consultant Services

R t# /) 1-888-384-6839
Contractor Start Time: /g #7 |LunchBreak: / 7—-;51;11 - DJ/H Starting Hours Mg -
Contractor Depart Time: 6@;/‘[ otal of Crew: DHEndingHours, | Mg

Inspector Hours: K Company: ////MM@Q
Project Name: DR 1NG Foreman: H L |
Project Location 0. p Inspector: Tca

Time DB WB R/ D/ Substrate  High Low Location
Tam | D | 5, ° Z 2l 47 °|l ofw/ | 57 ° T Shel(702
Zam | 56°| &1 °| 72 Blyz 7L I 757 Ol——- ¥ Jon (%) P2
%gm k1 9| 82 Ol 54 Dl 45 O] lpo Ol——— w4 u/ ¥o>
{Vawm gg; g‘! oo S5/ In 7&3 , S‘((D;-———~ W she [} é;g!
[ awm SO RkIS5S n L5 w mggﬁ [
OV 97 Hlar © W | gqel——— h Shell (%o

[
12m I/

Outside Climatic Conditions: ¢Sunsﬂi_r_lé Cloudy Fog Rain | Snow |Wind/MPH Mg

s
Anchor Profile: #1 \ #2 #3
P ~tHose P.S.I.: |#1 ™— #2 #3
K___cleanliness: (AM) % RDgwa  (PM) 1171
Type of Prep: Abrasive Blast |  Water Blast Vacu last |SP# |
Abrasive: _ ' Size™~—~]__
/ _@.EG.J L
Product/Number ﬂsi\z, 9110 T -
Base Batch # 202108 7/0%) [/
Activator Batch # SEFO730R G/03 Dty o Mann¥ee lure]
Other Component: 2602 35 7/0% )

Thinner Batch # 8 % ) [Z < @_ 4/ 2 |
Dwell Time \ L&_;\;D_jjéﬂby Ac Xiwgted & V25004

Paint Temp: wiZ
Amount Used: -l
Mixing Procedure: Box ’ rill Mixing Time:
<
WFT / DFT Mil Thickness Area Recorded Surface Type
b--/4 /A —=kee
S-|=2 | Teoprda ) _— /
lo.— /4. mw A AW Z
A/} ) 7
VA

Inspectors Sign

Date/&/éé\B

Page 1




Report# [/ LY

Daily Quality Assurance Report

Bay Area Coating Consultant Services

1-888-384-6839
Contractor Start Time: — /. A}A |Lunch Break: - D/H Starting Hours
Contractor Depart Time: 2 otal of Crew: D/H Ending Hours , My
inspector Hours: Company: NModgrn (o
Project Name: VED ey Foreman: WA B
Project Location  |}| ) Inspector:
Time DB WB R/ D/ Substrate  High Low  Location
o] KO 2] & °] 5271 47 O] Sk (P . Shwl-02,
| A Rl Ol 2.5 334 Y90 u 9 ° (REECY
e . N

Outside Climatic Conditions:  |$unshine] Cloudy Fog Rain Snow |WindIMPH L/sq
Anchor Profile: my #3
Blast Hose P.S.I.: |#1~__ #2 #3
Air Cleanliness: [(AM) W /o (PM)
Type of Prep: Alarasiv'e Blast |  Water Blast Vacuum Blast |SP# |

' Abrasiver——__ i
Product/Number |
Base Batch # N
Activator Batch # N
Other Component: N
Thinner Batch # & % |
Dwell Time ™
Paint Temp: .
Amount Used: N
Mixing Procedure: Box Drill Mixing Time:
WFT / DFT Mil Thickness Area Recorded M Surface Type
[So0. TT Xoohinds  on"va. 2] o% Naort.

' — VI
£
2

Inspectors Sign

/
Date: /O//Z/O\.Z_)

Page 1




(for L ne o on. Daily Quality Assurance Report

_Y1le4 ~  Bay Area Coating Consultant Services |
Report# | ] 7-888-384-6839
Contractor Start Time: g0 |Lunch Break: —_— D/H Starting Hours —
~ tractor Depart Time: ikZo |Total of Crew: 2. D/H Ending Hours S — |
w..pectorHours: | jp.< __ Company: “_[p . weldie &L |
Project Name: Mol ield, Bl / \fefﬁvi RéFegT“ALs 'Foreman: Jf€ Sicracde |
Project Location ;:(%M A Inspector: RN T
Time . DB WB RH  D/IP . Substrate High Low Location
32 | 53 H9. - 95 | 45 | Sfec] g2+ | N9 N\Foderiec [ Shop
{4po 60 sz 63 47 o Go S A n
(LoD o £3 2 a7 |« bl sx | w «
Outside Climatic Conditions: _|Sunshine [{Cloudy >_Foa | Rain | Snow |Wind/MPH [ald

SR

Anchor Profile: #1 - o2 T #3

Blast Hose P.S.L.: |#1 9O ) #2, - #3

Air Cleanliness:  |(AM) (ood—__ (PM) .

Tvoe of Prep: ~ @ve Blast * [} Water Blast Vacuum Blast * [SP# < |
g X Abrasive: (2 -4D 4 Sbeel 6ot |Size: %"ss ( gg]‘JE i -4p
Product/Number B -

Base Batch #-

Activator Batch #

Other Component:

Thinner Batch # & %

Dwell Time

Paint Temp:

Amount Used:

[Mixing Procedure: Box_ Drill Mixing Time:

|WET / DFT_Mil Thickness 1 Area Recorded Surface Type

A

-

. __Jectors Signature Date: '
/?, 2l E 1)z

‘ Page 1




%r’a&tﬂg

Daily Quality Assurance Report

i[8lc3 Bay Area Coating Consultant Services
Report# 2 | 1-888-384-6839
Contractor Start Time: D> Lunch Break: D/H Starting Hours
Contractor Depart Time: Total of Crew: -3 D/H Ending Hours
Inspector Hours: 10 g dy Company: Malbern e Ll
Project Name: Mudeca, (L\a\(ime Eudo, /nMecticad Eller Tanlss Foreman: MTELA Sko.rvni
Project Location Feeons A Inspector: Craiq Wil liams
Time DB WB RH D/P Substrate High  Low " Location
0LoiD Hg 4s 13 2% Shea! 45 4S5 | Tederisc [ Lep
p130 S22 H7 69 Ha i 4 4y ‘« "«
(055 go s4q ¢E 449 o gs | s3 0u.+s Je [ chedo
PASS L3 51 50 44 M 10X o) o
iSop | 0 ST H4 “H7 " i L8 LTnside Shop
(oo 20 S$g 4§ 49 . 1D &4 T
Outside Climatic Conditions: <ﬁ.7z@y’ Fog | Rain | Snow |WindMPH /Lot

. PRESS-O-FILM™ Vessed

PRESS-O FILM“‘\/.J.Q,C PRESS-0- FILM“\‘}‘.,,S._I

Anchor Profile: o —d 'nss-nsx Mo, {1 {weo - TESTEXY!
2%;25.0% é} r?ls - SSEXIA?KQ 10519715 122535?% éﬁ—;%— F&%ﬁﬁﬁ- g%;%)% 2o 7 N ;;:9715 !
X COARSE (1.5 10 4.5 mils) or {40 to 115 microns) . - X COARSE (1.5 to 4.5 mils) or (40 to 115 microns) : X COARSE (1.5 to 4.5 mis) or (40 to 115 microns) :
Bilast Hose P.S.l.. |#1 N #2 #3
Air Cleanliness: __|(AM) _ ZZQBJJ (PM) _
Type of Prep: Al(@swe“BTasf\jL Water Biast Vacuum Blast [SP# 5~ |
Abrasive: | Amn~ tt:: { Grid Size: 1% +4HD
Cocboline/ Ploside wito
Product/Number ) O Pseo2 ARDD
Base Batch # Al 363925 B Rilets] 39 5B -1kt
Activator Batch # (C.fulest ¢ | 3L4z03 3
Other Component: ' B 3e44 86 B - 3iesbs
Thinner Batch # & % mzl/s] Rootdess (103
Dwell Time il LA
Paint Temp: £5° C/74°
Amount Used: i3.56al

Mixing Procedure: Box

Drill_% A, o frea_Mixing Time: 36 min, 4 - Ol

stf—a.q‘

WFT /I DFT Mil Thickness

Area Recorded Surface Type

Inspectors Signat?y‘ /”/Z—/

Date:

/ /9/0‘/

Page 1
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Daily Quality Assurance Report
Bay Area Coating Consultant Services

\(@4&’"\’\.(@\ {Z\\\’.&( T&_V\_\LS
Vesacds #i- iboo 2o~

H# 2 - )20 5228(-2 R

Report# 3 I 1-888-384-6839 _
C actor Start Time: 0600 _|Lunch Break: D/H Starting Hours -
Contractor Depart Time: Total of Crew: 2-3 D/H Ending Hours — .
Inspector Hours: Company:  Im lora foctens Fabs
Project Name: Vecticol Filler janks Foreman:  |T.£C Sharnile
Project Location  [Mydorn ~ . b " Inspector: o Ol
Time DB WB R/H é Substrate High : Low L.ocation
gbpo | 54 48 4 | “eeg| steol s | 50 IVewl¥2/ shep
X {010 Sy 42 ¢4 42 « 31 Sy e «
[1=50) s8 S22 [ 47 « 31 St Poind :Slwp Jeg X
(232 65 sS S 47 7 g7 Ry iz
(soo 68 ss” HZ aY - NS 74 " i
Outside Climatic Conditions: Sunshme;ﬁﬁ Fog Rain Snow WdeMP-H 1 /at#
Anchor Profile: T s LHES PRESS 0 Fle\s}]"—;xd#% PRESS 0 FIL;\Sy?;Exdwl o PRESS O- F‘leléﬁE‘"gﬁ& 2
. fosdos S0 NSt s e &3—*’— NevancoE s [Readng e — - e o s
4.6-H.% | orso micrns U ifﬁlfﬁ . or 50 microns USA 1{4]oif | "G50 microns USA /s |
| X COARSE (1.5 to 4.5 mils) or (40 to 115 microns) X COARSE (1.5 to 4.5 mils) or (40 to 115 microns) l X COARSE (151045 mlls) or (40 to 115 microns)
Blast Hose P.S.l.: |#1 %7 #2 #3
ﬁi»f‘ﬂeanliness: (AM) (PM) /Q@o ¥ .
Ty, .. of Prep: . Abrasive Blast—.| __ Water Blast Vacuum Blast |SP# < |
_ Abrasive:—{Ama < 7r6) Lot Size: % + 40
cbeline /Plasite HUO _
'Product/Number 1 oPooonAADD
Base Batch # Rt A 13v39258- 2lek| 3mu9sIB- Hlets
Activator Batch# p {4 ¢ SLYB0R B - L inf
Other Component: P& B | 3i448CB-bld
Thinner Batch# & % _mc Roo(c'-U;Ss”l Jo3 | Sherwim Williank 0%
Dwell Time
Paint Temp: ohe / /=
Amount Used: 32 O_«Lod

Mixing Procedure: Box o~ Drill ) Mixing Time: 3>+ minwte s
WFT /DFT Mil Thickness Area Recorded Surface Type
T&‘ZZ/( # | (2-20 b((j ; T/\.—('efgff( Stosl

Date:

Vi

Inspectors Sﬁﬂaiure /
=

Page 1
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Stuede.
i/iﬂ/ag

Daily Quality Assurance Report
Bay Area Coating Consultant Services Veosel m . 100D S2201- 2

\o’exr*wcq\ Flter janls
Veswe l#( - 6002200~ |

is7
153

oy s
B et f‘l “

Report# ] 1-888-384-6839

'Contractor Start Time: (oo |Lunch Break: D/H Starting Hours

‘Contractor Depart Time: Total of Crew: ;-3 D/H Ending Hours

Inspector Hours: ' Company: M Jga Custom b

Project Name: \gcbicol Buler To abes Foreman: |52 (¢ <chor catele

Project Location ' - ; . Inspector: g Willionrs

Time DB WB R/H D/P  Substrate High Low Location
57¢ O Hg H2 13 23 stee dJo 39 P int Shep
09322 63 5% 1t s5 i Qs 59 ¢ 1
ip s7 S Lo Hb il 98 65 10ufidy noer pessels

e e > :
Outside Climatic Conditions: unshi 5Eloudy ﬁ _Fog Rain Snow |Wind/MPH /,. j 7
AN ' N
Anchor Profile: \ #2\ #3
Blast Hose P.S.1.: #3 —_

Air Cieanliness: (AM) éo/p( (PM) Vi
Type of Prep: Abrasive Blast |  Water Blast - Vacuum Blast |SP# | ~
Abrasive: : Size:
4 %@Qq 1(O

Product/Number HoPoorn AASD K
Base Batch # PackA | 3muasi B | N\Jmggalld | 3043027
Activator Batch # Ps € 31 43032 3 / o 31379712 \)7(’647 Igal &8
Other Component: p.4 33 2448 B / 372288 2
Thinner Batch # & % el 0% | Ro06YesS) To03 | Fecwin dillicie > et
Dwell Time NfA L4
Paint Temp: gy ) e <
Amount Used: , ——1 i gallons total
Mixing Procedure: Box Z_Drili/ Mixing Time: 39 s~ +—
WFT / DFT Mil Thickness Area Recorded Surface Type

Vessef | Y0-50 T onderior” Yo d | s5fee (/rades ‘-{(tD/Q(/'ouLs

Vgssel ®2 18- 22 i Vessel 2 Steel o

23 l ! ,[J /zlm[(,tL 28
Zerotoh Type 2 /
i %
Date:

Inspec%S 2,,3%

///L?/m/

Page 1




TVRT N o sex

Daily Quality Assurance Report Vessels #1 - boo 522014 157
i / 1z[p LQL Bay Area Coating Consultant Services B9 Lo szzor2 IS

Re-ort# 5 1 1-888-384-6839  \uilical Lo rdunks |
| L Aractor Start Time: 9632 |Lunch Break: D/H Starting Hours

Contractor Depart Time: Total of Crew: 2-3 ____DI/H Ending Hours

Inspector Hours: ‘ A Company:  Iyalo Cucdonn Fub
Project Name: Voeli ool Clber £oabie Foreman:  |3.0¢ s porncd
Project Location Luston G\ mcathin . Creans . c Inspector: Ceaca Wi s
Time DB wB R/H D/P Substrate High  Low Location |

.
~N ~N
N
‘ ~N
\ \

Outside Climatic Conditions:  |Sunshine | Cloudy og | Rain Snow |Wind/MPH / Lsif
Anchor Profile: #T #2 #3

Blast Hose P.S.1-__|#1 = #2 B IR

[ 3leanliness: (AM) . (PM) L

Type of Prep: Abrasive Blast \ |  Water Blast Vacuum Bia\st |SP# |

' Abrasive: AN _ Size: '
' \

Product/Number AN L

Base Batch # N\ N

Activator Batch # L AN

Other Comiponent: N L

Thinner Batch # & % N\ \ AN

Dwell Time AN N\

Paint Temp: . N N

Amount Used: | N\ N\

Mixing Procedure: Box Drill\ Mixing Time: =

WFT / DFT Mil Thickness Area Recorded Surface Type

25 S0 mils gjy\& | Jesce YD =
Inspectors Signa . Date:
/f{d' //Ké ooy
; [ 4 .
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Daily Quality Assurance Report

Vesseds ¥4 - iboos220 (- 1

7"
u,ué'.,,_
/i /04./ Bay Area Coating Consultant Services 2= ico05220t-2 98
Report# (, I 1-888-384-6839
Contractor Start Time: p¢ 3p Lunch Break: D/H Starting Hours
Contractor Depart Time: Total of Crew: 7. 3 D/H Ending Hours
Inspector Hours: Company: Mod Cue. ol
Project Name:  [\foehico| €,UerTanles Foreman: |7 /¢ coinpndk
Project Location o Cusd cate s bresno, €4, Inspector: Crog .,
Time DB WB' R/H D/P Substrate High* Low "~ Location
0830 6 Hg 9% Hy Steel 1z Y utede@ Stwp
11od 7 Hs 2l 42 'l 43 4 0 N
1230 5o I 27 i < T | /s |«
Outside Climatic Conditions: 'Sunshineqﬂoudg Rain Snow |Wind/MPH |, ;-
AN N RN A\
Anchor Profild;  |#7 \#2 \\#3 \
\\
Blast Hose P.S.L: [#7\ #2 #3\ N\
Air Cleanliness: (AM) \ (PMY. N\ N\
Type of Prep: Abrasive Blast | W\at\er Blast Vacuym Blast [SP# \ |
Abrasive: N Size: N\
Cacdoolina /IDLLSL‘{'Q‘ Hl D g ié gﬁ aacf Moy -03
Product/Number T ATED
Base Batch # DA A 343262 B
Activator Batch# o< 22797 3
Other Component: 2. - B 33679 3
Thinner Batch # & % mep- oZRodeH 6561 T2 | Sherwiin W llanle
Dwell Time —
Paint Temp: 579
Amount Used: 2.5 g0l wsed | Yoa- (o] (s ixed
Mixing Procedure: Box (D?IT—B Mixing Time:
WFT / DFT Mil Thickness Area Recorded Surface Type
N\ AN AN
AN AN N
AN N AN
AN AN AN
AN AN A\
AN AN \
N\ N A\

Inspector; i%.
/ ~
<4




| < Pl bapsd, ®
aj@ﬂ,\%c&# Daily Quality Assurance Report Versels | - Jtoos220t - Is1
{ 'Ll/ oM Bay Area Coating Consultant Services  « 2~ ftoos220i-2 158

Report # 7 | 1-888-384-6839

(i\ “ractor Start Time: gLZp |Lunch Break: D/H Starting Hours
Contractor Depart Time: Total of Crew: 7z -X - DIH Ending Heours -
Inspector Hours: 3 Company:  |pod r . Ll..
Project Name: Vertieal Bleer Tunke Foreman: Al Sclornick
Project Location  |modesn Cusip gg,‘b !rsgi A, Eleane, Cik. Inspector: Ca a\a, phlleoms
Time DB WB R/H D/P Substrate High * Low ' Location
090D Y s 93 4 steel il s Oudsdo @ vessels
/230 48 He 8 _HY “ Ry s i ¢

i 6D 50 47 Q0 oY Al 715 LS <! ¢

Outside Climatic Conditions: _ |Sunshine |Cloudy | _Fog > | Rain | Snow |Wind/MPH lesbf

AN AN N N
Anchor Profils;  J#1 \ #2 \ #3 \
Blast Hose P.S...: 1 \ #2 A\ #3 \
A" "leanliness:  [(AM) - EM) N\ \
T, . of Prep: Abgasive Blast ] \\Water Blast Vacuum Blast [SP#\ |
3 - Abrasivey L Size)\ N\
Carboline /Placile HIbO - Toorn on MoV of 2603
'‘Product/Number 11D P OBIOATED -
BaseBatch# o [ A 24930
Activator Batch# P.— ¢ Sk31971 13

Other Component: p.. .~ 3 33679 i3
Thinner Batch # & % mEre LSARppEHLS51T 03 | Sharw o i [fiams

Dwell Time —~——

Paint Temp: : &2"

Amount Used: [ guact vset | [oal auxed

Mixing Procedure: Box o ~Drill Mixing Time: 29 i «
WFT / DFT Mil Thickness Area Recorded Surface Type
;ﬂﬁ—f—lé mals bfu \!Gf)%i #2_ /Ir\‘('e/lér ; g 5‘{:&21 wndes L‘Ulb

17PN }Z@n?z uaa}ai‘éx(a’é‘our 0@461_1 d‘l /rn+aeo{ ‘L
‘ Soction with AL DET
o SS-177 ;'4/\‘1(5-

'1/ o
i
-

Inspectors Signature Date:
& /\9 ‘/"“’lﬂf
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Daily Quality Assurance Report I~ itops2261~\ i$7
// if/o Bay Area Coating Consultant Services = 2~ (Lops2zot-2 1SR
Report # 3 ] 7-888-384-6839
Contractor Start Time: 063>  |Lunch Break: D/H Starting Hours
Contractor Depart Time: Total of Crew: ;.2 -___D/H Ending Hours
inspector Hours: . Company: ed. Lol Ealo
Project Name: Vorbiea L E e Tonks Foreman: T L Gehe rmicle
Project Location &mpau\gwgké &;_zpkhm Creins . ch Inspector: Lol Willonsg
Time DB DIP Substrate High * Low ~ Location
Outside Climatic Conditions: Sunshme { Cloudy Fog Rain Snow Wind/MPH /,. .+
N
{Anchor Profile:\  J#1
N\ \ \ \
Blast Hose P.S.l.: [#1 \
Air Cleanliness:  |[(AM) -\ (PM)\ Ay
Type of Prep: Abrasive Blast | Wa\te\r Blast Vaéqum Blast ISP# N :
Abrasive: N\ Size: Y N
Product/Number
Base Batch #
Activator Batch #
Other Component:
Thinner Batch # & %
Dweli Time
Paint Temp:
Amount Used: .
Mixing Procedure: Box Drill : Mixing Time:
WFT I DFT Mil Thickness Area Recorded Surface Type

Inspectors Signature < , : Date:
//’—:/a M—C l/l lial
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