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Western 
Mill Area

Western 
Retort

Furnace and
Retort

Bianchini Tunnel Adit Leonard Tunnel Adit

Morales Tunnel Adit

Richard's Development

Santa
 Cruz

 M
ills

ite
 F

or
k (

Dr
y)

Klau
Mine

Klau
Pond

Klau Branch Creek

West Klau
Pond
(Dry)

Cypress Mountain Dr.

5 6 7 8 9 10 11 12 13 14 15 16 17 18 19

5
6 7

8

9

10

4

J

K

L

M

N

P

O

Q

R

WRT
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Surface: 152
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Surface: 267 J-
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Surface: 220
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WKP-3
Surface: 5.3
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Surface: 7.0
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Surface: 36.1
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Surface: 0.2
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Surface: 133
1ft bgs: 99.1

FMS-1
Surface: 60
1ft bgs: 57.5

WRW
Surface: 257 J

WRS
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Surface: 409
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Surface: 130
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Surface: 106

P16
Surface: 36.6

P15
Surface: 150P12

Surface: 42

P11
Surface: 40.4

P10
Surface: 12.2

N18
Surface: 13.2N12

Surface: 7.0 JN09
Surface: 20.7 J

N07-2D
Surface: 12.7 J+

M06
Surface: 129 L12

Surface: 3.0
L09
Surface: 9.9 J

L05
Surface: 33.9

KOP-2
Surface: 253 KOP-1

Surface: 2.3

K13
Surface: 0.6

K12
Surface: 1.1

K10
Surface: 1.3

J19
Surface: 27.7

J15
Surface: 2.2

I05
Surface: 32.1 J+

BAO  \\ZINFANDEL\PROJ\USENVIRONMENTALPROTE\349863BVMINE\GIS\MAPFILES\2008\DELIVERABLE\PHASE1_KLAU_HG_RESULTS_CLOSEUP.MXD PHASE1_KLAU_HG_RESULTS_CLOSEUP.PDF PJOYCE1 9/26/2008 10:50:40

PHASE 1 REMEDIAL INVESTIGATION
KLAU AND BUENA VISTA MINES
SAN LUIS OBISPO COUNTY, CALIFORNIA 

FIGURE 3
MERCURY IN
SOIL AND SEDIMENT IN THE
KLAU MINE DISTURBED AREA

LEGEND
@ Sediment Sample Locations
!( Soil Sample Locations
! Historic Sample Locations
¹ Adit

6Water Flow Direction
Approximate Boundary of Disturbed Area
Study Area
Klau and Buena Vista Mine Parcel Boundaries

Notes:
1. Only mercury results are shown, see tables for
all analysis results.
2. Refer to Sampling and Analysis Plan for Phase 1 Field 
Investigation of Klau Buena Vista Mine, San Luis Obispo,
County, California dated October 2007.

Data sources:
1.  Tetra Tech, "Environmental Assessment of the Buena Vista
and Klau Mines, San Luis Obispo County, California," June, 1998.
2.  Aerial Source:  National Agricultural Imagery Program
August, 2005
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