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ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82601) - RO. Box 3258 - Casper, Wy 82602
Toll Free 868.235.0615 - 807.235.0515 - Fax 307.234.1639 + casper energyiab.com * www. energyiab.com

Client: SRK Consulting
Project: Yerington Dust Samples
Lab TD; C04030185-001

Client Sample ID; EVPSA3-A

LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Report Date: 04/06/04
Collection Date; 02/24/04
Date Received: 03/02/04
Matrix; Soil

MCL/
Analyses Result Units Qual RL QCL Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
No. 20 Sieve, Passed 74.3 % 1.0 ASA15-2 03/14/04 09:20 / Imh
MNa. 20 Sieve, Retained 257 % 1.0 ASA15-2 03/14/04 09:20 / imh
No. 40 Sieve, Passed 54.6 % 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 40 Sieve, Retained 454 % 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 60 Sieve, Passed 43.4 % 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 60 Sieve, Retained 56.8 % 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 100 Sieve, Passed 299 % 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 100 Sieve, Retained 701 % 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 140 Sieve, Passed 12.0 % ' 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 140 Sieve, Retained 88.0 % 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 200 Sieve, Passed 52 % 1.0 ASA15-2 03/14/04 09:20 / Imh
MNo. 200 Sieve, Retained 94.8 Y% 1.0 ASA15-2 03/14/04 09:20 / Imh
PARTICLE SIZE ANALYSIS / TEXTURE
Clay 10 % 1.0 ASA15-5 03/15/04 10:00 / Imh
Sand 27 % 1.0 ASA15-5 03/15/04 10:00 / Imh
Silt 63 % 1.0 ASA15-5 03/15/04 10:00 / Imh
Texture Sil. 1.0 ASA15-5 03/15/04 10:00 / imh
PHYSICAL PROPERTIES
Density 3.8 glec 01 E1109 03/14/04 08:00/ Imh
Moisture 18.9 % 0.1 USDAZ26 03/07/04 17:00 f imh
METALS - TOTAL
Aluminum 5500  mg/kg-dry 2.5 SWe010B 03/17/04 15:36 / cp
Antimony 1.32 mglkg-dry 0.50 SW6020 03/18/04 14:55 / bws
Arsenic 68.6 mg/kg-dry 0.86 SWaE020 03/18/04 14:55 / bws
Barium 74.2 mag/kg-dry 1.4 SWaG020 03/18/04 14:55 / bws
Beryllium ND ma/kg-dry D 1.3 SW6E020 03/22/04 13:05 / bws
Boron 119 mgfkg-dry 5.0 SWs0108 03M7/04 16:07 / cp
Cadmium 0.85 mg/kg-dry g.66 SW6020 03/18/04 14:55 / bws
Calcium 46800 mg/kg-dry 50 SWe010B 03/17/04 15:36 / ¢cp
Chromium 27.6  mglkg-dry 0.97 SW6020 03/18/04 14:55 / bws
Cobalt 8.65 mglkg-dry 0.50 Swa020 03/18/04 14:55 / bws
Copper 624 mg/kg-dry 0.60 SWeB020 03/18/04 14:55 / bws
tron 174000 mg/kg-dry 2.5 SW5010B 03/17/04 14:85/ ¢cp
Lead 36.4 mog/kg-dry 0.50 SW6020 03/18/04 14:55/ bws
Magnesium 1060  mg/kg-dry 50 sSWe0108 03/17/04 16:07 / cp
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality control limit.

ND - Not detected at the reporting limit.

D - RL increased due fo sample matrix interference.

Track# C0O04030185bR1 Fage
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ENERGY LABORATORIES, INC. - 2393 Salt Croek Highway (82601) + U BOX 029d * Ladptl, B £ 7
Toll Free 888.235.0515 » 307.235.0515 « Fax 307.234.1639 - casper@energyilab.com www.energylab.com

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client: SRK Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Callection Date: 02/24/04
Lab ID: C04030185-001 Date Received: 03/02/04
Client Sample TD: EVPSA3-A Matrix: Soil

MCL/
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 147 mg/kg-dry 0.50 SW6020 03/18/04 14:55 / bws
Mercury 1.0 mg/kg-dry 0.1 SWT7471A 03/16/04 10:56 / smil
Molybdenum 28.0 mg/kg-dry 0.50 SW6020 03/18/04 14:55 / bws
Nickel 11.9 mg/kg-dry 0.93 SWE020 03/18/04 14:55/ bws
Potassium 6300  mg/kg-dry 50 SW60108 03/17/04 16:07 / ¢p
Selenium 11.0 ma/kg-dry 2.9 SWe020 03/18/04 14:55 / bws
Siver ND mg/kg-dry 0.50 SW6020 03/18/04 14:55 / bws
Sadium 10400 mg'kg-dry 50 SWel10B 03/17/04 16:07 fcp
Thallium 11.3 mg/kg-dry 0.50 SWE020 03/18/04 14:55 / bws
Vanadium 399 mg/kg-dry 0.50 SWEQ20 03/18/04 14:55 / bws
Zinc 26.4 mg/kg-dry 0.60 SW6E020 03/18/04 14:55 / bws

RADIONUCLIDES - GAMMA

Gross Gamma 120 pCiig-dry 2.0 E901.1 03/19/04 12:21/db
Gross Gamma precision (X} 9.6 pCilg-dry E901.1 03/19/04 12:21/db
Actinium 228 251 pCilg-dry 2.0 E901.1 | 03/18/04 12:21 /db
Actinium 228 precision (1) 1.1 pCifg-dry EQ01.1 03/19/04 12:21 / db
Bismuth 214 3.7 pCifg-dry 20 £901.1 03/19/04 12:21 / db
Bismuth 214 precision (&) 0.6 pCifg-dry E£901.1 03/19/04 12:21 /db
Lead 212 259 pCilg-dry 2.0 E901.1 03/19/04 12:21 / db
Lead 212 precision () 0.7 pCi/g-dry E901.1 03/19/04 12:21 /db
Lead 214 3.8 pCifg-dry 2.0 ES01.1 03/19/04 12:21 / db
Lead 214 precision (i} 0.3 pCifg-dry £901.1 03/19/04 12:21/ db
Potassium 40 21.8 pCiig-dry 2.0 ES01.1 03/19/04 12:21 /db
Potassium 40 precision () 1.9 pCifg-dry E801.1 03/19/04 12:21 f db
Radium 223 ND pCilg-dry 2.0 E901.1 03/19/04 12:21 / db
Radium 224 27.0 pCilg-dry 2.0 EQ01.1 03/19/04 12:21 / db
Radium 224 precision (1) 26 pCiig-dry EZ01.1 03/19/04 12:21 / db
Radium 226 3.7 pCiig-dry 2.0 E901.1. 03/19/04 12:21 / db
Radium 226 precision (&} 0.6 pCl/g-dry E901.1 03/19/04 12:21 / db
Radium 228 25.1 pCifg-dry 2.0 E901.1 03/19/04 12:21 / db
Radium 228 precision () 1.4 pGifg-dry £901.1 03/19/04 12:21/db
Thorium 234 12.2 pCi/g-dry 2.0 EQ01.1 03/19/04 12:21 / db
Thorium 234 precision (£) 2.3 pCifg-dry EQ01.1 03/19/04 12:21 /db
RADIONUCLIDES - TOTAL

Thorium 228 16 pCi/g-dry 3.1 ES07.0 03/25/04 10:30 / ph
Thorium 228 precision () 0.9 pCifg-dry £907.0 03/25/04 10:30/ ph
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality control limit. ND - Not detected at the reporting limit.

Track# C04030185BR1 FPage
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ENERGY LABORATORIES, INC. - 2393 Salt Creck Highway (82607} r FU. BOX 3220 ° Laoftl, PV . Labue
[T NTCd 7o Froe 855.235.0515 - 307.295.0515 + Fax 307.234.1639 » casper@eneigyiab.com - www. energylab.com

LABORATORY ANALYTICAL REFORT

Revised Date: 08/31/04
Client: SRK Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/24/04
Lab ID: C04030185-001 Date Received: 03/02/04
Client Sample ID: EVPSA3-A Matrix: Soil

MCL/

Analyses Result  Units Qual RL. QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL
Thorium 230 84 pCifg-dry 0.1 E907.0 03/25/04 10:30/ ph
Thorium 230 precision (&) 2.2 pCifg-dry EQ07.0 03/25/04 10:30 / ph
Thorium 232 15 pCifg-dry 0.1 EB07.0 03/25/04 10:30 / ph
Thorium 232 precision (¥} 0.9 pCifg-dry ES07.0 03/25/04 10:30 / ph
Uranium 234 17 pCifg-dry 0.1 EQGY.0 02/22/04 10:30/ ph
Uranium 234 precision (&) 06 pCilg-dry ES07.0 02/22/04 10:30/ ph
Uranium 235 0.5 pCifg-dry 0.1 E907.0 02/22/04 10:30 / ph
Uranium 235 precision (t} 0.1 pCifg-dry EQ07.0 02/22/04 10:30 / ph
Uranium 238 13 pCifg-dry 0.1 EQ07.0 02/22/04 10:30/ ph
Uranium 238 precision (1) 0.6 pCilg-dry E907.0 02/22/04 10:30/ ph
Re;;;rt RL - Anaiyte reporting limit. MCL - Maximum contaminant level.
Definitions:  QCL - Quality control [imit. ND - Not detected at the reperting limit..

Track# CO4030185R1 FPage
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ENERGY LABORATORIES, INC.

- 2393 Sall Creek Highway (82607) - £, Box Saod * LASPE!, W eedlie
Toll Free 888.235.0515 » 307.235.0515 « Fax 307.234.1639 - casper@energylab.com * WWw. energylab.com

LABORATORY ANALYTICAL REPORT

Client: SRK Consulting
Project: Yerington Dust Samples
Lab ID: C04030185-002

Client Sample ID: EVPSA3-B

Revised Date; 08/31/04
Report Date: 04/06/04
Collection Date: 02/25/04
Date Received: 03/02/04
Matrix: Soil

MCL/
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
No. 20 Sieve, Passed 77.7 % 1.0 ASA15-2 03/14/04 08:20 / Imh
No. 20 Sieve, Retained 223 % 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 40 Sieve, Passed 55.3 % 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 40 Sieve, Retained 447 % 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 60 Sieve, Passed 44.8 % 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 80 Sieve, Retained 55.2 Yo 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 100 Sieve, Passed 341 % 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 100 Sieve, Retained 659 % 1.0 ASA15-2 03/14/04 09:20 / Imh
MNo. 140 Sieve, Passed 16.3 % 1.0 ASA15-2 03/14/04 02:20 / Imh
No. 140 Sieve, Retained 83.7 % 1.0 ASA15-2 03/14/04 09:20 / Imh
No., 200 Sieve, Passed 7.6 Y% ) 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 200 Sieve, Retained 92.4 % 1.0 ASA15-2 03/14/04 09:20 / lnh
PARTICLE SIZE ANALYSIS / TEXTURE
Clay 11 % 1.0 ASA15-5 03/15/04 10:00 / Imh
Sand 16 Y% 1.0 ASA15-5 03/15/04 10:00 / Imh
Silt 73 % 1.0 ASA15-5 03/15/04 10:00 / Imh
Texture SiL 1.0 ASA15-5 03/15/04 10:00 / Imh
PHYSICAL PROPERTIES
Density 33 glcc 0.1 E1109 03/14/04 08:00 / Imh
Maisture 24.3 % 0.1 USDAZ6 03/07/04 17:00 / Imh
METALS - TOTAL
Aluminum 5800  mg/kg-dry 2.5 SW6010B 03/17/04 15:39 / cp
Antimony 0.82  mg/kg-dry 0.50 SWe020 03/18/04 15:02 / bws
Arsenic 139 mg/kg-dry b 0.86 SWe020 03/18/04 15.02 / bws
Barium 51.4 mgikg-dry D 1.4 SWe020 03/18/04 15:02 / bws
Beryllium ND mg/kg-dry D 1.3 SwWe020 03/22/04 13:12 / bws
Boron 113 mg/kg-dry 5.0 SWe0108 03/17/04 16:09 / ¢p
Cadmium . ND mg/kg-dry D 0.66 SWB020 03/18/04 15:02 / bws
Caleium 57200 ma/kg-dry 50 SWeE010B 03/17/04 15:39/ ¢p
Chromium 324 mg/kg-dry 0.50 SW6B020 03/18/04 15:02 / bws
Cobalt 9.64 mg/kg-dry 0.50 SWeE020 03/18/04 15:02 / bws
Copper . 604 mg/kg-dry D 0.54 SWa020 03/18/04 15:02 / bws
fron 168000 mg/kg-dry 2.5 SWe010B 03/17/04 1457 / cp
Lead 19.9 mg/kg-dry 0.50 SWB020 03/18/04 15:02 / bws
Magnesium 1240  mglkg-dry 50 SW6010B 03/17/04 16:09/ cp
Report RL - Analyte reporting timit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality contro! limit.

ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# CQO403C185R1 Fage



ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway 182601) - PO. Box 3258 - Laspel, Y/ os0us
ol Free 888.255.0515 - 307.235.0515 « Fax 307.234.1639 + casper@energylab.com - www.energylab.com

LABORATORIES

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Chlient: SRX Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/25/04
Lab ID: C04030185-002 Date Received: 03/02/04
Client Sample ID: EVPSA3-B Matrix: Soil

MCL/
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 152 ma/kg-dry 0.50 SW6020 03/18/04 15:02 / bws
Mercury 0.4 mg/kg-dry 0.1 SW7471A 03/16/04 11:00/ sm|
Molybdenum 15.2 mg/kg-dry 0.50 SW6020 03/18/04 15:02 / bws
Nickel 12.2 mg/kg-dry D 0.93 SWe020 03/18/04 15.02 / bws
Potassium 7000  mg/kg-dry 50 SWE010B 03/17/04 16:09 / cp
Selenium 8.0 mg/kg-dry D 2.9 SW6020 03/18/04 15:02 / bws
Silver ND mg/kg-dry 0.50 SWe020 03/18/04 15:02 / bws
Sodium 10100  mg/kg-dry 50 SWe010B 03/17/04 16:09/ cp
Thalium 258 mgfkg-dry 0.50 SW6020 03/18/04 15:02 / bws
Vanadium 27.5 mafkg-dry 0.50 SW6020 03/18/04 15:02 / bws
Zing 29.0 mg/kg-dry 0.50 SWe020 03/18/04 15:02 / bws

RADIONUGLIDES - GAMMA

Gross Gamma 68.0 pCilg-dry 20 ES01.1 03/19/04 12:21 / db
Gross Gamma precision () 59 pCilg-dry . E901.1 03/19/04 12:21 / db
Actinium 228 14.0 pCifg-dry 2.0 E901.1 03/19/04 12:21/db
Actinium 228 precision (&) 0.8 pCifg-dry E901.1 03/19/04 12:21 / db
Bismuth 214 ND pCilg-dry 2.0 E901.1 03/19/04 12:21 / db
Lead 212 14.2  pCilg-dry 2.0 ESD1.1 03/19/04 12:21 /db
Lead 212 precision (£) 0.5 pCl/ig-dry E901.1 03/19/04 12:21 / db
Lead 214 33 pCiig-dry 2.0 E901.1 03/19/04 12:21 / db
Lead 214 precision (%) 04 pClig-dry E801.1 03/19/04 12:21 / db
Potassium 40 21.7  pCifg-dry 2.0 E901.1 03/19/04 12:21/ db
Potassium 40 precision (¥) 2.0 pCifg-dry Eg01.1 03/19/04 12:21 / db
Radium 223 ND pCiig-dry 2.0 ES01.1 03/19/04 12:21 / db
Radium 224 15.0  pCilg-dry 2.0 E901.1 03/19/04 12:21 /db
Radium 224 precision (£) 2.3 pCig-dry E901.1 03/18/04 12:21 /db
Radium 226 ND pCilg-dry 2.0 E901 .1 03/19/04 12:21 / db
Radium 228 14,0  pCifg-dry 2.0 £901.1 03/19/04 12:21 / db
Radium 228 precision () 0.8 pCifg-dry £901.1 03/19/04 12:21 / db
Thorium 234 ND pCifg-dry 2.0 E901.1 03/19/04 12:21/db

RADIONUCLIDES - TOTAL

Thorium 228 8.9 pCilg-dry 0.1 ES9Q7.0 03/25/04 10:30/ ph
Thorium 228 precision (4) 0.8 pCiig-dry : £907.0 03/25/04 10:30 / ph
Thorium 230 46 pCifg-dry 0.1 ES07.0 03/25/04 10:30/ ph
Thorium 230 precision (&) 1.7 pCi/g-dry ES07.0 03/25/04 10:30 / ph
Thorium 232 9.8 pCi/g-dry (1] ES07.0 03/25/04 10:30/ ph
Thorium 232 precision (x} 038 pCilg-dry ESQ7.0 03/25/04 10:30 / ph
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality control limit. ND - Not defected at the reporting limit,

B - RL increased due to sample matrix interference.

Track# C04030185BRA1 Page
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ENERGY LABORATORIES, INC. - 2393 Sall Creek Highway (82601; * 1 U. BOX 3228 ° -5

Toll Free 888.235.0515 » 307.235.0515 + Fax 307.234.1639 - casper@energyiab.com - Wi energylab.com

Client: SRK Consuliing
Project: Yerington Dust Samples
Lab ID: C04030185-002

Client Sample ID: EVPSA3-B

LABORATORY ANALYTICAL REPORT
Revised Date:

Report Date:
Collection Date:
Date Received:
Matrix:

08/31/04
04/06/04
02/25/04
03/02/04
Soil

MCL/

Analyses Result Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL

Uranium 234 26 pCi/g-dry 0.1 ES907.0 02/22/04 10:30/ ph
Uranium 234 precision (£} 0.9 pCilg-dry E907.0 02/22/04 10:30 / ph
Uranium 235 0.8 pCi/g-dry 0.1 E907.0 02/22/04 10:30 / ph
Uranium 235 precision (¥} 0.2 pCi/g-dry E907.0 02/22/04 10:30 / ph
Uranium 238 19 pCifg-dry 0.1 E907.0 02/22/04 10:30 / ph
Uranium 238 precision (1) 0.8 pCifg-dry ESG7.0 02/22/04 10:30/ ph

Report
Definitions:

RL - Analyte reporting Hmit.
QCL - Quality controf limit.

MCL - Maximum contaminant level.

ND - Not detected at the reporting limit.

Track# CO4030185R1 Fage



ENERGY LABORATORIES, INC. - 2393 Sall Creek Highway (8260 1} F{. BOX 3200 ¢ LASUES, W Dallie
Toll Free 888.235.0515 - 307.235.0516 - Fax 307.234.1639 + casper@energyiab.com * www.energylab.com

ENERGY

LABORATORIES

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client: SRK Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/25/04
Lab ID: C04030185-003 Date Received: 03/02/04
Client Sample ID: EVPSA3-C Matrix: Soil

MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
No. 20 Sieve, Passed 67.1 % 1.0 ASA15-2 03/14/04 08:20 / Imh
No. 20 Sieve, Retained 329 % 1.0 ASA156-2 03/14/04 09:20/ Imh
No. 40 Sieve, Passed 44.2 % 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 40 Sieve, Retained 55.8 % 1.0 ABA15-2 03/14/04 09:20 / Imh
No. 60 Sieve, Passed 35.9 % 1.0 ABA15-2 03/14/04 09:20/ Imh
No. 60 Sieve, Retained 64.1 % 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 100 Sieve, Passed 258.3 % 1.0 ASA15-2 03/14/04 09:20/ Imh
No. 100 Sieve, Retained 747 % 1.0 ASA15-2 03/14/04 09:20/ Imh
No. 140 Sigve, Passed 12.3 % 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 140 Sieve, Retained 87.7 % 1.0 ASA15-2 03/14/04 09:20/ Imh
No. 200 Sieve, Passed 7.6 % 1.0 ASA15-2 03/14/04 09:20 / Imh
No. 200 Sieve, Retained 92.4 % 1.0 ASA15-2 03/14/04 09:20 / Imh

PARTICLE SIZE ANALYSIS /| TEXTURE

Clay 11 %o 1.0 ASA15-5 03/15/04 10:00 / Imh
Sand 5 % 1.0 ASA15-5 03/15/04 10:00/ Imh
Silt 84 % . 1.0 ASA15-5 03/15/04 10:00/ Imh
Texture Si 1.0 ASA15-6 03/15/04 10:00 / Imh
PHYSICAL PROPERTIES

Density 2.5 glce 0.1 E1109 03/14/04 08:00 / Imh
Moisture 20.8 % 0.1 USDAZ6 03/07/04 17:00 / Imh

METALS - TOTAL

Aluminum 4070 mglkg-dry 2.5 SW6010B 03/17/04 15:42 / cp
Antimony 1.00 mg/kg-dry - Q.50 SW6020 03/18/04 15:34 / bws
Arsenic 108 mg/kg-dry D 0.86 SWe020 03/18/04 15:34 / bws
Barium 62.8 mg/kg-dry D 1.4 SW6020 03/18/04 15:34 / bws
Beryllium ND mglkg-dry D 1.3 SWe020 03/22/04 13:19/ bws
Boron 167 mag/kg-dry 5.0 SW50108 03/17/04 16:12/cp
Cadmium 0.80  mg/kg-dry b 0.66 SWe020 03/18/04 15:34 / bws
Calcium 68000 mg/kg-dry 50 SWe010B 03/17/04 15:42 / cp
Chromium 18.9 mg/kg-dry 0.50 SWE020 03/18/04 15:34 / bws
Cobalt 10.5 mg/kg-dry 0.50 Swe020 03/18/04 15:34 / bws
Copper 215 mg/kg-dry D 0.60 SWeE020 . 03/18/04 15:34 / bws
lron 188000 mg/kg-dry 25 SW8010B 03/17/04 15:00 / cp
Lead 43.3 mg/kg-dry 0.50 SwWe020 03/18/04 15:34 / bws
Magnesium 1140 mglkg-dry 50 SwWea10B 03/17/04 16:12 / cp
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality control limit. ND - Not detected at the reporting fimit.

D - RL increased due to sample matrix interference.

Track# C04030185R1 Page
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LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client: SRK Consulting Report Date: 04/06/04
Project; Yerington Dust Samples Collection Date: 02/25/04
Lab ID: C04030185-003 Date Received: 03/02/04
Client Sample ID: EVPSA3-C Matrix: Soil

MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 175 mg/kg-dry 0.50 SW6020 03/18/04 15:34 / bws
Mercury 0.7 ma/kg-dry 0.1 SW7471A 03/16/04 11:04 / smi
Molybdenum 12.6 mg/kg-dry .50 SW6020 03/18/04 15:34 / bws
Nickel 14,5 ma/kg-dry D 0.93 SWaE020 03/18/04 15:34 / bws
Potassium 8640  mg/kg-dry - 50 SwWe010B 03/17/04 16:12 / cp
Selenium 71 mg/kg-dry D 29 SWB020 03/18/04 15:34 / bws
Silver ND mag/kg-dry 0.50 SWe020 03/18/04 15:34 / bws
Sodium 14100 mg/kg-dry 50 SwWen108 03/17/04 16:12 / cp
Thallium 27.2 mg/kg-dry 0,50 SWEB020 © 03/18/04 15:34 [ bws
Vanadium 27.9 myg/kg-dry 0.50 SWE020 03/18/04 15:34 / bws
Zinc 86.4 mg/kg-dry 0.50 SWE020 03/18/04 15:34 / bws

RADIONUCLIDES - GAMMA

Gross Gamma 62,9 pCig-dry 2.0 E901.1 03/19/04 12:21 / db
Gross Gamma precision (&) 6.7 pCi/g-dry ES01.1 03/19/04 12:21/db
Actinium 228 10.7  pCifg-dry 20 ES01.1 03/19/04 12:21 / db
Actinium 228 precision (&) 06 pCifg-dry E901.1 03/19/04 12:21 /db
Bismuth 214 ND pCifg-dry 2.0 ES01.1 03/19/04 12:21 /db
Lead 212 9.7 pCi/g-dry 2.0 ES01.1 03/19/04 12:21/db
Lead 212 precision () 0.3 pCi/g-dry E901.1 03/19/04 12:21 /db
Lead 214 2.9 pCifg-dry 2.0 E901.1 03/19/04 12:21 /db
Lead 214 precision (%) 2.3 pCifg-dry E901.1 03/19/04 12:21/ db
Potassium 40 18.8  pCifg-dry 2.0 E901.1 03/19/04 12:21/db
Potassium 40 precision (&) 1.7 pCilg-dry £901.1 03/19/04 12:21 / db
Radium 223 ND pCifg-dry 2.0 ES01.1 03/19/04 12:21/ db
Radium 224 ND pCitg-dry 2.0 ES01.1 03/19/04 12:21/db
Radium 226 ND pCifg-dry 2.0 E901.1 03/19/04 12:21 / db
Radium 228 10.7  pCifg-dry 2.0 ES01.1 03/19/04 12:21/db
Radium 228 precision (t) 0.6 pCifg-dry E901.1 03/18/04 12:21 /db
Thorium 234 19.2  pCifg-dry 2.0 E901.1 03/19/04 12:21/ db
Thorium 234 precision {£) 3.4 pCifg-dry E901.1 03/19/04 12:21 / db

RADIONUCLIDES - TOTAL

Tharium 228 3.8 pCiig-dry 0.1 EQ07.0 03/25/04 10:30 / ph
Thorium 228 precision (t} : 0.4 pCifg-dry E9S07.0 03/25/04 10:30/ ph
Thorium 230 23 pCi/g-dry 0.1 EQ07.0 03/25/04 10;30/ ph
Thorium 230 precision {x) 1.0 pCifg-dry E907.0 03/25/04 10:30 / ph
Thorium 232 3.9 pCifg-dry 0.1 ES9Q7.0 03/25/04 10:30 / ph
Thorium 232 precision (&) 0.4 pCifg-dsy ESQD7.0 03/25/04 10:30 / ph
Report RL - Analyte reporting limit. . MCL - Maximum contaminant level.

Definitions:  QCL - Quality control limit. ND - Not detected at the reporting limit.

D - RL increased due to sample matsix interference.

Track# CO40301865F1 Fage



LABORATORIES

ENERGY

ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82601) « PO. Box 3258 - Casper, WY 82602
T8ll Free 888.235.0515 « 307.235.0515 - Fax 307.234.1639 - casper@energylab.com * www.engrgyiab.com

LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Client: SRK Consuiting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/25/04
Lab ID: C04030185-003 Date Received: 03/02/04
Client Sample ID: EVPSA3-C Matrix: Soil

MCL/

Analyses Result  Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL
Uranium 234 9.3 pCi/g-dry 0.1 ES07.0 02/22/04 10:30/ ph
Uranium 234 precision {%) 0.5 pCi/g-dry ES07.0 02/22/04 10:30 / ph
Uranium 235 0.3 pCi/g-dry D.1 E907.0 02/22/04 10:30/ ph
Uranium 235 precision ()} 0.1 pCi/g-dry E907.0 02/22/04 10:30/ ph
Uranium 238 7.0 pCi/g-dry 0.1 E907.0 02/22/04 10:30 / ph
ranium 238 precision (1) 0.5 pCi/g-dry EZ07.0 02/22/04 10:30 / ph

Report
Definitions:

RL - Analyte reporting limit.
QCL - Quality control limit.

MCL - Maximum contaminant level.

ND - Not detected at the reporting limit.

Track# CO4030185BRA1 Page
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LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client: SRK Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/24/04
Lab ID: (C04030185-004 Date Received: 03/02/04
Client Sample ID: EVPSA3-D Matrix: Soil

MCL/
Analyses Result Units Qual RL QCL.  Method Analysis Date / By
PARTICLE S1ZE ANALYSIS / SIEVE
No. 20 Sieve, Passed 811 % 1.0 ASA15-2 03/15/04 08.00 / Imh
Na. 20 Sieve, Retained 188 % 1.0 ASA15-2 03/15/04 08:00 / Imh
No. 40 Sieve, Passed 63.4 % 1.0 ASA15-2 03/15/04 08:00/ Imh
No. 40 Sieve, Retained 36.6 Y% 1.0 ASA15-2 03/15/04 08:00 / Imh
No. 60 Sieve, Passed 511 % 1.0 ASA15-2 03/15/04 08:00/ Imh
No. 60 Sieve, Retained 489 % 1.0 ASA15-2 03/15/04 08:00 / Imh
No. 100 Sieve, Passed 378 % 1.0 ASA15-2 03/15/04 08:00 / Imh
No. 100 Sieve, Retained 62.5 % 1.0 ABA15-2 03/15/04 (8:00 / Imh
No. 140 Sieve, Passed 27.6 % 1.0 ASA16-2 03/15/04 08:00/ Imh
No. 140 Sieve, Retained 72.4 % 1.0 ASA15-2 03/15/04 08:00/ Imh
No. 200 Sieve, Passed 22,5 % 1.0 ASA15-2 03/15/04 08:00/ Imh
No. 200 Sieve, Retained 77.5 % 1.0 ASA15.2 03/15/04 08:00 / Imh

PARTICLE SIZE ANALYS.IS { TEXTURE

Clay 11 Y% 1.0 ASA15-5 03/15/04 10:00 / imh
Sand 19 Yo 1.0 ASA15-5 03/15/04 10:00 / Imh
Sik 70 % 1.0 ASA15-5 " 03/15/04 10:00 / Imh
Texture SiL 1.0 ASA15-5 03/15/04 10:00/ Imh

PHYSICAL PROPERTIES
Density 2.5 g/ce 0.1 E1100 03/14/04 08:00 / Imh

Moisture 192 % Q1 USDA26 03/07/04 17:00 /Imh

METALS - TOTAL

Aluminum 5240  mg/kg-dry - 2.5 SW6E010B 03/17/04 15:44 / cp
Antimony ND mg/kg-dry 0.50 SW602_D 03/18/04 15:41 / bws
Arsenic 28.5 mglkg-dry’ D 0.88 SW6020 03/18/04 15:41 / bws
Barium 39.8 mg/kg-dry D 1.4 SWE020 03/18/04 15:41 / bws
Beryllium ND mg/kg-dry D 1.3 SW8020 03/22/04 13:26 / bws
Boron 164 mg/kg-dry 5.0 ~ SWs010B 03/17/04 16:15/ cp
Cadmium ND mg/kg-dry D 0.66 SWe020 03/18/04 15:41 / bws
Calcium 49400 mgrkg-dry 50 SW6010B 03/17/04 15:44 / cp
Chromium 9.84 mya/kg-dry o] 0.97 SW6020 03/18/04 15:41 / bws
Cobalt 6.82  mokg-dry 0.50 SW8020 03/18/04 15:41/ bws
Copper 235 ma/kg-dry D 0.60 SW6020 03/18/04 15:41 / bws
Iron 167000 mg/kg-dry 2.5 SW6E010B 03/17/04 15:03 / cp
Lead 9.33 mg/kg-dry 0.50 SW6020 03/18/04 15:41 / bws
Magnesium 1940  mgfkg-dry 50 SWB010B 03/17/04 16:15/ ¢p
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality control limit. ND - Not detected at the reparting limit,

D - RL increased due to sample matrix interfetence.

Track# C04030185R! Fage



ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82601) - RO. Box 3258 * Caspel;, Wi ozl
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[ ABORATORIES

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client: SRX Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/24/04
Lab ID: C04030185-004 Date Received: 03/02/04
Client Sample ID: EVPSA3-D Matrix: Soil

MCL/ _
Analyses Result  Units Qual RL. QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 125 mg/kg-dry 0.50 SW6B020 03/18/04 15:41/ bws
Mercury 0.4 mo/kg-dry 0.1 SW7471A 03/16/04 11:06 / sml
Molybdenum 12.7 mag/kg-dry 0.50 SWeE020 03/18/04 15:41 / bws
Nicked 5.79 mug/kg-dry D 0.93 SWe020 03/18/04 15:41 / bws
Potassium 8650  mg/kg-dry 50 SW601pB 03/17/04 16:15 / cp
Selenium 43 mg/kg-dry » 2.9 SWg020 03/18/04 15:41/ bws
Silver ND ma/kg-dry 0.50 SWe020 03/18/04 15:41 / bws
Sodium 14200 mglkg-dry 50 SwW60108 03/17/04 16:15/ ¢cp
Thallium 16.5 mg/kg-dry 0.50 SWe020 03/18/04 15:41/ bws
Vanadium 41.8 mg/kg-dry 0.50 SWEQ020 03/18/04 15:41 / bws
Zinc 14.1 ma/fkg-dry 0.50 SW602_0 03/18/04 15:41 / bws

RADIONUCLIDES - GAMMA .

Gross Gamma 58.8  pCifg-dry 2.0 £901.1 03/19/04 12:21 /db
Gross Gamma precision (1) 4.3 pCifg-dry £901.1 03/19/04 12:21 / db
Actinium 228 13.8 pCifg-dry 2.0 ES01.1 03/19/04 12:21 /db
Actinium 228 precision (&) 0.9 pCifg-dry E301.1. 03/19/04 12:21 / db
Bismuth 214 2.5 pCifg-dry 2.0 EQ01.1 03/19/04 12:21/db
Bismuth 214 precision (&) 0.5 pCi/g-dry £901.1 03/19/04 12:21 / db
Lead 212 . NG pCifg-dry 2.0 E801.1 03/19/04 12:21 / db
Lead 214 28 pCilg-dry 2.0 E801.1 03/19/04 12:21 fdb
Lead 214 precision (I) 0.3 pCi/g-dry EQC1.1 03/19/04 12:21 /db
Potassium 40 ND pCifg-dry 2.0 £901.1 03/19/04 12:21 / db
Radium 223 ND pCifg-dry 2.0 E901.1 03/10/04 12:24/db
Radium 224 ND pCifg-dry 2.0 ES01.1 03/19/04 12:21 / db
Radium 228 25 pCifg-dry 2.0 £901.1 03/19/04 12:21/db
Radium 226 precision () 0.5 pCirg-dry EQD1.% 03/19/04 12:21 / db
Radium 228 13.8  pCifg-dry 2.0 ESO1.1 03/19/04 12:21 /db
Radium 228 precision () 0.9 pCi/g-dry : E90t.1 03/19/04 12:21 / db
Thorium 234 ND pCifg-dry 2.0 £901.1 03/19/04 12:21 / db

RADIONUCLIDES - TOTAL

Thorium 228 88 pCifg-dry 0.1 E907.0 03/25/04 10:30 / ph
Tharium 228 precision () 0.8 pCifg-dry Eg07.0 03/25/04 10:30/ ph
Thorium 230 38 pCi/g-dry 0.1 E907.0 03/25/04 10:30 / ph
Thorium 230 precision (£) 1.7 pCilg-dry EQQ7.0 03/25/04 10:30 / ph
Thorium 232 8.2 pCifg-dry 0.1 EQ07.0 03/25/04 10:30 / ph
Thorium 232 precision (&) 0.8 pGifg-dry EQ07.0 03/25/04 10:30 / ph
Report RL - Analyte reporting fHimit. MCL - Maximum contaminant level.

Definttions:  QCL - Quality control limit. ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# C04030185R1 Cage



ENERGY LABORATORIES, INC. - 2333 Sait Creek Highway (82601) - PO. Box 5258 - Casper, WY 82602
Toll Free 888.235.0515 « 307.235.0515 + Fax 307.234.1639 - casper@energylab.com * Www. energyiab.com

Client: SRK Consulting
Project: Yerington Dust Samples
Lab ID: (04030185-004

Client Sample ID: EVPSA3-D

LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Report Date: 04/06/04
Collection Date: 02/24/04
Date Received: 03/02/04
Matrix: Soil

MCL/

Analyses Result Units Qual RL. QCL Method Analysis Date / By
RADIONUCLIDES - TOTAL

Uranium 234 4.0 pCi/g-dry 0.1 EQ07.0 02/22/04 10:30 / ph
Uranium 234 precision () 0.3 pCifg-dry ES07.0 02/22/04 10:30 / ph
Uranium 235 0.1 pCi/g-dry 0.1 ES07.0 02/22/04 10:30 / ph
Uranium 235 precision (&) 0.06 pCifg-dry E£907.0 02/22/04 10:30 / ph
Uranium 238 33 pCi/g-dry 0.1 ES07.0 02/22/04 10:30/ ph
Uranjum 238 precision (1) 0.3 pCi/g-dry ES07.0 02/22/04 10:30 / ph

Report
Definitions:

RL - Analyte reporting limit.
QCL - Quality controt limit,

MCL - Maximum contaminant level,
ND - Not detected at the reporting limit.

Track# CO403C1858R1 FPage
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ABORATOIRIES

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client: SRK Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/24/04
Lab ID: C04030185-003 Date Received: 03/02/04
Client Sample ID: EVPSA3-E Matrix: Soil

MCL/ :
Analyses Result Units Qual RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
No. 20 Sieve, Passed 83.5 % 1.0 ASA15-2 03/15/04 08:00 / Imh
Mo. 20 Sieve, Retained 16.5 % : 1.0 ASA15-2 03/15/04 08:00/ Imh
No. 40 Sieve, Passed 648 % 1.0 ASA15-2 03/16/04 08:00/ Imh
No. 40 Sieve, Retained 352 % 1.0 ASA15—2 03/15/04 08:00/ Imh
No. 60 Sieve, Passed 522 % 1.0 ABA15-2 03/15/04 08:00/ Imh
No. 60 Sieve, Retained 47.8 % 1.0 ASA15-2 03/15/04 08:00/ Imh
No. 100 Sieve, Passed 40.6 % 1.0 ASA15-2 03/15/04 08:00/Imh
No. 100 Sieve, Retained 504 % 1.0 ASA15-2 03/15/04 08:00/ Imh
No. 140 Sieve, Passed 326 Y% 1.0 ASA15-2 03/15/04 08:00 / Imh
No. 140 Sieve, Retained 674 % 1.0 ABA15-2 03/15/04 08:00 / Imh
No. 200 Sieve, Passed 258 Y% . 1.0 ASA15-2 03/15/04 08:00 / Imh
No. 200 Sieve, Retained 742 % 1.0 ASA15-2 03/15/04 08:00/ Imh

PARTICLE SIZE ANALYS!S / TEXTURE :
14 % 1.0 ASA15-5 03/15/04 10:00 / Imh

Clay

Sand 18 % 1.0 ASA15-5 03/15/04 10:00 / Imh
Siit 68 Yo 1.0 ASA15-5 03/15/04 10:00/ !mh
Texture SiL. 1.0 ASA1 5-_5 03/15/04 10:00/ Imh
PHYSICAL PROPERTIES

Density 2.5 glce 0.1 E1109 ! 03/14/04 08:00/ Imh
Moisture 13.5 % 0.1 USDAZE 03/07/04 17:00/ Imh
METALS - TOTAL

Aluminum 14600 mg/kg-dry 2.5 SW60108 03/17/04 15:47 / cp
Antimony ND mg/kg-dry 0.50 SWB020 03/18/04 15:47 / bws
Arsenic 936 ma/kg-dry D 0.86 sSwWe020 03/18/04 15:47 / bws
Barium 86.6 mg/kg-dry D 1.4 SWa020 03/18/04 15:47 / bws
Beryllium ND mglkg-dry D 3.2 SWe6020 03/22/04 13:41/ bws
Boron ND mg/kg-dry 50 SW6010B 03/17/04 16:19/ ¢cp
Cadmium ND mg/kg-dry D 0.66 SWE020 03/18/04 15:47 / bws
Calcium 10800 my/kg-dry 50 SWE010B 03/17/04 15:47 /cp
Chromium 12.7 mg/kg-dry 0.50 SWGOZIO 03/18/04 15:47 / bws
Cobalt 13.4 mg/lkg-dry 0.50 SW6020 03/18/04 15:47 / bws
Copper 2010 mg/kg-dry D 0.60 SWeB020 03/18/04 15:47 / bws
iron 78300 mg/kg-dry 25 SWE010B 03/17/04 15:06/ cp
Lead 4.82 mg/kg-dry 0.50 SWB020 03/18/04 15:47 / bws
Magriesium 6940  mg/kg-dry 50 SW6010B 03/17/04 16:18/ cp
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality control limit. ND - Not defected at the reporting limit.

D - RL increased due to sampte matrix interference.

Track# CO4030185R1 FPage
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LABORATORIES

LABORATORY ANALYTICAL REPORT :
Revised Date: 08/31/04

Client: SRK Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/24/04
Lab ID: C04030185-005 ' Date Received: 03/02/04
Client Sample ID: EVPSA3-E Matrix: Soil

MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL _ :
Manganese 147 mg/kg-dry 0.50 SWB020 03/18/04 15:47 / bws
Mercury ND mag/kg-dry 0.1 SW74T1A 03/16/04 11:08 / smi
Molybdenum 40.8 mg/kg-dry Q.50 SW8020 03/18/04 15:47 [ bws
Nickel 11.5 mg/kg-dry D 0.93 SW6020 03/18/04 15:47 / bws
Patassium 4360 mg/kg-dry 50 SW601QB 03/17/04 16:19 / cp
Selenium 4.9 mg/kg-dry D 2.9 SWe020 03/18/04 15:47 / bws
Silver ND mg/kg-dry 0.50 SWeQ20 03/18/04 15:47 | bws
Sodium 6060  mg/kg-dry 50 SW60108 03/17/04 1619/ ¢cp
Thallium 2.26 mag/kg-dry 0.50 SW6020 03/18/04 15:47 / bws
Vanadium 65.2 malkg-dry . 0.50 SWe020 03/18/04 15:47 / bws

Zinc 27.3 mg/kg-dry 0.50 SW8020 03/18/04 15:47 / bws

RADIONUCLIDES - GAMMA

Gross Gamma 354 pCilg-dry 2.0 E901.1 - 03/19/04 12:21 / db
Gross Gamma precision (£} 2.6 pCifg-dry EQ01.1 03/19/04 12:21/db
Actinium 228 ND pCifg-dry 2.0 E901.1 03/19/04 12:21/db
Bismuth 214 2.4 pCi/g-dry 2.0 E901.1 . 03/19/04 12:21 / db
Bismuth 214 precision (&) 0.3 pCi/g-dry E9Q1.1: 03/19/04 12:21 / db
Lead 212 22 pCi/g-dry 2.0 E901.1 03/19/04 12:21 /db
Lead 212 precision (%) 01 pCifg-dry EQ01.1; 03/19/04 12:21/db
Lead 214 34 pCifg-dry 2.0 E901.1: 03/19/04 12:21 / dbb
Lead 214 precision (£) 0.3 pCilg-dry E901.1. 03/19/04 12:21 /db
Potassium 40 27.4 pCilg-dry 2.0 E901.1 03/19/04 12:21 /db
Potassium 40 precision (x) 1.8 pCi/g-dry E901.1 03/19/04 12:21 / db
Radium 223 ND pCifg-dry 2.0 E901.1° 03/19/04 12:21 / db
Radium 224 ND pCifg-dry 2.0 E901.1; 03/19/04 12:21 / db
Radium 226 24 pCilg-dry 2.0 E901.1. 03/19/04 12:21 / db
Radium 226 precision (£} 0.3 pCilg-dry E901.1 03/19/04 12:21 / db
Radium 228 ND pCi/g-dry 2.0 E901.1 03/19/04 12:21 / db
Thorium 234 ND pCifg-dry 2.0 E901.1° 03/19/04 12:21 / db

RADIONUCLIDES - TOTAL

Thorium 228 1.7 pCilg-dry 0.1 E907.0 03/25/04 10:30/ ph
Thorium 228 precision (&) 0.3 pCilg-dry - EQQ7.0 03/25/04 10:30/ ph
Thorium 230 6.2 pCifg-dry 0.1 ES07.0 03/25/04 10:30 / ph
Tharium 230 precision (&) 0.6  pGCifg-dry ES07.0 03/25/04 10:30 / ph
Thorium 232 1.8 pCi/g-dry 0.1 E907.0. 03/25/04 10:30/ ph
Thorium 232 precision (&) 0.3 pCi/g-dry ES07.0 03/25/04 10;30/ ph
Report RL - Analyte reporting fimit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality control fimit. ND - Mot detected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# C04030185BR1 FPage



ENERGY LABORATORIES, INC. - 2393 Salt Croek Highway (82601) » FO. Box 3258 - Casper, WY 82602
Toll Free 888.235.0515 + 307.235.0515 - Fax 307254 1639 + casper@energyiab.com « www.energyiab.com

LABORATORIES

LABORATORY ANALYTICAL REPORT '
Revised Date: 08/31/04

Client: SRK Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/24/04
Lab ID: C04030185-005 Date Received: 03/02/04
Client Sample ID: EVPSA3-E Matrix: Soil

MCL/ :
Analyses Result  Units Qual RL QCi. Method Analysis Date / By
RADIONUCLIDES - TOTAL :
Uranium 234 9.9 pCifg-dry 0.1 E907.0 02/22/04 10:30 / ph
Uranium 234 precision (£} 0.4 pCifg-dry _ EQOT.Q 02/22/04 10:30 / ph
Uranium 235 0.3 pCi/g-dry 0.1 ESQ7.0 02/22/04 10:30/ ph
Uranium 235 precision {t) 0.06 pCi/g-dry EQ07.0 02/22/04 10:30 / ph
Uranium 238 7.2 pCifg-dry 0.1 E907.0 02/22/04 16:30 / ph
Uranium 238 precision (t) 03 pCifg-dry E907.0 02/22/04 10:30 / ph
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions: QCL - Quality controt fimit. ND - Not detected at the reporting limit.

Track# C04030185R1 Fage
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LABORATORIES

LABORATORY ANALYTICAL REPORT :
Revised Date: 08/31/04

Client:  SRK Consulting Repoﬁt Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/24/04
Lab ID: C04030185-006 Date Received: 03/02/04
Client Sample ID: EVPSA3-F Matrix: Soil

MCL/ :
Analyses Result Units Qual RL QCL  Method . Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE ;
No. 20 Sieve, Passed 98.9 Y 1.0 ASA15§-2 03/15/04 08:00/ Imh
MNo. 20 Sieve, Retained 1.1 % 1.0 ASA16:2 03/15/04 08:00 / Imh
No. 40 Sieve, Passed 90.6 % 1.0 ASA15:2 (3/15/04 08:00 / Imh
No. 40 Sieve, Retained 8.4 % 1.0 ASA15:2 03/15/04 08:00 / Imh
No. 60 Sieve, Passed 58.3 % 1.0 ABA15:2 03/15/04 08:00 / Imh
No. 60 Sieve, Retained 41.7 % 1.0 ASA15§-2 03/15/04 08:00/ Imh
No. 100 Sieve, Passed 280 % 1.0 ASA15;~2 03/15/04 08:00/ Imh
No. 100 Sieve, Retained 71.0 % 1.0 ASA15:2 03/15/04 08:00/ Imh
No. 140 Sieve, Passed 147 % 1.0 ’ ASA15§-2 03/15/04 08:00/ Imh
No. 140 Sieve, Retained 85.3 % 1.0 ASA15§-2 03/15/04 08:00 / Imh
No. 200 Sieve, Passed 10.5 % 1.0 ASA15:2 03/15/04 08:00/ Imh
No. 200 Sieve, Retained 89.5 % ‘ 1.0 ASA15:2 03/15/04 08:00 / Imb

PARTICLE SIZE ANALYSIS /| TEXTURE
Clay 6 % 1.0 ASA15:5 03/15/04 10:00/ Imh

Sand 75 % 1.0 ASA15:¥5 03/15/04 10:00/ Imh
Silt 19 % 1.0 ASA15:5 03/15/04 10:00/ Imh
Texture SL 1.0 ASA15-5 03/15/04 10:00 / Imh

PHYSICAL PROPERTIES :
Density 33 g/ce 0.1 E1109 03/14/04 ¢8:00 / Imh

Moisture 4.7 % 0.1 USDAZ6 03/07/04 17:00/ Imh

METALS - TOTAL ;
Aluminum 13000 mg/kg-dry 2.5 SwWeo10B 03/17/04 15:50 / cp

Antimony ND mg/kg-dry 0.50 SW6020 03/18/04 16:00 / bws
Arsenic 10.9 mg/kg-dry D 0.88 SWE020 03/18/04 16:00 / bws
Barium B7.6 my/kg-dry D 1.4 SW&020 ' 03/18/04 16:00 / bws
Beryllium ND mg/kg-dry D 0.65 SW6020 03/22/04 13:55 / bws
Boron ND  mg/kg-dry 50 SW60108 03/17/04 16:22 / cp
Cadmium ND mg/kg-dry 0.50 ' SwWe020 03/18/04 16:00 / bws
Calcium 9620 mg/kg-dry 50 SwWe0108 03/17/04 15:50 / cp
Chromium 100  mg/kg-dry D 0.97 SWGOZD 03/18/04 16:00 / bws
Cobalt 9.14 mg/kg-dry 0.50 SWBOZO 03/18/04 16:00 / bws
Copper 1240 mglkg-dry D 0.60 - SW6020 03/18/04 16:00 / bws
Iron 32600 mg/kg-dry 2.5 SWE010B 03/17/04 15:09 / cp
Lead 2.85 mag/kg-dry 0.50 SWe020 03/18/04 16:00 / bws
Magnesium 7070 mafkg-dry 50 SWBO‘[SOB 03/17/04 16:22 /cp
Report RL - Analyte reporting limit, i MCL - Maximum contaminant level.

Definitions:  QCL - Quality control limit, ND - Not detected at the reporting Hmit.

D - RL increased due to sample matrix interference.
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— ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (62601) - P.O. Box 3258 « Laspel; WY oous
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L ABORATORIES |

LABORATORY ANALYTICAL REPORT :
Revised Date: 08/31/04

Client: SRK Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection! Date: 02/24/04
Lab ID: C04030185-006 Date Recgived: 03/02/04
Client Sample ID: EVPSA3-F Matrix: Soil

MCL/ j
Analyses Result Units Qual RL QCL  Methodi Analysis Date / By
METALS - TOTAL
Manganese 168 mo/ky-dry 0.50 SW6020 03/18/04 16:00/ bws
Mercury ' ND mg/kg-dry 0.1 SW7471A 03/16/04 11:11 / sml
Molybdenum 3.07 mg/kg-dry 0.50 SwWe02¢ 03/18/04 16:00 / bws
Nickel 1.2 mg/lkg-dry D 0.e3 SWSOZQ 03/18/04 16:00 / bws
Potassium 3420  mg/kg-dry 50 SW601 BB 03/17/04 16:22/ e¢p
Selenium ND mg/kg-dry D 2.9 SW602¢ 03/18/04 16:00 / bws
Silver ND mg/kg-dry 0.50 SWEOZ@ 03/18/04 16:00 / bws
Sodium 718 mg/kg-dry 50 SWE010B 03/17/04 16:22/ cp
Thaltium 1.59 mgfkg-dry 0.50 SWE020 03/18/04 16:00 / bws
Vanadium 50.8 mg/kg-dry 0.50 SWSOZQ 03/18/04 16:00 / bws
Zine 25.1 mg/kg-dry 0.50 SW602O 03/18/04 16:00 / bws

RADIONUCLIDES - GAMMA :
Gross Gamma 39.5  pCig-dry 2.0 E901.1 03/19/04 12:21 { db

Gross Gamma precision () 27 pCifg-dry E901.1! 03/19/04 12:21 /db
Actinium 228 32 pCifg-dry 20 E901.1 03/19/04 12:21 /db
Actinium 228 precision (£} Q.3 pCilg-dry E901.1 03/19/04 12:21/db
Bismuth 214 2.4 pCi/g-dry 2.0 E901.1! 03/19/04 12:21/db
Bismuth 214 precision () 0.2 pCi/g-dry E901.1 03/19/04 12:21/db
Lead 212 ND pCifg-dry 2.0 ES01.1 03/19/04 12:21 /db
Lead 214 26 pCilg-dry 2.0 E901.1; 03/19/04 12:21 / db
Lead 214 precision (£} 0.2 pCifg-dry ES01.1; 03/19/04 12:21/db
Potassium 40 29.2 pCilg-dry 2.0 E901.1; 03/19/04 12:21/ db
Potassium 40 precision () 1.9 pCilg-dry ES01.1; 03/19/04 12:21 / db
Radium 223 ND pCilg-dry 2.0 E901.1 03/19/04 12:21/db
Radium 224 ND pCi/g-dry 2.0 5901.1§ 03/19/04 12:21 /db
Radium 226 2.4 pCifg-dry 2.0 E901.1: 03/19/04 12:21 / db
Radium 226 precision (1) 0.2 pCifg-dry ESO1 1 03/19/04 12:21 / db
Radium 228 3.2 pCifg-dry 2.0 EQ01.1° 03/19/04 12:24 /7 db
Radium 228 precision () 0.4 pCilg-dry E901.1; 03/19/04 12:21/db
Thorium 234 ND pCi/g-dry 2.0 E901.1§ 03/19/04 12:21/db

RADIONUCLIDES - TOTAL ;
Thorium 228 1.5  pCifg-dry 0.1 EQ07.0: 03/25/04 10:30 / ph

Thorium 228 precisian () 0.3 pCilg-dry EQ07.0: 03/25/04 10:30 / ph
Thorium 230 1.9 pCilg-dry 0.1 E907.0: 03/25/04 10:30 / ph
Thortum 230 precision (&) 0.3 pCifg-dry EQO?.U; 03/25/04 10:30 / ph
Thorium 232 1.8  pCilg-dry 0.1 ES07.0 03/25/04 10:30 / ph
Thorium 232 precision (£) 0.3 pCi/g-dry EQ07.0 03/25/04 10:30 /ph
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality control fimit. ND - Not detected at the reparting limit.

D - RL increased due to sample matrix interference.

Track# C04030185R1 Fage
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ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (62601) + P.O. Box 3258 - Casper, WY 82602
ol Free 888.235.0515 « 307.235.0515 + Fax 307.234,1638 - casper@anergylab.com * www.energylab.com

LABORATORY ANALYTICAL REPORT

Revisecjl Date:

08/31/04

Client: SRK Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/24/04
Lab ID: (C04030185-006 Date Reéeived: (3/02/04
Client Sample ID: EVPSA3-F Matrix; Soil

MCL/
Analyses Result Units Qual RL QCL Methoq Analysis Date / By
RADIONUCLIDES - TOTAL _
Uranium 234 3.0 pCifg-dry 0.1 ES07.0 02/22/04 10:30 / ph
Uranium 234 precision (£) 0.2 pCifg-dry E907.0§ 02/22/04 10:30/ ph
Uranium 235 0.1 pCifg-dry 0.1 EQOT.O; 02/22/04 10:30 / ph
Uranium 235 precision (1) 0.04 pCifg-dry EQOT.O% 02/22/04 10:30 / ph
Uranium 238 29 pCifg-dry 0.1 E907.0; 02/22/04 10:30 / ph
Uranium 238 precision (1) 0.2 pCifg-dry EQ07.0i 02/22/04 10:30 / ph
Report RL - Analyte reporiing limit, MCL - Maximum contaminant level,

Definitions:  QCL - Quality control limit.

ND - Not detected at the repdrting timit.

Track# CO04030185R1 FPage



; ENERGY LABORATORIES, INC. - 2393 Salt Croek Highway (82601) « PO, Box 3258 » Laspal, W 220Uz
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LABORATORY ANALYTICAL REPORT
Revised; Date: 08/31/04

Client: SRK Consulting Reporti Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/24/04
Lab ID: C04030185-007 Date Redeived: 03/02/04
Client Sample ID: EVPSA3-A-31-01 Matrix: Soil

MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYS1S / SIEVE :
No. 20 Sieve, Passed 79.7 % 1.0 ASA15—? 03/16/04 09:00 / Imh
No. 20 Sieve, Retained 20.3 % 1.0 ASA15—i?. 03/16/04 0900 / Imh
No. 40 Sieve, Passed 58.6 Yo 1.0 ASA15—:2 03/16/04 09:00 / Imh
MNo. 40 Sieve, Retained 41.4 % 1.0 ASA15—Q 03/16/04 09:00 / Imh
No. 60 Sieve, Passed 44.2 % 1.0 ASA15-§2 03/16/04 08:00 / Imh
No. 60 Sieve, Retained 55.8 % 1.0 ASA15-? 03/16/04 09:00 / Imh
No. 100 Sieve, Passed 323 % 1.0 ASA1 5{2 03/16/04 09:00/ Imh
No. 100 Sieve, Retained 67.7 % 1.0 ASA152 03/16/04 09:00/ Imh
No. 140 Sieve, Passed 21.4 % 1.0 ASA152 03/16/04 09:00 / Imh
No. 140 Sieve, Retained 78.6 % 1.0 ASA152 03/16/04 09:00 / Imh
MNo. 200 Sieve, Passed 17.4 % 1.0 ASA152 03/16/04 09:00 / imh
MNo. 200 Sieve, Retained 82.6 % 1.0 ASA152 03/16/04 09:0Q / Imh

PARTICLE SIZE ANALYSIS / TEXTURE

Clay 4 % 1.0 ASA1545 03/15/04 10:00 / Imh
Sand 83 % 1.0 ASA1545 03/15/04 10:00 / Imh
Silt 33 % 1.0 ASA155 03/15/04 10:00 / Imh
Texture 5L 1.0 ASBA155 03/15/04 10:00/ Imh
PHYSICAL PROPERTIES

Density 33 glcc 0.1 E1109 03/14/04 08:00 / imh
Moisture 4.9 % 0.1 USDAZ’?E 03/07/04 17:00/ Imh
METALS - TOTAL :

Aluminum 10100 mglkg-dry 2.5 SW601§0B 03/17/04 15:53 / cp
Antimony 1.74 mglkg-dry 0.50 SW602:0 03/18/04 16:07 / bws
Arsenic 43.1 mg/kg-dry D 0.86 SW602:0 03/18/04 16:07 / bws
Barium ' 213 ma/kg-dry (8] 1.4 SW602fD 03/18/04 16:07 / bws
Beryllium ND  mg/kg-dry D 0.65 SW6020 03/22/04 14:02 / bws
Boron 77.4 mg/kg-dry 5.0 SW601EOB 03/17/04 16:24 / cp
Cadmium 1.39 mag/kg-dry D 0.66 SWBOZ?O 03/18/04 16:07 / bws
Calcium : 13400 mg/kg-dry 50 SW601EOB 03/17/04 15:53 /¢p
Chromism 47.4 mg/kg-dry 0.50 SW602:0 03/18/04 16:07 / bws
Cobalt 11.4  mgkg-dry 0.50 SWa020 03/18/04 16:07 f bws
Copper . 986 mg/kg-dry D 0.60 SW6020 03/18/04 16:07 / bws
Iron 160000 mg/kg-dry 2.5 SWSO{OB 03/17/04 1511/ cp
Lead 91.4  mg/kg-dry 0.50 sweogo 03/18/04 16:07 / bws
Magnesium 1280  maglkg-dry 50 SW601:OB 03/17/04 16:24 / cp
Report RL - Analyte reporting limit. MCL - Maximum contaminant level,

Definitions:  QCL - Quality control limit, ND - Not detected at the repgrting limit.

D - RL increased due io sample matrix interference.

Track# CO4030185R1 Page



ENERGY LABORATORIES, INC. « 2393 Salt Creek Highway (82601) - PO. Box 3258 + Casper, WY 82602

EMRGY Toll Free 888.235.0518 « 307.235.0515 + Fax 307.234. 1639 - casper@energylab.com * www.energylab.corm

Client: SRK Consulting

Project; Yerington Dust Samples
Lab ID: C04030185-007

Client Sample ID: EVPSA3-A-31-01

LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Reporit Date: 04/06/04
Cnllectiolfl Date; 02/24/04
Date Refpeived: 03/02/04
I\E’Iatrix: Soil

MCL/

Analyses Result Units Qual RL QCL Methoc:l Analysis Date / By
METALS - TOTAL :

Manganese 51.6 mg/kg-dry 0.50 SWGO%‘IO 03/18/04 16:07 / bws
Mercury 3.8 mag/kg-dry 0.1 SW7471A 03/16/04 11:22 / sml
Molybdenum 42.5 mag/kg-dry 0.50 SWGOI{O 03/18/04 16:07 / bws
Nickel 2086 mg/kg-dry D 0.93 swaozfo 03/18/04 16:07 / bws
Potassium 7870  mglkg-dry 50 SWE010B 03/17/04 16:24 / cp
Selenium 18.3 mg/kg-dry D 2.9 SWSOZ{D 03/18/04 16:07 / bws
Silver 0.65 mg/kg-dry 0.50 SWGO'&?O 03/18/04 16.07 / bws
Sodium 6780 mg/kg-dry - 50 SWBO'}EOB 03/17/04 16:24 / cp
Thallium 13.2 mo/kg-dry 0.50 SWGOZ:O 03/18/04 16:07 / bws
Vanadium 446  mo/kg-dry 0.50 SWSOZ‘;O 03/18/04 16.07 / bws
Zinc 342 ma‘kg-dry 0.50 SWBOZD 03/18/04 16:07 / bws
RADICNUCLIDES - GAMMA :

Gross Gamma 245 pCifg-dry 2.0 E901.1: 03/19/04 12:21 /db
Gross Gamma precision (&) 12.8¢  pCifg-dry E901.1! 03/19/04 12:21/db
Actiniurm 228 64.3 pCifg-dry 2.0 E901.1§ 03/19/04 12:21 / db
Actinium 228 precision (1) 2.2 pCifg-dry ES01.1! 03/19/04 12:21/ db
Bismuth 214 9.1 pCifg-dry 2.0 ES01.1 03/19/04 12:21/ db
Bismuth 214 precision (&) 1.2 pCirg-dry E901.1 03/19/04 12:21/ db
Lead 212 68.0 pCifg-dry 2.0 E901.1 03/19/04 12:21 / db
Lead 212 precision () 1.7 pCi/g-dry ES01.1 03/19/04 12:21 / db
Lead 214 11.0 pCifg-dry 20 E901.1 03/18/04 12:21/ db
Lead 214 precision (z) 0.9  pCilg-dry E901.1 03/19/04 12:21 / db
Potassium 40 19.6 pCifg-dry 20 ES01.1 03/19/04 12:21/db
Potassium 40 precision (&) 26 pCifg-dry E801.1! 03/19/04 12:21 / db
Radium 223 NG pCifg-dry 2.0 E901.1§ 03/19/04 12:21 / db
Radium 224 73.0  pCilg-dry 2.0 EQ01.1] 03/19/04 12:21 / db
Radium 224 precision {+) 4.4 pCifg-dry E901.1§ 03/19/04 12;21/ db
Radium 226 9.1 pCifg-dry 2.0 E901.1§ 03/19/04 12;21 / db
Radium 228 precision () 1.2 pCifg-dry E901.1% 03/19/04 12:21 /db
Radium 228 64.3 pCifg-dry 2.0 E901.1§ 03/19/04 12:21/db
Radium 228 precision (1) 2.2 pCifg-dry- E901.1? 03/19/04 12:21/db
Thorium 234 ND pCi/g-dry 2.0 E901.1§ 03/19/04 12:21/db
RADIONUCLIDES - TOTAL i

Thorium 228 72 pCifg-dry Q.1 E907.0§ 03/25/04 10:30/ ph
Therium 228 precision (1) 2.4 pCi/g-dry E907.0§ 03/25/04 10:30/ ph
Therium 230 351 pCi/g-dry 0.1 EQOT.OE 03/25/04 10:30 / ph
Thorium 230 precision (&) 5.4 pCi/g-dry ES07.C 03/25/04 10:30 / ph

Report RL - Analyte reporting limit.
Definitions:  QCL - Quality control limit,

D - RL increased due to sample matrix interference.

MCL - Maximum contaminant level.
ND - Not detected at the reporting limit.
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LABORATORIES

LABORATORY ANALYTICAL REPORT
 Revised Date: 08/31/04

Client:  SRK Consulting Reporit Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/24/04
Lab ID: C04030185-007 Date Re;k:eived: 03/02/04
Client Sample ID: EVPSA3-A-31-01 Matrix: Soil

MCL/ ;
Analyses Result Units Qual RL QCL Method Analysis Date / By
RADIONUCLIDES - TOTAL
Thorium 232 68 pCi/g-dry 0.1 E907.0! 03/25/04 10:30 / ph
Thorium 232 precision () 24 pCi/g-dry £907.0 03/25/04 10:30/ ph
Uranium 234 72 pCifg-dry 0.1 Eg07.0 02/22/04 10:30 / ph
Uranium 234 precision () 3.9 pCifg-dry E807.0 02/22/04 10:30/ ph
Uranium 235 1.8 pCilg-dry 0.1 EQ07.0 02/22/04 10:30/ ph
Uranium 235 pracision () 0.6 pCi/g-dry £907.0 02/22/04 10:30 / ph
Uranium 238 52 pCilg-dry 0.1 EQQ7.0 02/22/04 10:30 / ph
Uranium 238 precision (t) 3.3 pCifg-dry EB907.0 02/22/04 10:30 / ph
Repeort RL - Analyte reporting limit. MCL - Maximum contaminant? level.
Definitions:  QCL - Quality control limit. ND - Not detected at the reporting limit.
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ENERGY

LABORATORIES
R A i

LABORATORY ANALYTICAL REPORT
Revised :,Date: 08/31/04

Client: SRK Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/25/04
Lab ED: C04030185-008 Date Received: 03/02/04
Client Sample ID: EVPSA3-B-61-01 Matrix: Soil

MCL/ :
Analyses Result  Units Qual RL QCL  Method! Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE ;
No. 20 Sieve, Pagsed 83.3 Yo 1.0 ASA15-2; 03/16/04 09:00 / imh
No. 20 Sieve, Retained 16.7 % 1.0 ASA15-2 03/16/04 09:00 / Imh
Na. 40 Sieve, Passed 68.9 % 1.0 ASA‘IS—? 03/16/04 09:00 / Imh
No. 40 Sieve, Retained 311 Yo 1.0 ASA15-2j 03/16/04 08:00 / Imh
No. B0 Sieve, Passed 80.1 % 1.0 ASA15-? 03/16/04 08:00 / Imh
No. 60 Sieve, Retained 39.9 % 1.0 ASA15—2 03/16/04 09:00 / Imh
No. 100 Sieve, Passed 49.3 % 1.0 ASA‘IS-:!E 03/16/04 09:00 / Imh
No. 100 Sieve, Retained 50.7 % 1.0 ASA15—$ 03/16/04 09:00 / imh
No. 140 Sieve, Passed 307 % 1.0 ASA‘IE-? 03/16/04 09:00 / Imh
No. 140 Sieve, Retained 69.3 Y% : 1.0 ASA15-2 03/16/04 09:00 / Imh
No. 200 Sieve, Passed 22.8 % 1.0 ASA1 5-2 03/16/04 09:00 / Imh

No. 200 Sieve, Retained 77.2 % 1.0 ASA15—.:“2 03/18/04 09:00 / Imh

PARTICLE SIZE ANALYSIS / TEXTURE j
Clay B % 1.0 ASA15-5 03/15/04 10:00 / Imh

Sand 85 % 1.0 ASA1 5-:5 03/15/04 10:00 / Imh
Silt 37 % 1.0 ASA1 S-fj 03/15/04 10:00/imh

Texture SL 1.0 ASA1 5-{5 03/15/04 10:00/ Imh
I

PHYSICAL PROPERTIES :
Density 25 g/ce 0.1 E1109 | 03/14/04 08:00/ Imh

Moisture 12.5 % 0.1 USDA2$ 03/07/04 17:00 / Imh
METALS - TOTAL

Aluminum 11000  mg/kg-dry 2.5 SWB010B 03/17/04 15:56 / cp
Antimony 1.95 mgfkg-dry D 0.83 S5W6020 03/22/04 14:37 / bws
Arsenic 432 mg/kg-dry D 1.7 SW6020 03/22/04 14:37 / bws
Barium 179 mg/kg-dry D 2.9 SWB020 03/22/04 14:37 / bws
Beryllium ND mg/kg-dry D 0.65 sSwe020 03/23/04 0710/ bws
Baran 73.4 mg/kg-dry 5.0 SWEB010B 03/M17/04 16:27 / ¢cp
Cadmium ND mg/kg-dry D 13 SWB020 03/22/04 14:37 / bws
Calcium 6100 mg/kg-dry 50 SWE010B 03/17/04 15:56 / cp
Chramium 70.8 mag/kg-dry D 0.95 SW6020 03/22/04 14:37 / bws
Cobalt 14.0 mg/kg-dry D 0.58 SWe0zD 03/22/04 14:37 { bws
Copper 1880  mg/kg-dry D 1.1 SWGOZb 03/22/04 14:37 / bws
Iron 148000 mg/kg-dry 2.5 SW601bB Q3/17/04 1514 / ¢p
Lead 43.4 ma/kg-dry 0.50 SW602:D 03/22/04 14:37 / bws
Magnesium 1880 mglkg-dry 50 SW601;DB 03/17/04 16:27 / cp
Report RL - Analyte reporiing limit. MCL - Maximum contaminant level,

Definitions:  QCL - Quality control limif. ND - Not detected at the reporting mit.

D - RL increased due to sample matrix interference.
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ENERGY LABORATORIES, INC. - 2393 Saft Creek Highway (82601) « FO. Box 3258 + Casper, WY 82602
% 7o/l Free 888.235.0515 + 307.235.0515 + Fax 307.234.1639 + casper@energylab.com r www.energyiab.com

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client: SRK Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/25/04
Lab ID: C04030185-008 Date Received: 03/02/04
Client Sample ID: EVPSA3-B-61-01 Matrix: Soil

MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 120 mg/kg-dry D 0.77 SWE020 03/22/04 14:37 / bws
Mercury 1.4 mg/kg-dry 0.1 SWT74T1A 03/17/04 16:10 / sml
Molybdenum 22.8 mg/kg-dry 0.50 SWB020 03/22/04 14:37 / bws
Nickel 245 mg/kg-dry D 1.8 SW5020 03/22/04 14:37 / bws
Potassium 5210  mg/kg-dry 50 SW6010B 03/17/04 16:27 / cp
Selenium 15.9  mg/kg-dry D 5.9 SWE020 03/22/04 14.37 / bws
Silver ND mg/kg-dry D 0.85 SW6020 03/22/04 14:37 / bws
Sodium 2780  mg/kg-dry . 50 SW6010B 03/17/04 16:27 / cp
Thallium 33.3 mgkg-dry D 0.74 SW6E020 03/22/04 14:37 / bws
Vanadium 321 mg/kg-dry D 0.71 SWe020 03/22/04 14:37 / bws
Zinc 44.7 mg/kg-dry 0.50 SwWe0z0 03/22/04 14:37 / bws
RADIONUCLIDES - GAMMA
Gross Gamma 146 pCilg-dry 2.0 E901.1 03/18/04 12:21 / db
Gross Gamma precision {t) 13.1 pCi/g-dry E901.1 03/19/04 12:21 / db
Actinium 228 27.2  pCilg-dry 2.0 £901.1 03/19/04 12:21 / db
Actinium 228 precision (&) 1.7 pCi/g-dry £901.1 03/19/04 12:21 / db
Bismuth 214 4.1 pCi/g-dry 2.0 =901 .1 03/19/04 12:21 /db
Bismuth 214 precision () 0.4 pCilg-dry ES01.1 03/19/04 12:21/db
Lead 212 24.4 pCilg-dry 2.0 E901.1 03/19/04 12:21 / db
Lead 212 precision (£) 0.7 pCi/g-dry E901.1 03/19/04 12:21 / db
Lead 214 4.9 pCifg-dry 2.0 E801.1 03/19/04 12:21/db
Lead 214 precision (t) 0.6 pCifg-dry E©901.1 03/19/04 12:21/db
Potassium 40 24.1 pCifg-dry 2.0 ES01.1 03/19/04 12:21 /db
Potassium 40 precision (&) 1.8 pCifg-dry ES01.1 03/19/04 12:21 /db
Radium 223 ND pCi/g-dry 2.0 EQ01.1 03/19/04 12:21 / db
Radium 224 24.7 pCi/g-dry 20 Eg01.1 03/19/64 12:21 /db
Radium 224 precision () ' 22 pCifg-dry EQ01.1 03/19/04 12:21 / db
Radium 226 4.1 pCi/g-dry 20 E901.1 03/19/04 12:21 / db
Radium 228 precision () 0.4 pCifg-dry EQG1.1 03/19/04 12:21 / db
Radium 228 27.2 pCifg-dry ‘ 2.0 E901.1 03/19/04 12:21 /db
Radium 228 precision () 17 pCi/g-dry E901.1 03/19/04 12:21 /db
Thorium 234 ND pCifg-dry 2.0 £901.1 03/19/04 12:21 / db
RADIONUCLIDES - TOTAL
Thorium 228 24 pCi/g-dry 0.1 E907.0 03/25/04 10:30/ ph -
Thorium 228 precision (+) 1.5 pCifg-dry E907.0 03/25/04 10:30 / ph
Thorium 230 119 pCi/g-dry 0.1 E907.0 03/25/04 10:30 / ph
Thorium 230 precision () 3.4 pCirg-dry E907.0: 03/25/04 10:30/ ph
Report RL - Analyte reporting limit. MCL - Maximum contaminan level.
Definitions:  QCL - Quality contral fimit. ND - Not detected at the reporting Hmit.

D - RL increased due to sample matrix interference.
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LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Client: SRK Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: (2/25/04
Lab ID: C04030185-008 Date Received: 03/02/04
Client Sample ID: EVPSA3-B-61-01 Matrix: Soii

MCL/

Analyses Result Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL
Thorium 232 23 pCi/g-dry 0.1 E907.¢ 03/25/04 10:30/ ph
Thorium 232 precision (&} 1.5 pCi/g-dry E907.G 03/25/04 10:30/ ph
Uranium 234 45 pCi/g-dry 0.1 E907.C 02/22/04 10:30/ ph
Uranium 234 precision () 1.2 pCi/g-dry E907.G 02/22/04 10:30/ ph
Uranium 235 1.3 pCi/g-dry 0.1 ES07.C 02/22/04 10:30 / ph
Uranium 235 precisioh () 0.2 pCiig-dry EQ07.C 02/22/04 1G:30 / ph
Uranium 238 34 pCifg-dry 0.1 E907.0 02/22/04 10:30 / ph
Uranium 238 precision (1) 1.1 pCi/g-dry E807.G 02/22/04 10:30 / ph

Report RL - Analyte reporting limit.
Definisions:  QCL - Quality control limit.

MCL - Maximum contaminant: level.
ND - Not detected at the reporting limit.

Track# C04030185R1 FPage



; ENERGY LABORATORIES, INC. - 2393 Salt Croek Highway (82601) + PO. Box 3258+ Lasper, WY 52602
TNCNd 7ol Free 985.295.0515 - 307.295.0615 - Fax 307.234.1639 + casper @energylab.com - www.eneigylab.com

LABORATORY ANALYTICAL REPORT :
Revised Date: 08/31/04

Client:  SRK Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/25/04
Lab ID: C04030185-009 Date Received: 03/02/04
Client Sample ID: EVPSA3-C-60-01 _ Matrix: Soil

MCL/
Analyses Result Units Qual RL QCL Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
MNo. 20 Sieve, Passed 80.5 % 1.0 ABA15-2 03/16/04 09:00 / Imh
No. 20 Sieve, Retained 19.5 % 1.0 ASA15-2 03/16/04 09:00 / Imh
No. 40 Sieve, Passed 47.4 Y% 1.0 ASA15{2 03/16/04 09:00 / Imh
No. 4¢ Sieve, Retained 52.6 % 1.0 ASA152 03/16/04 09:00 / Imh
Mo, 60 Sieve, Passed 37.2 % 1.0 ASA1542 03/16/04 09:00 / Imh
No. B0 Sieve, Retained 628 % 1.0 ASA1542 03/16/04 09:00/ Imh
Na. 100 Sieve, Passed 28.9 % 1.0 ASA15:2 03/16/04 09:00 / Imh
No. 100 Sieve, Retained 711 % 1.0 ASA1542 03/16/04 09:00/ Imh
No. 140 Sieve, Passed 216 % 1.0 ASA1542 03/16/04 09:00 / Imh
No. 140 Sieve, Retained 78.4 % 1.0 ASA1542 03/16/04 09:00 / Imh
No. 200 Sieve, Passed 18.2 % 1.0 ASA15:2 03/16/04 09:00 / Imh
No. 200 Sieve, Retained 81.8 % 1.0 ASA1542 03/16/04 09:00 / Imh
PARTICLE SIZE ANALYSIS / TEXTURE
Clay 12 % 1.0 ASA15:5 03/15/04 10:00 / Imh
Sand 5 % 1.0 ASA1545 03/15/04 10:00 / Imh
Sitt 83 % 1.0 ASA15:5 03/15/04 10:00 / imh
Texture Sil. 1.0 ASA15:5 03/15/04 10:00/ Imh
PHYSICAL PROPERTIES =
Density 2.9 gfcc 0.1 E1109 03/14/04 08:00 / Imh
Moisture 27.3 % 0.1 USDAZG 03/07/04 17:00 / Imh
METALS - TOTAL
Aluminum 3870 mg/kg-dry 25 SW6010B 03/22/04 12:58 f cp
Antimony ND mg/kg-dry 0.50 SW6020 03/22/04 15:26 / bws
Arsenic 50.6 mg/kg-dry D 0.86 SWGOZO 03/22/04 15:26 / bws
Barium 50.4  mg/kg-dry D 1.4 SWSOéO 03/22/04 15:26 / bws
Beryllium ND mglkg-dry D 0.65 SWBOZ:O 03/22/04 15:26 / bws
Boron ’ ND mg/kg-dry 5.0 SW601EOB 03/22/04 14:01 / cp
Cadmium ND mg/kg-dry D 0.66 Swaodo 03/22/04 15:26 / bws
Calcium 79000 wmg/kg-dry 50 SWGOT:OB 03/22/04 12:58 / ¢cp
Chromium 12.7 mg/kg-dry D 0.97 SW602.’;0 03/22/04 15:26 / bws
Cobalt 8.32  mg/kg-dry 0.50 SW602jO 03/22/04 15:26 / bws
Copper 206  mglkg-dry D 0.54 SW6020 03/22/04 15:26 / bws
Iron 168000 mg/kg-dry 25 Swwea10B 03/22/04 12:58/ cp
Lead 234 mg/kg-dry 0.50 SWGOéU 03/22/04 15:26 / bws
Magnesium 1540 mg/kg-dry 50 SWGO{OB 03/22/04 14:01 / ¢cp
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions:  QCL - Quality control limit. ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# C04030185R1 Page



ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82601) - FO. Box 32568 -+ Casper, WY =6l
Toll Froe 888.235.0515 « 307.235.0515 « Fax 307.234.1639 - casper@energylab.com * Wenergylab. cort

ENERGY

£S5

LABORATORY ANALYTICAL REPORT :
Revised Date: 08/31/04

Client:  SRK Consulting ' Report %Date: 04/06/04
Project: Yerington Dust Samples Collection ;‘Date: 02/25/04
Lab ID: C04030185-009 Date Rec#ived: 03/02/04
Client Sample ID: EVPSA3-C-60-01 Matrix: Soil

MCL/
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL 5
Manganese 198 mo/kg-dry 0.50 SWGOZG; 03/22/04 15:26 / bws
Mereury 05  mg/kg-dry 0.1 SW7471A 03/17/04 16:14 / sm!
Malybdenum 9.40 my/kg-dry 0.50 SW6020 03/22/04 1526 / bws
Nickel 10.9  mg/kg-dry D 083 SW6020 03/22/04 15:26 / bws
Potassium 8400  ma/kg-dry 50 SW601dB 03/22/04 14:01/¢cp
Selenium 7.4 mglkg-dry D 29 sweo2d 03/22/04 15:26 / bws
Silver ND mg/kg-dry .50 SWSOZCIE 03/22/04 15:26 / bws
Sodium 14700 mg/kg-dry 50 SW601CjB 03/22/04 14:01/cp
Thallium 252 mg/kg-dry 0.50 SWGOZQ 03/22/04 15:26 / bws
Vanadium 20.1 mg/kg-dry 0.50 SWGOZQ 03/22/04 15:26 / bws
Zinc 38.4 ma/kg-dry 0.50 SWGOZQ 03/22/04 15:26 / bws

RADIONUCLIDES - GANMMA
Gross Gamma 386 pCi/g-dry 2.0 EQ01.1 03/18/04 12:21 / db

Gross Gamma precision () 3.8 pCiig-dry E901.1 : 03/19/04 12:21 / db
Actinium 228 7.4 pCi/g-dry 2.0 ESO01.1 | 03/18/04 12:21/db
Actinium 228 precision (+) 0.5 pCifg-dry ES901.1 03/19/04 12:21/ db
Bismuth 214 2.0 pCifg-dry 20 E901.1 03/19/04 12:21/ db
Bismuth 214 precision (&) 03 pCifg-dry E901.1 | 03/19/04 12:21 /db
Lead 212 7.0 pCilg-dry 2.0 ES01.1 03/19/04 12:21 / db
Lead 212 precision (k) 0.3 pCilg-dry EQ901.1 03/19/04 12:21 /db
Lead 214 23 pCi/g-dry 2.0 E901.1 03/18/04 12:21/db
Lead 214 precision () 0.3 pCifg-dry - E901.1 03/19/04 12:21/db
Potassium 40 13.4  pCifg-dry 2.0 E801.1 03/19/04 12:21/db
Potassium 40 precision () 14 pCifg-dry EQQ1.1 03/19/04 12:21/db
Radium 223 ND pCifg-dry 2.0 E901.1 03/19/04 12:21/db
Radium 224 ND pCifg-dry 2.0 ES01.1 03/19/04 12:21 /db
Radium 226 i 20 pCilg-dry 20 ES01.1 03/19/04 12:21 / db
Radium 226 precision (t) 0.3 pCi/g-dry E901.1 03/19/04 12:21/db
Radium 228 7.4 pCi/g-dry 2.0 E901.1 03/19/04 12:21 / db
Radium 228 precision {£) 0.5 pCifg-dry E901.1 03/19/04 12:21/db
Thorium 234 8.5 pCilg-dry - 20 EZ01.1! 03/19/04 12:21/ db
Thorium 234 precision (&) 1.3 pCi/g-dry ESD1.1: 03/19/04 12:21 / db

RADIONUCLIDES - TOTAL
Thorium 228 31 pCifg-dry 0.1 E9G7.0i 03/25/04 10:30/ ph

Thorium 228 precision (&) Q.5 pCifg-dry E907.0i 03/25/04 10:30/ ph
Thorium 230 15 pCilg-dry 0.1 E907.0! 03/25/04 10:30 / ph
Thorium 230 precision (¥} 10 pCilg-dry E907.0! 03/25/04 10:30/ ph
Report RL - Analyte reporting limit. MCH - Maximum contaminanlg level.

Definitions:  QCL - Quality control limit. ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference,

Track# C04C3C185R1 FPage



ENERGY LABORATORIES, INC. - 2593 Sait Creek Highway (82601) + PO. Box 3258 - Casper, WY 82602
% Toll Free 888.235.0515 + 307.235.0515 - Fax 307.234.1639 + casper@energylab.com » www.energylab.com

Client: SRK Consulting

Project: Yerington Dust Samples
Lab ID: C04030185-009

Client Sample ID: EVPSA3-C-60-01

LABORATORY ANALYTICAL REPORT

Reviseid Date:
Repm:ft Date:
Collectioin Date:
Date Reéceived:
};\/Iatrix:

08/31/04
04/06/04
02/25/04
03/02/04
Soil

MCL/ i
Analyses Result Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL
Thorium 232 27 pCifg-dry 01 EQO?.(}: 03/25/04 10:30/ ph
:l'horium 232 precision () G4 pCilg-dry E907.0 03/25/04 10:30/ ph
Uranium 234 45  pCilg-dry 0.1 E907.0 02/22/04 10:30 / ph
Uranium 234 precision (1) 03 pCifg-dry EQO?.d 02/22/04 10:30 / ph
Uraniurm 235 0.1 pCi/g-dry 0.1 EQO?.G: 02/22/04 10:30 / ph
Uranium 235 precision (£) 0.06 pCi/g-dry EQOT.O: 02/22/04 10:30 / ph
Uranium 238 3.7 pCi/g-dry 0.1 EQO?.C!? 02/22/04 10:30 / ph
Uranium 238 precision (+) 0.3 pCi/g-dry 02/22/04 10:30 / ph

EQOT.G;

Report RL - Anatyte reporting limit.
Definitions:  QCL - Quality control fimit,

MCL - Maximum contaminantj level.
ND - Not detected at the repdrting limit.

Track# CO4030185R1 Page



ENERGY LABORATORIES, INC. - 2393 Sail Creak Highway (62601)

+ PO Box 3258 '+ Laspah, WY dz0Us

[ENTXCd 7o) rree 585.235.0515 - 307.295.0515 + Fax 307.234,1639 « casper@eneigylab.com - www.energyiab.com
LABORATORIES §
LABORATORY ANALYTICAL REPORT
_ Revised Date: 08/31/04
Client: SRK Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/24/04
LabID: C04030185-010 Date Recé¢ived: 03/02/04
Client Sample ID: EVPSA3-D-56-01 Matrix: Soil

MCL/
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE ;
Ne. 20 Sieve, Passed 77.3 % 1.0 ASA1 5-2; 03/16/04 14:00/ Imh
No. 20 Sieve, Retained 227 % 1.0 ASA15-é 03/16/04 14:00 / Imh
No. 40 Sieve, Passed 508 % 1.0 ASA15-2 03/16/04 14:00 / Imh
No. 40 Sieve, Retained 492 % 1.0 ASA15—$ 03/16/04 14:00/ Imh
No. 60 Sieve, Passed 404 % 1.0 ASA15-2; 03/16/04 14:00/ Imh
No. 60 Sieve, Retained 59.6 % 1.0 ASA15-$ 03/16/04 14:00 / tmh
No. 100 Sieve, Passed 27.6 % 1.0 ASA15-$ 03/16/04 14:00 /Imh
No. 100 Sieve, Retained 72.4 % 1.0 ASA15-:;2 03/16/04 14:00 / imh
No. 140 Sieve, Passed 18.8 % 1.0 ASA15-$ 03/16/04 14:00/ Imh
No. 140 Sieve, Retained 81.2 % 1.0 ASA1 5-? 03/16/04 14:00/ Imh
No. 200 Sieve, Passed 13.6 % 1.0 ASA15~:2 03/16/04 14:00/Imh
Na. 200 Sieve, Retained 864 % 1.0 ASA1 5—;2 03/16/04 14:00/Imh
PARTICLE SIZE ANALYSIS / TEXTURE
Clay 9 Y% 1.0 ASA15-5 03/15/04 10:00 / Imh
Sand 13 % 1.0 ASA15-5 03/15/G4 10:00 / Imh
Silt 78 % 1.0 ASA15-5 03/15/04 10:00/ Imh
Texture Sik 1.0 ASA15-5 03/15/04 t0:00/ Imh
PHYSICAL PROPERTIES
Density ' 2.9 gfce 0.1 E1109 03/14/04 08:00/ Imh
Moisture 29.3 % 0.1 USDAZS 03/07/04 17:00/ Imh
METALS - TOTAL
Aluminum 9740  mg/kg-dry 2.5 Swe0108 03/22/04 13:00/ ¢cp
Antimony 0.62 ma/kg-dry 0.50 SW6e020 (03/22/04 16:08 / bws
Arsenic 81.4 mg/kg-dry D 0.88 SWe020 03/22/04 16.08 / bws
Barium 70.5  mglkg-dry D 1.4 SW6020 03/22/04 16:08 / bws
Beryllium ND mg/kg-dry D 0.65 SWe020 03/22/04 16:08 / bws
Boron 40.5 mg/kg-dry 5.0 SW601£:JB 03/22/04 14:04 / cp
Cadmium ND mg/kg-dry D 0.66 SW602§J 03/22/04 16:08 / bws
Calcium 20100  mglkg-dry 50 SW6010B 03/22/04 14:04 / ¢p
Chromium 23.0 mg/kg-dry D.50 SW602§) 03/22/04 16:08 / bws
Cobalt 17.3  mg/kg-dry .50 5We02D 03/22/04 16:08 / bws
Copper 361 mg/ikg-dry D 0.54 SW6020 03/22/04 16:08 / bws
iron 111000 ma/kg-dry 25 SWGO'I:DB 03/22/04 13:00/ ¢cp
Lead 13.3  mg/kg-dry 0.50 5W6020 03/22/04 16:08 / bws
Magnesium 2060  mg/kg-dry 50 SW6010B 03/22/04 14:04 / cp
Repaort RL - Analyte reporting limit. MCL - Maximum contaminantilevel.
Definitions:  QCL - Quality control limit. _ ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# CO04030185R1 FPage



ey ENERGY LABORATORIES, INC. - 2393 Salt Croek Highway (82601} + PO. Box 3258 - Casper, WY 82602
[FNTRCVd 7o/ Free 585.235.0515 - 307.235.0515 - Fax 307.234.1639 + casper@energylab.com * www.energylab.com

LABORATORIES

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client: SRK Consulting Repoft Date: 04/06/04
Project: Yerington Dust Samples Coliection Date: 02/24/04
Lab ID: C04030185-010 Date Ré;ceived: 03/02/04
Client Sample ID: EVPSA3-D-56-01 I?Vlatrix: Soil

MCL/ |
Analyses Result Units . Qual RL QCL Methoid Analysis Date / By
METALS - TOTAL |
Manganesg 184 mg/kg-dry 0.50 SW602:0 03/22/04 16:08 / bws
Mercury 02  mglkg-dry 0.1 SW747T1A 03/17/04 16:16 / sm|
Moiybdenum 16.2 ma/kg-dry 0.50 SW60¢0 03/22/04 16:08 / bws
Nickel 1.5 mg/kg-dry D 0.93 SWBO#D 03/22/04 16:08 / bws
Potassium 4200  mo/kg-dry 50 SWGOiOB 03/22/04 14:04 / cp
Selenium 4.8 mg/kg-dry D 2.9 SWBOZD 03/22/04 16:08 / bws
Silver ND mg/kg-dry D 063 SWGOé:O 03/22/04 16:08 / bws
Sodium 7080 mg/fkg-dry 50 SWe010B 03/22/04 14:04 / cp
Thallium 4.81 ma/kg-dry 0.50 SWGD?O 03/22/04 16:08 / bws
Vanadium 29.7  mg/kg-dry 0.50 SW6020 03/22/04 16:08 / bws
Zinc 26.1 mg/kg-dry 0.50 SWGO;"O 03/22/04 16:08 / bws
RADIONUCLIDES - GAMMA
Gross Gamma 106 pCifg-dry 2.0 E901.1 03/16/04 12:21 /db
Gross Gamma precision (%) 88 pCi/g-dry E901.1 03/19/04 12:21/ db
Actinium 228 271 pCi/g-dry 2.0 ES01.1 03/18/04 12:21 / db
Actinium 228 precision (t) 2.4 pCilg-dry E201.1 03/18/04 12:21 /db
Bismuth 214 4.2 pCilg-dry 2.0 ES01.1 03/19/04 12:21 / db
Bismuth 214 precision (+} 05 pCifg-dry ES01.1 03/19/04 12:21 / db
Lead 212 23.2 - pCi/g-dry 2.0 ES901.1 03/19/04 12:21/db
Lead 212 precision (1) 0.7 pCi/g-dry E901.1 03/19/04 12:21/ db
Lead 214 52 pCifg-dry 2.0 EQ01.1 03/18/04 12:21 / db
tead 214 precision (1) 0.5 pCifg-dry EQ01.1 03/19/04 12:21 / db
Potassium 40 22.4 pCifg-dry 2.0 ES01.1 03/19/04 12:21/db
Potassium 40 precision () 2.1 pCifg-dry E901.1 03/19/04 12:21 / db
Radium 223 ND pCifg-dry 2.0 E901.1 03/19/04 12:21 / db
Radium 224 23.7  pCifg-dry 2.0 £901.1 03/19/04 12:21 / db
Radium 224 precision () 27 pCifg-dry E901.1 03/19/04 12:21 / db
Radium 226 4.2 pCi/g-dry 2.0 ES01.1 03/19/04 12:21 / db
Radium 226 precision () 0.5 pCifg-dry ES01.1 03/19/04 12:21 / db
Radium 228 271 pCi/g-dry 2.0 ES01.1 03/19/04 12:21 / db
Radium 228 precision (&) 2.4 pCi/g-dry E901.1 03/19/04 12:21 /db
Thorium 234 ND pCi/fg-dry 2.0 E901.1 03/19/04 12:21 / db
RADIONUCLIDES - TOTAL
Thorium 228 17 pCilg-dry Q.1 E907.0 03/25/04 10:30/ ph
Tharium 228 precision (&) 13 pCifg-dry E907.0 03/25/04 10:30 / ph
Thorium 230 B7 pCifg-dry 0.1 ES07.0 03/25/04 10:30 / ph
Thorium 230 precision () 29 pCifg-dry EQO?.OE ' 03/25/04 10:30 / ph
Report RL - Analyte reporting limit. MCL - Maximum contaminantf level.
Definitions:  QCL - Quality control limit, ND - Not detected at the repaiting limit.

D - RL increased due to sample matrix interference.

Track# C0403C185R1 Fage



ENERGY

LABORATORIES

ENERGY LABORATORIES, INC. « 2393 Sait Creek Highway (82601) - FO. Box 325:8 « Casper, WY 82602
7o/l Free 888.235.0515 + 307.235.0515 - Fax 307.234.1639 - casper@energylab.com « www.energyiab.com

Client: SRK Consulting
Project: Yerington Dust Samples

Lab ID: (C04030185-010

LABORATORY ANALYTICAL REPORT

Repor

Date Received:

Revised Date:
t Date;
Collection Date:

08/31/04
04/06/04
02/24/04
03/02/04

Client Sample ID: EVPSA3-D-56-01 Matrix: Soil

MCL/
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL
Thorium 232 17 pCi/g-dry 0.1 E907.D§ 03/25/04 10:30/ ph
Thorium 232 precision () 13 pCi/g-dry E907.0; 03/25/04 10:30 / ph
Uranium 234 99 pCilg-dry 0.1 EQO?.Oi 02/22/04 10:30/ ph
Uranium 234 precision ()} 086 pCirg-dry ES07.0 02/22/04 10:30 / ph
Uranium 235 0.3 pCifg-dry 0.1 E907.0 02/22/04 10:30/ ph
Uranium 235 precision (&) 0.1 pCilg-dry ES07.0 02/22/04 10:30/ ph
Uranium 238 8.1 pCifg-dry 0.1 E907.0 02/22/04 10:30/ ph
Uranium 238 precision (1) 0.5 pCifg-dry £907.0 02/22/04 10:30 / ph

Report RL - Analyte reporting limit.
Definitions:  QCI. - Quaiity controt limit.

MCL - Maximum contaminantélevel.
ND - Not detected at the repoiting limit.

Track# CO4030185R1 Page
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ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (62601} - RO, Box 3258, - Lasper, WY 82602
7o/l Free 888.235.0515 + 307.235.0515 » Fax 307.234.1639 - casper@energylab.com < www. energyiab.com

EINERGY,

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client: SRK Consulting ReportDate: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/24/04
Lab ID: C04030185-011 Date Rec:eived: 03/02/04
Client Sample ID; EVPSA3-E-01-01 Matrix: Soil
MCL/ !

Analyses Result  Units Qual RL QCL  Method, Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE .
No, 20 Sieve, Passed 89.1 % 1.0 ASA15-$ 03/16/04 14:00/ Imh
No. 20 Sieve, Retained 10.9 Y% 1.0 ASA15-? 03/16/04 14:00 / Imh
Na. 40 Sieve, Passed 72.6 % 1.0 ASA15-2 03/16/04 14:00 / Imh
No. 40 Sieve, Retained 27.4 % 1.0 ASA15-$ 03/16/04 14:00 / Imh
Ng. B0 Sieve, Passed 59.3 % 1.0 ASA15-2 03/16/04 14:00 / Imh

. |
No. 80 Sieve, Retained 40.7 % 1.0 ASA15-2 03/16/04 14:00 / Imh
No. 100 Sieve, Passed 448 % 1.0 ASA1 5-:? 03/16/04 14:00 / Imh
No. 100 Sieve, Retained 55.2 % 1.0 ASA15-4:‘Z 03/16/04 14:00 / Imh
No. 140Q Sieve, Passed 30.5 % 1.0 ASA15-2 03/16/04 14:00/ Imh
No. 140 Sieve, Retained 69.5 % 1.0 ASA‘|5—? 03/16/04 14:00 / Imh
No. 200 Sieve, Passed 26.6 Yo 1.0 ASA15-? 03/16/04 14:00/ Imh

No. 200 Sieve, Retained 73.4 % 1.0 ASA15-$2 03/16/04 14:00 / Imh

PARTICLE SIZE ANALYSIS / TEXTURE
Clay 9 % 1.0 ASA15-5 03/15/04 10:00 / Imh

Sand 18 % 1.0 ' ASA15-§5 03/15/04 10:00 / Imh
Silt 73 %o 1.0 ASA15-*5 03/15/04 10:00 / Imh
Texture SiL 1.0 ASA15—§ 03/15/04 10:00 / Imh

PHYSICAL PROPERTIES

Density 29 glcc 0.1 E1109 ' 03/14/04 08:00 / Imh
Moisture 16.6 % : 0.1 USDA?.G:S 03/07/04 17:00/ Imh
METALS - TOTAL
Aluminum 13000 mg/kg-dry 2.5 SWB010B 03/22/04 13:03 / cp
Antimony ND malkg-dry 0.50 SWeG020 03/22/04 16:15/ bws
Arsenic 21.3 mg/kg-dry D 0.86 SWe020 03/22/04 16:15/ bws
Barium 90.0 mg/kg-dry D 1.4 SWE6020 03/22/04 16:15 / bws
Beryllium ND mg/kg-dry D 0.65 SWe020 03/23/04 08:37 / bws
Boron 31.6 mag/kg-dry 5.0 SWE010B 03/22/04 14:07 [ ¢p
Cadmium N mg/kg-dry D D.66 SWea20 03/22/04 16:15 / bws
Calcium 17000 mg/kg-dry 50 SWeo1 bB 03/22/04 14:07 / cp
Chromium 106 ma/kg-dry D 0.97 SWaB02bH 03/22/04 16:15/ bws
Cobhait 10.9 mg/kg-dry 0.50 SWE020 03/22/04 16:15 / bws
Copper 2660  mg/kg-dry DE 0.60 SW6020 03/22/04 16:15/ bws
Iron 65000 mg/kg-dry 2.5 SwW8010B 03/22/04 13:03 / cp
Lead 4,34 mg/ikg-dry 0.50 SWe020 03/22/04 16:15 / bws
Magnesium 9060  mg/kg-dry 50 SwWe010B 03/22/04 14:07 / cp
Report RL - Analyte reperting limit, MCL - Maximum contaminant;ievel.
Definitions:  QCL - Quality control mit. ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference. E - Estimated value. Result exceeds the instrument upper

quantitation fimit.
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ENERGY,

LABORATORIES

ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82601) « RO. Box 325}9 + Casper, WY 82602
ol Froe 888.235.0515 + 307.235.0515 + Fax 307.234.1638 - casper@enargylab.com r www.energylab.com

Client: SRK Consulting
Project: Yerington Dust Samples

LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Report Date: 04/06/04
Collection Date: 02/24/04

Lab ID: C04030185-011 Date Received: 03/02/04
Client Sample ID: EVPSA3-E-01-01 Matrix: Soil

MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 144 mg/kg-dry 0.50 SW6020 03/22/04 16:15 / bws
Mercury ND malkg-dry 0.1 SW7471A 03/17/04 16:18 / smi
Molybdenum 124 mg/kg-dry 0.50 SWE020 03/22/04 16:15/ bws
Nicke! 12.5  mg/kg-dry D 0.93 SWB020 03/22/04 16:15/ bws
Potassium 5240  mg/kg-dry 50 SWE010B 03/22/04 14:07 / cp
Selenium 6.8 mg/kg-dry D 2.9 SWe6020 03/22/04 16:15/ bws
Silver ND mg/kg-dry D 0.63 SWE020 03/22/04 16:15 / bws
Sodium 7390  mg/kg-dry 50 SW6010B 03/22/04 14.07 / cp
Thallium 2.48  mg/kg-dry 0.50 SW6020 03/22/04 16:15 / bws
Vanadium 51.0  mg/kg-dry 0.50 SWEB020 03/22/04 16:15/ bws
Zine 28.6  mg/kg-dry 0.50 SW6B020 03/22/04 16:15 / bws
RADIONUCLIDES - GAMMA .
Gross Gamma 48.9  pCilg-dry 2.0 E901.1 (03/19/04 12:21 /db
Gross Gamma precision (&) 2.8 pCilg-dry E901.1 03/19/04 12:21 /db
Actinium 228 ND pCilg-dry 2.0 E901.1 03/19/04 12:21/db
Bismuth 214 33 pCilg-dry 2.0 E901.1 03/19/04 12:21 / db
Bismuth 214 precision (£} 0.3 pCifg-dry E901.1 03/19/04 12:21/ db
Lead 212 2.0 pCilg-dry 2.0 E901.1 03/19/04 12:21 / do
Lead 212 precision (&} 0.t pCifg-dry E£901.1 03/19/04 12:21/db
lLead 214 3.8 pCilg-dry - 2.0 E901.1 03/19/04 12:21/ db
Lead 214 precision (&) 03 pCilg-dry E901.1 03/19/04 12:21 / db
Potassium 40 31.0 pCifg-dry 2.0 E901.1 03/18/04 12:21 / db
Potassium 40 precision () 2.1 pCifg-dry ES01.1 03/19/04 12:21 / db
Radium 223 ND pCilg-dry 2.0 ES01.1 03/19/04 12:21 /db
Radium 224 ND pCifg-dry 2.0 ES01.1 03/19/04 12:21 /db
Radium 226 3.3 pCifg-dry 2.0 ES01.1 03/19/04 12:21 /db
Radium 226 precision (£) 0.3 pCi/g-dry ES01.1 03/19/04 12:21 / db
Radium 228 ND pCi/g-dry 2.0 EQ01.1 03/19/04 12:21 / db
Thorium 234 ND pCi/g-dry 2.0 E201.1 03/19/04 12:21 / db
RADIONUCLIDES - TOTAL ;
Thorium 228 1.7 pCi/g-dry 0.1 E907.(}; 03/25/04 10:30/ ph
Thorium 228 precision {£) 0.4 pCi/g-dry E907.0§ 03/25/04 10:30 / ph
Thorium 230 5.1 pCi/g-dry 0.1 EQO'MIi 03/25/04 10:30/ ph
Thorium 230 precision (1) 0.7 pCi/g-dry E907.0§ 03/25/04 10:30 / ph
Thorium 232 1.7 pCilg-dry 0.1 EQO?.O: 03/25/04 10:30/ ph
Thorium 232 precision () 0.4 pCifg-dry E907.0: 03/25/04 10:30 / ph

RL - Anaiyte reporting limit.
QCL - Quality control limit.

Report
Definitions:

D - RL increased due to sample matrix interference.

MCL - Maximum contaminanf leveil.
ND - Not detected at the reporting limit.

Track#®# C040301850LRI1
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ENERGY

LABORATORIES

ENERGY LABORATORIES, INC. - 2333 Sali Creek Highway (82601} - FO. Box .5’258 « Casper, WY 82602
1ol Free 888.235.0515 - 307.235.0515 « Fax 307.234.1639 + casper@energylab.com r www.energylab.com

Client: SRK Consulting

Project: Yerington Dust Samples
Lab ID: (04030185-011

Client Sample ID: EVPSA3-E-01-01

LABORATORY ANALYTICAL REPORT

Revised Date:
Repoft Date:
Collection Date:
Date Re‘jceived:
Matrix:

08/31/04
04/06/04
02/24/04
03/02/04
Soil

MCL/

Analyses Result  Units Qual RL QCL  Mecthod Analysis Date / By
RADIONUCLIDES - TOTAL

Uranium 234 7.8 pCi/g-dry 0.1 E907.0 02/22/04 10:30 / ph
iJranium 234 precision (&) 0.4 pCilg-dry EQOT.D; 02/22/04 13:30 / ph
Uranium 235 0.2 pCilg-dry 0.1 E907.d 02/22/04 10:30 / ph
Uranium 235 precision {£) 0.06 pGCilg-dry E907.0 02/22/04 10:30 / ph
Uranium 238 6.0  pCilg-dry 0.1 E907.0 02/22/04 10:30 / ph
Uranium 238 precision (1) 0.3 pCifg-dry EQ07.0 02/22/04 10:30 / ph

RL - Analyte reporting limit.
QCL - Quality control limit.

Report
Definitions:

MCL - Maximum contaminanlilevel.

ND - Not detected at the reporting limit.
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ENERGY LABORATORIES, INC. - 2393 Salt Crosk Highway (82601) - RO. Box 3258 - Casper, wY 82602
Toll Free 888.235.0515 - 3072350515 » Fax 307.234.1639 - casper@energylab.com « Wwww. energyiab.com

ENERGY

1 ABCORATFORIES |
B A

LABORATORY ANALYTICAL REPORT
Revised| Date: 08/31/04

Client: SRK Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/24/04
Lab ID: C04030185-012 Date Received: 03/02/04
Client Sample ID: EVPSA3-F-02-01 Matrix: Soil
MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By

PARTICLE SIZE ANALYSIS / SIEVE

No. 20 Sieve, Passed 98.5 % 1.0 ASA1S5-R 03/16/04 14:00 / Imh
No. 20 Sieve, Retained 158 % 1.0 ASA15-2 03/16/04 14:00/ Imh
No. 40 Sieve, Passed 929 % 1.0 ASA15-2 03/16/04 14:00 / Imh
No. 40 Sieve, Retained 7.1 Y 1.9 ASA15-2 03/16/04 14:00 / Imh
No. 60 Sieve, Passed 87.4 % 1.0 ASA15-2 03/16/04 14:00 / Imh
No. 60 Sieve, Retained 12.6 % 1.0 ASA15-2 03/16/04 14:00/ Imh
No. 100 Sieve, Passed 55.1 Yo 1.0 ASA15-2 03/16/04 14:00 / Imh
No. 100 Sieve, Retained 44.9 % 1.0 ASA152 03/16/04 14:00 / Imh
No. 140 Sieve, Passed 24.5 % 1.0 ABA152 03/16/04 14:00/ Imh
Ne. 140 Sieve, Retained 755 % 1.0 ASA15-2 03/16/04 14:00/Imh
No. 200 Sieve, Passed 160 % 1.0 ASA162 03/16/04 14:00 / Imh
No. 200 Sieve, Retained B40 % 1.0 ASA152 03/16/04 14:00 / Imh

PARTICLE SIZE ANALYSIS / TEXTURE

Clay 8 % 1.0 ASA15E 03/15/04 10:00 / Imh
Sand 71 % 1.0 ABA1545 03/15/04 10:00 / Imh
Silt 21 % 1.0 ASA1545 03/15/04 10:00 / Imh
Texture St 1.0 ABA1B5 03/15/04 10:00 / Imh

PHYSICAL PROPERTIES

Density 3.3 g/cc 0.1 E1109 03/14/04 08:00 / Imh
Maisture 9.9 Y% 0.1 LUSDA2B ' 03/07/04 17:00 / Imh
NMETALS - TOTAL

Aluminum 8200  malkg-dry 2.5 8SWe010B 03/22/04 13:06 / cp
Antimony ND mg/kg-dry 0.50 SWH020 03/22/04 16:22 / bws
Arsenic 30.1 mg/kg-dry D 0.86 SW6020 03/22/04 16:22 / bws
Barium 84.3 mg/kg-dry D 1.4 SWe020 03/22/04 16:22 / bws
Beryllium ND mg/kg-dry D 0.65 SW6E020 03/23/04 08:46 / bws
Boran ND mg/kg-dry 50 SWB010B 03/22/04 14:10 / cp
Cadmium ND mg/kg-dry D 0.66 SwWB020 03/22/04 16:22 / bws
Calcium 8700 mg'kg-dry 50 SW601EOB 03/22/04 14:10/cp
Chromium 8.42 mg/kg-dry D 0.97 SWGOZ:O 03/22/04 16:22 / bws
Cobalt 7.16  mg/kg-dry 0.50 SW5020 03/22/04 16:22 / bws
Coppert 674 mg/kg-dry D 0.54 SWGOH:O 03/22/04 16:22 / bws
Iron 35500 mg/kg-dry 25 SW60108 03/22/04 13:06/ cp
Lead 2.42 mg/kg-dry 0.50 SW602:0 03/22/04 16:22 / bws
Magnesium 5770  ma/kg-dry 50 SwWe010B 03/22/04 1410/ cp
Report RL - Analyte reporting limit. MCL - Maximum conlaminan{ level.

Definitions:  QCL - Quality control limit. ND - Not detected at the reparting himit.

D - RL increased due to sample matrix interference.

Track# C04030185R1 Page



ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82601) « RO. Box 3258 + Casper, WY 82602
Toll Free 888.235.0515 » 307.235.0515 + Fax 307.234. 1639 + casper@energylab.com - www.energylab.corm

ENERGY

LABORATORIES

LABORATORY ANALYTICAL REPORT
' " Revised Date: 08/31/04

Client: SRK Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/24/04
Lab ID: C04030185-012 Date Reteived: 03/02/04
Client Sample ID: EVPSA3-F-02-01 Matrix: Soil

MCL/
Analyses ~ Result Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganease 114 mg/kg-dry 0.50 SWe020 03/22/04 16:22 / bws
Mercury ND mg/kg-dry 0.1 SW7471A 03/17/04 16:21 / smi
Molybdenum 2.98 mg/kg-dry 0.50 SWa020 03/22/04 16:22 / bws
Nickel 9.12 mg/kg-dry D 0.93 SWE020 03/22/04 16:22 / bws
Potassium 3430 mg/kg-dry 50 SW60108 03/22/04 14:10/ ¢p
Selenium ND mg/kg-dry D 5.1 SWGOZ?O 03/22/04 16:22 / bws
Silver ND  mghkgdry D 0.63 SWe020 03/22/04 16:22 / bws
Sodium 1380  mg/kg-dry 50 SW6010B 03/22/04 14:10 / ¢p
Thallium 4.24 mg/kg-dry 0.50 SWBOZ:O 03/22/04 16:22 / bws
Vanadium 36.6 mg/kg-dry 0.50 SWSOZ;O 03/22/04 16:22 { bws
Zine 17.5 mg/kg-dry 0.50 SW602€0 03/22/04 16:22 / bws
RADIONUCLIDES - GAMMA
Gross Gamma 319 pCifg-dry 20 E901.1 03/19/04 12:21/db
Gross Gamma precision () 2.2 pCifg-dry E901.1 03/19/04 12:21/db
Actinium 228 ND pCifg-dry 2.0 E901.1 03/19/04 12:21/db
Bismuth 214 ND pCi/g-dry 2.0 E901.1 03/19/04 12:21 / db
Lead 212 2.1 pCi/g-dry 2.0 E901.1 03/19/04 12:21 / db
Lead 212 precision {t) 0.1 pCifg-dry E901.1 03/19/04 12;21/db
Lead 214 3.1 pCifg-dry 2.0 E901.1 03/19/04 12;21 / db
Lead 214 precision (&) 0.2 pCifg-dry E901.1 03/19/04 12:21 / db
Potassium 40 25.0 pCi/g-dry 2.0 E90 .1 03/19/04 12:21 / db
Potassium 40 precision (&) 1.6 pCifg-dry EOo01.1 03/19/04 12:21/db
Radium 223 ' ND pCi/g-dry 2.0 E901.1 03/19/04 12:21 /db
Radium 224 ND pCifg-dry 2.0 E901.1 03/19/04 12:21/ db
Radium 226 ND pCifg-dry 2.0 E901t.1 03/19/04 12:21/db
Radium 228 ND pCifg-dry 2.0 E901t.1 03/18/04 12:21 /db
Thorium 234 ND pCifg-dry 2.0 E9Q1.1 03/19/04 12:21/db
RADIONUCLIDES - TOTAL
Thorium 228 17 pCifg-dry 0.1 E907.0 03/25/04 10:30 / ph
Thorium 228 precision (&) 0.3 pCifg-dry E907.0 03/25/04 10:30 / ph
Thorium 230 1.5 pCifg-dry 0.1 E907.0 03/25/04 10:30 / ph
Thorium 230 precision (£} 0.3 pCilg-dry £907.0 03/25/04 10:30/ ph
Thorium 232 1.7 pCilg-dry 0.1 EQ07.0 03/25/04 10:30 / ph
Thorium 232 precision (x) 0.3 pCifg-dry ES07.0 03/25/04 10:30 / ph
Uranium 234 3.4 pCilg-dry 0.1 E907.0 Q2/22/04 10:30/ ph
Uranium 234 precision (1) 0.2 pCi/g-dry E807.0. 02/22/04 10:30 / ph
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions:  QCL - Quality control limit. N - Not detected at the repolting limit.

D - RL increased due to sample matrix interference.
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LABORATORIES :

LABORATORY ANALYTICAL REPORT
Revised| Date: 08/31/04

Client: SRK Consulting Report Date: 04/06/04
Project: Yerington Dust Samples Collection Date: 02/24/04
Lab ID: C04030185-012 Date Received: 03/02/04
Client Sample ID: EVPSA3-F-02-01 Matrix: Soil

MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL e
Uranium 235 0.2 pCifg-dry 0.1 £907.0 ' 02/22/04 10:30 / ph
Uranium 235 precision (1} 0.06 pCifg-dry £907.0 ' 02/22/04 10:30 / ph
Uranium 238 3.0 pCifg-dry 0.1 E9Q7.0 | 02/22/04 10:30 / ph
Uranijum 238 precision (+) 0.2 pGifg-dry . EQ07.0 02/22/04 10:30 / ph
E;;ort RL - Analyte reporting limit. MCL - Maximum contaminantiiavel.
Definitions:  QCL - Quality control limit, ND - Not detected at the repojrting limit.

Track# C04030185R1 Page 3¢



ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82601) + RO. Box 3258, » Casper, WY 82602
Tolf Free 888 2350515 » 307.235.0515 + Fax 307.234.1639 - casper@energylab.com « www.energylal.com

ENERGY

LABORATOIRIES §

Date: 3/-Aug-04

CLIENT: SRK Consulting

Project: Yerington Dust Samples CASE N ARRATIVE
Sampte Delivery Group: C04030185

THIS IS THE FINAL PAGE OF THE LABORATORY ANALYTICAL REPORT

REVISED REPORT i
Revised report to include Radium 223 on all samples as well as Radium 224 on sample 006 (EVPSA3-F).

BRANCH LABORATORY LOCATIONS
- eli-b - Energy Laboratories, Inc. - Billings, MT
eli-cs - Energy Laboratories, Inc. - College Station, TX
eli-g - Energy Laboratories, Inc. - Gillette, WY
eli-h - Energy Laboratories, Inc. - Helena, MT
eli-r - Energy Laboratories, Inc. - Rapid City, SD

ORIGINAL SAMPLE SUBMITTAL(S)
All original sample submittals have been returned with the data package. A copy of the submittal(s) has been included and

tracked in the data package.

SUBCONTRACTING ANALYSIS
Subcontracting of sample analyses to an outside laboratory may be required. If so, ENERGY LABORATORIES will utilize

its branch laboratories or qualified contract laboratories for this service. Any such Ilaboratories will be indicated within the
Laboratory Analytical Report. :

SAMPLE TEMPERATURE COMPLIANCE: 4°C (=2°C)
Temperature of samples received may not be considered properly preserved by accepted standayds. Samples that are hand
delivered immediately after collection shall be considered acceptable if there is evidence that the chitling process has begun.

ENERGY LABORATORIES, INC. - CASPER, WY certifies that certain method selections contained in this report meet
requirements as set forth by NELAC. Some client specific reporting requirements may not require NELAC reporting
protocol. NELAC Certification Number E87641. i

ELI appreciates the opportunity to provide you with this analytical service. For additional infof[mation and services visit our
web page www energylab.com.

The total number of pages of this report are indicated by the page number located in the lower r:ight corner.

Track# CO4030C185R: Page 33
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CLIENT:  SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order: C04030185
Project: Yerington Dust Samples BatchiD: 5224

Sample 1D; MBLK1_040315A SampType: MBLK TesiCode: PSA-TEXTURE-S Units: % Prep Date: Run ID: PSA_040315A

Client 1D: Belch iD: 5224 TesiNo: ASA15-5 Analysis Date:  315/2004 SeqNo: 650705

Analyte Result PQL SPK vaiue SPK Ref Val %REC Lowlimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Clay ND 1.0 0 0 0 0

Sand ND 1.0 o 0 0 0

Silt ND 1.0 o 0 0 4}

Sample 1D: €04020939-002ADU SampType: DUP TestCode: PSA-TEXTURE-S Units: % Prep Date:  3/14/2004 Rurn ID: PSA_040315A

Client ID: Balch ID: 5224 TestNo: ASA15-5 Analysis Date:  3/15/2004 SeqNo: 650708

Analyte Result PQL SPK value SPK RefVal %REC Lowlimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Clay 11 1.0 0 0 11 0 20

Sand 3 1.0 0 0 32 32 20

Silt 58 1.0 0 (4] 57 17 20

Texture ND 1.0 0 0 0 0 0
Sample tD: C04030185-005ADU SampType: DUP TesiCode: PSA-TEXTURE-S Units: % Prep Date:  3/14/2004 Run ID: PSA_040315A

Client ID: EVPSA3-E Baich ID: 5224 TestNo: ASA15-5 Analysis Date:  3/15/2004 SeqNo: 650722

Analyte Resutt PQL SPK value SPK Ref Val %REC LowlLimit HighLimit RPD RefVal %RPD RPDLimit Qual
Clay 17 1.0 0 0 14 19 20

Sard 17 1.0 0 0 18 57 20

Texture ND 1.0 v} 0 0 0 0
Qualifiers;  ND - Not Detected at the Reporting Limit S - Spike Recovery ocutside accepted recovery limits

J - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT: SRK Consulting
Work Order:  C04030185
Project: Yerington Dust Samples

ANALYTICAL QC SUMMARY REPORT
BatchlD:

Date: 07-Apr-(4

5249

Sample ID: MB-5249

SampType: MBLK

TesiCode: ICP-6010-8-T Units: mglkg-dry Prep Date: 3/16/2004

Run ID: ICP2-C_040317B

Client ID: Batch ID: 5249 TestNo: SWE010B Analysis Date:  3/17/2004 SeqNo: 653174

Analyte Result PQL SPKvalue SPK Ref Val %REC LowlLimit HighLimit RPD Ref Vai %RPD RPDLimif Qual
Aluminum ND 5.0 0 0 0 o

Boron ND 5.0 0 0 0 0

Calcium ND 50 0 0 0 0

fron ND 15 0 ¢ 0 0

Magnesium ND 50 0 0 0 0

Potassium ND 50 0 0 0 0

Sodium ND 50 0 0 0 0

Sample ID: LCS-5249

SampType: LCS

TestCode: ICP-6010-S-T Unifs: mg/kg-dry Prep Date:  3/16/2004

Run ID: ICP2-C_040317A

Client ID: Batch ID: 5249 TesiNo: SW60108 Analysis Date:  3/17/2004 SeqNo: 652914

Analyte Resuit PQL SPK value SPK Ref Val %REC  LowLimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Aluminum 26.6 5.0 25 0 106 a0 110 0 0

Boron 226 50 25 0 90.5 [0 110 0 0

iron 229 1.5 25 0 81.8 90 110 0 0

Sample ID: LCS-5249

SampType: LCS

TestCode: ICP-6010-S-T

Units: mglkg-dry Prep Date:  3116/2004

Run tD: ICP2-C_040317B

Client ID: Batch ID: 5249 TestNo: SWE010B Anzlysis Date:  3/17/2004 SeqNo: 653175

Analyte Result PQL  SPKvalue SPKRefval %REC  LowLimit HighLimit RPDRefval  %RPD RPDLimit Qual
Aluminum 26.6 50 25 0 106 90 110 0 0

Boron 2286 5.0 25 0 90.5 90 110 0 0

Iron 229 1.5 25 0 91.8 90 110 0 0

Sample 1D: C04030185-008BMS SampType: MS1

Client ID: EVPSA3-B-61-01

Analyte

Batch ID; 5249

Result

TestCode: ICP-6010-S-T
TestNo: SW6010B

Units: mg/kg-dry Prep Date:

Analysis Date:  2/17/2004

PQL  SPKvalue SPK RefVval %REC LowlLimit HighLimit RPD Ref Val

Run ID: ICP2-C_040317B
SeqNo: 653194

%RPD RPDLimit Qual

Qualifiers:

ND - Not Detected at the Reporting Limit

I - Analyte detected below quantitation limits

S - Spike Recovery outside accepted recovery limits
R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount

STOLTHORYT

L9 PEC LOE X8 + GISOCEC/0F » SIS0 GES 858 98/ [ff
Gl YOG4 ES EFEZ - "INI STIHOLYHOBVY T ADEINT

(1oazg) Aeme

O QEIABIFLS MMM « woo ‘QeifbrausIodses -

SNAZQ LA Hadsen ¢ BCFeXOT A ¢



SELOEOVPOD #HHADEBUL

obed

CLIENT: SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order: C04030185
Project: Yerington Dust Samples BatchID: 5249

Sample |1D: C04030185-00BEMS SampType: MS1

TestCode: {CP-6010-5-T Units: mg/kg-dry Prep Date:

Run ID: ICP2-C_040317B

Clent ID: EVPSA3-B-61-01 Batch iD: 5249 TestNo: SW6010B Analysis Date:  3/17/2004 SeqNo: 653194

Analyte Result PQL  SPKvalue SPK RefVai %REC lowLimit HighLimit RPD Ref val %RPD RPDLimit Qual
Calcium 246000 50 250000 7355 95.3 80 120 0 o

Magnesium 245000 50 250000 5315 95.9 30 120 0 0

Potassium 231000 50 250000 6335 89.7 80 120 0 0

Sedium 223000 50 250000 5315 87.2 80 120 0 0

Sample ID: C04030185-0088BMS SampType: MS2
Client ID: EVPSA3-B-61-01 Batch ID: 5249

TestCode: ICP-6010-S-T
TestNo: SWE010B

Units: mg/kg-dry Prep Date:

Analysis Date; 3/17/2004

Run ID: ICP2-C_040317B
SeqNo: 653195

Analyte Result POQL  SPKvalue SPKRefVal %REC LowlLimit Hightimit RPD RefVal %RPD RPDLimit Qual
Aluminum 16500 5.0 5000 12440 82 80 120 0 0
Boron 4400 5.5 5000 0 88.1 80 120 0 0
{ron 148000 1.5 5000 147800 0 80 120 0 0 SA
Manganese 494D 0.50 5000 135.5 g6 80 120 0 0

Sample ID: C04030185-0088IMS SampType: MSD1

TesiCode: ICP-6010-5-T Units: mglkg-dey Prep Date:

Run |D: ICP2-C_040317B

Client ID: EVPSA3-B-61-01 Batch |D: 5249 TestNo: SW6E010B Analysis Date:  3/17/2004 SeqNo: 653149

Analyte Resuit PQL  SPKvalue SPKRefVval %REC LowLimit HighLimit RPD RefVal %RPD  RPDLimit CQual

Calcium 245000 50 250000 7355 84,9 -80 120 245700 04 20

Magnesium. - oo 243000 B0 250000 — 5315 D5 e B~ R DAY Gy
Peotassium 228000 50 250000 6335 B88.7 80 120 230600 1.1 20

Sadium 218000 50 250000 5315 854 80 120 223200 20 20

Sample ID: C04030185-008BMS SampType: MSD2

TestCode: ICP-6010-8-T Units: mgfkg-dry Prep Date:

Run ID: ICP2-C_040317B

Client ID: EVPSA3-B-61-01 Batch [D: 5249 TestNo: SW6010B Anzlysis Date:  3M7/2004 SeqNo: 653200

Analyte Resuit PQL  SPKvalue SPK RefVal %REC Lowlimit HighLimit RPD RefVal %RPD RPDLimit Qual
Aluminum 16500 5.0 5000 12440 81.5 80 120 16540 0.2 0
Qualifiers:  ND - Not Detected at the Reporting Limit S - Spike Recovery outside accepted recovery limits

T - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank
A - Analyte concentration greater than three times the spike amount
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CLIENT:  SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order: C04030185
Project: Yerington Dust Samples BatchID: 5249

Sample ID: C04030185-008BMS SampType: MSD2 TesiCode: ICP-6010-5-T Units: mgfkg-dry Prep Date: RuniD: ICP2-C_040317B
ClientiD: EVPSA3-B-61-01 Batch ID: 5249 TestNo: SW6010B Analysis Date: 3M7/2004 SeqNo: 653200

Analyte Resuit PQL  SPKvalue SPKRefVal %REC LowLimit HighLimi RPD RefVai %RPD RPDLimit Qual
Boren 4790 50 5000 0 95.8 80 120 4405 8.4 0
Sample ID: LFB SampType: LFB TesiCode: ICPMS-200.8-W-D Uniis: mg/L Prep Date: Run ID: ICPMS1-C_040318B
Client |D: Batch ID: 5249 TestNo: £200.8 Analysis Date: 31812004 SeqNo: 654685

Analyte Result PQL  SPKvalue SPKRefVal %REC LowLimi Highlimit RPD RefVal %RPD RPDLimit Qual
Antimony 0.0537 0.0010 0.05 ] 107 85 115 0 0

Arsenic 0.0519 G.0010 0.05 0 104 85 115 4] 0

Barium 0.0533 0.0010 0.05 ¢] 107 85 115 0 4}

Berylium 0.0513 0.0010 0.05 0 103 85 115 v} 4]

Cadmium 0.0526 0.0010 0.05 0 105 85 115 o 0

Chromium 0.0519 0.0010 0.05 0 104 85 115 0 0

Cobalt 0.0520 0.0010 0.05 0 104 85 115 0 0

Copper 0.0521 0.0010 0.05 0 104 85 115 0 0

Lead 0.0516 0.001C 0.05 0 103 85 115 0 0

Manganese 0.0523 0.0010 0.05 o 105 85 115 0 0

Molybdenum 0.0534 0.0010 0.05 1} 107 85 115 0 0

Nickel 0.0514 €.0010 0.05 0 103 85 115 0 4]

Selgnium 0.0521 0.0010 0.05 0 104 85 115 0 0

Silver 00195 .. .00010 ... 002 . 000Q0R1. . . ... .95 . . .85 . A415 ... 0. 0

Thallium 0.0521 0.0010 0.05 0 104 85 115 0 0

Vanadium 0.0516 0.0010 0.05 0 103 85 118 0 0

Zinc 0.0532 0.0010 0.05 0.00156 103 85 115 0 0

Sample |D: CCB SampType: CCB TestCode: ICPMS-200.8-W-D Units: mgil. Prep Date: Run ID: 1ICPMS1-C_040318B
Client 1D: Bafch ID: 5249 TesiNo: E200.8 Analysis Date:  3/18/2004 SegNo: 654706

Anaiyte Result PQL  SPKvalue SPK RefVal %REC LowlLimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Qualifiers:  ND - Not Detected at the Reporting Limit S - Spike Recovery outside accepted recovery limits B - Analyte defected in the associated Method Blank

J « Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

A - Analyte concentration greater than three times the spike amount
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CLIENT:  SRK Consuliing ANALYTICAL QC SUMMARY REPORT Date: 07-dpr-04
Work Order: C04030185
Project: Yerington Dust Samples BatchID: 5249

Sample iD: CCB SampType: CCB TestCode: ICPMS-200.8-W-D Units: mg/L Prep Date: Run ID; ICPMS1-C_040318B
Client ID: Batch ID: 5249 TestNo: E200.8 Analysis Date:  3M8/2004 SeqNo: 654706

Analyle Result PQL  SPKvalue SPK RefVai %REC LowlLimit HighLimit RPD RefVal %RPD RPDLmMit Qual
Antimony -0.0000100 0.0010 0 0 0 0

Arsenic -0.0000800 0.0010 0 0 0 0

Barium 0.0000200 0.0010 0 0 0 0

Beryilium 0.0000100 0.0010 0 0 4] 0

Cadmium 0.000200 0.0010 0 0 o 0

Chromium -0.000160 0.0010 0 0 4] 0

Cobatt ND 0.0010 ¢ 0 0 0

Copper 0.0000200 0.0010 ] 0 D 0

Lead 0.00001G0 0.0010 0 ] 0 0

Manganese ND 0.0010 o 0 0 1]

Molybdenum -0.0000700 0.0010 0 0 0 1]

Nickel -0.0000200 0.0010 o 0 0 o

Selenium -0.0000300 0.0010 0 0 0 0

Sitver 0.0000300 0.0010 0 0 0 0

Thallium ND 0.0010 0 0 d] 0

Vanadium -0.0000400 0.0010 0 0 0 0

Zinc -0.0000200 0.0010 0 0 0 0

Sample ID: LFB SampType: LFB TestCode: ICPMS-200.8-W-D  Units: mg/L Prep Date: Run ID: ICPMS1-C_040322B.

| Cleatio: -~ BachID: 5249 TestNo: E200.8 I Analysis Date: 3/2212004 ~ SeqNo: 687209 . | .

Analyte Result PQL  SPKvalue SPK RefVal %REC Lowlimit HighLimit RPD RefVval %RPD  RPDLimit Qual
Antimony 0.0526 0.0010 0.05 0 105 85 115 0 o

Arsenic 0.0510 0.0010 0.05 4] 102 85 115 0 0

Barium 0.0526 0.0010 0.05 0 105 85 115 0 0

Beryllium 0.0517 0.0010 0.05 0 103 85 115 o ]

Cadmium 0.0511 0.0010 0.05 0 102 85 115 0 0

Chromium 0.0510 0.0010 0.05 0.000478 101 85 115 0 0

Qualifiers:  ND - Not Detected at the Reporting Limit S - Spike Recovery outside accepted recovery limits B - Analyte detected in the associated Method Blank

J - Analyte detected below quantitation limits R - RPD outside accepted recovery limils A - Analyte concentration greater than three times the spike amount




S LOESOYOD #Moedl

oBed

CLIENT:  SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order:  C04030185
Project: Yerington Dust Samples BatchID: 5249

Sample iD: LFB SampType: LFB TestCode: ICPMS-200.8-W-D  Units: mg/L Prep Date: Run ID: ICPMS1-C_0403228
Client 1D: Batch ID: 5249 TestNo: £200.8 Analysis Date: 3/22/2004 SeqNo: 657209

Analyte Result PQL SPKvalue SPKRefVal %REC Lowlimit Highlimit RPD RefVal %RPD RPDLimit Qual
Cobalt 0.0511 0.0010 0.05 0 102 85 115 0 0

Copper 0.0527 0.0010 0.05 0 105 85 115 0 0

Lead 0.0518 0.0010 0.05 0 104 85 115 0 0

Manganese 0.0509 0.0010 0.05 0.00008 102 85 115 0 0

Malybdenum 0.0526 0.0010 0.05 0 105 85 115 ] 0

Nickel 0.0519 0.0010 0.05 0 104 85 115 0 ¢

Selenium 0.0512 0.0010 0.05 0 102 85 115 0 0

Silver 0.0200 0.0010 0.02 0 9g.9 85 115 0 0

Thallium 0.0514 0.0010 0.05 0 103 85 115 0 0

Vanadium 0.0510 0.001C 0.05 0 102 85 115 0 0

Zinc 0.0590 0.0010 0.05  0.000274 17 85 115 0 0 S
Sample iD: CRI SampType: CRI TestCode: ICPMS-200.8-W-D  Unifs: mg/L Prep Date: Run ID: ICPMS1-C_040322B
Client 1D Batch ID: 5249 TesiNo: E200.8 Analysis Date:  3/22/2004 SeqNo: 657203

Analyte Result PQL SPK value SPK Ref Val %REGC LowlLimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Antimony 0.00106 0.0010 0.001 0 106 50 150 0 0

Arsenic 0.000875 0.0010 0.001 0 87.5 50 150 0 0

Barium 0.00100 0.0010 0.001 0 100 50 150 0 0

Cadmium £.00101 0.0010 0.001 0 101 50 150 o 0

Chromium 0.00114 0.0010 0.001 0 114 50 150 0 0

Cobalt 0.00102 0.0010 0.001 0 102 50 150 0 0

Copper 0.00111 0.0010 0.001 0 111 50 150 0 0

Lead 0.00102 0.0010 0.001 0 102 50 150 ] 0

Manganese 0.00105 0.0010 0.001 0 105 50 150 0 0

Molybdenum 0.00102 0.0010 0.001 0 102 50 150 0 0

Nickef 0.000975 0.0010 0.001 0 97.5 50 150 0 0

Qualifiers: WD - Not Detected at the Reporting Limit S - Spike Recovery outside accepted recovery limits

J - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount

Py
b
’.'403
]
g
g
-
a

wos qefBraus mmm
AT AR TWICEN) e i DOFO XOKT (A"

ONT SIHOLVYHOGVY T ADHINT

GEG1 FEZL0E X8 + $IG0GEZL0E - G180 'GEZ 888 989/ [jAL

(10678) AEMULIH XO6LD JBS BGEE *

« wo qebiaus B o058 -



SBIOEOTOD #MDEJL

abeo

oo qeibraue MMM « 0o geABIoUs B 19058
S A e yors Tt (10070) ABMUEH YOOI JES E6EE *

CLIENT: ~ SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order:  C04030185
Project: Yerington Dust Samples BatchID: 5249
Sample ID: CRI SampType: CRI TestCode: ICPMS-200.8-W-D Units: mgiL Prep Date: Run 1D: ICPMS1-C_0403228
Client 1D: Batch ID: 5249 TestNo: E200.8 Analysis Date:  3/22/2004 SeqNo: 657203
Analyte Result PQL  SPKvalue SPK Ref Val %REC LowLimit HighlLimit RPD RefVal %RPD RPDLimit Qual
Silver 0.000520 0.0010 0.0004 0 130 50 150 0 0
Thallum 0.00105 0.0010 0.061 0 105 50 150 0 0
Vanadium 0.000997 0.0010 0.001 v 997 50 150 0 0
Zinc 0.00107 0.0010 0.001 o 107 50 150 0 0
Sample ID: ICV SampType: ICV TestCode: ICPMS-200.8-W-D Units: mg/L Prep Dale: Run ID: ICPMS1-C_0403228
Ctient ID: Batch 1D: 5249 TestNo: E200.8 Analysis Date: 3/22/2004 SeqNo: 657202
Analyte Resuit PQL  SPKvalue SPK RefVal %REC Lowlimit HighLimit RPD Ref Val %RPD RPDLimit  Qual
Antimony 0.0500 0.0010 0.05 0 100 90 110 0 0
Arsenic 0.0497 0.0010 0.05 0 99.3 90 110 0 0
Bariym 0.0502 0.0010 0.05 0 100 90 110 ] 0
Beryliium 0.0497 0.0010 0.05 0 99.4 a0 110 0 0
Cadmium 0.0500 0.0010 0.05 0 100 a0 i10 0 0
Chromium 0.0507 0.0010 0.05 0 1™ 90 110 0 0
Cobalt 0.0501 0.0010 0.05 0 100 90 110 0 0
Copper 0.0517 0.0010 0.05 0 103 90 110 0 0
Lead 0.0493 0.0010 0.05 0 98.6 90 110 0 0
Manganese 0.0501 0.0010 0.05 0 100 90 110 0 0
Molybdepum Q0605 00010 005 ! CA01 a0 b (1] 0 0
Micke 0.0502 0.0010 0.05 0 100 90 110 0 0
Selenium 0.250 0.0010 025 ¢ 100 80 110 0 1)
Silver 0.0508 0.0010 0.05 0 102 a0 110 0 0
Thallium 0.0493 0.0010 0.05 0 98.5 20 110 0 o
Vanadium 0.0503 0.0010 0.05 ] 101 90 110 0 0
Zinc 0.0509 0.0010 0.05 0 102 90 110 0 0
Qualifiers:  ND - Not Detected at the Reporting Limit § - Spike Recovery outside accepted recovery limits B - Analyte detected in the associated Method Blank
J - Analyte detected below quantitation limits R - RPD outside accepted recovery limits A - Analyte concentration greater than three tites the spike amount
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LIENT: SRK Consultin;
C 5 ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order;  C04030185
Project: Yerington Dust Samples BatchID: 5249
Sample ID: MB-5249 SampType: MBLK TestCode: ICPMS-6020-S-T  Units: mg/kg-dry Prep Date:  3/16/2004 Run ID: ICPMS1-C_040318B
Client ID: Batch ID: 5249 TestNo; SW6020 Analysis Date:  3/18/2004 SeqNo: 654700
Analyte Resuit PQL  SPKvalue SPK RefVal %REC Lowkimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Aniimony ND 0.50 0 0 0 0
Arsenic ND 0.50 o 0 0 0
Barium ND 0.50 o 0 0 0
Beryllium ND 0.50 0 0 0 0
Cadmium ND 0.50 0 Y 0 0
Chromium ND 0.50 0 0 0 0
Cobatt ND 0.50 0 0 i 0
Copper ND 0.50 0 0 0 0
Lead ND 0.50 0 0 0 0
Manganese ND 0.50 0 0 0 0
Molybdenum ND 0.50 0 0 0 0
Nickel ND 0.50 0 1) v} 0
Selenium ND 0.50 0 1) 0 0
Silver ND 0.50 0 0 0 0
Thatlium ND 0.50 0 0 0 0
Vanadium ND 0.50 0 0 0 0
Zinc ND 0.50 0 0 0 0
Sample ID: MB-5249 SampType: MBLK TesiCode: ICPMS-6020-S-T  Units: mg/kg-dry Prep Date:  3/16/2004 Run ID: ICPMS1-C_0403228
Ciient ID: Batch ID: 5249 TestNo: SW6020 Analysis Date:  3/22/2004 SeqNo: 657210
Analyte Result PQL  SPKvalue SPKRefVval %REC LowLimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Antimony ND 0.50 0 0 0 0
Arsenic ND 0.50 0 0 ] 0
Barium ND 0.50 ] 0 0 0
Beryliium ND 0.50 ¢ 0 0 0
Cadmium ND 0.50 0 0 ] 0
Chromium ND 0.50 0 0 Y] 0

Qualifiers:

ND - Not Detected at the Reporting Limit
I - Analyte detected below quantitation limits

8 - Spike Recovery outside accepted recovery limits
R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT:

SRK Consulting

Work Order:  C04030185

ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04

oo geibieus MM « oD QBIABIBUS B IaAEBT
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Project: Yerington Dust Samples BatchID: 5249

Sample 1D; MB-5249 SampType: MBLK TestCode: ICPMS-6020-S-T  Units: mg/kg-dry Prep Date:  3/16/2004 Run {D: ICPMS1-C_040322B
Client ID: Batch {D: 5249 TestNo: SW6020 Analysis Date: 3/22/2004 SeqNo: 657210
Anaiyte Result POL  SPKvalue SPKRefVal %REC LowlLimit HighLimit RPD Ref Vai %RPD RPDLimit Qual
Cobalt ND 0.50 o 0 0 0
Copper ND 0.50 D ¢ 0 0
Lead ND 0.50 0 0 0 0
Manganese ND 0.50 0 0 0 0
Molybdenum ND 0.50 0 0 0 0
Nickel ND 0.50 0 0 0 ]
Selenium ND 0.51 0 0 0 0
Silver ND 0.50 0 0 0 0
Thaliium ND 0.50 0 0 0 0
Vanadium ND 0.50. 0 0 0 0
Zinc ND 0.50 0 0 0 o
Sample |1D: LCS-5249 SampType: LCS TestCode: ICPMS-6020-S-T  Units: mg/kg-dry Prep Date: 3/16/2004 Run iD: ICPMS1-C_040318B
Client 1D Batch ID; 5249 TestNo: SW&020 Analysis Date:  3/18/2004 SegNo: 654701
Analyte Result PQL  SPKvalue SPKRefVal %REC Lowtimit HighLimit RPD Ref Val %RPD RPDUmMIt Qual
Antimony 242 0.50 25 0 96.9 85 115 0 0
Arsenic 227 0.86 25 0. 90.8 85 115 0 0
Barium 244 14 25 0 97.7 85 115 0 0
Berylium . 223 Q6 2 . 0__ .81 & 15 0 L0
Cadmium 233 0.50 25 0 0932 85 115 0 0
Chromium 231 0.50 25 0 92.2 85 115 ] 0
Cobalt 23.8 0.50 25 0 95.1 85 115 0 0
Copper 23.2 0.60 25 0 028 85 115 0 0
Lead 23.0 0.50 25 o 92.1 85 115 0 0
Manganese 235 0.50 25 0 94 85 115 0 0
Molybdenum 231 0.50 25 0 923 85 115 0 0
Nickel 232 26 25 0 927 85 115 o 0
Qualifiers;  ND - Not Detected at the Reporting Limit § - Spike Recovery outside accepted recovery limits B - Analyte detected in the associated Method Blank

J- Analyte detected befow quantitation limits

R - RPD outside accepted recovery limits

A - Analyte concentration greater than three times the spike amonnt
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CLIENT: SRK Consulting

ANALYTICAL QC SUMMARY REPORT
Work Order;  C04030185

Date: 07-Apr-04
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Project: Yerington Dust Samples BatchID: 5249

Sample ID: 1.CS-5249 SampType: LCS TesiCode: ICPMS-6020-5-T  Unifs: mg/kg-dry Prep Date: 3/16/2004 Rur ID: ICPMS1-C_040318B
Client 1D: Baich ID: 5249 TesiNo: SW6020 Analysis Date:  3/18/2004 SegNo: 654701

Analyte Resutt PQL  SPKvalue SPK Refval %REC LowLimit HighLimit RPD RefVal %RPD RPDLimit Quai
Selgnium 225 29 25 0 90 85 115 0 0

Silver 10.1 0.50 10 0 101 85 115 ] ]

Thallium 239 0.50 25 ¢ 95.8 85 115 0 0

Vanadium 228 0.50 25 0 91.3 85 115 0 0

Zine 222 0.50 25 0.1105 88.3 85 115 0 0

Sample ID: LCS-5249 SampType: LCS Tes{Code: ICPMS-6020-5-T  Units: mg/kg-dry Prep Date: 3/16/2004 Run ID: ICPMS1-C_0403228

uionrqeibies MM+ L0 CEIAPIBLS BISTSED
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Client ID: Batch ID: 5249 TestNo: SW&020 Analysis Date:  3/22/2004 SeqNo: 857211
Analyte Resutt PQL SPKvalue SPK RefVal %REC Lowlimit HighLimi{ RPD Ref Val %RPD RPDLimit Qual
Antimony 256 0.50 25 0 102 85 115 0 o
Arsenic 25.0 0.86 25 0 100 85 115 0 [}
Barium 256 14 25 0 102 85 115 0 0
Beryllium 248 0.65 25 0 98.3 85 115 0 i}
Cadmium 25.0 0.66 25 0 100 85 115 0 4]
Chromium 25.0 0.50 25 0 99.9 85 115 0 0
Cobalt 25.1 0.50 25 0 100 85 115 0 0
Copper 255 0.54 25 o 102 85 115 0 0

Lead 255 0.50 25 0 102 85 115 0 0
Manganese 2562 B < S o1 8  ms. 0. 0
Molybdenum 261 0.50 25 o 104 85 115 0 0
Nickel 255 26 25 0 102 85 115 0 0
Selenium 249 29 25 0 99.7 85 115 0 0
Silver 104 0.50 10 0 104 85 115 0 0
Thallium 25.8 0.50 25 (] 103 85 115 0 0
Vanadium 253 0.50 25 t] 101 85 115 0 0

Zing 248 0.50 25 0.1255 98.8 85 115 0 0
Qualifiers:  ND - Not Detected at the Reporting Eimit S - Spike Recovery outside accepted recovery limits

J - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT:

SRK Consulting

Work Order: C04030183

Project:

Yerington Dust Samples

ANALYTICAL QC SUMMARY REPORT

BatchID:

Date: 07-Apr-04

5249

Sample ID: C04030185-008BMS SampType: MS

ClientID: EVPSA3-B-61-01

Batch ID: 5249

Result

TestCode: ICPMS-68020-8-T  Units: mglkg-dry
TestNo: SW6020

PQL

SPK value

Prep Date: 37162004
Analysis Date: 3/22/2004

Run iD: ICPMS1-C_040322B

SeqMNo: 657225

Analyte SPK Ref Val %REC LowLimit HighLimit RPD RefVal %RPD RPDLimit Qual
Arsenic 444 1.7 25 431.9 468 75 125 o 0 SA
Barium 207 29 25 179 112 75 125 0 0 A
Beryllium 206 13 25 0 824 75 125 0 0

Cadmium 261 13 25 0 104 75 126 0 0

Chromium 90.5 0.95 25 70.76 78.8 75 126 0 0

Cobalt 35.0 0.58 25 13.97 842 75 125 0 o

Copper 1870 12 25 1876 40 75 125 0 0 SA
Lead 67.1 0.36 25 43.39 948 75 125 0 ]

Manganese 138 077 25 120.2 69.6 75 126 0 0 SA
Molybdenum 470 0.50 25 22.8 96.8 75 125 0 0

Nickef 46.5 19 25 2449 87.9 75 125 0 0

Selenium 38.9 59 25 15.87 92.1 75 126 0 0

Silver 9.36 0.85 10 0 936 75 125 0 0

Thallium 57.3 0.74 25 33.32 g95.9 75 125 ] 0

Vanadium 53.2 0.71 25 32.08 84.2 75 129 i} 0

Zinc 66.3 0.10 25 44.67 86.7 75 126 0 0

Sampie |D: C04030185-008BMS SampType: MSD

Client ID: EVPSA3-B-61-01

Analyie

Batch ID: 5249

TestCode: ICPMS-6020-8-T  Units: mglkg-dry
TestNo: SW6020 '

Prep Date: 3/16/2004
Analysis Date:  3/22/2004

Run ID: ICPMS1-C_040322B

SegNo: 657226
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Result PQL  SPKvalue SPKRefVal %REC Lowlimil  HighUimit "RPD'RefVal ™~ %RPD ~RPDUmMiT  Qual
Arsenic 465 1.7 25 431.9 134 75 125 443.6 48 20 SA
Barium 207 29 25 179 113 75 125 207.1 0 20 A
Bernyllium 17.8 1.3 25 0 714 75 125 2061 14 20 s
Cadmium 255 13 25 0 102 75 125 26.06 2.1 20
Chromium 90.2 0.95 25 70.76 77.8 75 125 90.47 0.3 20
Cobalt 343 0.58 25 13.97 834 75 125 35.02 0.6 20
Copper 1900 12 25 1876 84 75 126 1866 16 20 A
Qualifiers: NI - Not Detected at the Reporting Limit $ - Spike Recovery outside accepted recovery limits

T - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration preater than three times the spike amount
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CLIENT:
Work Order:
Project:

SRK Consulting
C04030185
Yerington Dust Samples

'ANALYTICAL QC SUMMARY REPORT

BatchID:

Date: 07-Apr-04

5249

Sample ID: C04030185-008BMS SampType: MSD

TestCode: ICPMS-6020-8-T  Units: mg/kg-dry

Prep Date:  3/16/2004

Run ID: ICPMS1-C_040322B

Client ID: EVPSA3-B-61-01 Batch ID: 5249 TestNo: SW6020 Analysis Date:  3/22/2004 SeqNo: 657226

Analyte Result PQL  SPKvalue SPKRefVai %REC LowLimit HighLimit RPD Ref Vai %RPD RPDLimit Qual
Lead 67.8 0.36 25 43.39 97.8 75 125 67.1 1.1 20
Manganese 139 0.77 25 120.2 75.6 75 125 137.6 1.1 20 A
Molybdenum 480 0.50 25 22.8 101 75 125 47.01 22 20

Nickel 451 19 25 24.49 823 75 125 45.46 31 20
Selenium 40.2 59 25 15.87 g97.5 75 125 389 3.4 20

Silver 9.74 0.85 10 0 974 75 125 9.361 40 20
Thallium 57.7 0.74 25 3332 97.6 75 125 57.29 08 20
Vanadium 521 0.71 25 32.09 80 75 125 53.15 20 20

Zinc 68.8 0.10 25 44.67 96.3 75 125 66.34 386 20
Sample ID: LFB SampType: LFB TestCode: ICPMS-6020-W-D  Units: mg/L Prep Date: Run ID: {CPMS1-C_0403228
Client 1D: Batch ID: 5249 TestNo: SW6020 Analysis Date:  3/22/2004 SeqNo: 657207

Analyte Result PQL  SPKvalue SPKRefVval %REC Lowlimit HighLimit RPD RefVal %RPD RPDLimit Qual
Antimony 0.0541 0.0010 0.05 0 108 85 115 ] 0

Arsenic 0.0527 0.0010 0.05 0 105 85 115 0 0

Barium 0.0548 0.0010 0.05 0 110 85 115 0 0

Beryllium 0.0528 0.010 0.05 0 106 85 115 0 0

Cadmium 0.0532 0.0010 0.05 0 106 85 115 0 v}

ChrOMIUm - - emm o e QB2Q D000 005 0000478 105 ;1) S s - T ¢ Q

Cobait 0.0532 0.0010 0.05 0 106 85 115 0 o

Copper 0.0543 0.0010 0.05 0 100 85 115 ] V]

Lead 0.0532 0.0010 0.05 0 106 85 115 0 0

Manganese 0.0532 0.0010 0.05 0.00008 106 85 115 0 0

Molybdenum 0.0541 0.0010 0.05 0 108 85 115 0 0

Nickel 0.0534 0.0010 0.05 0 107 85 115 0 0

Selenium 0.0518 0.0010 0.05 0 104 85 115 0 0

Thallium 0.0527 0.0010 0.05 0 105 85 115 0 0

Qualifiers:  ND - Not Detected at the Reporting Limit S - Spike Recovery outside accepted recovery limits

] - Analyte detected below guantitation limits

R - RPD outside accepted recovery limits

A - Analyte concentration greater than three times the spike amount

B - Analyte detected in the associated Method Blank
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CLEENT:  SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order: C04030185
Project: Yerington Dust Samples BatchID: 5249

Sample {D: LFB SampType: LFB TestCode: ICPMS-6020-W-D  Units: mg/L Prep Date: Run ID: ICPMS1-C_040322B
Client ID: Batch ID; 5249 TesiNo: SW6020 Analysis Date: 3/22/2004 SeqNo. 657207

Analyte Result PQL  SPKvalue SPK RefVal %REC LowlLimit HighlLimit RPD Ref Val %RPD  RPDLimit  Qual
Vanadium 0.0530 0.0010 0.05 0 106 115 0 0

Zing 0.0553 0.0010 0.05 0.000274 110 115 0 0

Qualifiers:  ND - Not Detected at the Reporting Limit § - Spike Recovery outside accepted recovery limits

J - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT: SRR Consuling ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order:  C04030185
Project: Yerington Dust Samples BatchID: 5256

Sampie ID; MBLK SampType: MBLK

TesiCode; CVAA-HG-7471-8  Units: mglkg-dry Prep Date:

Run ID: CVAA-C201_040316A

0

Client ID: Batch iD: 5256 TestNo: SW74T1A Analysis Date:  3/16/2004 SegNo: 651270
Anglyte Result PQL  SPKvaiue SPK RefVal %REC LowLimit HighlLimit RPD RefVal %RPD RPDLimit Qual
Mercury ND 0.050 0 o

0

Sample ID; C238-47-2 SampType: LCS

TestCode: CVAA-HG-7471-5  Units: mg/kg-dry Prep Date:

Run ID: CVAA-C201_040316A

0.050 0.5 0 91.9 50 110 0

Client ID: Batch ID: 5256 TestNo: SW7471A Analysis Date:  3/16/2004 SeqNo: 651268
Analyte Result PQL  SPKvalue SPKRefVal %REC Lowlimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Mercury 0.46

0

Sample ID: C04030185.007B MS Samptype: MS

TestCode: CVAA-HG-T471-8  Units: myglkg-dry Prep Date: 3/16/2004

Run ID: CVAA-C201_040316A

3.811 89 85 116 0

Client iD:  EVPSA3-A-31-01 Batch ID: 5256 TestNo: SW7471A Analysis Date:  3/16/2004 SeqgNo: 651266
Analyte Result PQL  SPKvalue SPKRefVal %REC Lowlimit HighLimit RPD RefVal %RPD RPDLimit Qual
Mercury 49 0.054 1.234

0

Sample ID: C04030185-007B MS SampType: MSD
Client ID: EVPSA3-A-31-01 Batch ID: 5256

TestCode: CVAA-HG-7471-§  Units: mg/kg-dry
TestNo: SWT4T1A

Prep Date:  3/16/2004
Analysis Date:  3/16/2004

Run ID: CVAA-C201_040316A
SeqNo: 651267

Analyte Result PQL  SPKvalue SPK RefVal %REC LowLimit Highlimit RPD Ref Val %RPD RPDLimit Qual
Mercury 49 0.053 123 3.819 87.2 85 115 491 0.5 30
Qualifiers:  ND - Not Detected at the Reporting Limit § - Spike Recovery outside accepted recovery limits

¥ - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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I - Analyte detected below quantitation limits

CLIENT:  SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order:  C04030185
Project: Yerington Dust Samples BatchlD: 5259
Sample ID: MB-R33006 SampType: MBLK TestCode: RAD-TH-ISO-S Units: pCilg-dry Prep Date: Run ID: EGG-ORTEC_040325A
Client ID: Batch ID: 5258 TestNo: E907.0 Analysis Date:  3/25/2004 SegNo: 661911
Analyte Result PQL SPKvalue SPK Ref Val %REC lowlimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Thorium 228 0.100 0.010 0 0 0 v}
Thorium 230 0.100 0.010 0 0 0 0
Thorium 232 0.300 0.010 0 0 0 0
Sample ID: LTS-R33006 SampType: LCS TestCode: RAD-TH-ISO-S Units: pCilg-dry Prep Date: Run ID: EGG-ORTEC_040325A
Client ID: Batch iD: 5259 TestNo: E907.¢ Analysis Date:  3/25/2004 SeqNo: 661912
Analyte Resuit PQL  SPKvaiue SPKRefVal %REC Lowlimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Thorium 228 570 0010 6.3 0.1 889 70 130 o 0
Sample ID: C04030459-007CMS SampType: MS TestCode: RAD-TH-IS0-S Units: pCilg-dry Prep Date: Run ID: EGG-ORTEC_040325A
Client 1D: Batch ID; 5259 TestNo: E907.0 Analysis Date:  3/25/2004 SeqNo: 661935
Analyte Result PQL  SPKvalue SPK RefVal %REC Lowlimit HighLimit RPD RefVval %RPD RPDLimit Qual
Thorium 228 472 0.10 3.15 1.86 90.8 70 130 0 0
Sample ID: C04030459-007CMS SampType: DUP TestCode: RAD-TH-ISO-S Units: pCifg-dry Prep Date: Run ID: EGG-ORTEC_040325A
Client 1D: Batch ID: 5259 TestNo: E907.0 Analysis Date:  3/25/2004 SeqNo: 661936

-1 Anatyte - - Result-————PQE—5PKvalue—SPKRefF Yal———%REC—towkimit--Hightimit-—RPB-Ref Vat —————%RPB-—RPDLmit - Cual
Thotium 228 5.12 0.10 0 0 70 130 472 8.1 30
Sample {D: MB-R32827 SampType: MBLK TestCode: RAD-U-ISO-S Units: pCilg-dry Prep Date: Run ID: EGG-ORTEC_040222A°
Client ID: Batch ID: 525% TestNo: E907.0 Analysis Date:  2/22/2004 SeqNo: 658113
Analyte Result PQL  SPKvalue SPK RefVal %REC  LowlLimit Hightimit RPD Ref Val %RPD RPDLimit Qual
Uranium 234 ND 0.010 0 0 i} o
Qualifiers: WD - Not Detected at the Reporting Limit S - Spike Recovery outside accepted recovery limits

B - Analyte detected in the associated Method Blank

R - RPD outside accepted recovery limits A - Analyte concentration greater than three times the spike amount
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CLIENT:  SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order:  C04030185
Project: Yerington Dust Samples

BatchID:

5259

Sample ID: MB-R32827 SampType: MBLK

TestCode: RAD-U-IS0-S Units: pCilg-dry Prep Date:

Run {D: EGG-ORTEC_040222A

Client ID: Batch ID: 5259 TestNo: E907.0 Analysis Date: 2/22/12004 SeqNo: 658113

Analyte Resuit PQL  SPKvalue SPK RefVal %REC Lowlimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Uranium 235 ND 0.010 0 0 0 0

Uranium 238 ND 0.010 0 0 0 0

Sample ID: LCS-R32827

Sam p}'ype: LCS

TesiCode: RAD-U-ISO-S

Unils: pCilg-dry Prep Date: Run ID: EGG-ORTEC_040222A
Client 1D: Batch ID: 5259 TestNo: ES07.0 Analysis Date:  2/22/2004 SeqNo: 658114
Analyte Result PQL SPK value SPK Ref Val %REC Lowlimit HighLimit RPD Ref Val %RPD  RPDLimit Qual
Uranium 238 26.9

0.010 25.9 o 107 70 130 0

0

Sample 1D: C04030185-005CMS  SampType: MS
Client ID: EVPSA3-E Batch ID: 5259

Anglyte Result

TesiCode: RAD-U-ISO-S
TestNo: E907.0

Units: pCilg-dry Prep Date:

Analysis Date:  2/22/2004

PQL  SPKvalue SPK RefVal %REC LowLimit HighLimit RPD Ref Val

Run 1D: EGG-QRTEC_040222A
SeqNo: 658130

%RPD  RPDLimit Quat

Uranium 238 246

0.10 270.2 7.245 &84 70 130 0

0

Sample |D: C04030185-005CMS SampType: DUP

TestCode: RAD-U-IS0-S Unils: pCilg-dry Prep Date:

RunID: EGG-ORTEC_040222A

SITIOLYHOGY T

Client ID:  EVPSA3-E Balch ID: 5259 TestNo: ES907.0 Analysis Date: 212212004 SeqNo: 658131

Analyte Result PQL  SPKvalue SPK Ref Val %REC  LowLimit HighLimit RPD Ref Val %RPD  RPDLimit Qual
Uranium- 238~ 262 010 0 0 2462 6.3 30
Qualifiers:  ND - Not Detected at the Reporting Limit

J - Analyte detected below quantitation limits

$ - Spike Recovery oulside accepted recovery limits
R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT: SRK Consulting
Work Order:  C04030185
Project: Yerington Dust Samples

ANALYTICAL QC SUMMARY REPORT

Date: 07-Apr-04

BatchID: 5265

STIXOLYVHOTET

Analyte

Sample |D: C04030185-011B MS SampType: MS
Client ID: EVPSA3-E-01-01

Batch 1D: 5265

Result

TestCode: CYAA-HG-74T1-8  Units: my/kg-dry
TestNo: SW7471A

POL  SPKvalue SPKRefVval

Prep Date:  3/17/12004
Analysis Date:  3/17/2004

%REC LowLimit HighLimit RPD RefVal

RuniD: CVAA-C201_040317A
SegNo: 652978

%RPD RPDLimit Qual

Mercury

1.1

0.050 1.175 0 96.9

115 0 0

Sample ID: C04030185-011B MS SampType: MSD
Client ID: EVPSA3-E-01-01

Batch |D: 5265

TestCode: CVAA-HG-7471-S  Units: mg/kg-dry
TestNo: SW7471A

Prep Date: 3/17/2004
Analysis Date:  3/17/2004

Run|D: CVAA-C201_040317A
SeqNo: 652979

uam . oD GEABIeUS @85BS

Analyte Result PQL  SPKvalue SPK RefVai %REC LowLimit HighLimit RPD RefVal %RPD RPDLimit Quai
Mercury 1.1 0.050 1.185 0 95.8 115 1.139 0.8 30
Qualifiers:  ND - Not Detecied at the Reporting Limit § - Spike Recovery outside accepted recovery limits

J - Analyte detected below quantitation limits

R - RPD cutside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT:  SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order: C04030185
Project: Yerington Dust Samples BatechID: 5274

Sample ID: MB-5274 SampType: MBLK

TestCode: ICP-68010-S-T

Units: mg/kg-dry

Prep Date:  3/18/2004

Run ID: ICP2-C_040322A

Client ID; Batch ID: 6274 TestNo: SWe6010B Analysis Date:  3/22/12004 SeqNo; 656423

Analyte Resuit PQL SPKvalue SPK RefVal %REC  LowLimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Aluminum ND 5.0 0 0 0 0

Boron ND 5.0 0 0 0 0

Calcium ND 50 4] 0 0 0

Iron ND 1.5 0 0 0 4]

Magnesium ND 50 0 0 0 0

Potassium ND 50 0 0 0 0

Sodium ND 50 0 0 o 0

Sample ID: MB-5274 SampType: MBLK

TesiCode: ICPMS-6020-5-T  Units: mg/kg-dry

Prep Date:  3/18/2004

Run iD: ICPMS1-C_0403228
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Client IDx: Batch ID: 5274 TestNo: SW6020 Analysis Date:  3/22/2004 SeqNo: 657227
Analyte Result PQl.  SPKvalue SPK RefVal %REC Lowlimi¢ HighLimit RPD Ref Val %RPD RPDLimit Qual
Antimony ND 0.50 0 0 0 0
Arsenic ND 0.50 0 0 0 0
Barium ND 0.50 ¢ 0 0 0
Beryllium ND 0.50 [ 0 0 0
Cadmium ND 0.50 0 0 0 0
Chromium ND 0.50 0 0 0 0
Cobalt ND (.50 0 0 0 o
Copper ND 0.50 0 0 [ I i

Leag T D 050 o 0 o o
Manganese ND 0.50 0 0 0 o
Molybdenum ND 0.50 0 0 0 0
Nickel ND 0.50 0 0 0 0
Selenium ND 0.51 0 0 0 0
Silver ND 0.50 0 o 0 o
Thallium ND 0.50 0 0 0 0
Vanadium ND 0.50 ] ¢ 0 0
Qualifiers:  ND- Not Detected at the Reporting Limit § - Bpike Recovery outside accepied recovery limits

1 - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT: SRK Consulting
Work Order:  C04030185
Project: Yerington Dust Samples

ANALYTICAL QC SUMMARY REPORT

BatchID:

Date: 07-Apr-04

5274

Sample ID: MB-5274 SampType: MBLK

TestCode: ICPMS-6020-S-T  Units: my/kg-dry

Prep Date: 3/18/2004

RuniD: ICPMS1-C_040322B

Cliant {D: Batch ID: 5274 TestNo: SW6020 Analysis Date: 3/22/2004 SeqNo: 657227
Analyte Result PQL SPK value SPK Ref Val %REC Lowlimit HighLimit RPD Ref Vai %RPD  RPDLimit Qual
Zine ND 0.50 0 o ‘

0

0

Sample ID: MB-5274 SampType: MBLK

TestCode: ICPMS-6020-8-T  Units: mg/kg-dry

Prep Date: 3/18/2004

Run ID: ICPMS1-C_040322B

[N

TestNo: SW6020

PQL

SPKvalue SPK Ref val

Prep Date: 311812004

Analysis Date: 3/22/2004

%REC LowLimit HighLimit RPD Ref Val

Run {D: ICPMS1-C_0403228
SeqNo: 657228

&
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Client 1D: Batch ID: 5274 TestNo: SW6020 Analysis Date:  3/23/2004 SeqNo: 657319 &
a

Analyte Resuit PQL  SPKvalue SPK RefVal %REC LowlLimit HighLimit RPD Ref Val %RPD RPDLimit Quat -
)

Antimony ND 0.50 0 0 0 0 a
Arsenic ND 0.50 0 0 0 0 %
Barium ND 0.50 0 0 0 0 (E
Beryllium ND 0.50 0 0 0 0 a
Cadmium ND 0.50 0 0 0 0 88
Chromium ND 0.50 o 0 ¥ 0 h
Cobalt ND 0.50 0 0 0 0 B
Copper ND 0.50 0 0 0 0 E
Lead ND 0.50 0 0 0 0 2
Manganese ND 0.50 0 0 0 0 §
Molybdenum ND 0.50 0 ] 0 0 %
Nickel ND 0.50 0 1] 0 0 &
Sefenium ND 0.50 0 0 0 0 §
CSilver ND 0.50 0 0 & o T
Thallium ND 0.50 0 0 0 0 §
Vanadium ND 0.50 0 0 0 0 i-:g
Zinc ND 0.50 0 0 0 1) %
=

Y

Sample {D: LCS-5274 SampType: LCS TestCode: ICPM$-6020-8-T  Units: mg/kg-dry g‘
I

3

%RPD RPDLimit Qual

Client 1D: Batch ID: 5274
Analyte Result
Qualifiers:  ND - Not Detected at the Reporting Limit

J - Analyte detected below quantitation limits

5 - Spike Recovery outside accepted recovery limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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