S8 LOS0POD #¥DEdL

sbed

CLIENT:  SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order:  C04030185

Project: Yerington Dust Samples BatchID: 5274

Sample ID; LCS-5274 SampType: LCS TestCode: ICPMS-6020-S-T  Units: malkg-dry Prep Date:  3/18/2004 Run ID: ICPMS1-C_040322B
Client ID: Batch ID: 5274 TestNo: SW6020 Analysis Date: 3/22/2004 SeqNo: 657228

Analyte Result PQL  SPKvalue SPK RefVal %REC LowlLimit HighLimit RPD RefVal %RFD  RPDLimit Qual
Antimony 256 0.50 25 ] 102 85 115 0 0

Arsenic 244 0.86 25 0 97.6 85 115 0 i

Barium 245 1.4 25 0 978 85 115 0 0

Cadmium 249 0.50 25 0 99.5 85 115 0 0

Chromium 237 0.50 25 o 94.7 85 115 0 0

Cobalt 237 0.50 25 0 94.8 85 115 ] 0

Copper 23.8 0.60 25 0 95.2 a5 115 ¢ 0

Lead 24.5 0.50 25 0 §79 a5 15 )] 0

Manganese 235 0.50 25 0 94 85 15 0 4]

Molybdenum 25.5 0.50 25 0 102 85 115 0 0

Nickel 23.1 093 25 0 52.2 a5 115 0 0

Selenium 247 29 25 0 98.9 85 115 0 0

Sitver 9.98 .50 10 0 99.8 85 115 0 0

Thallium 243 0.50 25 0 97.3 85 115 -0 0

Vanadium 235 0.50 25 ] 938 85 115 0 0

Zinc 236 0.5 25 0.0955 94.2 85 115 i 0

Sample |1D: LCS-5274 SampType: LCS TestCode: ICPMS-6020-S-T  Units: mglkg-dry Prep Date:  3/18/2004

Run iD: ICPMS1-C_040322B

Client ID: Batch ID: 5274 TestNo: SW6020 Analysis Dale: 3/23/2004 SeqNo: 657320
“Analyte Resuft———PQL—SPKvalueSPKRef Val-———%REC —Lowbimit—Hightimit RPD Ref va— %RPD—RPDUMI ~Qual
Antimony 27.5 0.50 25 0 110 85 116 0 0
Arsenic 237 0.86 25 0 94.8 85 115 0 0
Cadmium 252 0.66 25 0 101 85 115 0 v
Chromium 26.2 0.50 25 0 105 85 115 0 0
Cobalt 26.0 0.50 25 0 104 85 115 0 0
Copper 248 0.60 25 c 99.2 85 115 0 0
Lead 277 0.50 25 0 111 85 1156 0 0

Qualifiers:  ND - Not Detected at the Reporting Limit S - Spike Recovery outside accepted recovery limits

J- Analyte detected below quantitation limits R - RPD outside accepted recovery limits

B - Analyie detected in the associated Method Rlank

A - Analyte concentration greater than three times the spike amount
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CLIENT:

SRK Consulting

Work Order: C04030185

Project:

Yerington Dust Samples

ANALYTICAL QC SUMMARY REPORT

BatchID:

Date: 07-Apr-04

5274

Sample |D: LCS-5274

SampType: LCS

TestCode: ICPMS-6020-S-T  Units: mglkg-dry

Prep Date: 3/18/2004

Run ID: iCPMS1-C_0403228
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Client 1D: Batch ID: 5274 TestNo: SW6020 Analysis Date: 312312004 SeqNo: 657320
Analyte Resuit PQL  SPKvale SPK RefVal %REC Llowktimit HighLimit RPD Ref Val %RPD RPDLmit Qual
Manganese 271 0.50 25 0 108 85 115 0 0
Molybdenum 28.0 0.50 25 0 104 85 115 0 0
Nickel 251 093 25 0 101 85 115 0 0
Selenium 223 29 25 0 89.4 85 115 0 0
Silver 15 063 10 0 115 85 115 0 0
Thallium 27.2 0.50 25 0 109 85 115 0 0
Vanadium 283 0.50 25 0 105 85 s 0 0

Zinc 254 0.50 25 0.107 101 85 115 0 0
Qualifiers:  ND - Not Detected at the Reporting Limit

J - Analyte detected below quantitation limits

5 - Spike Recovery outside accepted recovery limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT: ~ SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order: C04030185

Project: Yerington Dust Samples BatchID: HG7471-040316

Sample ID: €238-42-6 SampType: CCV TestCode: CVAA-HG-7471-8  Units: mglkg-dry Prep Date: Run ID: CVAA-C201_040316A
Client ID: Batch ID: HG7471-0403 TestNo: SW7471A Analysis Date:  3/16/2004 SeqNo: 651253

Analyte Resuit PQL SPKvalue SPK Ref val %REC LowLimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Mercury 0.45 0.050 0.5 G 90.5 80 110 a 0

Sample ID: C23847-2 SampType: ICV TestCode: CVAA-HG-7474-S  Unils: mglkg-dry Prep Date; Run ID: CYAA-C201_040318A
Client ID: Bateh ID: HG7471-0403 TestNo: SW747T1A Analysis Date: 316/2004 SeqNo: 651251

Analyte Resuft PQL  SPKvalue SPK RefVal %REC Lowlimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Mercury 0.48 0.050 0.5 0 96.1 a0 110 0 0

SIFROLFHOZYT

Qualifiers:  ND - Not Detected at the Reperting Limit 3 - Spike Recovery outside accepted recovery limits

B - Analyte detected in the associated Method Blank
J - Analyte detected befow quantitation limits R - RPD outside accepted recovery limits

A - Analyte concentration greater than threz times the spike amount
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CLIENT:

SRK Consulting

Work Order: 04030185

ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
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Project: Yerington Dust Samples BatchID: HG7471-040317

Sample [D; C238-42-6 SampType: CCV TestCode: CVAA-HG-T471-8  Units: mg/kg-dry Prep Date: Run ID: CVAA-C201_040317A
Client iD: Batch ID: HG7471-0403 TestNo: SW74T1A Analysis Date: "3/17/2004 SegNo: 652965

Analyte Result PQL  SPKvalue SPK Ref Val %REC Lowlimit HighLimit RPD RefVal %RPD RPDLimit  Qual
Mercury 0.53 0.050 0.5 ¢ 105 90 110 0 0

Sample 1D: C238-47-4 SampType: ICV TestCode: CVAA-HG-7471-S  Units: mg/kg-dry Prep Date: Run ID: CVAA-C201_040317A
Client ID: Batch iD; HG7471-0403 TestNo: SW74T1A Analysis Date:  3/17/2004 SeqNo: 652964

Analyte Result PQL  SPKvalue SPK RefVal %REC Lowlimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Mercury 0.49 0.050 05 . 0 $8.8 80 110 0 0

Qualifiers: NI - Not Detected at the Reporting Limit S - Spike Recovery outside accepted recovery limits

J - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT:  SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order: C04030185
Project: Yerington Dust Samples BatchlD:

R32580

Sample ID: 200.7/6010B ICB/CC SampType: ICB

DUS MMM e LUOD

TestCode: ICP-200.7-W-D Units: ma/L Prep Date; Run ID: ICP2-C_040317B

Client 1D: Batch ID: R32580 TestNo: E200.7 Analysis Date:  3/17/2004 SeqNo: 653156

Analyte Result PQL SPKvalue SPK RefVal %REC Lowlimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Aluminum -0.00370 0.10 0 ¢ 0 4] 0 0 0

Boren 0.00590 g.10 0 0 0 0 0 0 0

lron £.00530 0.030 0 0 0 0 0 0 ]

Calcium 0.0740 1.0 0 0 0 0 0 0 0

Magnesium 0.162 1.0 0 0 0 o 0 0 0

Potassium 0.0362 1.0 g 0 0 0 0 0 o

Sodium 0.221 1.0 o o 0 0 0 0 0

Sample ID: 200.7/6010B TM ICV SampType: ICV TestCode: iCP-200.7-W-D Units: mg/L Prep Date: Run ID: ICP2-C_040317B
Client [D: Batch iD: R32580 TestNo: E200.7 Analysis Date:  317/2004 SeqNo: 653155

Analyte Result PQL  SPKvalue SPK Ref Val %REC Lowlimit HighlLimit RPD Ref Val %RPD RPDLimit Qual
Aluminum 1.04 0.10 1 [} 104 85 105 0 o

Boron 1.02 0.10 1 0 102 95 105 0 0

Iron 0.968 0.030 1 0 96.8 95 105 0 0

Caicium 504 1.0 50 0 101 95 105 0 0

Magnesium 49.0 1.0 50 0 98 95 105 )] 0

Potassium 487 1.0 50 0 §7.5 85 106 0 [}

Sample ID: 200.7/6010B ICSA  SampType: ICSA TestCode: ICP-200.7-W-D Units: mg/L Prep Date: RunID: iICP2.C 04031788 ___ ..} .|.

| Client ID: Baich ID: R32580 TestNo: E200.7 Analysis Date:  3/17/2004 SeqNo: 653157

Analyte Result PQL  SPKvalue SPKRefVal %REC LowlLimit HighLim#t RPD RefVal %RPD RPDLimit Qual
Aluminum 498 a.10 500 0 899.6 80 120 0 0

fron 196 0.030 200 ] 579 80 120 0 o
Calcium 496 1.0 500 0 592 80 120 1] 0

Magnesium 501 1.0 500 0 100 80 120 0 0
Qualifiers:  ND - Not Detected at the Reporting Limit

J - Analyte detected below quantitation limits

§ - Spike Recovery outside accepted recovery limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT: SRK Consulting
Work Order:  C04030185
Project: Yerington Dust Samples

ANALYTICAL QC SUMMARY REPORT
BatchID:

Date: 07-Apr-04

R32580

Sample iD: 200.7/6010B ICSA
Client 1D:

SampType:

Batch ID: R32580

ICSA

TestCode: ICP-200.7-W-D

TestNo: E200.7

Units: mg/L,

Prep Date;
Analysis Date:  3/17/2004

Run ID; ICP2-C_040317B
SeqNo: 653227

Analyte Resuilt PQL SPKvalue SPKRefVal %REC LowlLimit HighLimit RPD RefVal %RPD RPDLimit Qual
Aluminum 492 0.10 500 0 98.4 80 120 0 0

Iron 194 0.030 200 0 97.1 80 120 0 0

Calcium 488 1.0 500 0 97.5 g0 120 0 o

Magnesium 507 1.0 500 0 101 80 120 0 0

Sample 1D: 200.7/6010B ISCAB  SampType: ICSAB festCode: ICP-200.7-W-D Units: mgiL Prep Date: Run ID: ICP2-C_040317B
Client iD: Balch iD: R32580 TestNe: E200.7 Analysis Date:  3/17/2004 SeqNo: 653158

Analyte Result PQL  SPKvalue SPK RefVal %REC 1LlowlLimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Aluminum 508 0.10 500 0 102 80 120 0 o

fron 200 0.030 200 0 99.9 80 120 0 o

Calcium 503 10 500 0 101 L 120 0 0

Magnesium 517 10 500 0 103 8o 120 0 0

Sample ID: 200.7/60108 ISCAB  SampType: ICSAB TesiCode: ICP-200.7-W-D Units: mgiL Prep Date: Run iD: ICP2-C_040317B
Ctient 1D: Batch ID: R32580 TestNo: E200.7 Analysis Date:  3/17/2004 SeqNo: 653228

Analyte Result PQL  SPKvalue SPK RefVal %REC LowLimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Aluminum 497 0.10 500 0 99.4 &0 120 0 0

fron B 198 0.030 200 0 98.9 80 120 0 0

Calcium 499 1.0 500 0 99.9 80 120 o 0

Magnesium 519 1.0 500 1] 104 80 120 o 0

Qualifiers:  ND - Not Detected at the Reporting Limit S - Spike Recovety outside accepted recovery limits

J - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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J - Analyte detected below quantitation limits

8 - Spike Recovery outside accepted recovery limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount

CLIENT: SR Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order:  C04030185 "
Project: Yerington Dust Samples BatchID: R32679 %%
33
Y
Sample 1D: CCV SampType: CCV TestCode: ICPMS-200.8-W-D Unifs: mg/L Prep Date: Run ID: ICPMS1-C_0403188 §3
%
Client 1D Batch ID: R32679 TesiNo: E200.8 Analysis Date: 3/18/2004 SeqNo: 654698 ag
¥
o0
Analyte Result PQL  SPKvalue SPK RefVal %REC LowLimit HighLimit RPD Ref Val %RPD RPDLimit Qual (ES? §
‘.‘
Antimony 0.0518 0.0010 0.05 0 104 85 115 0 0 &)%
Arsenic 0.0503 0.0010 0.05 0 101 85 115 0 0 S
Barium 0.0519 0.0010 0.05 0 104 85 115 0 0 Qﬁ
Beryllium 0.0541 0.0010 0.05 0 108 85 115 0 0 S8
Cadmium 0.0504 0.0010 0.05 0 101 85 115 0 0 o
Chromium 0.0506 0.0010 0.05 0 101 85 115 0 0 N @
Cobalt 0.0518 0.0010 0.05 o 104 85 115 0 0 g
Copper 0.0515 0.0010 0.05 0 103 85 15 0 0 1o
Lead 0.0498 0.0010 0.05 0 996 85 115 0 0 §, S
Manganese 0.0507 0.0010 0.05 0 101 85 115 0 0 AR
Molybdenum 0.0493 0.0010 0.05 0 98.6 85 115 0 0 aZ
Nicket 0.0512 0.0010 0.05 0 102 85 115 0 0 °F
Selenium 0.0523 0.0010 0.05 0 105 85 115 0 0 g3
Silver 0.0193 0.0010 0.02 0 96.7 85 115 0 0 BR
Thallium 0.0514 0.0010 0.05 0 103 85 15 0 0 B3
Vanagium 0.0507 0.0010 0.05 0 101 85 115 0 0 ‘§ N
Zinc 0.0508 0.0010 0.05 0 102 85 11§ 0 0 g Q
g
. o
Sample ID: CCV SampType: CCV TestCode: ICPMS-200.8-W-D  Units: mg/L Ptep Date: Run ID: ICPMS1-C_040218B 'g %
Client 1D: Batch ID: R32679 TestNo: E200.8 Analysis Date:  3/18/2004 Seqo: 654707 3 §
.. e =2 .
Anaiyte Result PQL  SPKvalue SPK RefVal %REC LowLimit HighLimit RPD Ref Val %RPD RPDLimit Qual % &
3 LY,
Antimony 00516 00010 005 0 103 B 115 0 0 &s
Arsenic 0.0504 0.0010 0.05 0 101 85 115 0 0 3
Barium 0.0524 0.0010 0.05 0 106 85 115 0 0 N §
Cadmium 0.0488 0.0010 0.05 0 97.6 85 115 0 0 3 g
Chromium 0.0494 0.0010 0.05 0 98.9 85 115 0 0 "
Cobalt 0.0514 0.0010 0.05 0 103 85 115 0 0
Qualifiers:  ND - Not Detected at the Reporting Limit
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CLIENT: ~ SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order: C04030185 S
. . =)
Project: Yerington Dust Samples BatchID: R32679 §%
3
b 1]
9
Sample ID: CCV SampType: CCV TestCode: ICPMS-200.8-W-D Units: mg/L Prep Date: Run iD: ICPMS1-C_0403188 § :
Client 1D: Batch ID: R32679 TestNo: E200.8 ‘ Analysis Date: 3/18/2004 SeqNo: 654707 @ 3
50
Analyte Result PQL  SPKvaiue S$PK RefVal %REC LowLimit HighLimit RPD RefVal %RPD RPDLimit  Qual ‘gg 2
ﬂ
Copper 0.0492 0.0010 0.05 0 98.5 85 115 0 0 B
Lead 0.0488 0.0010 0.05 0 975 85 115 0 0 §§
Manganese 0.0496 0.0010 0.05 0 99.1 85 115 0 0 8
Molybdenum 0.0478 0.0010 0.05 0 95.7 85 15 0 0 R E
Nickel 0.0488 0.0010 0.05 0 97.6 85 15 0 0 & 5
Selenium 0.0512 0.0010 0.05 0 103 85 115 0 0 &
Siver 00182 0.0010 0.02 0 o1 85 115 0 0 X
Thallium 0.0502 0.0010 0.05 0 100 85 115 0 0 ‘%*‘ Y
Vanadium 0.0495 0.0010 0.05 0 99 85 115 0 0 Q%’
Zinc 0.0493 0.0010 0.05 0 98.6 85 115 0 0 N
. S
Sample 1D: ICV SampType: ICV TestCode: ICPMS-200.8-W-D Units: mg/L Prep Date: RuniD: ICPMS1-C_0403188 @ g
]
Client 1D: Batch ID: R32679 TesiNo: E200.8 Analysis Date:  3/18/2004 SeqNo; 654679 &g
TR
Analyte Result PQL  SPKvalue SPK RefVal %REC LowLimit HighLimit RPD Ref Val %RPD RPDLimit Qual %%
T
Antimony 0.0507 0.0010 0.05 0 101 90 110 0 0 § X
Arsenic 0.0498 0.0010 0.05 0 99.6 90 110 0 0 Ei
Barium 0.0515 0.0010 0.05 0 103 90 110 0 0 S
Beryllium 0.0491 0.0010 0.05 0 98.2 %0 110 0 0 K
. Cadmiunm... ... 0.0499 0.0010 D05 0 907 90 110 0 o - 8
Chromium 0.0507 0.0010 0.05 0 101 90 110 0 0 § c
Cobalt 0.0510 0.0010 0.05 0 102 90 110 0 0 g%
Copper 0.0507 0.0010 0.05 0 101 80 110 0 0 S 8
Lead 0.0499 0.0010 0.05 0 99.8 90 110 0 0 33
Manganese 0.0506 0.0010 0.05 0 101 90 110 ¢ 0 g g
Molybdenum 0.0506 0.0010 0.05 0 101 a0 110 0 0 3
Nickel 0.0498 0.0010 0.05 0 99.5 90 110 0 0 )
Selenium 0.255 0.0010 0.25 0 102 90 110 0 0
Qualifiers: NI - Not Detected at the Reporting Limit S - Spike Recovery ontside accepted recovery limits B - Analyte detected in the associated Method Blank
1 - Analyte detected below quantitation limits R - RPD outside accepted recovery limits

A - Analyte concentration greater than three times the spike amount
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CLIENT: ~ SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order:  C04030185 _
Project: Yerington Dust Samples BatchID: R32679

Sample ID: ICV SampType: ICV TestCode: ICPMS-200.8-W-D  Units: mg/L Prep Date: Run 1D: ICPMS1-C_0403188
Client ID: Batch ID: R32679 TestNo: E200.8 Analysis Dafe: 3/18/2004 SeqNo: 654679

Analyte Result POL SPKvalue S$PK RefVal %REC LowlLimit HighLimit RPD Ref val %RPD  RPDLImit Qual
Silver 0.0547 0.0010 0.05 0 109 90 110 ] 0

Thallium 0.0504 0.0010 0.05 0 101 S0 110 0 0

Vanadium 0.0508 0.0010 0.05 0 101 90 110 0 0

Zine 0.0495 0.0010 0.05 0 99 90 110 0 0

Sample |D: CCV SampType: ICV TestCode: ICPMS-200.8-W-D  Units: mgiL Prep Date: Run ID: ICPMS1-C_040318B
Client ID: Batch ID: R3267¢9 TestNo: E200.8 Analysis Date: 3/18/2004 SeqNo: 654588

Analyte Result PQL  SPKvalue SPK RefVal %REC LowLimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Antimony 0.0506 0.0010 0.05 0 101 80 110 ¢ 0

Arsenic 0.0511 0.0010 0.05 0 102 20 110 0 0

Barium 0.0517 0.0010 0.05 0 103 80 10 0 0

Beryllium 0.0486 0.0010 0.05 0 973 80 110 a 0

Cadmium 0.0502 0.0010 0.05 0 100 90 110 0 0

Chromium 0.0506 0.0010 0.05 0 101 80 110 0 0

Cobalt 0.0513 0.0010 0.05 0 103 a0 110 0 M)

Copper 0.0507 0.0010 0.05 0 101 80 110 0 0

Lead 0.0450 0.0010 0.05 0 98 80 110 0 0

Manganese 0.0502 0.0010 0.05 0 100 g0 110 0 0

Molybdenum.. ... . 0.0486 0.0010 0.05 0 974 80 . -440-- o o

Nickel 0.0494 0.6010 0.05 0 98.9 20 110 0 0

Selenium 0.261 0.0010 0.25 0 104 90 110 0 0

Silver 0.0518 0.0010 0.05 0 104 90 110 0 0

Thallium 0.0506 0.0010 0.05 0 101 90 110 0 0

Vanadium 0.0505 0.0010 0.05 0 101 90 110 0 0

Zinc 0.0494 0.0010 0.05 0 98.9 Q0 110 0 0

Qualifiers:  ND - Not Detecied at the Reporting Limit

J - Analyte detected below quantitation limits

S - Spike Recovery outside accepted recovery limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT:  SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order:  C04030185

Project: Yerington Dust Samples BatchID: R32679

Sample ID: GCV SampType: ICV TestCode: ICPMS-200.8-W-D Units: mgiL Prep Date: Run ID: ICPMS1-C_040318B
Client iD: Batch ID: R32679 TestNo: E200.8 Analysis Date:  3/18/2004 SeqNo: 654693

Analyte Result PQL  SPKvalue SPK RefVal %REC LowLimit HighLimit RPD RefVal %RPD RPDLimit Qual
Arsenic 0.0507 0.0010 0.05 0 101 20 110 0 0

Barium 0.0517 0.0010 0.05 0 103 90 110 0 0

Beryllium 0.0508 0.0010 0.05 0 102 90 110 0 0

Cadmium 0.0496 0.0010 0.05 0 89.1 a0 110 0 0

Chromium 0.0508 0.0010 0.05 0 102 90 110 0 0

Cobalt 0.0516 0.0010 0.05 0 103 90 110 0 0

Copper 0.0501 0.0010 0.05 0 100 20 110 ] 0

Lead 0.0491 0.0010 0.05 0 88.2 20 110 0 0

Manganese 0.0505 0.0010 0.05 0 101 80 110 0 0

Molybdenum 0.0491 £.0010 0.05 0 98.1 20 110 0 0

Nicke! 0.0508 0.0010 0.05 0 101 80 110 0 ]

Selenium 0.260 0.0010 0.25 0 104 90 110 0 o

Silver 0.0525 0.0010 0.05 0 105 80 110 0 0

Thallium 0.0504 0.0010 0.05 0 ™ 80 110 0 0

Vanadium 0.0502 0.0010 0.05 0 101 a0 110 0 0

Zing 0.0493 0.0010 0.05 0 98.6 90 110 0 0

Sample ID; ICV SampType: ICV TestCode: ICPMS-200.8-W-D Units: mgit Prep Date; Run ID: ICPMS1-C_0403188
Client 1D: Batch ID: R32679 TestNo: E200.8 Analysis Date: 3M8/2004 SeqNo: 654742

Analyte ... .. Result————PQEt—-SPKvalue—SPK-Ref Val HREC™ LowLimit  HighLim ~RPD Ref Vai %RPD  RPDLimit Qual
Antimony 0.0508 0.0010 0.05 0 102 90 110 0 0
Arsenic 0.0499 0.0010 0.05 V] 99.8 80 110 0 0

Barium 0.05086 0.0010 0.05 ] 101 90 110 0 0

Beryllium 0.0503 0.0010 0.05 0 101 0 110 ¢ 0
Cadmium 0.0499 0.0010 0.05 0 93.9 90 110 0 0
Chromium 0.0502 0.0010 0.05 0 100 90 10 0 0
Cobalt 0.0499 0.0010 0.05 0 99.8 0 110 0 a

Qualifiers:  ND - Not Detected at the Reporting Limit

J - Analyte detected below quantitation limits

8 - Spike Recovery outside accepted recovery limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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J- Analyte detected below guantitation limits

S - Spike Recovery outside accepted recovery limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

CLIENT:  SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order: C04030185
Project: Yerington Dust Samples BatchID: R32679

Sample ID; ICV SampType: ICV TestCode: ICPMS-200.8-W-D Units: mgil. Prep Date: Run ID: ICPMS1-C_0403188
Client tD: Batch 1D: R32679 TestNo: E200.8 Analysis Date;  3/18/2004 SegNo: 854742

Analyte Result PQL SPK vaiue SPK Ref Val %REC  LowLimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Copper 0.0504 0.0010 0.05 0 101 80 110 0 0

Lead 0.0495 0.0010 0.05 0 98.9 S0 110 0 0

Manganese 0.0496 0.0010 0.05 0 99.2 50 110 0 0

Molybdenum 0.0489 00010 0.05 0 97.8 S0 10 0 0

Nickel 0.0509 0.0010 0.05 0 102 90 110 0 0

Selenium 0250 0.0010 0.25 0 100 90 110 0 0

Silver 0.0538 0.0010 0.05 0 108 90 110 0 0

Thallium 0.0495 0.0010 0.05 0 99 90 110 0 1]

Vanadium 0.0498 0.0010 0.05 0 98.5 90 110 0 0

Zing 0.0509 0.0010 0.05 0 102 20 110 0 0

Sample 1D: ICV SampType: ICV TestCode: ICPMS-200.8-W-D  Units: mg/L Prep Date: Run [D: ICPMS1-C_040318B
Client ID: Batch ID: R3267¢9 TestNo: E200.8 Analysis Date:  3/19/2004 SeqNo: 654822

Analyte Result PQL SPK value SPK Ref Val %REC LowlLimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Antimony 0.0493 0.0010 0.05 0 98.5 90 110 0 0

Arsenic 0.0506 0.0010 0.05 0 101 90 110 0 0

Barium 0.0497 0.0010 0.05 0 994 90 110 0 0

Beryllium 0.0503 0.0010 0.05 0 101 2 110 0 0

Cadmium 0.0495 0.0010 0.05 0 99.1 90 10 0 0

Chromium 0.0503 0.0010 0.05 0 101 a0 110 0 0

Cobait 00504 0.0010 0.05 Q 101 90 110 0 V]

Copper 0.0499 0.0010 0.05 0 99.8 90 110 o v

Lead 0.0498 0.0010 0.05 0 99.5 o0 110 0 0

Manganese 0.0504 0.0010 0.05 0 101 80 110 0 0

Molybdenum 0.0515 0.0010 0.05 0 103 20 110 0 0
Nickel 0.0505 0.0010 0.05 0 101 a0 110 0 0
Selenium 0.257 0.0010 0.25 0 103 90 110 0 v}
Qualifiers:  ND - Not Detected at the Reporting Limit

A - Analyte concentration greater than three times the spike amount
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CLIENT: SRK Consulting

ANALYTICAL QC SUMMARY RE Date: 07-4pr-04
Work Order:  C04030185 Q SUM RY PORT i
Project: Yerington Dust Samples BatchID: R32679
Sampie ID: ICV SampType: ICV TestCode: ICPMS-200.8-W-D Units: mgiL Prep Date: Run ID: ICPMS1-C_040318B
Ciient ID: Batch ID: R32679 TestNo: £200.8 Analysis Date:  3/19/2004 SeqNo: 654822
Analyte Resulf PQL SPKvalue SPK Ref Val %REC Lowlimit HighLimit RPD RefVal %RPD RPDLimit Qual
Silver 0.0550 0.0010 0.05 0 110 90 110 0 0
Thaliium 0.0497 0.0010 0.05 0 99.4 90 110 0 0
Vanadium 0.0503 0.0010 0.05 0 101 S0 110 0 0
Zinc _ 0.0486 0.0010 0.05 0 §7.2 50 110 0 0

‘qeiAbreie Mmm WO GEIfbIeus @)180580 :
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Qualifiers:  ND - Not Detected at the Reporting Limit
I - Analyte detected below quantitation limits

5 - Spike Recovery outside accepled recovery limits B - Analyte detected in the associated Method Blank

R - RPD outside accepted recovery limits A - Analyte concentration greater than three times the spike amount
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CLIENT:

SRK Consulting

Work Order: C04030185

ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04

Project: Yerington Dust Samples BatchID: R32756

Sample 1D: 200.7/6010B ICBICC  SampType: ICB TesiCode: ICP-200.7-W-D Units: mglL Prep Date: RuniD: ICP2-C_D40322A
Client ID: Batch iD: R32756 TestNo: E200.7 Analysis Date:  3/22/2004 SeqNo: 656402

Analyte Result PQL  SPKvalue SPKRefVal %REC LowLimit HighLimit RPD RefVal %RPD RPDLimit Qual
Aluminum -0.00410 .10 0 0 0 0 ¢ 4] 0

Boron 0.00530 0.10 0 0 0 0 o 0 0

Iron 0.00380 0.030 0 0 0 0 0 0 ¢

Calcium 0.0788 1.0 0 0 o 0 0 0 0

Magnesium 0.166 1.0 0 o o 0 0 0 0

Potassium 0.0655 1.0 0 0 0 0 0 0 0

Sedium 0.261 1.0 0 0 0 0 0 0 0

Sample 1D: 200.7/60108B TM ICV  SampType: ICV TestCode: ICP-200.7-W-D Units: mg/L Prep Date: Run iD: ICP2-C_040322A

SFTIHOINHOT T
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Client ID: Batch ID: R32756 TestNo: E200.7 Analysis Date: 3/22/2004 SeqNo: 656401

Analyte Result PQL  SPKvalue SPK RefVal %REC LowLimit HighLimit RPD Ref Val %RPD RPDLimit Qual

Aluminum 1.03 0.10 1 0 103 95 105 0 0

Boron 1.01 0.10 1 0 101 85 105 o 0

Iron 1.05 0.030 1 0 105 95 105 0 0

Calcium 50.6 1.0 50 0 101 95 105 0 0 X

Magnesium 492 1.0 50 0 98.4 95 105 0 0 9

Potassium 497 1.0 50 0 99.3 95 105 0 0 §

Sodium 47.9 1.0 50 0 959 95 105 4] 0 kg

Sample ID: 200.7/6010B ICSA  SampType: ICSA TesiCode: ICP-200.7-W-D Units: mg/L Prep Date: Run ID: ICP2-C_040322A *
©

Client ID: Balch ID: R32756 TestNo: E200.7 Analysis Date:  3/22/2004 SeqNo: 656403 %
o

Analyte Resuit PQL  SPKvalue SPK RefVal %REC  LowlLimit HighLimit RPD Ref Val %RPD RPDLimit Qual %
3

Aluminum 480 0.10 500 0 98.1 80 120 0 0 R

Iron 194 0.030 200 0 9.8 80 120 0 0 %

Calcium 438 1.0 500 0o 995 80 120 0 0

Magnesium 504 1.0 500 0 101t 80 120 0 0

Qualifiers:  ND - Not Detected at the Reporting Limit § - Spike Recovery outside accepted recovery limits B - Analyte detecied in the associated Method Blank

1 - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits A - Analyte concentration greater than three times the spike amount
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CLIENT: SRK. Consulting
Work Order:  CO04030185
Project: Yerington Dust Samples

ANALYTICAL QC SUMMARY REPORT
BatchID:

Date: 07-Apr-04

R32756

Sample ID: 200.7/60108 ICSA
Client ID:

SampType: ICSA
Batch ID: R32756

TestCode: ICP-200.7-W-D
TestNo: E200.7

Units: mg/L Prep Date:

Analysis Dater  3/22/2004

Run iD: ICP2-C_040322A

SeqNo: 656483

Analyte Result PQL SPK value SPK RefVal %REC LowLimii Hightimit RPD Ref Val %RPD RPDLimit Qual
Aluminum 482 0.10 500 0 96.5 80 120 o 0

Iror: 190 0.030 200 0 95 80 120 4] 0

Caicium 485 1.0 500 0 977 80 120 0 0

Magnesium 502 10 500 (] 100 80 120 0 0

Sample ID: 200.7/6010B ISCAB  SampType: ICSAB TestCode: ICP-200.7-W-D Units: mg/t Prep Date: Run ID: ICP2-C_040322A

Client ID:

Batch [D: R3I2756

TestNo: £200.7 Analysis Date:  3/22/2004

Seqho: 656404

Analyte - Result PQL  SPKvalue SPKRefVal %REC LowLimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Aluminum 508 0.10 500 0 102 80 120 0 0

Iron 201 0.030 200 "o 100 80 120 0 0

Calcium 515 1.0 500 o 103 80 120 0 0

Magnesium 525 1.0 500 0 105 80 120 0 0

Sample 1D: 200.7/6010B ISCAB  SampType: ICSAB TestCode: ICP-200.7-W-D Units: mglL Prep Date: Run ID; ICP2-C_040322A

Client 1D:

Batch ID; R32756

TestNo: E200.7

*5312:/01 2O 7
LBFENE]
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J - Analyte detected below quantitation limits

§ - Spike Recovery outside accepted recovery limits
R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Biank

y]
g
g
Sy
Analysis Date: - 3/22/2004 SeqNo: 656484 3
o
5
Analyte Result PQL  SPKvalue SPKRefVal %REC LowLimit HighLimit RPD Ref Val %RPD RPDLimit Qual (3
%)
Alumyinum 494 0.10 500 0 98.8 80 120 0 0 3
. imn P — 195_.__.__ ...._..._._6:030__ [ ZGG ﬁ __9?:6_ [ _Bﬂ__ S ._1.20_..__. R G 0 %
Calcium 502 1.0 500 0 100 80 120 0 0 3
Magnesium 517 1.0 500 0 103 80 120 0 0 3
g
3
3
Q
Q9
3
Qualifiers:  ND - Not Detected at the Reporting Limit

A - Analyte concentration greater than three times the spike amount
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J - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

CLIENT:  SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04

Work Order:  C04030185

Project: Yerington Dust Samples BatchID: R32803

Sample ID: CCB SampType: CCB TestCode: ICPMS-200.8-W-D  Units: mgiL Prep Date: Run ID: ICPMS1-C_040322B

Client ID: Batch ID: R32803 TestNo: E200.8 Analysis Date: 3/22/2004 SeqNo: 657222

Analyte Result PQL  SPKvalue SPKRefVal %REC LowLimit HighLimit RPD RefVal %RPD RPDLimMit Qual

Antimony 0.0000100 0.0010 Y 0 a 0

Arsenic 0.000140 0.0010 0 0 0 0

Barium 0.0000300 0.0010 0 0 0 0

Beryllium ND 0.00t0 H 0 0 I}

Cadmium 0.0000100 0.0010 H 0 0 W}

Chromium 0.000200 0.0010 0 0 0 0

Cobalt ND 0.0010 [+ 0 0 0

Copper 0.000130 0.0010 0 0 0 0

Lead ND 0.0010 0 0 0 v}

Manganese 0.0000100 0.0010 0 0 0 o

Molybdenum 0.000130 0.0010 0 0 0 0

Nickel ND 0.0010 0 0 0 0

Selenium 0.000240 0.0010 0 0 0 0

Silver 0.0000500 0.0010 ] 0 0 0

Thallium ND 0.0010 0 0 0 0

Vanadium 0.0000300 0.0010 0 0 0 0

Zing -0.000190 0.0010 0 ] 0 0

Sample ID: CCB SampType: CCB TestCode: ICPMS-200.8-W-D  Units: mg/L Prep Date: Run iD: ICPMS1-C_0403228
| Clenti>: ___Batch ID: R32803 TestNo: E200.8 Analysis Date: 3/22/2004 SeqNn; 657231

Analyte Result PQL SPKvalue SPK RefVal %REC LowLimit HighLimit RPD Ref Vai %RPD RPDLImit Qual

Antimony 0.0000200 0.0010 ] 0 0 i}

Arsenic 0.000370 0.0010 1] 0 0 G

Barium 0.0000300 0.0010 0 0 0 0

Beryllium 0.0000100 0.0010 0 0 0 0

Cadmium 0.000160 0.0010 0 0 0 0

Chromium 0.000260 0.0010 0 0 0 o

Qualifiers:  ND - Not Detected at the Reporting Limit § - Spike Recovery outside accepted recovery limits

A - Analyte concentration greater than three times the spike amount
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: SRK Consultin,

CLIENT & ANALYTICAL QC SUMMARY REPORT

Work Order: C04030185
Project: Yerington Dust Samples BatchID: R32803

Sample ID: CCB SampType: CCB TestCode: ICPMS-200.8-W-D Units: mg/L Prep Date: Rurn ID: ICPMS1-C_040322B
Client ID: Batch ID: R32803 TestNo: £200.8 Analysis Date:  3/22/2004 SegNo: 657231

Analyte Result PQL  SPKvalue SPK RefVal %REC LowlLimit HighLimit RPD RefVal %RPD RPDLimit Qual
Cobalt ND 0.0010 0 0 0 0

Copper 0.0000900 0.0010 0 0 0 0

Lead ND 6.0010 0 0 0 o

Manganese 0.0000800 0.0010 0 0 0 0

Molybdenum 0.000170 0.06010 0 0 0 0

Nickel ND 0.0010 0 0 i} 0

Selenium 0.000470 0.0010 0 0 4] 1]

Silver 0.0000200 0.0010 o 0 0 0

Thallium ‘ND 0.0010 0 0 o 0

Vanadium 0.0000200 0.0010 0 0 o 0

Zing -0.000130 0.0010 0 0 0 0

Samgple ID: CCB SampType: CCB TestCode: ICPMS-200.8-W-D Units: mgiL Prep Date: Run ID: ICPMS1-C_0403228
Client 1D: Batch ID; R32303 TestNo: E200.8 Anzlysis Date:  3/22/2004 SeqNo: 657240

Analyle Resuit PQL  SPKvalue SPX Ref Val %REC tLowlimit HighLimit RPD RefVal %RPD RPDLimit Qual
Antimony 0.0000200 0.0010 0 ) 0 0

Arsenic 0.000310 0.0010 0 0 0 0

Barium 0.0000300 0.0010 0 0 0 0

Beryliurg- - - oo ND 0.0010 9 0 S -

Cadmium 0.0000800 0.0010 ¢ 0 0 0

Chromium 0.000100 0.,0010 ¢ 0 0 0

Cobalt ND 0.0010 0 0 0 0

Copper 0.000110 0.0010 0 ] 0 0

Lead 0.0000100 0.0010 0 0 0 0

Manganese 0.0000800 0.0010 0 0 0 0

Molybdenum 0.000130 0.0010 0 0 0 0

Nickel -0.0000100 0.0010 0 0 1} 0

Qualifiers:  ND - Not Detected at the Reporting Limit 5 - Spike Recovery outside accepted recovery limits

J - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT:

SRK Consulting

Work Order: C04030185

ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
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Project: Yerington Dust Samples BatchID: R32803

Sample ID; CCB SampType: CCB TestCode: ICPMS-200.8-W-D Units: mgiL Prep Date; Run ID: ICPMS1-C_0403228
Client 1D: Batch ID: R32803 TestNo: E200.8 Analysis Date:  3/22/12004 SeqNo: 657240

Analyte Result PQL SPKvalue SPKRefval %REC LowlLimit HighLimit RPD RefVal %RPD RPDLimit Qual
Selenium 0.00108 0.0010 0 0 0 0

Silver 0.00001C0 0.0010 0 0 0 0

Thailium ND 0.0010 0 0 0 0

Vanadium 0.0000100 0.0010 0 0 0 0

Zing -0.000150 0.0010 0 0 0 0

Sample {D: CCB SampType: CCB TesiCode: ICPMS-200.8-W-0 Units: mgi/L Prep Date: Run ID: ICPMS1.C_0403228
Client ID: Batch ID; R32803 TestNo: E200.8 Analysis Date:  3/23/2004 SeqNo: 657317

Analyte Result PQL  SPKvalue SPK RefVal %REC Lowlimit HighLimit RPD RefVal %RPD RPDLimit Qual
Antimony -0.0000200 0.0010 0 0 0 0

Arsenic -0.000360 0.0010 0 0 0 0

Barium 0.0000560 0.0010 0 0 0 0

Berylium ND 0.0010 0 0 0 0

Cadmium -0.0000200 0.0010 0 0 0 0

Chromium 0.0000400 0.0010 0 0 0 0

Cobalt 0.0000100 0.0010 0 o 0 0

Copper 0.0000100 0.0010 0 ¢ 0 0

Lead 0.0000100 0.0010 0 0 0 0

‘Manganese - meemme e o O 000400 -————8:0040 ¢ - & 0 0

Molybdenum -0.000120 0.0010 0 g 0 0

Nickel -0.0000200 0.0010 0 0 0 0

Selenium -0.00110 0.0010 0 o 0 0

Silver -0.000120 0.0010 0 o 0 0

Thallium 0.000010C0 0.0010 0 0 0 0

Vanadium -0.0000200 0.0010 0 0 0 0

Zing ND 0.0010 0 0 0 0

Qualifiers:  ND - Not Detected at the Reporting Limit § - Spike Recovery outside accepted recovery limits B - Analyte detected in the associated Method Blank

J - Analyte detected below quantitation limits

R - RFD ouiside accepted recovery limits

A - Analyte concentration greater than three times the spike amount
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CLIENT: SRK Consulting
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ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04

Work Order: C04030185
Project: Yerington Dust Samples BatckID: R32803
Sample ID: CCB SampType: CCB TestCode: ICPMS-200.8-W-D Units: mg/L Prep Date: Run ID: ICPMS1-C_0403228B
Client ID: Batch ID: R32803 TestNo: E200.8 Analysis Date:  3/23/2004 SeqNo: 657323
Analyte Result PQL  SPKvalue SPKRef Val %REC LowlLimit HighLimif RPD Ref Val %RPD RPDLimit Qual
Antimony -0.0000300 0.0010 0 0 0 0
Arsenic -0.000670 0.0010 0 ] 0 0
Barium -0.0000100 0.0010 0 0 0 0
Beryliium ND 0.0010 0 0 ] 0
Cadmium -0.0000400 0.0010 0 0 0 0
Chromium 0.000100 0.0010 0 0 o 0
Cobatt 0.0000100 0.0010 0 0 0 0
Copper 0.0000300 0.0010 0 0 0 0
Lead 0.0000100 0.0010 0 0 0 0
Manganese -0.0000300 0.0010 0 0 0 o
Molybdenum -0.000220 0.0010 0 0 0 o
Nickel -0.0000400 0.0010 0 0 0 0
Selenium -0.00111 0.0010 0 0 0 0
Silver -0.000280 0.0010 0 0 0 0
Thailium ND 0.0010 0 0 0 o
Vanadium 0.0000300 0.0010 0 0 0 o
Zinc 0.0000700 0.0010 0 0 0 0
Sample ID: CCV SampType: CCV TestCode: ICPMS-200.8-W-D  Units: mgiL Prep Date: Run ID; ICPMS1-C_040322B
ClientiD: Batch ID: R32803 TestNo: E200.8 Analysis Date: 31222004 SeqNo. 657213
Analyte Result PQL  SPKvaiue SPK RefVai %REC Lowlimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Antimony 0.0504 0.0010 0.05 0 101 90 110 0 0
Arsenic 0.0508 0.0010 0.05 0 102 90 110 o 0
Barium 0.0513 0.0010 0.05 0 103 S0 110 0 0
Beryllium 0.0500 0.0010 0.05 0 100 80 110 0 0
Cadmium 0.0509 0.0010 0.05 0 102 80 110 0 o
Chromium 0.0504 0.0010 0.05 1] 101 20 110 0 0
Qualifiers: ND - Not Detected at the Reporting Limit S - Spike Recovery outside accepted recovery limits B - Analyte detected in the associated Method Blank

J - Analyte detected below quantitation limits R - RPD outside accepted recovery limits A - Analyte concentration greater than three times the spike amount
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CLENT:  SRK Causulting ANALYTICAL QC SUMMARY
REPORT Date: 07-Apr-04
Work Order: C04030185 Q 0
Project: Yerington Dust Samples BatchID: R32803 g
' 3
Sample ID: GCV SampType: CCV TestCode: ICPMS-200.8-W-D  Units: mgiL Prep Date: Run 1D: ICPMS1-C_040322B %
Client ID: Batch ID: R32803 TestNo: E200.8 Analysis Date: 3/22/2004 SeqNo: 657213 §
K
Analyte Result PQL  SPKvalue SPX RefVal %REC Lowkimit HighLimit RPD Ref Val %RPD  RPDLimit Qual a
Sl
)
Cobalt 0.0500 0.0010 0.05 0 100 90 110 ¢ 0 .
Copper 0.0519 0.0010 0.05 0 104 90 110 0 0 8
Lead 0.0502 0.0010 0.05 0 100 S0 110 0 0 g
Manganese . 0.0504 0.0010 0.05 0 101 80 110 0 0 g
Molybdenum 0.0507 0.0010 0.05 0 101 90 110 0 0 %
Nickel 0.0510 0.0010 0.05 0 102 80 110 0 0 .
Selenium 0.0501 0.0010 0.05 0 100 80 110 0 0 2
Silver 0.0199 0.0010 0.02 0 996 90 110 0 0 ::
Thallium 0.0502 0.0010 0.05 0 100 90 110 0 0 §
Vanadium 0.0506 0.0010 0.05 0 101 90 110 0 0 ®
Zinc 0.0518 0.0010 0.05 0 104 90 110 0 0 S
@
]
Sample ID: CCV SampType: CCV TestCode: ICPMS-200.8-W-D Units: mg/L Prep Date: Run ID: ICPMS1-C_040322B -
~ o
Client iD: Batch ID: R32803 TestNo: E200.8 Analysis Date:  3/22/2004 SeqNo: 657223 %
o
Analyte Result PQL  SPKvalue SPK RefVal %REC LowLimit HighLimit RPD Ref Val %RPD RPDLimit Quat @
3
Antimony 0.0514 0.0010 0.05 0 103 - 90 110 0 0 %
Arsenic 0.0512 0.0010 0.05 0 102 90 110 ] 0 Eﬁ
Barium 0.0516 0.0010 0.05 0 103 90 110 0 0 ;‘8
C Benyllum o ......00458 0.0010 .. bos L O °.. 1. .80 110 0 0 S
Cadmium 0.0506 0.0010 0.05 0 10 90 110 0 0 §
Chromium 0.0503 0.0010 0.05 0 101 90 110 o ] N
Cobalt 0.0489 0.0010 0.05 0 99.3 90 110 o ] 3
Copper 0.0497 0.0010 0.05 0 99.3 90 110 0 0 %
Lead 0.0508 0.0010 0.0 0 102 80 110 o 0 S
Manganese 0.0496 0.0010 0.05 0 99.1 90 110 o 0 g
Molybdenum 0.0511 0.0010 0.05 0 102 20 110 0 0
Nickel 0.0497 0.001¢ 0.05 0 99.3 S0 110 0 0
Qualifiers:  ND - Not Detected at the Reporting Limit S - Spike Recovery outside accepted recovery limits B - Analyte detected in the associated Method Blank
I - Analyte detected below quantitation limits R - RPD cutside accepted recovery limits A - Analyte concentration greater than three times the spike amount
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] - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount

CLIENT: SR Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order: C04030185
Project: Yerington Dust Samples BatchID: R32803

Sample iD: CCV SampType: CCV TestCode: ICPMS-200.8-W-D Units: mgiL Prep Date: Run ID: ICPMS1-C_0403228
Client {D: Batch ID: R32803 TesiNo: £200.8 Analysis Date:  3/22/2004 SeqNo: 657223

Analyte Result PQL  SPKvalue SPKRefVal %REC LowLimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Selenium 0.0511 0.0010 0.05 0 102 80 110 0 0

Silver 0.0199 0.0010 0.02 0 98.7 S0 110 0 0

Thallium 0.0505 0.0010 0.05 0 101 90 110 0 0

Vanadium 0.0504 0.0010 0.05 0 101 a0 110 0 o]

Zinc 0.0502 0.0010 0.05 0 100 80 110 0 0

Sample {D: CCV SampType: CCV TestCode: ICPMS-200.8-W-D Units: mg/L Prep Date: Run ID: IGPMS1-C_040322B
Client ID: Batch iD: R32803 TestNo: E200.8 Analysis Date:  3/22/2004 SeqNo: 657232

Analyte Result POL SPKvalue SPK RefVal %REC  LowlLimit HighLimit RPD Ref Val %RPD  RPDLimit Qual
Antimeny 0.0508 0.0010 0.05 0 102 90 110 0 0

Arsenic 0.0515 0.0010 0.05 0 103 90 110 i 0

Barium 0.0511 0.0010 0.05 0 102 90 110 ¥ 0

Beryllium 0.0436 0.0010 0.05 0 87.2 90 110 0 0 s
Cadmium 0.0509 0.0010 0.05 0 102 80 110 0 0

Chromium 0.0463 0.0010 0.05 0 93.6 90 110 0 0

Cobalt 0.0488 0.0010 0.05 0 97.5 90 110 0 0

Copper 0.0496 0.0010 0.05 4] 99.1 90 110 0 0

Lead 0.0508 0.0010 0.05 0 102 90 110 0 0

. Mal‘lganese e et mememmim b e e s eain e v @ e . S marns 1 = i mrre 1 et e ..&64&_.__........ _.._&aﬁﬁ._._ S — _.._6:65_..__.._. e e s ._.a_ e - _.96.:9 90_._.. ‘l _-iG U U

Molybdenum 0.0510 0.0010 0.05 0 102 80 110 ] 0

Nickel 0.0478 0.0010 0.05 0 95.7 $0 110 0 0

Selenium 0.0512 0.0010 0.05 0 102 90 110 0 0

Silver 0.0198 0.0010 0.02 0 992 90 110 0 0

Thatlium 0.0505 0.0010 0.05 0 101 90 110 0 0

Vanadium 0.0492 0.0010 0.05 0 98.3 90 110 0 0

Zing 0.0497 0.0010 0.05 0 99.4 a0 110 0 0

Qualifiers:  ND - Not Detected at the Reporting Limit § - Spike Recovery outside accepted recovery limits
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CLIENT:  SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order:  C04030185
Project: Yerington Dust Samples BatchID: R32803

Semple ID: CCV SampType: CCV TestCode: ICPMS-200.8-W-D Units: mg/L Prep Date: Run iD: ICPMS1-C_040322B
Client iD: Baich 1D: R32803 TestNo: E200.8 Analysis Date:  3/23/2004 SeqNo: 657311

Analyte Result PQL  SPKvalue SPK RefVal %REC  LowLimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Antimony 0.0489 0.0010 0.05 0 97.9 90 110 0 0

Arsenic 0.0500 0.0010 0.05 0 100 90 110 o 0

Barium 0.0501 0.0010 0.05 0 100 90 110 0 0

Beryllium 0.0465 0.0010 0.05 0 92.9 90 110 0 0

Cadmium 0.0496 0.0010 0.05 1] 99.2 S0 110 0 0

Chromium 0.0500 0.0010 0.05 0 99.9 90 110 0 0

Coball 0.0504 0.0010 0.05 0 101 a0 110 0 4]

Copper 0.0503 0.0010 0.05 0 101 a0 110 0 0

Lead 0.0500 0.0010 0.05 0 100 90 110 0 0

Manganese 0.0500 0.0010 0.05 0 100 90 110 0 0

Molybdenum 0.0517 0.0010 0.05 0 103 Q0 10 0 0

Nickel 0.0500 0.0010 0.05 0 100 90 110 0 0

Selenium 0.0497 0.6010 0.05 0 995 90 110 - D 0

Silver 0.0194 0.0010 0.02 0 97.2 90 110 0 0

Thallium 0.0459 0.0010 0.05 0 99.8 a0 110 0 0

Vanadium 0.0493 0.0010 0.05 0 986 90 110 0 0

Zing 0.0498 0.0010 0.05 o 99.5 80 110 0 0

Sample ID: CCV SampType: CCV TesiCode: ICPM5-200.8-W-D Units: mg/L Prep Date: Rur ID: ICPMS1-C_0403228
ClientiD: .. ... . - Batch 1D _R32803 . TestNo: E200.8.... Analysis Date: - 3/23/2004 - SegNo: 657318

Analyle Resuit POL SPK value SPK Ref Val %REC Lowlimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Antimony 0.0490 0.0010 0.05 0 98 90 110 0 0

Arsenic 0.0486 0.0010 0.05 0 97.2 90 110 0 0

Barium 0.0495 0.0010 0.05 0 95 90 110 0 0

Berylium 0.0504 0.0010 0.05 0 101 a0 110 0 0

Cadmium 0.0497 0.0010 0.05 0 99.4 90 10 0 0

Chromium 0.0491 0.0010 0.05 0 98.2 80 110 0 0

Qualifiers:  ND - Not Detected at the Reporiing Limit S - Spike Recovery outside accepted recovery limits B - Analyte detected in the associated Method Blank

J - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

A - Analyte concentration greater than three times the spike amount
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CLIENT:  SRX Consulting ANALYTICAL QC SUMMARY RE
. PORT Date: 07-Apr-04

Work Order: C04030185 Q 0
Project: Yerington Dust Samples BatchID: R32803

Sample ID: CCV SampType: CCV TestCode: ICPMS-200.8-W-D Units: mgiL Prep Date: Run 1D: ICPMS1-C_040322B
Client {D: Batch iD: R32803 TestNo: £200.8 Analysis Date:  3/23/2004 SegNo: 657318

Analyte Resuit PQL SPKvalue SPKRefVal %REC Lowlimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Cobait 0.0487 0.0010 0.05 0 97.5 90 110 ¢ 0

Copper 0.0508 0.0010 0.05 0 102 90 110 o 0

Lead 0.0502 0.0010 0.05 hj 100 80 110 0 0

Manganese 0.0487 0.0010 0.05 o 674 30 110 0 0

Moiybdenum 0.0528 0.0010 0.05 o 106 80 110 0 0

Nickel 0.0510 0.0010 0.05 0 102 90 110 0 0

Selenium 0.0490 0.0010 0.05 0 97.9 90 110 0 v}

Silver 0.0203 0.0010 0.02 0 101 90 110 0 0

Thallium 0.0506 0.0010 0.05 1} 101 80 110 0 0

Vanadium 0.0488 0.0010 0.05 0 97.7 90 110 0 0

Zine 0.0496 0.0010 0.05 0 99.2 a0 110 0 0

Sample ID:; ICV SampType: ICV TestCode: ICPMS-6020-W-D  Units: mg/L Prep Date: Run ID; ICPMS1{-C 040322B
Client ID: Batch ID: R32803 TestNo: SW6020 Analysis Date:  3/22/2004 SeqNo: 657255

Analyte Resutt PQL  SPKvalue SPK RefVval %REC Lowlimit HighLimit RPD Ref Vat %RPD RPDLimt Qual
Antimony 0.0502 0.0010 0.05 0 ' 100 90 110 0 0

Arsenic 0.0504 0.0010 0.05 0 101 90 110 0 0

Barium 0.0498 0.0010 0.05 0 99.5 50 110 0 0

Cadmium 0.0497 0.0010 0.05 0 99.4 90 110 0 0

Chromium 0.0506 0.0010 0.05 0 101 90 110 0 0

Cobalt ) 0.0504 0.0010 0.05 0 101 90 110 0 0

Copper 0.0513 0.0010 0.05 0 103 90 110 0 0

Lead 0.0497 0.0010 0.05 0 99.4 a0 110 0 0

Manganese 0.0500 0.0010 0.05 0 100 a0 110 i 0

Molybdenum 0.0507 0.0010 0.05 0 101 90 110 G 0

Nicket 0.0502 0.0010 0.05 0 100 90 110 4] 0

Qualifiers:  ND - Not Detected at the Reporting Limit 8 - Spike Recovery outside accepted recovery limits B - Analyte detected in the associated Method Blank

I - Analyte detected below quantitation Kmits R - RPD outside accepted recovery limits A - Analyte concentration greater than three times the spike amount
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CLIENT SRK Consuling ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
Work Order: C04030185
Project: Yerington Dust Samples BatchID: R32803

Sample 1D: ICV SampType: ICV TestCode: ICPMS-6020-W-D Unils: mg/i. Prep Date: Run [D: ICPMS1-C_D40322B
Client 1D; Batch !D: R32803 TestNo: SW6020 Analysis Date: 3/22/2004 SeqNo: 657255

Analyte Result PQL SPK value SPK RefVval %REC LowlLimit HighLimit RPD RefVal %RPD RPDLimit Qual
Selenium 0.252 0.0010 0.25 0 101 90 110 0 0

Silver 0.0517 0.0010 0.05 0 103 90 110 0 0

Thalliurm 0.0501 0.0010 0.05 0 100 a0 110 ] 0

Vanadium 0.0507 0.0010 0.05 0 101 90 110 0 0

Zing 0.0504 0.0010 0.05 0 101 90 110 0 0

Sample {D: ICV SampType: ICV TestCode: ICPMS-6020-W-D  Units: mg/L Prep Date: RuniD: ICPMS1-C_040322B
Client 1D: Batch ID; R32803 TestNo: SW&020 Analysis Date: 3/23/2004 SeqNo: 657301

Analyte Result PQL  SPKvalue SPKRefVal %REC Lowkimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Antimony 0.0494 0.0010 0.05 0 98.8 90 110 0 0

Arsenic 00483 0.0010 0.05 0 96.5 90 110 0 0

Barium 0.04587 0.0010 0.05 0 974 a0 110 0 0

Beryllium 0.0495 0.010 0.05 0 99 90 110 0 0

Cadmium 0.0490 0.0010 0.05 1] 97.9 90 110 ¢ 0

Chromium 0.0505 0.0010 0.05 0 101 a0 110 0 0

Cobalt 0.0503 0.0010 0.05 0 101 g0 110 0 0

Copper 0.0507 0.0010 0.05 0 101 90 110 0 0

Lead 0.0489 0.0010 0.05 0 a97.8 20 110 0 0

Manganese - 00802 00040 — 05— o 460 G ) 0

Molybdenum 0.0508 0.0010 0.05 0 102 90 110 0] 0

Nickel 0.0498 0.0010 0.05 0 99.5 90 110 0 0

Selenium 0.254 0.0010 0.25 0 102 90 110 0 0

Silver 0.0508 0.0010 0.05 1] 102 80 110 o 0

Thaklium 0.0456 0.0010 0.05 0 99.1 80 110 1] 0

Vanadium 0.0504 0.0010 0.05 4} 104 20 110 0 0

Zing 0.0450 0.0010 0.05 0 g8 90 110 0 0

Qualifiers:  ND- Not Detected at the Reporting Limit

J - Analyte detected below quantitation limits

§ - Spike Recovery outside accepted recovery limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT: SRK Consulking
Work Order:  C04030185
Project: Yerington Dust Samples

ANALYTICAL QC SUMMARY REPORT
BatchiD:

Date: 07-Apr-04

R32933

Sample ID: MB-R32933 SampType: MBLK

TesiCode: RAD-G-GAMMA-S Units: pCifg-dry Prep Date:

Run!D: GAMMA EGG-ORTEC_0

Client ID: Batch ID: R32933 TestNo: E901.1 Analysis Date:  3/19/2004 SeqNo: 660312
Analyte Resulf PQlL.  SPKvalue SPKRefVal %REC  LowLimit HighLimit RPD Ref Val %RPE  RPDLimit Qual
Gross Gamma ND 2.0 0 0 0

0

Sample ID: LCS-R32933 SampType: LCS

TesiCode: RAD-G-GAMMA-S Units: pCilg-dry Prep Date:

Run iD: GAMMA EGG-ORTEC_0

Client ID: Batch ID: R32033 TesiNo: £901.1 Analysis Date:  3/19/2004 SeqNo; 660313
Analyte Resuit PQL  SPKvalue SPK RefVal %REC LowlLimit HighLimit RPD RefVal %RPD RPDLImit Qual
Gross Gamma 302000 20 328600 0 g2 70 130 0

0

Sample ID: C04030185-001ADU
Client ID: EVPSA3-A

SampType: DUP
Baich ID: R32933

Analyte Result

TesiCode: RAD-G-GAMMA-S Units: pCifg-dry
TestNo: E901.1

Prep Date:
Analysis Date:  3/19/2004

PQL  SPKvalue SPK Ref Val %REC Lowlimit HighLimit RPD RefVal

Run ID: GAMMA EGG-ORTEC_0
SeqNo: 660286

%RPD RPDLimit Qual

Gross Gamma 123

20 0 0 1195

26 30

Sample iD: C04030185-009ADL
Clienf ID: EVPSA3-C-60-01

SampType: DUP
Batch 1D: R32933

Analyte Result

TestCode: RAD-G-GAMMA-S Unils: pCi/g-dry
TestNo: E901.1

Prep Date:
Analysis Date:  3/18/2004

PQL  SPKvalue SPKRefVval %REC Lowlimit HighLimit RPD Ref Val

Run ID: GAMMA EGG-ORTEC_0O
SegNo: 660295

%RPD RPDLimit Qual

Gross Ga_r_‘n_ma______ 46.5

2.0 0 0 ] o 38.6

19 30

Sample 1D: C04030459-010ADU SampType: DUP

TestCode: RAD-G-GAMMA-S Units: pCifg-dry Prep Date:

Run 1D: GAMMA EGG-ORTEC_0

Client 1D Batch iD: R32933 TestNo: E901.1 Analysis Date:  3/19/2004 SeqNo: 660309

Analyte Resuit PQL SPK value SPK Ref Val %REC LowlLimit Hightimit RPD RefVal %RPD RPDLimit Qual
Gross Gamma 477 20 1] 0 453.8 50 30
Qualifiers:  ND - Not Detected at the Reporting Limit S - 8pike Recovery outside accepted recovery limits B - Analyte detected in the associated Method Blank

J - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

A - Analyte concentration greater than three times the spike amouynt
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CLIENT:

SRK Consulting

Work Order: C04030185

ANALYTICAL QC SUMMARY REPORT Date: 07-Apr-04
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Project: Yerington Dust Samples BatchID: R32933
Sample ID: C04030928-001ADU  SampType: DUP TestCode: RAD-G-GAMMA-S Units: pCilg-dry Prep Date: Run ID: GAMMA EGG-ORTEC ¢
Client ID: Batch ID: R32933 TestNo: E901.1 Analysis Date:  3/19/2004 SeqNo: 660311
Analyte Result PQL  SPKvalue SPK RefVval %REC Lowlimit HighLimit RPD RefVal %RPD  RPDLimit Qual
Gross Gamma 1.10 2.0 0 ¢ 0 ] 30
Qualifiers:  ND - Not Detected at the Reporting Limit S - Spike Recovery outside accepted recovery limits B - Analyte detected in the associated Method Blank
J - Analyte detected below quantitation limits R - RPD outside accepted recovery limits A - Analyte concentration greater than three times the spike amount
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ENERGY LABORATORIES, INC. - 2793 Salt Croek Highway (82601) - FU. Box 3258 - Lasper WY dzo0e
Toll Free 888.235.0515 » 807.235.0515 + Fax 307.234. 1638 - casper@energylab.com - www.eneigylab.com

ENERGY

Steffen Robertson and Kirsten (U.5.) Inc.

SRK Consulting

102 Birch Drive
. . . E?;lnglon. NV,
Engineers and Scientists ey

email: jsawyer@srk.com
URL: hitp:/Awww.stk.com
Tel: 775.463.9388
Fax: 775.463.9488

TECHNICAL MEMORANDUM

TO: SRK Consulting :
ATTENTION: Rod Grebb i
FROM: Joe Sawyer

DATE: February 25, 2004 _

SUBJECT: . Evaporation Pond Study Area #3 (EVPSA3)

PROJ/PROP NO. 113922.100

The following are the laboratory sample preparation and analysis methods for the EVPSA3 samples. The
samples will be composted by dry weight as shown in the table below. Before compositing a split of each
individual sample will be set aside by the laboratory for possible future additiona} analysis.

Composite Composition
Transect A Transect B Transect C Transect D Transect E Transect F
EVPSA3-A-31-01 EVPSA3-B-61-01 | EVPSA3-C-60-01 | EVPSA3-D-56-01 | EVPSA3-E-01-01 EVPSA3-F-02-01
EVPSA3-A-19-02 EVPSA3-B-34-02_| EVPSA3-C-67-02 | EVPSA3-D-39-02 | EVPSA3-E-06-02 | EVPSA3-F-05-02
EVPSA3-A-17-03 EVPSA3-B-51-03 [ EVPSA3-C-70-03 EVPSA3-D-59-03 EVPSA3-E-04-03 EVPSA3-F-13-03
EVPSA3-A-22-04 EVPSA3-B-47-04 | EVPSA3-C-65-04 EVPSAY-D-22-04 EVPSA3-E-08-04 EVPSA3-F-04-04
EVPSA3-A-15-05 EVPSA3-B-44-05 | EVPSA3-C-74-05 EVPSA3-D-41-05 EVPSA3-E-30-05 EVPSA3-F-12-05
| EVPSA3-A-03-06 EVPSA3-B-30-06 | EVPSA3-C-79-06 EVPSA3-D-19-06 EVPSA3-H-12-06 EVPSA3-F-16-06
EVPSA3-A-27-07 EVPSA3-B-24-07 | EVPSA3-C-85-07 EVPSA3-D-01-07 EVPSA3-E-10-07 EVPSA3-F-10-07
, RESULTING SAMPLE ANALYSIS
EVPSA3-A [ EVPSA3-B ] EVPSA3-C | EVPSA3-D [ EVPSA3-E | EVPSA3-F
Additionally the following samples will be analyzed individually.
Individual Samples
EVPSA3-A31-01 | EVPSA3-B-61-01 | EVPSA3-C-60-01 | EVPSA3-D-5601 | EVPSA3-E-01-01 | EVPSA3-F-02-01

Both the composite samples and the individual samples will be analyzed according to the attached table.

EVPSA3 Analysis summary

i

Track# C0O403018b
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ENERGY LABORATORIES, INC. - 2393 5alt Creek Highway (B2601) - FIL. Box 3258 - Lasper, W T ozbbe

Toll Free 888.235.0515 + 307.235.0515 + Fax 507.234.1639 - casper@energylab.com www.energyiab.com

LABORATORIES
%l e TECHNICAL MEMORANDUM Page 2
Table 1 — Analyte List
Analyte Method Reporting Limit
Aluminum SW-846 6010A 2.5 mg/kg
Antimony SW-846 6020 0.01 mg/kg
Arsenic SW-846 6020 0.01 mg/kg
Barium SW-846 6020 0.5 mg/kg
Beryllium .SW-846 6010A 0.1 mg/kg
Boron SW-846 6010A 0.5 mg/kg
Cadmium SW-846 6020 0.1 mg/kg
Calcium SW-846 6010A 1 meq/l
Chromium SW-846 6020 0.1 mg/kg
Cobalt SW-846 6020 0.5 mg/kg
Copper SW-846 6020 0.1 mg/kg
Iron SW-846 6010A .1‘5 mg/kg
Lead SW-846 6020 0.1 mg/kg
Magnesium SW-846 6010A "1 meg/l
Manganese SW-846 6020 0.5 mg/kg
Mercury SW-846 7471 d.005 mg/kg
Molybdenum SW-846 6020 0.5 mg/kg
Nickel SW-846 6020 0.5 mg/kg
Potassium SW-846 6010A 1 meq/l
Selenium SW-846 6020 0.1 mg/kg
Silver SW-846 6020 0.5 mg/kg
Sodium SW-846 6010A 1 meq/1
Thallium SW-846 6020 0.1 mg/kg
Vanadium SW-846 6020 0.1 mg/kg
Zinc SW-846 6020 0.5 mg/kg
Gamma Emitting EPA 901.1 0.1 piClg
Radionuclides _ '
Alpha Isotopes EPA 907.0 0.1 piC/g
Particle Size Distribution ASTM MONO Part 1 0.1%
Method 14-2.2
Particle Size ASA MONO 9 Part 1 0.1%
Method 15-5 ;
Dry Weight Density EPA 1109 0.1 glee

EVPSA3 Analysis summary

Track®# C04030185

Page
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Chain of Custody and Analytical Request Record - page_'L of_L

PLEASE PRINT, provide as much information as possibie.
Refer to corresponding nofes on reverse side. ‘

Company Name: _ — [Project Name, PWS ¥, Permit#, Elc.;
SEI Corsulfins Yeretbor  Zust Shdy
'Répm ddress: é é 5% @,4/5‘ " ( Contact age%ax, E-mail: Sampler Name if ojfer than Contact:
iz“gf }%;wasscgcug.ﬁe, 05z g g 20 —0 5—8 33’3}‘{2« J© e_?aujzd
’ xR L CON
Invoice Address: ] Invoiea-Lontact & Phone #: £ Purchase Order #: ELI Quote #
SeMe. | Senge. NZ722, /000
Report Reguired For: POTWAWWWTP Dw O § ANA Lﬁs‘ 5 RE'!LI ESTED NOtify ELI priol' to RUSH Recaipt Temp
Oth g sample submiital for additional
Special Report Formats EL::nust be notified prior to }% ‘;;; g5 charges and scheduling —_ °C
ecia - : »
sgmple submittal for the following: § 5 % g‘ a E P Comments: ‘ Cooler ID(s)
Netacd  A2LAT LevetivO 5888 ol 513 -
5 ﬁ‘ag 2 E z Custody Seal Y N
Other, 2 —‘égm = E g ntact YN
EDD/EDT [ Format Z 33 <|2|5 Signature Y N
SAMPLE IDENTIFICATION Collection |Collection < H ElZ Maich
{Name, Location, Intarval, eic.) Date Time | MATRIX o2z Lab 1D
' EUBAS-A-3[-0] \24ai350| -5 K | /. Beac >
2 ’ ’
I — A-|7-0 |2e9irz5 | U Wl o< <
3 — =3 -
 ~A~I7-03 |28 Ro%] U '/ Lu
4 _ , T .
U —p-2Z-OF 4 357] U il | o 4
5 .
I A-15~-05| It ll4a7] 1 A« >
* I —A-27-07] 11 [1353] 1 KK | 1 o
T . e e e _..._..... - P - — - -~ 4 —
8
) oM
10 '
ﬁie' 5 Shippad by: FS @b : / ,
Custody [f S 165 T UES ey NS 7
Record e/ Date/Time: Shipped by: - T o b 7 é/(,é’z’-/) Yy .
Ml:IST be LABORATORY USE ONLY
SIQned Sampie Disposal: Returntoclient: ____ _ Lab Disposal: Sample Type: # of fractions

Visit our web site at www.energylab.com for additional information, downioadable fee schedule, forms, & ks, -

7,

N
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Refer fo comesponding notes on reverse side.

Chain of Custody and Analytical Request Record Page_L of_[__

PLEASE PRINT, provide as much information as possible.

5‘?{ Consultive,

Eroject Neme, PWS #, Permit #, Ec..

Dt Sm( %

E";Tmae“ JyA S’FZ‘(C@«;

Contact Name Phone, aé’E.(ﬁ

Sampler Name if othr than Contact:

—q 0 €302 Tz Se ‘
oid Te eSS ?/50 7~ & _ .
&, @ Sk, co
Invoice Address: involseContact & Phone #: L Purchase Order #:; ELI Quote #
Same Ssame. UBTZ2, /
Report Requed For.  POTWAYWTP  DW 5 | ANALYSIS REQUESTED | | NotiyELipriortoRUSH | =
Other 208 sample submittal for additionat | “=CeiPt TemP
Special Report Formats - ELI must be noﬁﬁed prior to- E ; g’ g charges and scheduling - C
sample submittal for the foliowing: é z .!: ? EI £l Comments: Cooler ID(s)
NELACD  A2A0  LevelivOd 5853 LIE[E
: 5238 Olz T Custody Seal Y N
Other £ égiﬂ E E g Intact Y N
EDD/EDT [ Format 2 g;% <|e 5 Signature Y N
SAMPLE IDENTIFICATION Collection |Coliection < H E z Match
(Name, Locatior_l_. Interval, etc.) - Date Time MATRIX nis|z Lab ID
1 ,
| EVRAZ-B-6l-01 i 0%0) 15 = >
W -B34-0Z | y |o%55] « (| « < 2
U -p-5-03 | 1 lorsl 4 Xlg | w
- _

I B-g7-0& | 1 |oms| “ W | ¢ @
Pl ~B4g4-05 | 0 jeg9%0] !/ ik [ ot >
ol -B-%0-ab| 1 loYs5| ! MK o
| . -

- <L
[1'4
3 O
(11]
10 .
Tma, Shi d by -~ = ol

Custody In__ 0ZL2SREIGls P Y TS 0 [Py

Record Date/Time: Shipped by: (o Y ——

Msl.iIS:et;e . LABORATORY USE ONLY

9 Sample Disposal: Retumn to cllent: Lab Disposal. Sample Type: # of fractions

Visit our web site at www.energyiab.com for additional information, downioadable fee schedule, forms, & links.
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LABORATORIES

PLEASE PRINT, provide as much information as possible.
Refer to corresponding nofes on reverse side.

Chain of Custody and Analytical Request Record page_L of_é

Froject Nama, PWS #, Permit #, Elc.:

Yeraote

ZsY Stady

Report Aridress;

%

Invoice Address: ]

SR Cons a,[‘/’;ka k
i

Contact Name, Phone, Ea&, E-mail:
7@-—4—97—??:@72,

r COA

Sampler Name i 9lﬁar than Contact;

Jee

Involkee Contact & Phone #:

Purchase Order #:

ELI Quote #:

LOYENE]

Visit our web site at www.energylab.com for additional information, downloadable fee schedule, forms, & links.

Sm
N
i
o)
%)
y oty
S ML Saune. WZ§22 a0 53
n

U
Report Required For.  POTWMWWTP  DW .§ | ANALYSIS REQU Esﬁo Notify ELI priortoRUSH [ =~~~ ©3
Other B % .sam;ra‘le submittal for additional P OF(': N n

E>F. charges and scheduli —_— N
Special Report Formats - ELI must be notified prior to 8 g 2 a - 9 ; scheduling — -Ei s
sample submittal for the following: ¥ 5 El‘ % = omments: 88
O  LevavQ 5892 Elg : S
NELACE  A2LA eva g3} G HE Custody Seal Y N o 8
Other, £3:° HE Intact Y N SN
EDD/EDT L} Format z8 E] <7 § Signature Y N E‘é’l %)
SAMPLE IDENTIFICATION | Collection [Collection] HIElE Match NS
{Name, Logation, interval, etc.) Date Time | MATRIX niZlz _ Lab D ﬁ%
1 -=, ) . Q’] =
VPSR~ 60- o[ [2hsi|o853] 1S KXW |/ Bos 2 83
2 A : 3 : )
" ~C-¢7-07| 1t o5 KW z i
3 . i
It ~C-0-0>| 1 90| K| u W 18
4 d ~—
I —C-65-04] 1 08| u R 2

5 g
W —C-74-95| 1 |07/5| Ry > S

3 - r'e TR
W —CA-06| 1 (20| U an - § I
; R
3¢

9 8 % 2
10 < %t §
Relinquished b i ~ elTh Shi db- Ay S ~ tg@

SUNELHS ? v B walli| A q )
Custody [*™ (2500 (6IS1 Y PSR %2}8} S
Record [Relinquished iy [/ Date/Time: Shipped by: o T Receivad by’ e T
MUST be
. LABORATORY USE ONLY
Signed  |sampleDisposat  Retum to client: Lab Disposal: Sample Type: # of fractions
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Chain of Custody and Analytical Request Record

PLEASE PRINT, provide as much information as possible.

Page __L of _L

SFHOLPUOIGYT

woo qeBraue mm | Woo QENBIBLSDISASED - BEGL FEZL0E XBd « SISOGEEL0E - SIS0 'S0 868 99/ Ol

Refer to corresponding notes on reverse side. : _
Company Name: F‘Pru}ecl Name, PWS #, Permit #, Etc..
SEK Corsudtine, fo Vu.s‘?L 5;41;{[4
Rapo.-g Address 5 Iy Contact ?ame P ax, E-mail; Samplpf Name if other than Contact:
“""‘o‘ 2 efkfn‘s?;uqﬁd 238 los 8302 e Sl
o /2 % &7, // -
s, O 8052¢ f Sty (oA
Invoice Address: Invoice’ Contact & Phone #: Purchase Order #: ELI Quole #:
SaMNE.. e 1(3722. /00
Report Required For:  POTWIWWTP oW 5 ANA L\{SE S REQU E#T ED Notify ELI prior to RUSH Receiot T
Other B sample submittal for additionat] <c°e P! TemP
Special Report Formats - EL| must be nofifid prior to 5552 charges and scheduling | ———"C
pecial Report Forma must be no > : .
sample submittal for the follewing: g 5% 2! B 2o qomments. Cooler ID(s)
NELAC O AAld  Levelivl 5858 SIEE
505 8 4t E Custody Seal Y N
Other £ -“é % ol l: g e Intact Y N
EDD/EDT [ Format _ Z&3 < E £ Signature Y N
M e
SAMPLE IDENTIFICATION Collection |Collection < H E z Match
(Name, Location, Interval, etc.) Date | Time | MATRIX w2z Lab iD
1 . —. [
ENPSAR—D-Se-0] ok 0] > W7 Boe >
Pl DR300 1t JOSE 1« % % Z
W ~p-59-03 | 1 o | Xk | 1 W
N —D-4=05] 1t eS| u MY, @
5 ' -
" ~D_(9-06] < [ljo] « K >
5 vl
W= D=ol=07 | 1 (2] ¢ Kk (l S
LSO SRR
8
9
11}
i
Custody Relinquished b 7 3at ime;_/ | 65| SPPpedby: l/CF.S . -
Record [Relinquished £y Date/Time: Shipped by: (.:-: s
MUST be ” ‘
Signed | . - _ LABORATORY USE ONLY
ample Disposal:  Refurn lo dlient: Lab Disposal: Sample Type: # of fractions

Visit our web site at www.energylab.com for additional information, downloadable fee schedule, forms, & links.
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N Chain of Custody and Analytical Request Record  Page_{ of_/
ENERGY, PLEASE PRINT, provide as much information as possible.
Refer to corresponding notes on reverse side.
Company Name: . [Project Name, PWS #, Permit #, Eiz.:
SR Consultina | Tebbadon Lust-Siudy

Report Address:

Grebl, SRK Cbasu(\‘{dtﬁ

%dd Namé-F’ﬁZm Fax, E-mail;

o G
= &kj Lo sz
Invoice Address:

70-407-8302.
Lheblo siicivom
invgipe Contact & Phone #:

“yEampler Name If other than Contact;

Sene.

Purchase Order #;

3¢22./60

ELI Quote #:

Report Required For;  POTW/WWTP DW o § ANAI L\lSl 5 REQUESITHD Notify EL| prior to RUSH Recsiot T
Other 5 2 % samﬁie submittal for additional | =Pt e“:‘;
£>8. char ‘ -
Special Report Formats - ELI must be nofified prior to Fog a ges and scheduling Cooter 00)
sample submitial for the following: 8 E § é wlsle Comments:
Newac O AAd  Leverivl 55§ SEE |
5P B 8 Bl Custody Seal Y N
w2 s
Other, Eé 50 £ § g Intact YN
EDD/EDT [J Format z33 <|2|5 Signature Y N
SAMPLE IDENTIFICATION | Collection [Collection| < i HE Match
{Name, Location, interval, stc.) Date Time | MATRIX e Lab ID
VB3 —E -0~ O2 2zie0H0 | 1 ~> X| | | Beay >
‘ 2 A5 wad
1o—E-04-03| U 10795 « Ml y <’ F
3
i H —g —08~0F| ! 9735 L & ¥ W
I —E-30-05 | i gzg )t Y| " =
- - \
h —E—12~06] (! 20« Kid | /¢ .
]
I - E—10-07 | 1 |OF| 2N G
8
5 Q
14}
10
—— el y A - .
Relinquished by | Shipped b : R
Custody |~ """, et leBT Y P 5 VA by: _ .
Record [|Relinquished 4: Date/Time: Shipped by: oeived R e
MUST be '
Si d LABORATORY USE ONLY
lgne Sample Disposal: Return to client Lab Disposal; Sample Type: # of fractions

Visit our web site at www.energyfab.com for additional information, downloadable fee schedule, formsiiﬁnks.
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RK Corsifing.
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Chain of Custody and Analytical Request Record  page _{ or_{
" PLEASE PRINT, provide as much information as possible.
Refer to corresponding notes on reverse side.
Company Name: Project Nama, PWS #, Permit #, Eic..

Zust Stdy

S ¢
B bl SRS

Conta Namﬁjzn , Fax, E-mall:
6rebl

dlfe
O(& Tor Spuape f%:&% 70 —¢ Z
’éﬁ (AQ“,Q; £957) ’&gg?" ?&rggg&%_g_%gz,m
Invoice Address: Iy} n one #:

: San}ﬂﬁar Name if other than Gontact:

:Bbe/SaM?eJ“'

. Purchase Order #: ELI Quote #
SAME SAME 3722, /0
Report Required For.  POTW/WWTP pw o 5 ANA L\iSl 5 REQUESITED Notify ELI prior to RUSH Reci
Other g2 % sample submittal for additional | <Pt TeT‘::
: ' E>@ h i
Special Report Formats - ELI must be notified prior to o ﬁ'g a charges and scheduling C__—ooler v
sample submitta! for the following: 8 zs o w el Comments:
NELAC B ALAD  LevelvOd 5853 SIS —
503 8 HHE Custody Seal Y N
Other, £ 208 2
EBS I: g g Intact Y N
EDD/EDT U Formai zZ3 %1 <2 E Signature Y N
SAMPLE IDENTIFICATION | Collection [Collection] < tE|z Match
(Name, Location, Interval, etc.) . Dale Time | MATRIX 02|z Lab ID
1= B R
EVPSAZ-E-02-0f |24\ i025] IS R [/ Bea, >
2 g oy ;
W —E-85-9z| 4 llojg]| « A, </ Z
T ~E=R=ga | 1 leao| Tt LR o w
* 1! -/-:,97;@1- 1 10/5 {{ K|¥ g
5 Yy a
1 = p2~051 (1t |5 i 4 >
6 -— ’ n Y]
i —F-l—06| I1_|eFs5| (1 K 0
7
B
9 0
" S
c Relinquished by: §j 4 4 Shipped by: ved by v /
ustody AP 0¢ 65 UFPS [, ;
Record [|Reinaushedsy’ // DatsfTime: Shipped by: FRecelved by; ‘DaterTime:
MUST be '
Signed s . _ - . LABORATORY USE ONLY
ample Disposal: Refurn fa client: Lab Disposal: Sampie Type: # of fractions

Visit our web site at www.energylab.com for additional information, downloadabie fee schedule, forms, & links.
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Chain of Custody and Analytical Request Record

PLEASE PRINT, provide as much information as possible.
Refer to oorrespondlng notes on reverss side.

Page

WA

Company Nama!

M&c%

F'Proje(ct/

FoMg fon

Name, PWS #, Perrmt# Etc.:

Dust Stad Y

Reportgdress é SR IC C@‘\S “1

Comact ame Phone, Fax, E-mall: -

Sarripler Name if other than Contact,

e .

g

! old Town ” 238 70-- 30 b S@“?@V
gm:i @d}géi ﬁ, £os2¥ D Sk oA
Invoice Address: - Contact & Phone #; Purchase Order #: ELI Quote #:
SaMe. 11392.2,/000
Report Required For:  POTWMWWTP DW § A NA‘ LYSI S REQU ESTHED Notify EL| prior to RUSH Recei
Other Bat sample submittal for additional | <oo=Pt TemP
Special Report Formats - ELI must be notified prior o 13T charges and scheduling | ———"©
sample submittal for the following: é E% §|‘ 8 gle Comments: Cooler ID{s)
NELAC OO A2LAL LevelvO 5858 5 § £ —
ofh E 58 <|5|2 Custody Seal Y N
er Ef: o I: E E Intact Y N
ED0/EDT L) Format . 3 2l < |2 5 Signature Y N
SAMPLE IDENTIFICATION Collection |Collection Q H E z Match
(Name, Location, interval, etc.) Date i) Time | MATRIX G1E Lab ID
VA3 E-ol ~0| (2410750 | |-5 X | [ Bae >
"« —p- 007l i_|Wio] K & z
T =D-22-0H 1 [lla5| 4 KK u W
T . = AN/ R KLy | I
5
U -C—85-07 bl T 11 KT 7 >
Pl «wB=29~07 | ! [leao| 1 KT« S
8
g
(41}
10
Custody [ M 2/ 25088 [T UPS I
Record [reMgdsh Date/Time: Shipped by: i
MI..JST be LABORATORY USE ONLY
SIQI“Ied Sample Disposal: Return to client: .. Lab Disposal: Sample Type: # of fractions

Visit our web site at ww\yzgnergyiab.com for additional information, downloadable fee schedule, forms, & links.
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. ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82601, - K. DOX 3208 - LasPel, VW7 Jc0Us
- Toll Free 888.235.0615 + 307 2350515 - Fax 307.234.1639 « casper@energyiab.com «-www.energylab.com

LABORATORIES

Energy Laboratories Inc.

Sample Receipt Checklist

Client Name SRK Consulting Date and Time Receive;d: 3/2/2004 10:00:00
Work Order Number  C04030185 Received by sh
N _— '
. C - . v v
Checklist completed bét’_z:d({ TANLELE WS ’.?/ - //)(,:/ Reviewed by :
Signature I Date Initials - [ Date

Carrier name UPS

No () Not Present [

Shipping container/cooler in goed condition? Yes

Custody seals intact on shipping container/cooler? Yes No L] Not Presént |

Custody seals intact on sample bottles? Yes [ No [.] Not Presént

Chain of custody present? Yes No (] :

Chain of custody signed when relinquished and received? Yes No [

Chain of custody agrees with sample labels? Yes No []

Samples in proper container/bottie? Yes WM No [_]

Sample containers intact? Yes M No [

Sufficient sample volume for indicated test? Yes No ]

All samptes received within holding time? Yes No [_]

ContainerTemp Blank temperature in compliance? Yes No[] NA°C 50“5

Water - VOA vials have zero headspace? Yes [ No [} No VOA vials d;ubmittad

Water - pH acceptable upon receipi? ves [ No [1  Not Applicaiale.
Adjusted? Checked by E

Any No and/or NA (not applicable) response must be detailed in the comments section below.,

Client cantacted Date contacted: Person contact:ed
Contacted by: Regarding:
Comments:

Corrective Action

Track# CQ4030185 Page



ENERGY LABORATORIES, INC. - 2393 Sall Creek Highway (82601) - F.0. Box 3258 - Laspar, WY 8z0Uz
7ol Free 888.235.0515 - 307.235.0515 « Fax 307.234.1639 . casper@energyiab.com -;wwmenergylab.com

ANALYTICAL SUMMARY REPORT

April 02, 2004

Rod Grebb
SRK Consulting

19 Old Town Sq
Ste 238

Fort Collins, CO 80524

Workorder No.: C04030185
Project Name:  Yerington Dust Samples

Energy Laboratories Inc. received the following 12 samples from SRK Consulting on 3/2/2004 for? analysis.

Sample ID Client Sample ID Collect Date  Receive Date  Matrix Test |

C04030185-001 EVPSA3-A 02/24/04 0:00 03/02/04 Soil Composite of two or more samples
Mercury, Total

E1109 Density

Metals by ICP, Total

Metals by ICP-MS, Total

Percent Moisture

Digestion, Total Metals

Digestion For RadioChemistry
CVAA I*!'cnnanganatc Digest
Particle Size Analysis / Textoure Prep
Particle Size Analysis / Texture
Gross Gamma

Thorium, Isotopic

Uranium,; Isotopic
Sieves

C04030185-002

EVPSA3-B

02/25/04 0:00

03/02/04

Soil

Same AsiAbove

C04030185-003

EVPSA3-C

02/25/04 0:00

03/02/04

Soil

Same AsiAbove

C04030185-004

EVPSA3-D

02/24/04 0:00

03/02/04

Soil

Same As:Above

C04030185-003

EVPSA3-E

02/24/04 0:00

03/02/04

Soil

Same As iAbove

C04030185-006

EVPSA3-F

02/24/04 0:00

03/02/04

Seil

Same As éAbove

C04030185-007 EVPSA3-A-31-01 02/24/04 0:00 03/02/04 Soil Same As{Above

C04030185-008 EVPSA3-B-61-01 02/25/04 0:00 03/02/04 Seil Same AsiAbove

C04030185-009 EVPSA3-C-60-01 02/25/04 0:00 03/02/04 Soil Same As/Above

02/24/04 0:00 03/02/04 Soil

C04030185-010 EVPSA3-D-56-01 Same AsiAbove

02/24/04 0:00 03/02/04 Sail

C04030185-011 EVPSA3-E-01-01 Same AsiAbove

C04030185-012 EVPSA3-F-02-01 02/24/04 0:00 03/02/04 Seil Same As Above

There were no problems with the analyses and all data for associated QC met EPA or laboratory sﬁeciﬂcations
except where noted in the Case Narrative or Report. :

If you have any questions regarding these tests results, please call.

Report Approved By:

\’me/i‘z‘f

Track# C04030185 FPage



m——— ENERGY LABORATORIES, INC. - 2393 Salf Creek Fga)y (00U 17 = F A e e & s

7o/l Free 888.235.0515 - 307.235.0515 « Fax 307.234.1639 - casper@energylab.com - www.energyiab.com

LABORATORIES J
Date: 02-Apr-04
CLIENT: SRK Consulting
Project: Yerington Dust Samples CASE NARRATIVE

Sample Delivery Group: C04030185

THIS IS THE FINAL PAGE OF THE LABORATORY ANALYTICAL? REPORT

COMMENTS
All non-physical testing was performed on minus 200 mesh fraction.

Key to Texture Results:
C =Clay

8iC = Silty Clay

SiCL = Silty Clay Loam
8C = Sandy Clay

SCL = Sandy Clay Loam
CL = Clay Loam
8i=Silt

SiL = Silt Loam

L= Loam

8§ =Sand

LS = Loamy Sand

SL = Sandy Loam

BRANCH LABORATORY LOCATIONS

eli-b - Energy Laboratories, Inc. - Billings, MT

eli-cs - Energy Laboratories, Inc. - College Station, TX
eli-g - Energy Laboratories, Inc. - Gillette, WY

eli-h - Energy Laboratories, Inc. - Helena, MT

eli-r - Energy Laboratories, Inc. - Rapid City, SD

ORIGINAL SAMPLE SUBMITTAL(S)
All original sample submittals have been returned with the data package. A copy of the submittal(s) has been included and
tracked in the data package.

SUBCONTRACTING ANALYSIS

Subcontracting of sample analyses to an outside laboratory may be required. If so, ENERGY LABORATORIES will utilize
its branch laboratories or qualified contract laboratories for this service. Any such laboratories Will be indicated within the
Laboratory Analytical Report.

SAMPLE TEMPERATURE COMPLIANCE: 4°C (#2°C) ;
Temperature of samples received may not be considered properly preserved by accepted standards. Samples that are hand
delivered immediately after collection shall be considered acceptable if there is evidence that the chilling process has begun.

ENERGY LABORATORIES, INC. - CASPER, WY certifies that certain method selections conitained in this report meet
requirements as set forth by NELAC. Some client specific reporting requirements may not require NELAC reporting
protocol. f

ELI appreciates the opportunity to provide you with this analytical service. For additional information and services visit our
web page www.energylab.com. '

The total number of pages of this report are indicated by the last four digits of the tracking number located in the lower right
cotner. :

Track# CQ4030185 FPage



ENERGY LABORATORIES, INC. - 2393 Sall Creek Highway (82601) - F.O. Box 3.?58? - Casper, WY 82602
Toll Free 858.235.0515 + 307.235.0515 + Fax 307.234.1639 - casper@energylab.com * www.energylab.com

ENERGY

LARORATORIES
LABORATORY ANALYTICAL REPORT
. Revised Date: 08/31/04
Client:  SRK Consulting Report Date: 04/15/04
Project: Yerington Dust Study Collection Date; 03/03/04
Lab ID: C04030459-001 Date Received: 03/10/04
Client Sample ID: TSA-A . Matrix: Soil
MCL/ :
Analyses Resalt Units Qual RL QCL Method, Anazlysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
No. 20 Sieve, Pasgsed 89.1 % 1.0 ASA15—2; 03/17/04 13:10 / Imh
No. 20 Sieve, Retained 09 % 1.0 ASA1 5-é 03/17/04 10:10 / Imh
Ng, 40 Sieve, Passed 73.1 % 1.0 ASA15-i 03/17/04 10:10 / Imh
No. 40 Sieve, Retained 26.9 % 1.0 ASA15~2§ 03/17/04 10:10 / Imh
No. 60 Sieve, Passed 58.7 % 1.0 ASA15—¢? 03/17/04 10:10 / Imh
No. B0 Sieve, Retained 43.3 % 1.0 ASA15—2; 03/17/04 10:10 / Imh
No. 100 Sieve, Passed 289 % 1.0 ASA15-2Z 03/17/04 10:10/ Imh
No. 100 Sieve, Retained 71.1 % 1.0 ASA15-2 03/17/04 10:10 / Imh
No. 140 Sieve, Passed 16.7 % 1.0 ASA15-§ 03/17/04 10:1G / Imh
No. 140 Sieve, Retained 83.3 % 1.0 ASA15-2 03/17/04 10:10 / imh
No. 200 Sieve, Passed 10.1 % 1.0 ASA15—2§ 03/17/04 10:10 / Imh
No. 200 Sieve, Retained 89.9 % 1.0 ASA15-2 03/17/04 10:10/ Imh
PARTICLE SIZE ANALYSIS / TEXTURE
Clay 8 % 1.0 ASA15—$ (3/18/04 09:00 / Imh
Sand 56 % 1.0 ASA15-§ 03/18/04 09:00 / Imh
Silt 36 % 1.0 ASA15-5 03/18/04 09:00 / Imh
Texture SL 1.0 ASA15—$ 03/18/04 09:00/ Imh
PHYSICAL PROPERTIES
Density 29 glce 0.1 E1108 03/18/04 08:00 / Imh
Moisture 14.3 % 0.1 USDAZ24 03/12/04 15:00 / Imh
METALS - TOTAL
Aluminum 6790  mg/kg-dry 2.5 SWs0108 03/22/04 13:28 / cp
Antimony ND mg/Kg-dry 0.50 SWED020 03/23/04 05:04 / bws
Arsenic 3.29 mg/kg-dry D 0.86 SWE020 03/23/04 05:04 / bws
Barium 64.0 molkg-dry b 1.4 SW602(§ 03/23/04 05:04 / bws
Beryllium ND mg/kg-dry D 085 SW6020 03/23/04 05:04 / bws
Boron 8.9 mg/kg-dry 50 - SWeo10B 03/22/04 1412 / cp
Cadmium ND mg/kg-dry D 0.66 SWB020 03/23/04 05:04 / bws
Calcium 41600 mg/kg-dry 50 SW601(:JB 03/22/04 14:12 / ep
Chromium 12.1 mg/kg-dry .50 SWe020¢ 03/23/04 05:04 / bws
Cobait 3.3¢  mg/kg-dry 0.50 SWGOZ(E) 03/23/04 05:04 / bws
Copper 259 malkg-dry D 0.54 SW6026_ 03/23/04 05:04 / bws
Iron 68000 mg/kg-dry 2.5 SWe0108 03/22/04 13:28 / cp
Lead 3.48 mg/kg-dry 0.50 SWE020 03/23/04 05:04 / bws
Magnesium 2620  mo/kg-dry 50 SWea10B 03/22/04 1412/ cp
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions:  QCL - Quality control limit. ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# C04030459R2 FPage



"INERGY

LABGQRATORIES

ENERGY LABORATORIES, INC. - 2393 Saft Creek Highway (82601) - F.O. Box 3258« Casper, WY 82602
Toll Free 888.235.0515 - 307.235.0515 + Fax 307.234.1639 « casper@energylab.com - www.energylab.com

LABORATORY ANALYTICAL REPORT |
Revised; Date: 08/31/04

Client: SRK Consulting Report;Date: 04/15/04
Project: Yerington Dust Study Collection Date: 03/03/04
Lab ID: (C04030459-001 Date Received: 03/10/04
Client Sample ID: TSA-A Matrix: Seil

MCL/
Analyses Result Units Qual RL QCL  Method: Analysis Date / By
METALS - TOTAL
Manganese 40.8 mg/kg-dry 0.50 SWe0z0 03/23/04 05:04 / bws
Mercury 0.1 malkg-dry 0.1 SWT471A 03/17/04 16:23 / sml
Molybdenurm 8.78 mg/kg-dry 0.50 SWe020 03/23/04 05:04 / bws
Nickel 492 mg/kg-dry D 0.93 SW6020 03/23/04 05:04 / bws
Potassium 4450  mg/kg-dry 50 SWal10B 03/22/04 14:12 f cp
Selenium ND ma/kg-dry D 2.9 SWe020 03/23/04 05.04 / bws
Silver ND mg/kg-dry 0.50 SWe020 03/23/04 05:04 / bws
Sodium 4170  mg/kg-dry 50 SW601(§B 03/22/04 14:12 / cp
Thallium ND mg/kg-dry 0.80 SWE020 03/23/04 05:04 / bws
Vanadium 31.8 mg/kg-dry 0.50 SWB020 (03/23/04 05:04 / bws
Zinc 8.51 mg/kg-dry 0.50 SWe6020 (03/23/04 05:04 / bws

RADIONUCLIDES - GAMMA

Gross Gamma 311 pCifg-dry 2.0 E901.1 03/19/04 12:21 /db
Gross Gamma precision (£} 25 pCilg-dry EQ01.1 03/19/04 12:21 /db
Actinium 228 ’ ND pCifg-dry 2.0 E901.% . 03/19/04 12:21 / db
Bismuth 214 ' 2.3 pCiig-dry 2.0 £901.1 03/19/04 12:21 / db
Bismuth 214 precision () 0.3 pCi/g-dry EQ01.1 03/19/04 12:21 /db
Lead 212 2.0 pCiig-dry 20 E901.1° 03/18/04 12:21 / db
Lead 212 precision (£) 0.1 pCifg-dry E901.1 03/19/04 12:21 / db
Lead 214 2.9 pCilg-dry 2.0 ES01.1 03/19/04 12:21 / db
Lead 214 precision (&) 0.2 pCilg-dry E901.1 (03/19/04 12:21/db
Potassium 40 24.0  pCi/g-dry 2.0 EQ01.1: 03/19/04 12:21 / db
Potassium 40 precision (&) 1.8 pCifg-dry ES01.1 03/19/04 12:21 /db
Radium 223 ND pCi/g-dry 2.0 E901.1° 03/18/04 12:21/db
Radium 224 ND pCifg-dry 2.0 EQ901.1 - 03/19/04 12:21 /db
Radium 226 2.3 pCifg-dry 2.0 ES01.1! 03/19/04 12:21 / db
Radium 226 precision (t} 0.3 pCifg-dry E901.1; 03/18/04 12:21 / db
Radium 228 ND pCifg-dry 2.0 E901.1} 03/19/04 12:21 / db
Thorium 234 ND  pCig-dry 2.0 EQ01.1 03/18/04 12:21 / db

RADIONUCLIDES - TOTAL

Thorium 228 1.4 pCifg-dry 0.1 5907.0; 03/25/04 10:30 / ph
Thorium 228 precision () 0.3 pCifg-dry EQ07.0: 03/26/04 10:30 / ph
Thorium 230 71 pCifg-dry 0.1 ES07.0! 03/25/04 10:30 / ph
Thorium 230 precision (¥} 0.8 pCilg-dry ES07.0 03/25/04 10:30 / ph
Thorium 232 17 pCilg-dry 0.1 EQD7.0. 03/25/04 10:30 / ph
Thorium 232 precision (£) 0.4 pCi/g-dry E907.0 03/25/04 10:30 / ph
Report RL - Analyte reparting limit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality control limit. ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# CO4030459R2 Fage



ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82601) - RO. Box 3258 - Casper, WY 82602
Toll Free 888.235.0515 + 307.235.0515 + Fax 307.234,1639 « casper@energylab.com * www. anergyiab.com

ENERGY

LABCGRATORIES

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client: SRK Consulting Report Date: 04/15/04
Project: Yerington Dust Study Collection Date: 03/03/04
Lab ID: C04030459-001 Date Received: 03/10/04
Client Sample ID:  TSA-A Matrix: Soil

MCL/
Analyses Result  Units Qual RL QCL  Method: Analysis Date / By
RADIONUCLIDES - TOTAL
Uranium 234 3.0 pCiflg-dry .1 E907.0 - 03/29/04 10:30/ ph
Uranium 234 precision (&) 0.3 pCi/g-dry E907.0 03/29/04 10:30 / ph
Uranium 235 ND pCifg-dry 0.1 EQ07.0 ¢ - 03/29/04 10:30 / ph
Uranium 238 23 pCifg-dry 0.1 ES07.0 ¢ 03/29/04 10:30/ ph
Uranium 238 precision (*) 0.2 pCifg-dry E907.0 03/28/04 10:30/ ph
Report RL - Analyte reporting limit. MCL - Maximum contaminant jevel.
Definitions:  QCL - Quality control limit. ND - Not detected at the reporting limit.

Track# CO40304B9R2 FPage



ENERGY LABORATORIES, INC. - 2393 Salt Cresk Highway (826071} « F.O. Box 3258+ Casper, WY 82607
Toll Free 888.235.0515 « 307.235.0515 « Fax 307.234,1639 + casper energyiab.com « www.ensrgyiab.com

ENERGY

LABGRATORIES

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client:  SRK Consulting Report Date: 04/15/04
Project: Yerington Dust Study Collection Date: 03/03/04
Lab ID: C04030459-002 Date Received: 03/10/04
Client Sample ID: TSA-B Matrix: Soil

MCL/ _
Analyses Result Units Qual RL QCL  Method: Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
No. 20 Sieve, Passed 89.3 % 1.0 ASA15-2 03/17/04 10:10/ Imh
No. 20 Sieve, Retained 10.7 % 1.0 ASA15-2 03/17/04 10:10 / Imh
No. 40 Sieve, Passed 78.6 % 1.0 ASA156-2 03/17/04 10:10 / Imh
No. 40 Sieve, Retained 21.4 % 1.0 ASA15-2 03/17/04 10:10 / Imh
No. 60 Sieve, Passed 701 % 1.0 ASA15-2 03/17/04 10:10 / imh
No. 60 Sieve, Retained 239 % 1.0 ASA15-2 03/17/04 10:10 /Imh
No. 100 Sieve, Passed 462 % 1.0 ASA15-2 03/17/04 10:10/ Imh
No. 100 Sieve, Retained 538 % 1.0 ASA15.2 03/17/04 10:10/ Imh
No. 140 Sieve, Passed 280 % 1.0 ASA15-2 03/17/04 10:10 / Imh
No. 140 Sieve, Retained 72.0 % 1.0 ASA15-2 03/17/04 10:10/ Imh
No. 200 Sieve, Passed 224 % 1.0 ASA15-2 03/17/04 10:10 / Imh

No. 200 Sieve, Retained 77.6 % 1.0 ASA15-? 03/17/04 10:10 / Imh

PARTICLE SIZE ANALYSIS / TEXTURE

Clay 17 % 1.0 ASA15-5 03/18/04 09:00 / Imh
Sand 45 % 1.0 ASA15-5 03/18/04 09:00 / Imh
silt 38 % 1.0 ASA15-5 03/18/04 09:00 / Imh
Texture L 1.0 ASA15-5 03/18/04 09:00 / Imh

PHYSICAL PROPERTIES :
Density 2.9 glee 0.1 E1108 | 03/18/04 08:00 / Imh

Maisture 17.7 % 0.1 USDA26 03/12/04 15:00 / Imh

METALS - TOTAL

Aluminum 10800 mglkg-dry 2.5 SW6E0108 03/22/04 1331/ ¢cp
Antimony ND mg/kg-dry 0.50 SWe020 03/23/04 05:32 / bws
Arsenic 2.53 mg/kg-dry D 0.86 swe020 03/23/04 05:32 / bws
Barium 105 mg/kg-dry D 1.4 SW602¢ 03/23/04 05:32 / bws
Beryllium ND  mg/kg-dry D 0.65 Swe020 03/23/04 05:32 / bws
Boron ND mg/kg-dry 5.0 SWe010B 03/22/04 14:15 / cp
Cadmium ND mg/kg-dry D 0.66 SWGOZQJ 03/23/04 05:32/ bws
Calcium 11100 mg/kg-dry 50 SWe01t QB 03/22/04 14:15 / cp
Chromium 11.2  mg/kg-dry D 0.97 SWE020 03/23/04 05:32 / bws
Cobalt 436  mg/kg-dry 0.50 SW6020 03/23/04 05:32  bws
Copper 211 mg/kg-dry o 0.60 SWBOZ@ 03/23/04 05:32 / bws
Iron 36700 mgrkg-dry 25 SWE016B 03/22/04 13:31 / cp
Lead 2.88 mg/kg-dry 0.50 SW8020 03/23/04 05:32 / bws
Magnesium 4700 mg/kg-dry 50 SW60108 03/22/04 1415/ cp
Report RL - Analyte reperting limit. MCL. - Maximum contaminant level.

Definitions:  QCL - Quality control limit, ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# C0O04030459RZ rFage



===y ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82601) - FO. Box 5258 + Caspar, WY 82602
Toll Free 858.235.0515 + 307.295.0515 - Fax 307.234.1639 - casper@energylab.com - www.energylab.com

LABORATORY ANALYTICAL REPORT :
Revised Date: 08/31/04

Client: SRK Consulting Report Date: 04/15/04
Project: Yerington Dust Study . Collection Date: 03/03/04
Lab ID: C040304595-002 Date Received: 03/10/04
Client Sample ID: TSA-B Matrix: Soil

MCL/ :
Analyses Result Units Qual RL QCL Method Analysis Date / By
METALS - TOTAL :
Manganese . 71.5 mg/kg-dry 0.50 SWe020 03/23/04 05:32 / bws
Mercury ND mg/kg-dry 0.1 SW747:1A 03/19/04 18:36 / sml
Molybdenum 7.16 mg/kg-dry 0.50 SWe020 03/23/04 05:32 / bws
Nickel 6.97 mg/kg-dry D 0.83 SWSDZO 03/23/04 05:32 / bws
Potassium 3740  mglkg-dry 50 SwWe010B 03/22/04 14:15 / cp
Selenium ND mg/kg-dry D 29 swsozp 03/23/04 05:32 / bws
Silver ND mgfkg-dry D 0.63 SW6020 03/23/04 05:32 / bws
Sodium 1600  mglkg-dry 50 SWB010B 03/22/04 14:15 / cp
Thallium ND mg/kg-dry 0.50 SW602D 03/23/04 05:32 / bws
Vanadium 34.7 mg/kg-dry .50 SW602D 03/23/04 05:32 / bws
Zine 17.6 mg/kg-dry 0.50 SW6020 03/23/04 05:32 / bws

RADIONUCLIDES - GAMMA

Gross Gamma 41.2 pCi/g-dry 2.0 EQ01.1 03/19/04 12:21/db
Gross Gamma precision (&) 2.8 pCilg-dry ES01.1 03/19/04 12:21 / db
Agctinium 228 ND pCilg-dry 20 E901.1§ 03/19/04 12:21/db
Bismuth 214 38 pCifg-dry 2.0 E901.1: 03/19/04 12:21 /db
Bismuth 214 precision (£} 0.3 pCifg-dry ES01.1: 03/19/04 12:21 /db
Lead 212 2.1 pCi/g-dry 2.0 ES01.1: 03/19/04 12:21 /db
Lead 212 precision (1) 0.1 pCirg-dry ES01.1: 03/10/04 12:21 /db
Lead 214 4.5 pCiIg—dry 2.0 ES01.1 03/19/04 12:21/db
Lead 214 precision () 0.4 pCifg-dry E901.1 03/19/04 12:21 /db
Potassium 40 30.8 pCi/g-dry 2.0 EQO1.1; 03/19/04 12:21 [ db
Potassium 40 precision (1) 2.0 pCifg-dry E901.1: 03/19/04 12:21 /1 db
Radium 223 ND pCilg-dry 20 E901.1; 03/19/04 12:21 / db
Radium 224 ND pCi/g-dry 2.0 5901.1; 03/19/04 12:21 / db
Radium 226 3.8 pCilg-dry 2.0 E901.1: 03/19/04 12:21 / db
Radium 2286 precision (t) 0.3 pCilg-dry E901.1; 03/19/04 12:21 / db
Radium 228 ND pCifg-dry 2.0 ES201.1° 03/19/04 12:21 / db

Thorium 234 ND pCi/g-dry 2.0 E901.1: 03/19/04 12:21/db

RADIONUCLIDES - TOTAL

Therium 228 1.2 pCifg-dry 0.1 E907.0: 03/25/04 10:30 / ph
Therium 228 precision () 0.3 pCifg-dry E907.0: 03/25/04 10:30 / ph
Thorium 23@¢ 6.0 pCi/g-dry 0.1 E907.0§ 03/25/04 10:30 / ph
Thorium 230 precision (£} 0.6 pCi/g-dry E907.0: 03/25/04 10;30 / ph
Thorium 232 1.4 pCifg-dry 0.1 ES07.0 03/25/04 10:30 / ph
Thorium 232 precision () 0.3 pCifg-dry ES07.0 03/25/04 10:30/ ph
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality control limit. ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# CO4030459R2 Fage



LABGRATORIES |

ENERGY

ENERGY LABORATORIES, INC. - 2393 Saft Creok Highway (52601) » EO. Box 3256 + Casper, WY 62602
ol Free 888.255.0515 » 307.235.0515 « Fax 307.234.1639 - casper@energylab.com - www.energylab.com

LABORATORY ANALYTICAL REPORT

Revisedé Date:

08/31/04

Client: SRK Consulting Report Date: 04/15/04
Project: Yerington Dust Study Collection Date: 03/03/04
Lab ID: C04030459-002 Date Received: 03/10/04
Client Sample ID: TSA-B Matrix: Soil

MCL/ i
Analyses Result Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL :
Uranium 234 25 pCilg-dry 0.1 E207.0 - 03/29/04 10:30/ ph
Uranium 234 precision (t} a3 pCi/g-dry ES07.0 03/29/04 10:30/ ph
Uranium 235 ND pCi/g-dry 0.1 . E®070 03/29/04 10:30/ ph
Uranium 238 20  pCilg-dry 0.1 E907.0 . 03/28/04 10:30 / ph
Uranium 238 precision () 0.2 pCi/g-dry EQ07.0 03/29/04 10:30/ ph

Report
Definitions:

RL - Analyte reporting limit.
QCL - Quality control limit.

MCL - Maximum contaminant level,

ND - Not detected at the reporting limit.

Track# C0O403C459R2 Pape



ENERGY LABORATORIES, INC. + 2393 Salf Creek Highway (82601) - FO. Box 3258 + Casper, WY 82602
Toll Free 888 235.0515 + 307.235.0515 + Fax 307.254.1639 + casper@energylab.com --www.energyiab.com

ENERGY,

LABCGRATORIES

LABORATCRY ANALYTICAL REPORT
Revised Date: 08/31/04

Client:  SRK Consulting Report Date: 04/15/04
Project: Yerington Dust Study ' Collection Date: 03/04/04
Lab ID: C04030459-003 Date Received: 03/10/04
Client Sample ID: TSA-C lvj;[atrix: Soil

MCL/ .
Analyses Result Units Qual RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
No. 20 Sieve, Passed 91.1 % 1.0 ASA1 5-<:2 03/17/04 10:10/ Imh
No. 20 Sieve, Retained 8.9 % 1.0 ASA15—§2 03/17/04 10:10 / Imh
No. 40 Sieve, Passed 78.7 % 1.0 ASA152 03/17/04 10:10 / Imh
No. 40 Sieve, Retained 21.3 % 1.0 ASA152 03/17/04 10:10/ Imh
No. 80 Sleve, Passed 55.4 Y% 1.0 ASA1 5-?2 03/17/04 10:10 / Imh
No. 60 Sieve, Retained 348 % 1.0 ASA15-2 03/17/04 10:10/ Imh
No. 100 Sieve, Passed 390 % 1.0 ASA15-2 03/17/04 10:10/ Imh
No, 100 Sieve, Retained 610 % 1.0 ASA15—f2 03/17/04 10:10/ Imh
No. 140 Sieve, Passed 24,5 % 1.0 ASA1 5-52 03/17/04 10:10 / Imh
No. 140 Sieve, Retained 755 % 1.0 ASA15-2 03/17/04 10:10 / Imh
Na. 200 Sieve, Passed 20.6 % 1.0 ASA15-2 03/17/04 10:10/ Imh

No, 200 Sieve, Retained 794 % 1.0 ASA15-2 03/17/04 10:10 / Imh

PARTICLE SIZE ANALYSIS / TEXTURE

Clay 13 Yo 10 ASA1 5-55 03/18/04 09:00 / Imh
Sand 53 % 1.0 ASA15-5 03/18/04 09:00 / Imh
Siit 34 % 1.0 ASA16-5 03/18/04 09:00/ Imh
Texture : SL 1.0 ASA155 03/18/04 09:00/ Imh

PHYSICAL PROPERTIES .
Density 25 g/ce 0.1 E1109 03/18/04 08:00 / Imh

Moisture 13.9 % 0.1 USDA2E 03/12/04 15:00 / Imh

METALS - TOTAL ;
Aluminurm 12800 mg/kg-dry - 25 SW8B010B (03/22/04 13:34 / cp

Antimony ND mg/kg-dry 0.50 SWSOZD (3/23/04 05:39 / bws
Arsenic 546  mg/kg-dry D 0.86 SW602D 03/23/04 05:39 / bws
Barium 105 mg/kg-dry o 1.4 SWe020 03/23/04 05:39 / bws
Beryllium ND  mo/kg-dry D 0.65 SWe02D 03/23/04 05:39 / bws
Boron ND mg/kg-dry 5.0 SWGOTbB 03/22/04 14:18 fcp
Cadmium ND  mg/kg-dry D 0.66 SW6020 03/23/04 05:39 / bws
Calgium 9160  mg/kg-dry 50 SW601bB 03/22/04 14:18 / cp
Chromium 16.4 mg/kg-dry D 0.97 SWGOZiO 03/23/04 05:39 / bws
Cobalt 5.45 mo/lkg-dry 0.50 SWEQ20 03/23/04 05:39 / bws
Copper : 303 myg/kg-dry D 0.80 SW602:0 03/23/04 05:39 / bws
Iron 37000  mgl/kg-dry 2.5 SW601DB 03/22/04 13:34 / cp
L.ead 3.45 mg/kg-dry 0.50 SWESDED 03/23/04 05:39/ bws
Magnesium 7120 mgikg-dry 50 SWB010B 03/22/04 14:18/ cp
Report RL - Analyte reporting limit. MCL - Maximum contaminant:level.

Deftnitions:  QCL - Quality control limit. ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# C0O040204528R2 Page



ENERGY

LARORATORIES |

ENERGY LABORATORIES, INC. « 2393 Sait Creek Highway (82607) «RO Box 3253. . Géspec WYy 82602
Toll Froe 888.235.0515 « 307.235.0515 - Fax 307.234.1639 + casper@energylab.com ~www.enelgylab.com

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client; SRK Consulting Report Date: 04/15/04
Project: Yerington Dust Study Collection Date: 03/04/04
Lab ID:  C04030459-003 Date Received: 03/10/04
Client Sample ID: TSA-C Matrix: Soil

MCL/ :
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL ;
Manganese 86.1 mg/kg-dry 0.50 SWe6020 03/23/04 05:39 / bws
Mercury ND  mglkg-dry 0.1 SWT7474A 03/19/04 18:38 / sml
Malybdenum 6.50 mg/kg-dry 0.50 SW602(;) 03/23/04 05:39 / bws
Nickel 10.4 mg/kg-dry D 0.93 SWBOZ@ 03/23/04 05:39 / bws
Potassium 3810 mag/kg-dry 50 SW6E01 @B Q3/22/04 14:18 / cp
Selenium ND mg/kg-dry D 2.9 SWE020 03/23/04 05:38 / bws
Silver ND mg/kg-dry 0.50 SWE020 03/23/04 05:39 / bws
Sodium 1240  mg/kg-dry 50 SW8&010B 03/22/04 14:18 / cp
Thallium ND mg/kg-dry 0.50 SW602Q (03/23/04 05:39 / bws
Vanadium 43.9 mg/kg-dry 0.50 SWBOZQ 03/23/04 05:39 / bws

Zing 228 mg/kg-dry 0.50 SW6020 03/23/04 05:39 / bws

RADIONUCLIDES - GAMMA

Gross Gamma 40.0 pCi/g-dry 2.0 E901.1 - 03/19/04 12:21 / db
Gross Gamma precision (&) 26 pCilg-dry - EQQt.1 . 03/19/04 12:21 / db
Agtinium 228 ND pCifg-dry 2.0 E901.1 03/19/04 12:21/db
Bismuth 214 29 pCi/g-dry 20 ESO1.1- 03/19/04 12:21 /db
Bismuth 214 precision (1) 0.4 pCiig-dry ES01.1 03/19/04 12:21 /db
Lead 212 26 pCifg-dry 2.0 E901.1° 03/19/04 12:21 /1 db
Lead 212 precision {) 0.1 pCilg-dry ESQ01.1. 03/19/04 12:21 / db
Lead 214 34 pCilg-dry 2.0 E901.1: 03/19/04 12:21 / db
Lead 214 precision () 0.2 pCifg-dry EQ01.1 03/19/04 12:21 /db
Potassium 40 311 pCi/g-dry 2.0 £901.1° 03/19/04 12:21 / db
Potassium 40 precision (&) 1.9 pCilg-dry . ES01.1° 03/19/04 12:21 / db
Radium 223 ND pCilg-dry 2.0 £901.1 03/19/04 12:21/ db
Radium 224 ND pCifg-dry 2.0 E901.1 03/18/04 12:21/db
Radium 226 29 pCilg-dry 2.0 E£901.1 03/19/04 12:21/db
Radium 226 precision (&) 0.4 pCifg-dry E901.1 03/19/04 12:21/db
Radium 228 ND pCi/g-dry 2.0 E901.1 03/19/04 12:21/ db
Thorium 234 ND pCi/g-dry 2.0 ESD1.1: 03/19/04 12:21/ db

RADIONUCLIDES - TOTAL

Thorium 228 1.9  pCiig-dry - 0.1 E907.0: 03/25/04 10:30 / ph
Therium 228 precision (1) 0.4 pCiig-dry EQ07.0- 03/25/04 10:30 / ph
Thorium 230 8.8 pCifg-dry 0.1 ESQ7.0 03/25/04 10:30 / ph
Thorium 230 precision (it} 0.8 pCilg-dry E907.0 03/25/04 10;30 / ph
Thorium 232 2.0 pCilg-dry 0.1 EQ07.0 03/25/04 10:30 / ph
Thorium 232 pracision (1) 0.4 pCi/g-dry FQ07.0 03/25/04 10:30 / ph
Report RL - Analyle reporting limit. MCL - Maximum contaminant level,

Definitions:  QCL - Quality control limit. ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# C04030459RZ2 FPage



ENERGY LABORATORIES, INC. - 2393 Bait Crask Highway (82607) - FO. Box 3258 + Casper, WY 82602
70/l Free 888.235.0515 - 307.235.0515 « Fax 307.234.1639 + casper@energyiab.com * www.energylab.com

ENERGY

LABGRATORIES |
LABORATORY ANALYTICAL REPORT o

: RevisedDate: 08/31/04
Client:  SRK Consulting Report|Date: 04/15/04
Project: Yerington Dust Study Collection Date: 03/04/04
Lab ID: C04030459-003 Date Reckived: 03/10/04
Client Sample ID: TSA-C Matrix: Soil

MCL/

Analyses Result Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL
Uranium 234 34  pCilg-dry 0.1 £907.0 03/29/04 10:30 / ph
Uranium 234 precision (£} 0.3 pCi/g-dry ES07.0 03/29/04 10:30 / ph
ranium 235 ND pCifg-dry 0.1 EQ07.0 03/29/04 10:30 / ph
Uranium 238 2.7 pCi/g-dry 0.1 EZ07.0 03/29/04 10:30 / ph
Uranium 238 precision (&) 0.3 pCifg-dry ES07.0 03/29/04 10:30 / ph
;;;;-i RL - Analyte reporting limit. ' MCL - Maximum contaminant:ievel.
Definitions:  QCL - Quality control limit. ND - Not detected at the reporting imit.

Track# CO4030452R2 FPage
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ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82601) - RO. Box 3258 + Casper, WY 82602
Toll Free 888.235.0515 - 307.235.0515 + Fax 307.234, 1639 - casper@energylab.com -gwwmenergymb. com

LABORATORY ANALYTICAL REPORT
Revisedl Date: 08/31/04

Client:  SRK Consulting Report Date: 04/15/04
Project: Yerington Dust Study Collectionf Date: 03/04/04
Lab ID: C04030439-004 Date Reéeived: 03/10/04
Client Sample ID: TSA-D I\jiatrix: Soil

: MCL/ !
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE .
No. 20 Sieve, Passed 98.3 % 1.0 ASA15-2 03/18/04 08:00 / Imh
No. 20 Sieve, Retained 17 % 1.0 ASA‘|5-‘{2 03/18/04 08:00 / Imh
No. 40 Sieve, Passed 913 Yo : 1.0 ASA15-‘;? 03/18/04 08:00/ Imh
No. 40 Sieve, Retained 8.7 % 1.0 ASA15—:2 03/18/04 08:00/ Imh
No. 60 Sieve, Passed 65.1 % 1.0 ASA15-$ 03/18/04 08:00 / Imh
No. 60 Sieve, Retained 349 % 1.0 ASA15-2 03/18/04 08:00 / Imh
No. 100 Sieve, Passed 256 % 1.0 ASA15-¢ 03/18/04 08:00/ Imh
No. 100 Sieve, Retained 74.4 % 1.0 ASA15-2 03/18/04 08:00 / Imh
No. 140 Sieve, Passed 14.0 % _ 1.0 ASA15-# 03/18/04 08:00 / Imh
No. 140 Sieve, Retained 86.0 % 1.0 ASA15-2 03/18/04 08:00/ Imh
No. 200 Sieve, Passed 124 % 1.0 ASA15-2 03/18/04 08:00 / Imh

Mo. 200 Sieve, Retainsd 87.6 % 1.0 ASA1 5—? 03/18/04 08:00 / Imh

PARTICLE SIZE ANALYSIS / TEXTURE :

Clay 7 % 1.0 ASA15-5 03/18/04 09:00 / Imh
Sand 77 % 1.0 ASA15-5 03/18/04 09:00 / Imh
Silt 16 % 1.0 ASA15-8 03/18/04 02:00 / Imh
Texture SL 1.0 ASA15-5 03/18/04 02:00 / Imh

PHYSICAL PROPERTIES
Density 25 gfce ' 0.1 E1408 03/18/04 08:00/ Imh

Moisture 9.9 % 0.1 USDA2§, 03/12/04 15:00 / Imh

METALS - TOTAL

Aluminum 9780  mg/kg-dry 2.5 SwWe010B8 03/22/04 13.36 / cp
Antimony ND mg/kg-dry 0.50 SW6020 03/23/04 05:46 / bws
Arsenic 3.50 ma/kg-dry D D.86 SW6E020 03/23/04 05:46 / bws
Barium @0.2 mg/kg-dry D 1.4 SWE020 03/23/04 05:46 / bws
Beryllium ND mg/kg-dry D 0.65 SWe6020 03/23/04 05:46 / bws
Boron ND mg/kg-dry 5.0 sweg1oe 03/22/04 14:29 / cp
Cadmium NDO mg/kg-dry D 0.66 SW8B020 03/23/04 05:45 / bws
Calcium 13500 mg/kg-dry 50 SwWe010B 03/22/04 14:29 / cp
Chromium 16,9 mo/ka-dry D 0.97 SW6020 03/23/04 05:46 / bws
Cobalt 4.47 mg/kg-dry 0.50 SWe6020 03/23/04 0546 / bws
Copper 339 mo/kg-dry - D 0.54 SWe020 03/23/04 05:46 / bws
Iron 42400 mg/kg-dry 2.5 SW6E010P 03/22/04 13;36 / ¢cp
Lead 262  mglkg-dry 0.50 SW8020| 03/23/04 05:46 / bws
Magnesium 5760 mg/kg-dry 50 SWeM 0§3 03/22/04 14:29/cp
Report RL - Analyte reporting limit. MCL - Maximum contaminant fevel.

Definitions:  QCL - Quality contro! limit. ND - Nat detected at the reporting limit.

D - RL increased due to sample matrix interference,

Track# CO40230459R2 Page
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LABORATORIES

ENERGY LABORATORIES, INC. - 2393 Salt Creok Highway (82601) - RO. Box 3258 + Casper, WY 82602
Toll Free 888.235.0515 + 307.235.0515 + Fax 307.234.1639 + casper@anergylab.com “wwiv.energylab.com

Client: SRK Consulting

Project: Yerington Dust Study

Lab ID: C04030459-004
Client Sample ID: TSA-D

LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04

Repor!F Date: 04/15/04

Collection Date: 03/04/04

Date Reteived: 03/10/04
Matrix: Soil

MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 67.6 malkg-dry 0.50 SWe020 03/23/04 0546 / bws
Mercury ND mafkg-dry 0.1 SW7471A 03/19/04 18:43 / sml
Molybdenum 7.73 malkg-dry 0.50 SW6020 03/23/04 05:46 / bws
Nickel 8.83 mg/kg-dry D 0.93 SWe020 03/23/04 05:46 / bws
Potassium 3710  mg/kg-dry 50 SWs50108 03/22/04 14:29 / cp
Selenium ND mg/kg-dry D 2.9 SWB020 03/23/04 05:46 / bws
Silver ND ma/kg-dry D 0.63 SW8B0290 03/23/04 05:46 / bws
Sodium 1840 mg/kg-dry 50 SWeo1dB 03/22/04 14:29 / cp
Thallium ND myg/kg-dry 0.50 SWe020 (03/23/04 05:46 / bws
Vanadium 39.0 mg/kg-dry 0.50 SW6020 03/23/04 05:46 / bws
Zinc 16.8 mgfkg-dry 0.50 SWE020 03/23/04 05:46 / bws
RADIONUCLIDES - GAMMA
Gross Gamma 34.4 pCifg-dry 2.0 E901.1 03/19/04 12:21 / db
Gross Gamma precision (1) 2.4 pCilg-dry E901.1 03/19/04 12:21 / db
Actinium 228 2.3 pCifg-dry 2.0 E901.1 03/19/04 12:21 / db
Actinium 228 precision () 0.2 pCi/g-dry E901.1 03/19/04 12:21 / db
Bismuth 214 24 pCilg-dry 2.0 E901.1 03/19/04 12:21/db
Bismuth 214 precision (&) Q.2 pCi/g-dry E901.1 (03/19/04 12:21/db
Lead 212 2.0 pCifg-dry 2.0 E901.1 03/19/04 12:21 / db
Lead 212 precision (+) 0.1 pCifg-dry , E901.1 03/19/04 12:21 / db
l.ead 214 3.0 pCifg-dry 2.0 ES01.1 03/19/04 12:21 / db
Lead 214 precision (+) 0.2 pCifg-dry £901.1 03/19/04 12;21 /db
Potassium 40 248 pCifg-dry 2.0 E901.1 03/19/04 12:21 fdb
Potassium 40 precision (X} 1.6 pCifg-dry E901.1 03/19/04 12:21 I db
Radium 223 ND pClg-dry 2.0 E901.1 03/19/04 12:21 /db
Radium 224 ND pCilg-dry 2.0 E901.1 03/19/04 12:21 / db
Radium 226 2.4 pCi/g-dry 2.0 E901.1 03/19/04 12:21/db
Radium 226 precision {(t) 0.2 pCi/g-dry E901.1 03/19/04 12:21 / db
Radium 228 2.3 pCifg-dry 2.0 EQ01.1 03/19/04 12:21/db
Radium 228 precision (1) 0.2 pCifg-dry ES01.1 03/19/04 12:21 / db
Thorium 234 ND pCi/g-dry 2.0 E901.1 03/18/04 12:21/db
RADIONUCLIDES - TOTAL
Thorium 228 1.4 pCilg-dry 0.1 EQ07.0 03/25/04 10:30 / ph
Thorium 228 precision () 0.3 pCilg-dry ES07.0 03/25/04 10:30 / ph
Thorium 230 57 pCilg-dry 0.1 EQ07.0 03/25/04 10:30/ ph
Thorium 230 precision (1) 0.6 pCi/g-dry EQ07.0 5 Q3/25/04 10:30 / ph

Report RL - Analyte reporting limit.
Definitions:  QCL - Quality control limit.

D - RL increased due to sample matrix interference.

MCL - Maximum contaminant Ifevel.
ND - Not detected at the repording limit.
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ENERGY LABORATORIES, INC. - 2393 Sal Creek Highway (82601) + PO. Box 325,
Toll Free 888.235.0515 + 307.235.0515 + Fax 307.234.1639 + casper@energyiab.com

¥« Casper, WY 82602
www. enefgylab.com

LABORATORY ANALYTICAL REPORT

Revised Date:

08/31/04

Client: SRK Consulting Report Date: 04/15/04
Project: Yerington Dust Study Collection Date: 03/04/04
Lab ID: C04030459-004 Date Redeived: 03/10/04
Client Sample ID: TSA-D Matrix: Soil

MCL/
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL
Thorium 232 1.4  pCilg-dry 0.1 E907.0 03/25/04 10:30 / ph
Thorium 232 precision (£} 0.3 pCifg-dry E907.0 03/25/04 10:30/ ph
Uranium 234 27 pCilg-dry 0.1 E907.0 03/29/04 10:30 / ph
Uranium 234 precision () 0.3 pCifg-cry ESQ7.0 03/29/04 10:30/ ph
Uranium 235 ND  pCifg-dry 0.1 ES07.0 03/29/04 10:30 / ph
Uranium 238 2.4 pCi/g-dry 0.1 ES07.0 03/28/04 10:30 / ph
Uranium 238 precision (£} 0.2 pCi/g-dry ES07.0 03/29/04 10:30/ ph

Report
Definitions:

RL - Analyte reporting limit.
QCL - Quality control limit,

MCL - Maximurn ¢ontaminant l¢

pvel,

ND - Not detected at the reporting limit.

Track# CD4030459RZ2
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ENERGY LABORATORIES, INC. - 2393 Saft Creek Highway (82601) + PO. Box 3258 + Casper, WY 82602
1o/l Free 888.235.0515 - 307.235.0515 - Fax 307.234.1639 « casper@energyiab.com  www.energylab.com

ENERGY,

L ABORATORIES §

LABORATORY ANALYTICAL REPORT
Revised Date; 08/31/04

Client: SRK Consulting Report Date: 04/15/04
Project: Yerington Dust Study _ Collection Date: 03/04/04
Lab ID: (C04030459-005 Date Re{f:eived: 03/10/04
Client Sample ID: TSA-E Matrix: Soil
MCL/
Analyses Result  Units Qual RL. QCL.  Method Analysis Date / By

PARTICLE SIZE ANALYSIS / SIEVE :
No. 20 Sieve, Passed 55.2 % 1.0 ASA15-

4 03/18/04 08:00 / Imh
No. 20 Sieve, Retained 44.8 % 1.0 ASA15-2 03/18/04 08:00 / imh
No. 40 Sieve, Passed 37.8 % 1.0 ASA15.2 03/18/04 08:00 {/ Imh
No. 40 Sieve, Retained 62.2 % 1.0 ASA15-2 03/18/04 08:00 / Imh
No. 80 Sieve, Passed 286 % 1.0 ASA15-2 03/18/04 08:00 / Imh
No. 60 Sieve, Retained 71.4 % 1.0 ASA15-2 03/18/04 08:00 / Imh
No. 100 Sieve, Passed 20.4 % 1.0 ASA15-2 03/18/04 0B:00 / Imh
Na. 100 Sieve, Retained 798 % 1.0 ASA15-2 03/18/04 08:00 / imh
MNo. 140 Sieve, Passed 12.5 % 1.0 ASA15-2 03/18/04 0D8:00 / imh
No. 140 Sieve, Retained 87.5 % 1.0 ASA15-2 03/18/04 08:00 / Imh
No. 200 Sieve, Passed _ 10.9 % 1.0 ASA15-2 03/18/04 08:00 / Imh
MNa. 200 Sieve, Retained 891 % . 1.0 ASA15-2 (3/18/04 08:00 / Imh

PARTICLE SIZE ANALYSIS  TEXTURE

Clay 13 % 1.0 ASA15-§ 03/18/04 09:00/ Imh
Sand 65 % 1.0 ASA15-5 03/18/04 09:00/ Imh
Silt 22 Y 1.0 ASA15-5 03/18/04 09:00 / Imh
Texture SL 1.0 ASA15-5 03/18/04 08:00 / Imh

PHYSICAL PROPERTIES
Density : 2.2 gfcc 0.1 E1109 03/18/04 08:00 / Imh

Maisture 18.2 % 0.1 USDAZ6 03/12/04 15:00/ Imh

METALS - TOTAL

Aluminum 15300  my/kg-dry 2.5 SWE010B 03/22/04 13:39 / cp
Antimony 1.47 ma/kg-dry 0.50 SW&020 03/26/04 02:15 / bws
Arsenic 75.4 mg/kg-dry D 0.86 SW6020 03/26/04 02:15 / bws
Barium ) 82.6 mglkg-dry 0.50 SW6020 03/26/04 02:15 / bws
Beryllium ND mg/kg-dry 0.50 SWe020 03/28/04 04:58 / bws
Boron 9.0 my/kg-dry 5.0 SWeo108 03/22/04 14:32 / cp
Cadmium 0.76 mg/kg-dry D 0.66 SW6020 03/26/04 02:15 / bws
Calcium 11000 mg/kg-dry 50 SWE0108 03/22/04 14:32 / cp
Chromium 16.1 ma/kg-dry 0.80 SWE020 03/28/04 04:58 / bws
Cobalt ND mg/kg-dry 0.50 SWE020 03/28/04 04:58 / bws
Copper 551 mafkg-dry D 0.60 SW6020 03/26/04 02:15 / bws
fron 118000 mg/kg-dry 2.5 SWe010B 03/22/04 13:39 /cp
Lead . 820 mg/kg-dry 0.50 SWB020 03/26/04 02:15 / bws
Magnesium 1490 mg/kg-dry 50 SWED108 03/22/04 14:32 / cp
Report REL - Anaiyte reporting limit. MCL - Maximum contaminant Ielvel.

Definitions:  QCL - Quality control limit. ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# CO04030459R2 FPage



ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82601) + FO. Box 3258 + Casper. WY 82602
Toll Free 888.235.0515 « 307.235.0515 + Fax 307.234.1639 - casper@energyiab.com | www.anergylab. com

ENERGY

LABORATORIES

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client: SRX Consulting Report Date: 04/15/04
Project: Yerington Dust Study Collection Date: 03/04/04
Lab ID: C04030459-005 Date Redeived: 03/10/04
Client Sample ID: TSA-E Matrix: Soil

MCL/
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 4.96 mg/kg-dry 0.50 SWe024 03/28/04 04:58 / bws
Mercury 0.4  malkg-dry 0.1 SW7471A 03/19/04 18:45 / smi
Molybdenum 92.8 mafkg-dry 0.50 SwW6e020 03/26/04 02:15 / bws
Nickelt 0.66 mg/kg-dry 0.50 SWe020 03/28/04 04:58 / bws
Potassium 4140  mg/kg-dry 50 SWe6010B 03/22/04 14:32 / cp
Selenium ND mg/kg-dry D 2.9 SwWe029 03/26/04 02:15 / bws
Silver ND mg/kg-dry 0.50 SW6B020 03/28/04 04:58 / bws
Sodium 1500 mg/kg-dry 50 SWeo10B 03/22/04 14:32 / cp
Thallium ND mg/kg-dry 0.50 SWB020 03/26/04 02:15 / bws
Vahadium 1.37 mg/kg-dry 0.50 SWE020, 03/28/04 04:58 / bws
Zinc 12.2 mg/kg-dry 0.50 SWeB020) 03/26/04 02:15/ bws

RADIONUCLIDES - GAMMA

Gross Gamma 208 pCifg-dry 2.0 E901.1 03/19/04 12:21 /db
Gross Gamma precision (&) 10.3 pCifg-dry ‘ E901.1 03/19/04 12:21 / db
Actinium 228 53.5 pCifg-dry 2.0 E901.1 03/19/04 12:21/ db
Actinium 228 precision (&} 14 pCi/g-dry E901.1 03/19/04 12:21 / db
Bismuth 214 8.8 pCilg-dry 2.0 E901.1 - 03/19/04 12:21 / db
Bismuth 214 precision (£} 1.5 pCilg-dry ES01.1 03/19/04 12:21 /db
tead 212 56.5 pCifg-dry 2.0 E901.1 03/19/04 12:21/db
Lead 212 precision (%) 1.4 pCi/g-dry E901.1 03/19/04 12:21 / db
Lead 214 1.7 pCilg-dry 2.0 E901.1 03/19/04 12:21 / db
Lead 214 precision (£) 0.6 pCi/g-dry ES01.1 03/19/04 12:21 / db
Potassium 40 14.5 pCilg-dry 2.0 E201.1 03/19/04 12:21 / db
Potassium 40 precision () 2.1 pCilg-dry E901.1 03/18/04 12:21 / db
Radium 223 ND pCifg-dry 2.0 E901.1 03/19/04 12:21/ db
Radium 224 62.7 pCifg-dry 2.0 E901.1 03/19/04 12:21 / db
Radium 224 precision () 36 pCi/g-dry E901.1 03/19/04 12:21 / db
Radium 226 8.8 pCi/g-dry 2.0 EQ01.1 03/19/04 12:21 / db
Radium 226 precision (£} 1.2 pCilg-dry E901.1 03/19/04 12:21 / db
Radium 228 53.5 pCifg-dry 2.0 Eg01.1 03/19/04 12:21 / db
Radium 228 precision (1) 1.4 pCifg-dry E901.1 03/19/04 12:21 / db
Thorium 234 ND pCi/g-dry 2.0 E901.1 03/19/04 12:21/db

RADIONUCLIDES - TOTAL

Thorium 228 88 pCi/g-dry 0.1 ES07.0 03/25/04 10:30 / ph
Thorium 228 precision (1) 4.9 pCi/g-dry ES07.0 03/25/04 10:30 / ph
Thorium 230 505 pCilg-dry Q.1 E907.0 03/25/04 10:30 / ph
Thorium 230 precision (1) 12 pCifg-dry E907.0 03/25/04 10:30 / ph
Report Rl - Analyte reporting limit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality control limit. ND - Not detected at the reportifg timit.

D - RL increased due to sample matrix interference.

Track# CD4030458R2 Page



ENERGY,

L AGORATORIES

ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82607) « PO. Box 325
Toll Free 888.235.0515 - 307.235.0515 » Fax 307,234, 1639 + casper@energyiab.com

8« Casper, WY 82802
F www.energylab.com

LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Client:  SRK Consulting Report Date: 04/15/04
Project: Yerington Dust Study Collection Date: 03/04/04
Lab ID: C04030459-005 Date Received: 03/10/04
Client Sample ID; TSA-E Matrix: Soil

MCL/

Analyses Result  Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL :
Thorium 232 83 pCifg-dry .1 ES07.0 03/25/04 10:30 / ph
Thorium 232 precision (t) 4.7 pCifg-dry ES07.0 03/25/04 10:30/ ph
Uranium 234 81 pCifg-dry 0.1 E907.0 03/29/04 10:30 / ph
Uranium 234 precision (%) 1.7 pCil/g-dry E9Q7.0 03/28/04 10:30 / ph
Uranium 235 25 pCilg-dry 0.1 ES07.0 03/29/04 10:30 / ph
Uranium 235 precision (1) 0.3 pCifg-dry ES07.0 03/29/04 10:30 / ph
Uranium 238 G4 pCifg-dry 0.1 EQ07.0 03/29/04 10:30 / ph
Uranium 238 precision (4} 1.6 pCifg-dry EQ07.0 03/29/04 10;30 / ph

Report RL - Analyte reperting limit.
Definitions:  QCL - Quality contral limit,

MCL - Maximum contaminant level.

ND - Not detected at the reporting limit.

Track# CQ4030459R?2 rPage



ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (62601} - PO. Box 3258 - Casper, WY 82502
Toll Free 888.255.0515 - 307.235.0515 - Fax 307.234.1639 - casper@energylab.com www.energyiab.com

ENERGY,

LABORATORIES §
E

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client; SRK Consulting Report Date: 04/15/04
Project: Yerington Dust Study Caollection Date: 03/03/04
Lab ID: (C04030459-006 Date Re¢eived: 03/10/04
Client Sample ID: TSA-A-07-01 Matrix: Soil

MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
No. 20 Sieve, Passed 88.1 Yo . 1.0 ASA15-2 03/18/04 08:00 / lmh
No. 20 Sieve, Retained 11.9 % 1.0 ASA15-2 03/18/04 08:00 / Imh
No. 40 Sieve, Passed 694 % 1.0 ASA15-2 03/18/04 08:00 / imh
No. 40 Sieve, Retained 30.6 % 1.0 ASA15-2 03/18/04 08:00/ Imh
No. 60 Sieve, Passed 53.0 % 1.0 ASA15-2 03/18/04 08:00/ Imh
No. 80 Sieve, Retained 47.0 Y% 1.0 ASA15-2 03/18/04 08:00 / Imh
No. 100 Sieve, Passed 30.1 % 1.0 ASA15-4 03/18/04 08:00 / lmh
No. 100 Sieve, Retained 69.9 % 1.0 ASA15-2 03/18/04 08:00 / Imh
No. 140 Sieve, Passed 16.9 % 1.0 ASA15-2 03/18/04 08:00 / Imh
Neo. 140 Sieve, Retained 83.1 % 1.0 ASA15-2 03/18/04 08:00/ Imh
No. 200 Sieve, Passed 10.3 % 1.0 ASA15-2 03/18/04 08:00 / Imh
Na. 200 Sieve, Retained 88.7 Y% 1.0 ASA15-2 (3/18/04 08:00/ imh

PARTICLE SIZE ANALYSIS / TEXTURE

Clay 10 % 1.0 ASA15-5 03/18/04 09:00 / Imh
Sand 41 % 1.0 ASA15-5 03/18/04 09:00 / Imh
Siit 49 % 1.0 ABA15-5 03/18/04 09:00/ Imh
Texture L 1.0 ASA15-5 03/18/04 09:00 / Imh
PHYSICAL PROPERTIES

Density 2.2 glce 0.1 £1109 03/18/04 08:00/ Imh
Moisture 20.5 Y 0.1 USDAZ26 03/12/04 15:00 / Imh

METALS - TOTAL

Aluminum 4370 mg/kg-dry 2.5 SWE010E 03/22/04 13:42 / cp
Antimony ND mg/kg-dry Q.50 SWe020 03/26/04 02:22 / bws
Arsenic 2.09 mg/kg-dry D 0.86 SWE020 03/26/04 02:22 / bws
Barium : 47.4  mg/kg-dry 0.50 SW6020 03/26/04 02:22 / bws
Beryllium ND mg/kg-dry 0.50 SW6020 03/28/04 05:05 / bws
Boren 33.8 myg/kg-dry 5.0 SWa&0108 03/22/04 14:35 / cp
Cadmium ND mg/kg-dry D 0.66 SWe020 03/26/04 02:22 / bws
Calcium 67900 mg/kg-dry 50 SWea0108 03/22/04 14:35 / cp
Chromium 13.1 mg/kg-dry D 0.97 SW6020 03/26/04 02:22 / bws
Cobalt 3.43  mg/kg-dry 0.50 SWE020 03/26/04 02:22 / bws
Copper 225 mg/kg-dry D 0.60 SWe020 03/26/04 02:22 / bws
fron 115000 mg/kg-dry 25 SWE010B 03/22/104 13:42 / cp
Lead 3.32 mg/kg-dry 0.50 SW6020 03/26/04 02:22 / bws
Magnesium 1220 morkg-dry 50 SWE0108 03/22/04 14:35/ cp
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.

Definitions: QL - Quality control limi. ND - Not detected at the reporting fimit.

D - RL increased due to sample matrix interference,

Track# CO4030459R2 Page



ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (52601) - F O Box 3258 - Casper, WY 82602
Tol Free 888.235.0515 - 307.235.0515 « Fax 307.234.1639 + casper@energyiab.com + Wwww.energylab.com

e

LABORATORY ANALYTICAL REPORT
Revised |Date: 08/31/04

Client: SRK Consulting Report/Date: 04/15/04
Project: Yerington Dust Study Collection | Date: 03/03/04
Lab ID: C04030459-006 Date Received: 03/10/04
Client Sample ID: TSA-A-07-01 Miatrix: Soil

MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 43.6  mg/kg-dry 0.50 SWe6020 03/26/04 02:22 / bws
Mercury ND mg/kg-dry 0.1 SW7471A 03/19/04 18:48 / sml
Molybdenum 9.02 mg/fkg-dry 0.50 SW6020 03/26/04 02:22 / bws
Nickel ND mag/kg-dry 0.50 SW8020 03/2B/04 05:05 / bws
Potassium 6500  mg/kg-dry 50 SW6010B 03/22/04 14:35/ cp
Selenium ND mg/kg-dry D 2.9 SW6020 03/26/04 02:22 / bws
Silver ND mg/kg-dry 0.50 SWa020 03/28/04 05:05 / bws
Sodium 8260 mg/kg-dry 50 SWeo108 03/22/04 14:35 / cp
Thallium ND mg/kg-dry 0.50 SW6020 03/26/04 02:22 / bws
Vanadium 27.0 mg/kg-dry 0.50 SWi020 03/26/04 02:22 / bws
Zinc 4.98 mg/kg-dry 0.50 SWB020 03/26/04 02:22 / bws

RADIONUCLIDES - GAMMA

Gross Gamma 304  pCi/g-dry 2.0 E901.1 03/19/04 12:21 /db
Gross Gamma precision () 35 pCifg-dry E901.1 03/19/04 12:21/db
Actinium 228 5.0 pCifg-dry 20 E901.1 03/19/04 12:21/db
Actinium 228 precision (%) 1.0 pCifg-dry ESQ01.1 03/19/04 12:21/db
Bismuth 214 27 pCifg-dry 2.0 E901.1 03/19/04 12:21 / db
Bismuth 214 precision (t) 0.2 pCifg-dry E901.1 03/19/04 12:21 / db
Lead 212 25 pCifg-dry 2.0 E901.1 03/19/04 12:21 / db
Lead 212 precision (&) 0.2 pCifg-dry E901.1 03/19/04 12:21 / db
Lead 214 28 pCilg-dry 2.0 E901.1 03/19/04 12:21 / db
Lead 214 precision (&} 0.3 pCilg-dry E201.1 03/18/04 12:21 / db
Potassium 40 17.6 pCilg-dry 2.0 ES01.1 03/19/04 12:21/db
Potassium 40 precision (1) 1.8 pCifg-dry EZ01.1 03/19/04 12:21 / db
Radium 223 ND pCifg-dry 2.0 E801.1 03/19/04 12:21 / db
Radium 224 ND pCifg-dry 2.0 £901.1 03/19/04 12:21 / db
Radium 226 27 pCi/g-dry 2.0 E901.1 03/18/04 12:21 / db
Radium 226 precision (£} 0.2 pCi/g-dry E901.1 03/19/04 12:21 7 db
Radium 228 50 pCilg-dry 2.0 ES01.1 03/19/04 12:21 / db
Radium 228 precision () 1.0 pCilg-dry E801.1 03/19/04 12:21 / db
Thorium 234 N pCilg-dry 20 EQ01.1 03/19/04 12:21/db

RADIONUCLIDES - TOTAL

Thorium 228 12 pCifg-dry 0.1 EQ07.0 03/25/04 10:30/ ph
Thorium 228 precision (£) 0.3 pCifg-dry EQQ7.0 03/25/04 10:30/ ph
Thorium 230 6.7 pCifg-dry 0.1 EQQ7.0 03/25/04 10:30/ ph
Thorium 230 precision (&) 0.6 pCifg-dry E907.0 03/25/04 10:30 / ph
Repart RL - Analyte reporting limit. MCL - Maximum contaminant lejrel.

Definitions:  QCL - Quality control limit. ND - Not detected at the reportinig limit.

D - RL ircreased due to sample matrix interference.
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Client: SRK Consulting
Project: Yerington Dust Study
Lab ID: C04030459-006

Client Sample ID: TSA-A-07-01

LABORATORY ANALYTICAL REPORT

Revised
Report
Collection
Date Recg
M

Date:
Date:
Date:
ived:

Atrix:

08/31/04
04/15/04
03/03/04
03/10/04
Soil

MCL/

Analyses Result  Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL

Fhorium 232 1.1 pCifg-dry 0.1 £907.0 03/25/04 10:30 / ph
Thorium 232 precision () 03 pCifg-dry EQ07.0 03/25/04 10:30 / ph
Uranium 234 3.7 pCifg-dry 0.1 E907.0 03/29/04 10:30 / ph
Uranium 234 precision (%) 0.3 pCi/g-dry E9Q7.0 03/28/04 10:30 / ph
Uranium 235 0.1 pCi/g-dry 0.1 ES07.0 03/29/04 10:30 / ph
Uranium 235 precision (&) 0.06 pCi/lg-dry E907.0 03/29/04 10:30/ ph
Uranium 238 2.8 pCi/g-dry 0.1 ES07.0 03/29/04 10:30 / ph
Uranium 238 precision (¥) 0.3 pCig-dry E907.0 03/29/04 10:30 / ph

Report RL - Analyte reporting limit.
Definitions:  QCL. - Quality control limit,

MCL - Maximum contaminant lg
ND - Mot detected at the reporting limit.

vel.
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LENERGY

{ ARCORATORIES

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client:  SRK Consulting Report Date: 04/15/04
Project: Yerington Dust Study ' Collection Date: 03/03/04
Lab ID: (€04030459-007 Date Rec¢eived: 03/10/04
Client Sample ID: TSA-B-05-01 atrix: Soil
MCL/
Analyses Result Units Qual RL QCL Method Analysis Date / By

PARTICLE SIZE ANALYSIS / SIEVE

No. 20 Sieve, Passed 86.1 Yo 1.0 ASA15-p 03/18/04 08:00 / Imh
No. 20 Sieve, Retained 13.9 % 1.0 ASA15-R 03/18/04 08:00 / Imh
Ne. 40 Sieve, Passed 75.5 % 1.0 ASA15-2 03/18/04 08:00/ Imh
No. 40 Sieve, Retainad 24.5 % 1.0 ASATS-2 03/18/04 08:00 / Imh
No. 8¢ Sieve, Passed 693 % 1.0 ASA15-2 03/18/04 08:00 / Imh
No. 60 Sieve, Retained 37 % 1.0 ASA15-2 03/18/04 08:00 / Imh
Neo. 100 Sieve, Passed 60.2 Yo 1.0 ASA15-2 03/18/04 08:00/ imh
No. 100 Sieve, Retained 39.8 % 1.0 ASA15-2 03/18/04 08:00 / Imh
No. 140 Sieve, Passed 45,1 % 1.0 ASA15-2 03/18/04 08:00 / Imh
No. 140 Sieve, Retained 54.9 % 1.0 ASA15-2 03/18/04 08:00 / Imh
No. 200 Sieve, Passed 431 % 1.0 ASA15-2 03/18/04 08:00 / imh
No. 200 Sieve, Retained 56.9 Yo 1.0 ASA15-7 (03/18/04 08:00 / Imh

PARTICLE SIZE ANALYSIS / TEXTURE

Clay 13 % 1.0 ASA15-5 03/18/04 09:00 / Imh
Sand 31 % 1.0 ASA15-5 03/18/04 09:00 / Imh
Silt 56 % 1.0 ASA15-§ 03/18/04 §9:00 / Imh
Texture Sil 1.0 ASA15-§ 03/18/04 09:00 / Imh

PHYSICAL PROPERTIES
Censity 22 olce 0.1 E1109 03/18/04 08:00/ Imh

Moisture 17.0 Yo 0.1 USDAZg 03/12/04 15:00 / Imh

METALS - TOTAL

Aluminum 11500 my/kg-dry 2.5 SWe010B 03/24/04 13:04 / ¢cp
Antimony . ND mag/kg-dry 0.50 SW6020 03/25/04 15:46 / bws
Arsenic ND ma/kg-dry 0.50 SW6020 03/25/04 15:46 / bws
Barium 10.8  mg/kg-dry 0.50 SWe020 03/25/04 15:46 / bws
Beryllium ND  ma/kg-dry 0.50 SWE020 03/28/04 06:37 / bws
Boron ND mg/kg-cry 5.0 SWea0108 03/24/04 13:09 / cp
Cadmium ND mg/kg-dry 0.50 SW6E020 03/25/04 15:46 / bws
Calcium 3890 mg/kg-dry 50 SWBE0108 03/24/04 13:09 / cp
Chromium ' 0.80  malkg-dry 0.50 SWE020 03/25/04 15:46 / bws
Cobalt ND mg/kg-dry 0.50 SW6020 03/25/04 15:46 / bws
Copper 16.7 mg/kg-dry 0.50 SWE020 03/25/04 15:46 / bws
Iron 24400 mgfkg-dry 2.5 SWED10B 03/24/04 13.04 / op
Lead ND mg/kg-dry 0.50 SWe020 03/25/04 15:46 / bws
Magnesium 4700  mg/kg-dry 50 SWB010B 03/24/04 13:09 / cp
Report RL - Analyte reporting limit. MCL - Maximum contaminant leivel.

Definitions:  QCL - Quality control fimit. ND - Not detected at the reportiag limit.
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ENERGY,

LABORATORIES |

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client:  SRK Consulting Report Date: 04/15/04
Project; Yerington Dust Study Collection Date: 03/03/04
Lab ID: C04030459-007 _ Date Regeived: 03/10/04
Client Sample ID: TSA-B-05-01 Matrix; Soil

MCL/
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 6.70 mg/kg-dry 0.50 SW602( 03/25/04 15:46 / bws
Mercury ND mag/kg-dry 0.1 SW7471A 03/19/04 18:50 / smi
Molybdenum 0.58 mg/kg-dry 0.50 SW602( 03/25/04 15:46 / bws
Nickel 0.73 mg/kg-dry 0.50 SWE024 03/25/04 15:46 / bws
Potassium 2860  mg/kg-dry 50 SWE010B 03/24/04 13:09 / cp
Selenium ND mg/kg-dry 0.50 SWe02( (03/25/04 15:46 / bws
Silver ND  malkg-dry 0.50 SW6024 03/25/04 1546 { bws
Sodium 712 malkg-dry 50 SWe010B 03/24/04 13:09 / cp
Thallium ND mafkg-dry 0.50 SWB02( 03/25/04 15:46 / bws
Vanadium 3.34 mg/kg-dry 0.50 SWe020 03/25/04 15:46 / bws
Zinc 1.93 mg/kg-dry Q.50 SW6020 03/25/04 15:46 / bws

RADIONUCLIDES - GAMMA

Gross Gamma 423 pCilg-dry 20 . E801.1 03/19/04 12:21 / db
Gross Gamma precision (&) 2.6 pCifg-dry ES01.1 03/19/04 12:21/db
Actinium 228 ND pCilg-dry 2.0 E901.1 03/19/04 12:21 / db
Bismuth 214 a7 pCifg-dry 2.0 EQ01.1 03/19/04 12:21/db
Bismuth 214 precision (1) 0.3 pCifg-dry ES01.1 03/19/04 12:21 / db
Lead 212 2.0 pCifg-dry 2.0 £901.1 03/19/04 12:21 / db
Lead 212 precision (&) 0.1 pCilg-dry EB01.1 03/19/04 12:21 / db
Lead 214 4.1 pCi/g-dry 2.0 ES01.1 03/19/04 12:21 / db
Lead 214 precision () 0.3 pCilg-dry E901.1 03/19/04 12:21 } db
Potassium 40 329 pCifg-dry 2.0 E801.1 03/19/04 12:21 /db
Potassium 40 precision () 2.0 pCifg-dry E901.1 03/19/04 12:21 / db
Radium 223 ND pCifg-dry 2.0 EQ0t.1 03/19/04 12:21 / db
Radium 224 ND pCifg-dry 2.0 E801.1 03/19/04 12:21 / db
Radium 226 37 pCi/g-dry 2.0 ES01.1 03/19/04 12:21 / db
Radium 226 precision () 0.3 pCifg-dry E901.1 03/19/04 12:21 / db
Radium 228 ND pCi/g-dry 2.0 ES01.1 03/19/04 12:21 / db
Thorium 234 ND pCi/g-dry 20 E901.1 03/19/04 12:21 / db

RADIONUCLIDES - TOTAL

Therium 228 1.9 pCiig-dry 0.1 EQ07.0 03/25/04 10:30 / ph
Thorium 228 precision () 0.4 pCifg-dry ES07.0 03/25/04 10:30 / ph
Thorium 230 7.1 pCifg-dry a1 £9G7.0 03/25/04 10:30 / ph
Thorium 230 precision (£) 0.7 pCifg-dry E9G7.0 03/25/04 10:30 / ph
Tharium 232 1.8 pCifg-dry 0.1 EQG7.C {3/25/04 10:30/ ph
Thorium 232 precision () 0.4 pCifg-dry E907.0 03/25/04 10:30/ ph
Report RL - Analyte reporting limit. MCL - Maximum contaminant Iével.

Definitions:  QCL - Quality control limit. ND - Not detected at the reporting fimit.
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