ENERGY LABORATORIES, INC. - 2393 Sait Creek Highway (82601) + PO. Box 3258 + Casper, WY 82602
[ANTLEVq 1) Froe 5662350515 - 307.235.0615 - Fax 307.234.1639 - casper@energylab.com - wiw. energylab.com

TATORIES

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client:  SRK Consulting Report Date: 08/16/04
Project; Yerington Dust Study : Collection Date: 06/24/04 15:35
Lab ID: (C04070247-001 Date Received: 07/06/04
Client Sample ID: TSABerm-383-01 Matrix: Soil

MCL/
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
No. 20 Sieve, Passed 28.0 % 1.0 ASA15-2 07/12/04 08:30/ Imh
No. 20 Sieve, Retained 72.0 % 1.0 ASA15-2 Q7/12/04 09:30 / Imh
No. 40 Sieve, Passed 20.4 % 1.0 ASA15-2 07/12/04 09:30 / Imh
No. 40 Sieve, Retained 79.6 % 1.0 ASA15-2 07/12/04 09:30 / Imh
No. 60 Sieve, Passed 16.3 % 1.0 ASA15-2 07/12/04 09:30 / Imh
No. 60 Sieve, Retained 83.7 % 1.0 ASA15-2 07/12/04 09:30/ Imh
No. 100 Sieve, Passed 12.4 Y% 1.0 ASA15-2 07/12/04 09:30 / Imh
No. 100 Sieve, Retained 876 % 1.0 ASA16-2 07/12/04 02:30 / Imh
No. 140 Sieve, Passed 9.4 Y% 1.0 ASA15-2 07/12/04 09:30 / imh
No. 140 Sieve, Retained 90.6 %o 1.0 ASA15-2 07/12/04 09:30 / imh
No. 200 Sieve, Passed 7.0 % 1.0 ASA15-2 07/12/04 09:30 / Imh
No. 200 Sieve, Retained 93.0 % 1.0 ASA15-2 07/12/04 09:30 / Imh

PARTICLE SIZE ANALYSIS / TEXTURE

Clay 22 % 1.0 ASA15-5 07/21/04 08:00 / Imh
Sand 17 % 1.0 ABA15-5 07/21/04 08:00 / Imh
Silt 61 % 10 ASA15-5 07/21/04 08:00 / imh
Texiure Sik 1.0 ASA15-5 07/21/04 08:00 / imh

PHYSICAL PROPERTIES

Density 2.0 gfcc 0.1 E1109 07/14/04 10:15 / Imh
Maisture 3.3 % 0.1 USDAZB 07/12/04 10:00 / Imh
METALS - TOTAL

Aluminum 29400 mg/kg-dry 2.5 SW6010B D7/27/04 13:33 /' {s
Antimeny ND mg/kg-dry 0.50 SWe020 07/21/04 20:27 / bws
Arsenic 149  mg/kg-dry o 0.86 SW6020 07/21/04 20:27 / bws
Barium 932 mg/kg-dry 0.50 SWE020 07/21/04 20:27 / bws
Beryllium ND mg/kg-dry D 0.65 SW6020 07/27/04 12:03 / bws
Boran 62.2 mg/kg-dry 5.0 SWe0108 07/23/04 14:58 / is
Cadmium ND mg/kg-dry 0.50 SWes020 Q7/21/04 20:27 / bws
Calcium 3350 mg/kg-dry 10 SW6010B 07/23/04 16:02 / ts
Chromium 9.89  mag/kg-dry 0.50 - SW8020 07/21/04 20:27 / bws
Cobalt 10.7  mg/kg-dry 0.50 SW6020 07/21/04 20:27 / bws
Copper 2730  mg/kg-dry (3] 1.4 SWE020 07/27/04 12:26 / bws
lron 6820 ma/kg-dry 0.30 SW60108 07/23/04 16:02 / ts
Lead 8.62 mg/kg-dry 0.50 SWe020 Q7/21/04 20:27 / bws
Magnesium 2730  mg/kg-dry 10 SWE0108B 07/23/04 16:02 / ts
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality control fimit. ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# CO4070247R1 Fage
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LABORATORIES

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client: SRX Consulting Report Date: 08/16/04
Project: Yerington Dust Study Collection Date: 06/24/04 15:35
Lab ID: C04070247-001 Date Received: 07/06/04
Client Sample ID: TSABerm-385-01 Matrix: Soil

MCL/
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL .
Thorium 232 1.3 pCifg-dry 0.1 E907.0 07/27/04 10:30 / ph
Thorium 232 precision (&) 0.2 pCi/g-dry E907.0 07/27/04 10:30 / ph
Uranium 234 2.3 pCi/g-dry 041 E907.0 08/08/04 10:30 / ph
Uranium 234 precision (&} 0.2 pCifg-dry E907.0 08/09/04 10:30 / ph
Uranium 235 ND pCifg-dry ’ 0.1 E907.0 08/08/04 10:30 / ph
Uranium 238 2.2 pCifg-dry 0.1 : E907.0 08/09/04 10:30 / ph
Uranium 238 precision {£) 0.2 pCilg-dry E®07.0 08/09/04 10:3C / ph
Report RL - Analyte reporting fimit. MCL - Maximum contaminant level.
Definitions:  QGCL - Quality controt limit. ND - Not detected at the reporting limit.

Track# CQO4070247R1 Page
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Client: SRK Consulting
Project: Yerington Dust Study
Lab ID: C04070247-002

Client Sample ID: TSABerm-396-02

LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Report Date: 08/16/04
Collection Date: 06/24/04 15:20
Date Received: 07/06/04
Matrix: Soil

MCL/
Analyses Result Units RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
No. 20 Sieve, Passed 27.8 % 1.0 ASA15-2 07/13/04 08:00 / Imh
No. 20 Sieve, Retained 722 % 1.0 ASA15-2 07/13/04 08:00/ Imh
No. 40 Sieve, Passed 208 % 1.0 ASA15-2 07/13/04 08:00 / Imh
No. 40 Sieve, Retained 79.2 % 1.0 ASA15-2 07/13/04 08:00 / Imh
No. 60 Sieve, Passed 168 % 1.0 ASA15-2 07/13/04 08:00 / Imh
No. 60 Sieve, Retained B3.1 % 1.0 ASA15.-2 07/13/04 08:00 / Imh
No. 100 Sieve, Passed 3.1 Y 1.0 ASA15-2 07/13/04 08:00 / Imh
No. 100 Sieve, Retained 86.9 Yo 1.0 ASA15-2 07/13/04 08:00 / Imh
No. 140 Sieve, Passed 10 % 1.0 ASA15-2 07/13/04 08:00/ Imh
Mo. 140 Sieve, Retained 90.0 Yo 1.0 ASA1S-2 07/13/04 08:00/ Imh
No. 200 Sieve, Passed 7.6 % 1.0 ASA15-2 07/13/04 08:00/ Imh
No. 200 Sieve, Retained 924 % 1.0 ASA15-2 07/13/04 08:00 / Imh
PARTICLE SIZE ANALYSIS / TEXTURE
Clay 18 Y 1.0 ASA15-5 07/21/04 08:00 / Imh
Sand 16 Y% 1.0 ASA15-5 07/21/04 08:00 / Imh
Silt 66 % 1.0 ASA15-5 07/21/04 08:00 / Imh
Texture Sik 1.0 ASA18-5 07/21/04 08:00/ Imh
PHYSICAL PROPERTIES
Density 2.5 glce 0.1 E1109 07/14/04 10:15 / Imh
Moisture 2.5 % 0.1 USDA26 07/13/04 1100 / Imh
METALS - TOTAL
Atuminum 26700 mg/kg-dry 2.5 SWB010B 07/27/04 13:36 /s
Antimony ND mglkg-dry 0.50 SW6020 07/21/04 20:34 f bws
Arsenic 16.6 mg/kg-dry 0.86 SW6020 07/21/04 20:34 [ bws
Barium 114 ma/kg-dry 0.50 SWeE020 Q7/21/04 20:34 / bws
Beryllium ND ma/kg-dry 0.65 SWe6020 07/27/04 1210/ bws
Boron 80.1 mg/kg-dry 5.0 SW6010B 07/23/04 15:07 / ts
Cadmium ND mag/kg-dry 0.50 SW6020 07/21/04 20:34 / hws
Calcium 2860 mg/kg-dry 10 SW6B0108 07/23/04 16:05 / {s
Chromium 12.3 mglkg-dry 0.50 SWe020 Q7/21/04 20:34 / bws
Cobalt 6.75 my/kg-dry 0.50 SW6020 07/21/04 20:34 / bws
Copper 2040  mg/kg-dry 1.4 SW6020 07/27/04 12:33/ bws
Iron 6130 mg/kg-dry 0.30 SWes010B 07/23/04 16:05 /13
lLead 12.4 my/kg-dry 0.50 SW6020 07/21/04 20:34 / bws
Magnesium 2670 mg/kg-dry 10 SW60108 07/23/04 16:05/ ts
Report RL - Analyte reporting fimit. MCL - Maximum contaminant level.
Definitions:  QCL - Quality control limit. ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference.
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ENERGY
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e

LABORATORY ANALYTICAL REPORT
Revised Date; 08/31/04

Client:  SRK Consulting Report Date: 08/16/04
Project: Yerington Dust Study ' Collection Date: 06/24/04 15:20
Lab ID: C04070247-002 Date Received: 07/06/04
Client Sample ID; TSABerm-396-02 Matrix: Soil

MCL/
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 80.7 mg/kg-dry 0.50 SWe020 07/21/04 20:34 / bws
Mercury 1.4 mg/kg-dry 0.1 SW7471A 07/19/04 13:12 / sml
Malybdenum 5.50 mg/kg-dry 0.50 SW6020 07/21/04 20:34 / bws
Nickei 11.6 mg/kg-dry D 0.93 SWE&020 07/27/04 12:10 / bws
Potassium 2910 mg/kg-dry 50 SWE010B Q7/23/04 15.07 / ts
Selenium 4.2 mg/kg-dry D 2.9 SW8020 07/21/04 20:34 / bws
Silver ND mg/kg-dry D 0.63 SW6G020 07/27/04 12:10 / bws
Sodium 230 mglkg-d_ry 50 SW60108 07/23/04 15:07 / ts
Thallium ND mgfkg-dry 0.50 SWe020 07/21/04 20:34 / bws
Vanadium 53.8 mo/kg-dry 0.50 SWe020 07/21/04 20:34 / bws
Zinc 455 mgrkg-dry 0.50 SWe020 07/27/04 12:10 / bws

RADIONUCLIDES - GAMMA

Gross Gamma 416 pCi/g-dry 2.0 EQ01.1 07/18/04 16:03 / db
Gross Gamma precision (&) 2.9 pCifg-dry £901.1 07/19/04 16:03 / db
Actinium 228 39 pCifg-dry 2.0 £901.1 07/19/04 16:03 / db
Aclinium 228 precision () 0.4 pCifg-dry ES01.1 07/19/04 16:03 / db
Bismuth 214 6.3 pCilg-dry 2.0 E901.1 07/19/04 16:03 / db
Bismuth 214 precision (+} 0.4 pCi/g-dry E901.1 07/19/04 16:03 / db
Lead 212 10.5 pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Lead 212 precision (&) 0.5 pCi/g-dry E901.1 07/19/04 1603 / db
Lead 214 6.0 pCi/g-dry 20 E901.1 07/19/04 16:03 / db
Lead 214 precision (£} 0.3 pCi/g-dry EQ01.1 07/19/04 16:03 / db
Potassium 40 14.8 pCilg-dry 2.0 E901.1 07/19/04 16:03 / db
Potassium 40 pregision () 1.3 pCifg-dry EQ01.1 07/19/04 16:03 / db
Radium 223 ND pCifg-dry 2.0 E901.1 D7/19/04 16:03 / db
Radium 224 ND pCifg-dry 2.0 EQ01.1 07/19/04 16:03 / db
Radium 226 6.3 pCifg-dry 2.0 ES01.1 07/19/04 16:03 / db
Radium 226 precision (£} 0.4 pCifg-dry E901.1 07/19/04 16:03/ db
Radium 228 38 pCi/g-dry 2.0 ES01.1 07/19/04 16:03 / db
Radium 228 precision (1} 0.4 pCi/g-dry ES9Q1.1 07/19/04 16:03 / db
Thorium 234 ND pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
RADIONUCLIDES - TOTAL

Thorium 228 2.2 pCifg-dry 0.1 ES07.0 07/27/04 10:30 / ph
Thorium 228 precision (&) 0.3 pCi/g-dry ES07.0 Q7/27/04 10:30 / ph
Thorium 230 7.0 pCi/g-dry 0.1 E907.0 Q7/27/04 10:30 / ph
Thorium 230 precision (%) 0.5 pCifg-dry EQ07.0 ' 07/27/04 10:30 / ph
Report RL - Analyle reporting limit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality control limit. ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# CO0407024781 Page
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LABORATORIES
ERA A KaAlLT

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client: SRK Consulting Report Date: 08/16/04
Project: Yerington Dust Study Collection Date: 06/24/04 15:20
Lab ID: C04070247-002 Date Received: 07/06/04
Client Sample ID: TSABerm-396-02 Matrix: Soil

MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL
Thorium 232 20 pCilg-dry 0.1 E907.0 07/27/04 10:30 / ph
Thorium 232 precision (£} 0.3 pCilg-dry E907.0 07/27/04 10:30 / ph
Uranium 234 3.1 pCilg-dry 0.1 E207.0 08/09/04 10:30/ ph
Uranium 234 precision (&) 0.3 pCi/g-dry E907.0 08/09/04 10:30 / ph
Uranium 235 N pCi/g-dry 0.1 ESQ7.0 08/09/04 10:30/ ph
Uranium 238 2.4 pCi/g-dry 0.1 E907.0 08/09/04 10:30 / ph
Uranium 238 precision () 0.3 pCifg-dry E907.0 08/09/04 10:30/ ph
Report RL - Analyte reporting limit, MGL - Maximum contaminant level.
Definitions:  QCL - Quality confreol imit. ND - Not detected at the reporting limit.

Track# CO04070247RA1 Page
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Client: SRK Consulting
Project: Yerington Dust Study

Lab ID: C04070247-003

Client Sample ID: TSABerm-382-03

LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Report Date: 08/16/04
Collection Date: 06/24/04 15:4Q
Date Received: 07/06/04
Matrix: Soil

MCL/
Analyses Result Units Qual RL QCIL. Method Analysis Date / By
PARTICLE SIZE ANALYSIS f SIEVE
No. 20 Sieve, Passed 27.2 % 1.0 ABA15-2 Q7/13/04 08:00 / Imh
No. 20 Sieve, Retained 728 % 1.0 ASA15-2 07/13/04 08:00 / Imh
Na. 40 Sieve, Passed 20.0 % 1.0 ASA15-2 07/13/04 08:00 / Imh
Mo. 40 Sieve, Retained 80.0 % 1.0 ASA15-2 07/13/04 08:00 / Imh
No. 60 Sieve, Passed 16.0 % 1.0 ASA15-2 07/13/04 08:00 / imh
No. 60 Sieve, Retained . 84,0 Yo 1.0 ASA15-2 07/13/04 08:00 / Imh
No. 100 Sieve, Passed 12.1 % 1.0 ASA1E-2 07/13/04 08:00 / Imh
No. 100 Sieve, Relained 87.9 % 1.0 ASA15-2 07/13/04 08:00 / Imh
No. 140 Sieve, Passed 8.8 % 1.0 ASA15-2 07/13/04 08:00 / Imh
No. 140 Sieve, Retained 91.2 % 1.0 ASA15-2 07/13/04 08:00 / Imh
No. 200 Sieve, Passed 6.4 % 1.0 ASA15-2 07/13/04 08:00 / Imh
No. 200 Sieve, Retained 936 Y% 1.0 ASA15-2 07/13/04 08:00/ Imh
PARTICLE SIZE ANALYSIS /| TEXTURE
Clay 20 % 1.0 ASA15-5 07/21/04 08:00 / Imh
Sand 12 % 1.0 ASA15-5 07/21/04 08:00 / Imh
Sitt 68 % 1.0 ASA15-5 07/21/04 08:00 / Imh
Texture SiL 1.0 ASA15-5 07/21/04 08:00 / Imh
PHYSICAL PROPERTIES
Density 25 glce 0.1 E1109 07/14/04 10:15 / Imh
Moisture 3.2 % 0.1 USDAZ6 Q7/13/04 114:00/ Imh
METALS - TOTAL
Aluminum 32100  mg/kg-dry 2.5 SW6010B 07/27/04 13:39 / ts
Antimony ND mg/kg-dry 0.50 SW6020 07/21/04 21:30 / bws
Arsenic 15.8 mgfkg-dry D 0.86 SW6020 07/21/04 21:30 / bws
Barium 115 mg/kg-dry 0.50 SWB020 07/21/04 21:30 / bws
Beryllium ND mg/kg-dry D 0.65 SW8020 07/21/04 21:30 / bws
Boron 62.4 mig/kg-dry 5.0 SWE010B 07/23/04 1510 /s
Cadmium ND mg/kg-cry D 0.66 SW6020 07/21/04 21:30 / bws
Calcium 1940  mg/kg-dry 10 SWB010B 07/23/04 16:08 / ts
Chromium 126  ma/kg-dry b} 0.97 SwW6020 0712104 21:30 / bws
Cobalt 12.0 mgfkg-dry 0.50 SwWa020 07/21/04 21:30 / bws
Copper 2050 mg/kg-dry D 1.4 SWE020 07/27/04 13:29 / bws
Iron 65250 ma/kg-dry 0.30 SWB010B 07/23/04 16:08 / ts
Lead 1.1 mg/kg-dry 0.50 SWeE020 07/21/04 21:30 / bws
Magnesium 3490  mglkg-dry 10 SW60108B 07/23/04 16:08 / ts
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions:  QCL - Quality control Timit. ND - Not detected at the reporting limit,

D - RL increasad due to sample matrix inferference.

Track# CO4070247RI1
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Client: SRK Consulting

Project: Yerington Dust Study

Lab ID: C04070247-003

Client Sample [D: TSABerm-382-03

LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Report Date: 08/16/04
Collection Date: 06/24/04 15:40
Date Received: 07/06/04
Matrix: Soil

MCL/
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 80.8 mg/kg-dry 0.50 SW6020 07/21/04 21:30/ bws
Mercury 1.9 mg/kg-dry 0.1 SW74T1A 07/19/04 13:15 / smi
Molybdenum 9.39 mgfkg-dry 0.50 SW6020 07/21/04 21:30 / bws
Nickel 121 mg/kg-dry D 0.93 SWe020 07/21/04 21:30 / bws
Potassium 1270 mg/kg-dry 50 SW6010B 07/23/04 15:10 / ts
Selenium 4.7 mg/kg-dry D 29 SW6020 07/21/04 21:30/ bws
Silver ND mg/kg-dry o] 1.1 SW8020 O7/27/04 13:29 / bws
Sodium 552 mg/kg-dry 50 SWe6E010B 07/23/04 15:10 / ts
Thallium ND mg/kg-ary .0.50 _SW6020 07/21/04 21:30 / bws
Vanadium 52.8 mg/kg-dry 0.50 SW6020 07/21/04 21:30 / bws
Zinc 21.8 mg/kg-dry 0.50 SwWe020 07/21/04 21:30 / bws
RADIONUCLIDES - GAMMA
Gross Gamma 34.0 pCilg-dry 2.0 E901.1 07/19/04 18:03 / db
Gross Gamma precision (&) 2.3 pCi/g-dry £901.1 07/19/04 16:03 / db
Actinium 228 38 pCi/g-dry 2.0 E901.1 07/19/04 16:03/db
Actinium 228 precision (&) 0.4 pCifg-dry ES01.1 07/19/04 16:03 / db
Bismuth 214 46 pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Bismuth 214 pregision (£} 0.3 pCifg-dry E901.1 07/19/04 16:03 / db
Lead 212 10.6  pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Lead 212 precision (t) ¢.5 pCifg-dry E901.1 07/19/04 16:03 / db
Lead 214 4.8 pCilg-dry 2.0 E901.1 07/19/04 16:03 / db
Lead 214 precision (&) 0.2 pCi/g-dry E901.1 0Q7/19/04 16:03 / db
Polassium 40 10.1 pCi/g-dry 2.0 ES01.1 07/19/04 16:03 / db
Potassium 40 precision (&) 0.9 pCifg-dry E901.1 07/19/04 16:03 / db
Radium 223 ND pCi/g-dry 2,0 E901.1 07/19/04 16:03 / db
Radium 224 ND pCilg-dry 2.0 ES01.1 07/19/04 16:03/ db
Radium 226 4.6 pCi/g-dry 2.0 EQ901.1 07/19/04 16:03 / db
Radium 228 precision (&} 0.3 pCiig-dry E901.1 07/19/04 16:03 / db
Radium 228 38 pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Radium 228 precision () 0.4 pCifg-dry . E901.1 07/19/04 16:03 / db
Thorium 234 ND pCi/g-dry 2.0 EQ01.1 07/198/04 16:03 /db
RADIONUCLIDES - TOTAL
Thorium 228 2.4 pCiig-dry 0.1 EQQ7.0 Q7/27/04 10:30 / ph
Thorium 228 precisien (&) 0.3 pCilg-dry - E9Q7.0 Q7/27/04 10:30/ ph
Thorium 230 7.5 pCifg-dry 0.1 E207.0 07/27/04 10:30 / ph
Thorium 230 precision (i} 0.6 pCifg-dry EQ07.0 07/27/04 10:30/ ph

Report RL - Analyte reporting limit.
Definitions:  QCL - Quality control limit.

D - RL increased due to sample matrix interference.

MCL - Maximum contaminant level.
ND - Not detected at the reparting limit.

Track# C04070247R1 FPage
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LABORATORY ANALYTICAL REPORT

Revised Date: (08/31/04
Client: SRK Consulting Report Date: 08/16/04
Project: Yerington Dust Study Collection Date: 06/24/04 15:40
Lab ID: C04070247-003 Date Received: 07/06/04
Client Sample ID: TSABerm-382-03 Matrix: Soil

) MCL/

Analyses Result Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL
Tharium 232 2.2 pCi/g-dry Q.1 _ E907.0 07/27/104 10:30 / ph
Thorium 232 precision () 0.3 pCifg-dry E907.0 07/27/04 10:30 / ph
Uranium 234 ' 42 pCifg-dry 0.1 E907.0 08/08/04 10:30 / ph
Uranium 234 precision (&) 0.3 pCi/fg-dry £907.0 08/09/04 10:30/ ph
Uranium 235 0.1 pCifg-dry 0.1 EQ07.0 08/09/04 10:30 / ph
Uranium 235 precision (&) 0.03 pCifg-dry E907.0 08/09/04 10:30 / ph
Uranium 238 3.0 pCifg-dry 0.1 E907.0 08/09/04 10:30 / ph
Uranium 238 precision (x) 0.3 pCilg-dry E907.0 08/09/04 10:30 / ph
Report RL - Analyte reporting limit, MCL - Maximum contaminant level.
Definitions:  QCL - Quality control fimit. ND - Not detected at the reporting limit.

Track# CO04070247R1 Fage
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Client:

ENERGY LABORATORIES, INC. - 23,

Joll Free 888.235.0515 « 307.235.0515 -

93 Sait Creek Highway (82601) - RO. Box 3258 + Laspe!, WY 80l
Fax 307.234.1639 « casper@energylab.corm * witw. energylab.com

LABORATORY ANALYTICAL REPORT

SRK Consulting

Project: Yerington Dust Study

Revised Date: 08/31/04
Report Date: 08/16/04

Collection Date: 06/24/04 15:25

Date Received: 07/06/04

Lab ID: C04070247-004

Client Sample ID: TSABerm-392-04

Matrix: Soil

MCL/
RL QCL  Method

Analysis Date / By

1.0 ASA15-2 07/14/04 11:00 / Imh
1.0 ASA15-2 07/14/04 11:00 / Imh
1.0 ASA15-2 07/14/04 11:.00 / Imh
1.0 ASA15-2 07/14/04 11:00/ Imh
1.0 ASA15-2 07/14/04 11:00 / Imh
1.0 ASA15-2 07/14/04 11:00 / Imh
1.0 ASA15-2 07/14/04 11:00 / Imh
1.0 ASA15-2 07/14/04 11:00/ Imh
1.0 ASA15-2 07/14/04 11:00 / Imh
1.0 ASA15-2 07/14/04 11:00 / Imh
1.0 ASA15-2 07/14/04 11:00 / Imh
1.0 ABA15-2 07/14/04 11:00 / Imh
1.0 ASA158-5 07/21/04 08:00/ Imh
1.0 ASA15-5 07/21/04 08:00 / Imh
1.0 ASA15-5 07/21/04 08:00/imh
1.0 ASA15-5 07/21/04 08:00 / Imh
0.1 E1109 07/15/03 1G:10/Imh
01 USDA26 07/14/04 14:00/ Imh
2.5 SwWe010B 07/27/04 1342/ ts
0.50 SWea020 07/21/04 21:37 / bws
0.86 SWe020 07/21/04 21:37 / bws
0.50 SWe020 07/21/04 21:37 / bws
0.65 SWe020 07/21/04 21:37 / bws
5.0 SWe010B 07/23/04 15:13 /ts
0.66 SW6e020 07/21/04 21:37 / bws
10 SW6010B 07/23/04 16:11 / i
0.97 SWB020 07/21/04 24:37 / bws
0.80 SwWea020 07/21/04 21:37 / bws
1.4 SWs020 07/27/04 13:36 / bws
0.30 SWE010B 07/23/04 16:11 / ts
0.50 SW8020 07/21/04 21:37 / bws
10 SWe0108 07/23/04 16:11 /s

Analyses Result  Units
PARTICLE SIZE ANALYSIS / SIEVE

No. 20 Sieve, Passed 27.8 %

No. 20 Sieve, Retained 72.2 %

No. 40 Sieve, Passed 20.8 %

No. 40 Sieve, Retained 78.2 Yo

No. 60 Sieve, Passed 16.9 %

No. 60 Sieve, Retained 83.1 %

Ne. 100 Sieve, Passed 13.0 %

Ne. 100 Sieve, Retained 87.0 %

No. 140 Sieve, Passed 9.9 %

No. 140 Sieve, Retained 90.1 %

No. 200 Sieve, Passed 76 Y%

No. 200 Sieve, Retained 92.4 %
PARTICLE SIZE ANALYSIS / TEXTURE

Clay 20 %

Sand 14 %

Silt 66 %
Texture SiL

PHYSICAL PROPERTIES

Density 2.0 gl/ce
Maoisture 23 %
METALS - TOTAL

Aluminum 27000  mg/kg-dry
Antimony ND mga/kg-dry
Arsenic 20.8 mglkg-dry
Barium 93.8 mg/kg-dry
Beryllium ND mg/kg-dry
Boron 69.2 mg/kg-dry
Cadmium ND mg/kg-dry
Calcium 2750°  mg/kg-dry
Chromium 156.1 mg/kg-dry
Cobalt 9.82 mg/kg-dry
Copper 2070  mo/kg-dry
lron 7100  mglkg-dry
Lead 13.0 mg/kg-dry
Magnesium 2740  mglkg-dry
Report RL - Analyte reporting fimit.

Definitions:  QCL - Quality control limit.

D - RL increased due to sample malrix interference.

MCL - Maximum contaminant level,
ND - Not detected at the reporting limit.

Track# COo4070247R1
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Client: SRK Consulting

Project: Yerington Dust Study

Lab ID: C04070247-004

Client Sample ID: TSABerm-392-04

LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Report Date: 08/16/04

Collection Date: 06/24/04 15:235

Date Received: 07/06/04
Matrix: Soil

MCL/
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 7.7 mg/kg-dry 0.50 SWE020 07/21/04 21:37 / bws
Mercury 0.8 mg/kg-dry 0.1 SWT471A 07/19/04 13:19 / sml
Molybdenum 9.84 mg/kg-dry 0.50 SW6020 07/21/04 21:37 / bws
Nickel 10.7 mafkg-dry D 0.93 SWE020 07/21/04 21:37 { bws
Potassium 2280  mo/kg-dry 50 SW60108 07/23/04 1513/ ts
Selenium 5.4 mg/kg-dry D 2.9 SW6E020 07/21/04 21:37 / bws
Silver ND mg/lkg-dry D 16 SWe020 07/27/04 13:36 / bws
Sodium 260 mg/kg-dry 50 SW6010B 07/23/04 15:13 / ts
Thallium ND mg/kg-dry 0.50 SWe020 07/21/04 21:37 / bws
Vanadium 48.5 mag/kg-dry 0.50 SWE020 07/21/04 21:37 / bws
Zinc 303 mg/kg-dry 0.50 SW6020 07/21/04 21:37 / bws
RADIONUCLIDES - GAMMA
Gross Gamma 54.5 pCifg-dry 2.0 ES901.1 07/19/04 16:03 / db
Gross Gamma precision () 2.9 pCifg-dry E901.1 07/19/04 16:03 / db
Actinium 228 54 pCi/g-dry 2.0 E9011 07/18/04 16:03 / db
Actinium 228 precision (%) 04 pCi/g-dry E901.1 07/19/04 16:03 / db
Bismuth 214 59 pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Bismuth 214 precision (%) 0.3 pCifg-dry ES01.1 07/19/04 16:03 / db
Lead 212 20.1 pCi/g-dry 2.0 E901.1 07/19/04 16:03 / db
Lead 212 precision (£) 0.7 pCifg-dry EQ01.1 D7/19/04 16:03 / db
Lead 214 8.6 pCi/g-dry 2.0 £901.1 07/19/04 16:03 / db
Lead 214 precision (£} 03 pCilg-dry E901.1 07/18/04 16:03 / db
Potassium 40 16.5 pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Potassium 40 precision (&) 1.1 pCifg-dry ES01.1 07/19/04 16:03 / db
Radium 223 ND pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Radium 224 ND pCi/g-dry 2.0 E9C1.1 07/19/04 16:03 / db
Radium 226 5.9 pCifg-dry 2.0 EQ01.1 07/19/04 16:03/ db
Radium 226 precision {(x) 0.3 pCifg-dry EQ01.1 07/19/04 16:03 / db
Radium 228 54 pCifg-dry 2.0 ESD1.1 07/19/04 16:03 / db
Radium 228 precision (&) 0.4 pCi/g-dry E901.1 07/19/04 16:03 / db
Thorium 234 ND pCi/g-dry 2.0 E901.1 07/19/04 16:03 / db
RADIONUCLIDES - TOTAL
Thorium 228 4.2 pCifg-dry 0.1 E807.0 07/27/04 10:30 / ph
Thorium 228 precision {£) 0.4 pCifg-dry E9Q7.0 07/27/04 10:30/ ph
Thorium 230 16 pCifg-dry 0.1 E907.0 07/27/04 10:30 / ph
Thorium 230 precision (&) ¢.8 pCifg-dry £907.0 07/27/04 10:30 / ph

RL - Analyte reporting limit.
QCL - Quality control limit.

Report
Definitions:

D - RL increased due to sample matrix interference.

MCL - Maximum contaminant level.
ND - Not detected at the reporting limit.

Track# CO04070247R1
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 Toll Free 888.235.0515 + 307.235.0515 « Fax 307.234.1639 - casper@energylab.com » www.energylab.com

f £ ABORATORIES §
LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Client: SRK Consulting Report Date: 08/16/04
Project: Yerington Dust Study Collection Date: 06/24/04 15:25
Lab ID: C04070247-004 Date Received; 07/06/04
Client Sample ID: TSABerm-392-04 Matrix: Soil

MCL/

Analyses Resul¢  Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL
Thorium 232 3.6 pCilg-dry 0.1 E907.0 07/27/04 10:30 / ph
Thorium 232 precision () 0.4 pCilg-dry EQ07.0 07/27/04 10:30/ ph
Uranium 234 4.3 pCi/g-dry 0.1 E907.0 08/09/04 10:30 / ph
Uranium 234 precision (1) 0.3 pCifg-dry E907.0 08/08/04 10:30/ ph
Uranium 235 0.2 pCifg-dry oA ES07.0 08/09/04 10:30 / ph
Uranium 235 precision (£) 0.03 pCilg-dry EQ07.0 08/09/04 10:30 / ph
Uranium 238 33 pCifg-dry 0.1 E907.0 08/09/04 10:30/ ph
Uranium 238 precision () 0.3 pCi/g-dry E907.0 08/09/04 10:30 / ph
Report RL - Analyte reporting limit. MCL. - Maximum centaminant level.
Definitions:  QCL - Quality control limit. ND - Not detected at the reporting limit,

Track# CO4070247R1 FPage
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LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Report Date: 08/16/04

[ LABORATORIES J
Client: SRK Consulting
Project: Yerington Dust Study

Lab ID: C04070247-005

Client Sample ID: TSABerm-361-05

Collection Date: 06/24/04 15:15

Date Received: 07/06/04

Matrix: Soil

MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
No. 20 Sieve, Passed 45.7 % 1.0 ASA15-2 07/21/04 11:00 / Imh
No. 20 Sieve, Retained 543 % 1.0 ASA15-2 07/21/04 11:00 / Imh
No. 40 Sieve, Passed 37 Y% 1.0 ASA15-2 07/21/04 11:00/ Imh
No. 40 Sieve, Retained 883 % 1.0 ASA15-2 07/21/04 11:00/ Imh
No. 60 Sieve, Passed 236 % 1.0 ASA15-2 07/21/04 11:00 / Imh
No. 60 Sieve, Refained 76.4 % 1.0 ASA15-2 07/21/04 11:00/ Imh
No. 100 Sieve, Passed 156 % 1.0 ASA15-2 07/21/04 11:00 / Imh
No. 100 Sieve, Retained 84.4 % 1.0 ASA15-2 07/21/04 11:00/ Imh
No. 140 Sieve, Passed 9.4 % 1.0 ASA15-2 07/21/04 11:00/ Imh
No. 140 Sieve, Retained 80.6 % 1.0 ASA15-2 07/21/04 11:00/ imh
No. 200 Sieve, Passed 8.7 Y 1.0 ASA15-2 07/21/04 11:00 / Imh
No. 200 Sieve, Retained 933 % 1.0 ASA15-2 07/21/04 11:00/ Imh
PARTICLE SIZE ANALYSIS / TEXTURE
Clay 10 % 1.0 ASA15-5 07/21/04 08:00/ Imh
Sand 18 Y% 1.0 ASA15-5 07/21/04 08:00/ Imh
Sikt 72 % 1.0 ASA15-5 07/21/04 08:00/ Imh
Texture Sil. 1.0 ASA15-5 07/21/04 08:00 / Imh
PHYSICAL PROPERTIES
Density 2.0 glce 0.1 E1109 07/15/03 10:10 / Imh
Moisture 4.3 % 0.1 USDA26 07/14/04 14:00/ Imh
METALS - TOTAL
Aluminum 27900  mg/kg-dry 2.5 SWe0108 Q7/27104 13:48 /s
Antimony 0.85 mg/kg-dry 0.50 SW6020 07/21/04 21:44 / bws
Arsenic 66.4 mg/kg-dry D 21 SW6E020 07/27/04 13:43 / bws
Barium 125 mg/kg-dry 0.50 SWBE020 07/21/04 21:44 ) bws
Beryltium 1.6 mg/kg-dry D 16 SW6020 07/27/04 13:43 / bws
Boron 163 mg/kg-dry 5.0 SW6010B 07/27104 1345 (s
Cadmium 0.84  mg/kg-dry D 0.66 SW6E020 Q7/21/04 21:44 { bws
Calcium 6540  mag/kg-dry 50 SwWe0108 Q7/27/04 13:45/ ts
Chromium 70.7 ma/kg-dry D 1.2 SWe020 07/27/04 13:43 / bws
Cobalt 18.6 mag/kg-dry D 0.73 SWe0z20 07/27/04 13:43 / bws
Copper 5180  mg/kg-dry o 15 SWEQ20 07/27/04 13:43 / bws
iron 72800 mg/kg-dry 2.5 SW6E010B O7/27/04 13:45 /13
Lead 252 mg/kg-dry 0.50 SW8020 07/21/04 21:44 / bws
Magnesium 13200 mg/kg-dry 50 SWeE010B 07/27/04 13:45 /s
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions:  QCL - Quality control limit. ND - Not detected at the reporting fimit.

D - RL increased due to sample matrix interference.

Track# CQ407C247RA1
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 LAGORATORIES §
LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Client: SRK Consulting Report Date: 08/16/04
Project: Yerington Dust Study Collection Date: 06/24/04 15:13
Lab ID: C04070247-005 Date Reeeived: 07/06/04
Client Sample ID: TSABerm-361-05 Matrix: Soil

MCL/

Analyses Result Units Qual RL QCI. Method Analysis Date / By
METALS - TOTAL
Manganese 215 mg/kg-dry D (.96 SW8020 07/27/04 13:43 / bws
Mercury 0.3 mg/kg-dry 0.1 SWT7471A 07/19/04 13:21/ sml
Meolybdenum 35.9 mg/kg-dry 0.50 SW6020 07/21/04 21:44 | bws
Nicket 20,2 mg/kg-dry D 23 SW6020 07/27/04 13:43 / bws
Potassium 4870 mgfkg-dry 50 SW6E0108 07/27/04 13:45 / is
Selenium ND mg/kg-dry o 7.4 SW6020 07/27/04 13:43 / bws
Silver ND mg/kg-dry D 1.6 SWE020 07/27/04 13:43 / bws
Sodium 1600 mg/kg-dry 50 SWe010B 07/27/04 13:45 /5
Thaltium ND mg/kg-dry 0.50 SwWie020 07/21/04 21:44 ] bws
Vanadium 35.3 mg/kg-dry D 0.88 SW6020 Q7/27/04 13:43 / bws
Zinc 50,7  mg/kg-dry 0.50 SW6e020 07/27/04 13:43 / bws
RADIONUCLIDES - GAMMA
Gross Gamma 262 pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Gross Gamma precision {t) 16.7 pCi/g-dry E901.1 07/19/04 16;03 / db
Actinium 228 37.8 pCifg-dry : 2.0 ES901.1 07/19/04 16:03 / db
Actintum 228 precision () 1.1 pCilg-dry E901.1 07/19/04 16:03 / db
Bismuth 214 8.7 pCiig-dry 2.0 E901.1 07/19/04 16:03 / db
Bismuth 214 precision (£} 0.6 pCilg-dry E901.1 07/19/04 16:03 / db
Lead 212 35.1 pCilg-dry 2.0 E901.1 07/19/04 16:03 / db
|Lead 212 precision (&) 0.7 pCi/g-dry E901.1 07/19/04 16:03 / db
Lead 214 9.4 pCig-dry 2.0 E901.1 07/18/04 16:03 / db
Lead 214 precision (t} 0.7 pCilg-dry £901.1 07/19/04 16:03 / db
Potassium 40 321 pCifg-dry 2.0 ES01.1 07/19/04 16:03 /db
Potassium 40 precision () 2.0 pCifg-dry ES01.1 07/19/04 16:03 /db
Radium 223 ND pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Radium 224 426 pCilg-dry 2.0 E901.1 07/19/04 16:03 / db
Radium 224 precision () 31 pCi/g-dry E901.1 07/18/04 16:03 / db
Radium 226 8.7 pCi/g-dry 2.0 EQ01.1 07/19/04 16:03 / db
Radium 226 precision (&} 0.6 pCi/g-dry E901.1 07/19/04 16:03/ db
Radium 228 37.8  pCifg-dry 2.0 ES01.1 07/19/04 16:03 / db
Radium 228 precision (1) 1.1 pCifg-dry E901.1 07/19/04 16:03 / db
Thorium 234 ND pCiig-dry 2.0 E901.1 07/189/04 165:03 / db
RADIONUCLIDES - TOTAL
Thorium 228 36 pCilg-dry 0.1 E907.0 07/27/04 10:30/ ph
Thorium 228 precision (%) 2.0 pCifg-dry E207.0 07/27/04 10:30/ ph
Thorium 230 202 pCilg-dry 0.1 ES07.0 07/27/04 10:30 / ph
Tharium 230 precision (&) 4.7 pCi/g-dry E907.0 07/27/04 10:30 / ph
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions:  QCL - Quality control limit. ND - Not detected at the reparting limit.

D - RL increased due to sample matrix interference.

Track# CO04070247RA Page
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LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04
Client: SRK Consulting Report Date: 08/16/04
Project: Yerington Dust Study Collection Date: 06/24/04 15:15
Lab ID: C04070247-005 Date Received: 07/06/04
Client Sample ID: TSABerm-361-05 Matrix: Soil

MCL/

Analyses Result  Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL

Thorium 232 40 pCifg-dry 0.1 E907.0 07727104 10:30 / ph
Thorium 232 precision (%) 21 pCifg-dry E907.0 07/27/04 10:30 / ph
Uranium 234 59 pCifg-dry 0.1 E907.0 08/09/04 10:30 / ph
Uranium 234 precision (1) 1.8 pCifg-dry E907.0 08/09/04 10:30/ ph
Uranium 235 2.2 pCi/g-dry 0.1 EQG7.0 08/09/04 10:30 / ph
Uranium 235 precision (+) 0.3 pCil/g-dry ES07.0 08/09/04 10:30 / ph
Uranium 238 55 pCilg-dry 0.1 E907.0 08/09/04 10:30 / ph
Uranium 238 precision {(} 17 pCi/g-dry ES07.0 08/09/04 10:30 / ph

RL - Analyte reporting limit.
QCL - Guality control limit.

Report
Definitions:

MCL - Maximum contaminant level,
ND - Not detected at the reporting limit.

Track# CO04070247R1
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[ LAGORATOR/ES §
LABORATORY ANALYTICAL REPORT
‘ Revised Date: 08/31/04
Client: SRK Consulting Report Date: 03/16/04
Project: Yerington Dust Study Collection Date: 06/24/04 15:45
Lab ID: C04070247-006 Date Received: 07/06/04
Client Sample ID: TSABerm-380-06 Matrix: Soil

MCL/
Analyses Result Units Qual RL QCL.  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE :
No. 20 Sieve, Passed 255 % 1.0 ASA15-2 07/21/04 1100 / Imh
No. 20 Sieve, Retained 745 % 1.0 ASA15-2 Q7/24/04 11:00 / Imh
No. 40 Sieve, Passed 18.6 % 1.0 ASA15-2 07/21/04 11:00/ Imh
No. 40 Sieve, Retained 81.4 Yo 1.0 ASA15-2 07/21/04 11:00 / Imh
No. 60 Sieve, Passed 16.1 % 1.0 ASA15-2 07/21/04 11:00 / Imh
No. 60 Sieve, Retained 84.9 % 1.0 ASA15-2 07/21/04 11:00 / Imh
No. 100 Sieve, Passed 1.5 % 1.0 ASA15-2 07/21/04 11:00 / imh
No. 100 Sieve, Retained 88.5 % 1.0 ASA15-2 07/21/04 11:00 / imh
No. 140 Sieve, Passed 77 % 1.0 ASA15-2 07/21/04 11:00/ Imh
No. 140 Sieve, Retained 923 % 1.0 ASA15-2 07/21/04 11:00/ Imh
No. 200 Sieve, Passed 5.8 % 1.0 ASA15-2 07/21/04 11:00/ Imh
No. 200 Sieve, Retained 942 % 1.0 ASA15-2 07/21/04 11:00 / Imh
PARTICLE SIZE ANALYSIS / TEXTURE
Clay 19 % 1.0 ASA15-5 Q7/27/04 08:00 / imh
Sand 12 % 1.0 ASA15-5 Q7/27/04 08:00 / Imh
Silt 69 % 1.0 ASA15-5 07/27/04 08:00 / Imh
Texture SiL 1.0 ASA15-5 07/27/04 08:00 / Imh
PHYSICAL PROPERTIES
Density 2.5 glcc 0.1 E1109 07/22/04 10:00 / Imh
Moisture 1.7 % 0.1 UspbAz26 07/21/04 13:45/ Imh
METALS - TOTAL
Aluminum 25600 mg/kg-dry 2.5 SWeo10B Q7/27/04 13:54 / ts
Antimony ND mg/kg-dry D 12 SWE020 07/27/04 14:46 / bws
Arsenic 17.0 mg/kg-dry ] 2.1 SW8020 07/27/04 14:46  bws
Barium 103 mg/kg-dry D 1.0 SwWe6020 0712704 14:46 / bws
Beryltium ND mg/kg-dry D 1.6 SW6020 07/27/04 14.46 / bws
Boron 59.4  mg/kg-dry 5.0 SWB0108 07/27/04 13:51 / 1s
Cadmium ND mg/kg-dry D 1.7 SWe020 07/27/04 14:46 / bws
Calcium B08D  mg/kg-dry 50 SWe010B 07/27/04 13:51 / is
Chromium 12.6 mg/kg-dry D 12 SW6020 07/27/04 14:48 [ bws
Cobait 10.7 mg/kg-dry o] 0.73 SWe020 07/27/04 14:46 / bws
Copper 1560 mg/kg-dry D 1.4 SWB020 07/27/04 14:46 { bws
Iron 28000 mg/kg-dry 25 SW6010B 07/27/04 13:51 /s
Lead 10.2 mg/kg-dry 0.50 SWe6020 07/27/04 14:46 / bws
Magnesium 13000 mg/kg-dry 50 SW6e010B 07/27/04 13:51 /s
Report RL - Analyte reporting limit, MCL - Maximum contaminant level.
Definitions:  QCL - Quality control limit. ND - Not detected at the reperting limit.

D - RL increased due to sample matrix interfarence.

Track# CO407024781
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LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client: SRK Censulting Report Date: 08/16/04
Project: Yerington Dust Study Collection Date: 06/24/04 15:45
Lab ID: (C04070247-006 Date Received: 07/06/04
Client Sample ID: TSABerm-380-06 Matrix: Soil

MCL/
Analyses Resuit Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 72.9  mg/kg-dry D 0.96 SwWe020 07/27/04 14:46 / bws
Mercury 1.2 mgrkg-dry 0.1 SW7471A 07/22/04 12:21 f smi
Motlybdenum 8.0 mg/kg-dry D 1.2 SWB020 07/27/04 14:46 / bws
Nickel 11.3 mg/kg-dry b 2.3 SWe6020 Q7/27/04 14:46 / bws
Potassium 1460  mg/lkg-dry 50 SW6010B 07/27/04 13:51 / ts
Selenium ND mg/kg-dry D 7.4 SWe020 Q7/27/04 1446 / bws
Sitver ND mg/kg-dry D 1.1 SWe020 07/27/04 14:46 / bws
Sodium 208 mg/kg-dry 50 SW6B010B Q7/27/04 13:51 /'ts
Thallium ND mg/kg-dry D 0.92 SW6020 07/27/04 14:46 / bws
Vanadium 48.5 mglkg-dry D 0.88 SWe020 D7/27/04 14:46 / bws
Zinc 18.6 mg/kg-dry 0.50 SWE020 Q7/27/04 1446/ bws

RADIONUCLIDES - GAMMA

Gross Gamma 35.7  pCifg-dry 2.0 EQ01.1 07/19/04 16:03 / db
Gross Gamma precision (£) 22 pCilg-dry EQ01.1 07/19/04 16:03 / db
Actinium 228 4.3 pCi/g-dty 2.0 ES01.1 07/19/04 16:03 / db
Actinium 228 pracision (&) 0.3 pCi/g-dry E901.1 07/19/04 16:03 / db
Bismuth 214 4.5 pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Bismuth 214 precision (1) 0.3 pCi/g-dry E901.1 07/19/04 16:03 / dh
Lead 212 12.2 pCi/ig-dry 2.0 E901.1 07/19/04 16:03 / db
Lead 212 precision (+} 0.5 pCilg-dry E901.1 07/19/04 18:03 / db
Lead 214 5.0 pCifg-dry 2.0 £901.1 07/18/04 16:03 / db
Lead 214 precision (¥} 0.2 pCifg-dry E901.1 07/19/04 16:03 / db
Potassium 40 9.6 pCifg-dry 2.0 ES01.1 07/19/04 16:03 /db
Potassium 40 precision () 0.9 pCifg-dry - EZ01.1 07/19/04 16:03 / db
Radium 223 ND pCifg-dry 2.0 E901.1 07/19/04 16:03 /db
Radium 224 ND pCi/g-dry 2.0 E901.1 07/19/04 16:03 / db
Radium 226 45 pCifg-dry 2.0 ES01.1 07/19/04 16:03 / db
Radium 226 precision (t) 0.3 pCi/g-dry : E901.1 07/19/04 16:03 / db
Radium 228 4.3 pCi/lg-dry 2.0 E901.1 07/19/04 16:03 / db
Radium 228 precision (t} 0.3 pCifg-dry E901.1 07/19/04 16:03 / db
Thorium 234 ND pCifg-dry 2.0 EQ01.1 07/19/04 16:03 / db

RADIONUCLIDES - TOTAL

Therium 228 2.6 pCifg-dry 0.1 ES07.0 07/27/04 10:30 / ph
Thorium 228 precision (x) 0.3 pCi/g-dry ES07.0 07/27/04 10:30 / ph
Thorium 230 8.8 pCi/g-dry 0.1 . E907.0 07/27/04 10:30 / ph
Thotium 230 precision () 0.5 pCifg-dry E907.0 Q7/27/04 10:30 / ph
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality control limit. ND - Not datected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# CO4C0C70247RA1 Page



ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82601) * F.O. Box 3258 + Casper, WY 82602
m . Toil Free B88.235.0515 + 307.235.0515 + Fax 307.234.1639 + casper@energylab.corm www.energyiab.com

e ————

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client: SRK Consulting Report Date: 08/16/04
Project: Yerington Dust Study Collection Date: 06/24/04 15:45
Lab ID: C04070247-006 Date Received: 07/06/04
Client Sample ID: TSABerm-380-006 Matrix: Soil

MCL/
Analyses Result  Units Qual RL QCL.  Method Analysis Date / By
RADIONUCLIDES - TOTAL
Tharium 232 23 pCi/g-dry 0.1 E907.0 07/27104 10:30 / ph
Thorium 232 precision {z) _ 0.2  pCilg-dry EQ07.0 07/27/04 10:30 / ph
Uranium 234 3.2 pCitg-dry 0.1 EQ07.0 08/08/04 10:30 / ph
Uranium 234 precision {t} 0.3 pCilg-dry EQ07.0 08/09/04 10:30 / ph
Uranium 235 0.2 pCi/g-dry 0.1 E907.0 08/09/04 10:30 / ph
Uranium 235 precision (x) 0.07 pCi/g-dry ES07.0 0B8/09/04 10:30 / ph
Uranium 238 3.2 pCifg-dry 0.1 ESQ7.0 08/08/04 10:30/ ph
Uranium 238 precision (£} 03 pCifg-dry E907.0 08/09/04 10:30 / ph
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions:  QCL - Quality control limit. ND - Not detected at the reporting limit.

Track# C04070247R1 Fage



ENERGY LABORATORIES, INC. « 2393 Salt Cregk
Toll Free 888.235.0515 + 307.235.0515 » Fax 307.234.1639

Highway (82601) - PO, Box 3258 + Casper; WY 82602
- casper@energylab.com - www.energylab.com

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04
Client:  SRK Consulting Report Date: 08/16/04

Project: Yerington Dust Study
Lab ID: (C04070247-007

Client Sample ID:  TSABerm-389-07

Collection Date: 06/24/04 15:30
Date Reeeived: 07/06/04
Matrix: Soil

Definitions:  QCL - Guality confrol limit,

D - RL increased due to sample matrix interference.

ND - Not detected at the reporting limit.

Track# CO4070247R1

MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
Na. 20 Sieve, Passed 24.4 Yo 1.0 ASA15-2 07/21/04 11:00 / Imh
No. 20 Sieve, Retained 75.6 % 1.0 ASA15-2 07/21/04 11:00 / Imh
No. 40 Sieve, Passed 17.7 % 10 ASA15-2 07/21/04 11:00 / Imh
No. 40 Sieve, Retained 82.3 % 1.0 ASA15-2 07/21/04 11:00 / Imh
No. 60 Sieve, Passed 142 % 1.0 ASA15-2 07/21/04 11:00/ Imh
No. 80 Sieve, Retained 85.8 % 1.0 ASA15-2 07/21/04 11:00 / Imh
No. 100 Sieve, Passed 105 % 1.0 ASA15-2 07/21/04 11:00 / Imh
No. 100 Sieve, Retained 895 % 1.0 ASA15-2 07/21/04 11:00 / Imh
No. 140 Sieve, Passed 7.1 % 1.0 ASA15-2 07/21/04 11:00 / Imh
No. 140 Sieve, Retained 92.9 % 1.0 ASA15-2 D7/21/04 11:00 / Imh
No. 200 Sieve, Passed 5.7 % 1.0 ASA15-2 07/21/04 11:00 / Imh
No. 200 Sieve, Retained 843 Y% 1.0 ABA15-2 07/21/04 11:00 / imh
PARTICLE SIZE ANALYSIS /| TEXTURE
Clay ' 19 % 1.0 ASA15-5 07/27/04 08:00 / Imh
Sand 15 % 1.0 ASA15-5 07/27/04 08:00 / Imh
Siit 66 % 1.0 ASA15-5 07/27/04 08:00/ Imh
Texture SiL 1.0 ASA15-5 07/27/04 08:00 / Imh
PHYSICAL PROPERTIES
Density 25 glcc 0.1 E1108 07/22/04 10:00 / Imh
Moisture 1.8 % 0.1 USDAZ6 07/21/04 13:45 / imh
METALS - TOTAL
Aluminum 25000 mg/kg-dry 25 SW6010B 07/27/04 14:00/ ts
Antimony ND mg/kg-dry D 1.2 SWE020 07/27/04 14:53 / bws
Arsenic 15.9 mg/kg-dry D 2.1 SWeB020 07/27/04 14:53 / bws
Barium 103 mg/kg-dry D 1.0 SWB020 07/27/04 14:53 / bws
Beryliium ND mg/kg-dry o 16 SWa020 Q7/27/Q04 14:53 / bws
Boron 59.2 mg/kg-dry 5.0 SW60108 07/27/04 13:57 / s
Cadmium ND mg/kg-dry D 1.7 SW6020 07/27/04 14:53 / bws
Calcium 8160 ma/kg-dry 50 SW6E0108 07/27/04 13:57 I ts
Chromium 11.1 mg/kg-dry D 1.2 SW6020 07/27/04 14:53 / bws
Cobalt 11.5  mg/kg-dry D 0.73 SWe020 07/27/04 14:53 ) bws
Copper 2130 mg/kg-dry D 1.4 SW6020 07/27/04 14:53 / bws
lron 28200 mg/kg-dry 25 SWE010B 07/27/04 13:57 [ ts
Lead 10.1 mg/kg-dry 0.50 SWe6020 07/27/04 14:53 / bws
Magnesium 13000 mg/kg-dry 50 SW80108 Q7/27/04 13:57 / ts
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
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ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82601) - £O. Box 3258 - Casper, WY 82602

70/l Free 888.235.0515 + 307.235.0515 « Fax 307.234.1639 * casper@energylab.com & www. energylab.com

J LAGORATORIES |
Client: SRK Consulting
Project: Yerington Dust Study

Lab ID: C04070247-007
Client Sample ID: TSABerm-385-07

LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Report Date: 08/16/04

Collection Date: 06/24/04 15:30

Date Received: 07/06/04
Matrix: Soil

MCL/
Analyses Result  Units Qual RL. QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 75.4 mg/kg-dry D 0.96 SW6E020 07/27/04 14:53 / bws
Mercury 1.2 mg/kg-dry 0.1 SW7471A Q7/22/04 12:27 / sml
Molybdenum 8.5 mg/kg-dry D 1.2 SWE020 07/27/04 14,53 / bws
Nickel 11.3 mag/kg-dry D 23 SW6020 07/27/04 14:53 / bws
Potassium 1500 mg/kg-dry 50 SWes010B 07/27/04 13:57 / ts
Selenium ND mg/kg-dry D 7.4 SWs020 07/27/04 14:53 / bws
Silver ND mg/kg-dry D 1.6 SW6020 07/27/04 14:53 { bws
Sodium 205 mg/kg-dry 50 SWe010B 07/27/04 13:57 / ts
Thallium ND mg/kg-dry D .92 SWe020 07/27/04 14:53 / bws
Vanadium 47.4 ma/kg-dry [a} (.88 SWE020 07/27/04 14:53 / bws
Zinc 21.9 mag/kg-dry 0.50 SWBE020 07/27/04 14.53 / bws
RADIONUCLIDES - GAMMA
Gross Gamma 345 pCifg-dry 2.0 E901.1 07/19/04 16:03 /db
Gross Gamma precision (+) 2.5 pCilg-dry ES01.1 07/19/04 16:03 / db
Actinium 228 2.7 pCi/g-dry 2.0 E901.1 07/19/04 16:03 /db
Actinium 228 precision () 0.2 pCifg-dry E901.1 07/18/04 16:03 / db
Bismuth 214 59 pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Bismuth 214 precision () 0.4 pCilg-dry ES01.1 07/18/04 16:03 / db
Lead 212 8.7 pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Lead 212 precision (1) 0.5 pCifg-dry ES01.1 07/19/04 16:03/ db
Lead 214 6.4 pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Lead 214 precision (1) 0.4 pCilg-dry ES01.1 07/19/04 16:03 / db
Potassium 40 8.9 pCilg-dry 2.0 £801.1 (7/19/04 16:03 / db
Potassium 40 precision (x} 0.9 pCi/g-dry E901.1 07/19/04 16:03 / db
Radium 223 ND pCi/g-dry 2.0 ES01.1 Q7/19/04 16:03 / db
Radium 224 ND pCilg-dry 20 E901.1 07/19/04 16:03 / db
Radium 226 5.9 pCifg-dry 2.0 E901.1 07/49/04 16:03 / db
Radium 226 precision () 0.4 pCifg-dry E901.1 07/19/04 16:03 / db
Radium 228 2.7 pCifg-dry 2.0 ES01.1 07/19/04 16:03 / db
Radium 228 precision (&) 0.2 pCifg-dry ' E901.1 07/19/04 16:03 / db
Thorium 234 ND pCifg-dry 2.0 E901.1 07/18/04 16:03 / db
RADIONUCLIDES - TOTAL
Thorium 228 2.1 pCi/g-dry 0.1 ES07.0 Q7/27/04 10:30 / ph
Tharium 228 precision () 0.2 pCi/g-dry EQ07.C 07/27/04 10:30 / ph
Tharium 230 7.4 pCilg-dry 0.1 E907.0 07/27/04 10:30/ ph
Therium 230 precision (£) 0.4 pCifg-dry E907.0 07/27/04 10:30 / ph

RL - Analyte reporting limit.
QCL - Quality control limit.

Report
Definitions:

D - RL increased due to sample matrix interference.

MCL - Maximum contaminant level.

ND - Not detected at the reporting limit.

Track# CO4070247R1
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LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client;: SRK Consulting Report Date: 08/16/04
Project: Yerington Dust Study Collection Date: 06/24/04 15:30
Lab ID: C04070247-007 Date Received: 07/06/04
Client Sample ID; TSABerm-389-07 Matrix: Soil

MCL/
Analyses Result  Units Qual RL QCL  Method - Analysis Date / By
RADIONUCLIDES - TOTAL
Thorium 232 1.7 pCifg-dry 0.1 ESG7.0 07/27/04 10:30 / ph
Thorium 232 precision (t) 0.2 pCilg-dry E9S07.0 07/27/04 10:30 / ph
Uraniem 234 2.1 pCi/g-dry 0.1 E907.0 08/09/04 10:3Q / ph
Uranium 234 precision (&) 0.3 pCi/g-dry E907.0 08/09/04 10:30 / ph
Uranium 235 0.1 pCiig-dry 0.1 ES07.0 08/09/04 10:30/ ph
Uranium 235 precision (1) 0.08 pCifg-dry EQ07.0 08/09/04 10:30 / ph
Uranium 238 19 pCifg-dry 0.1 ES07.0 (08/09/04 10:30 / ph
Uranium 238 precision (1) 0.3 pCifg-dry ES07.0 08/09/04 10:30 / ph
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions:  QCL. - Quality contro! fimit. _ N - Not detected at the reporting limit.

Track# CO4070247RA Fage
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J LAGORATORIES |
Date: 37/-Aug-04
CLIENT: SRK Consulting
Project: Yerington Dust Study CASE NARRATIVE

Sample Delivery Group: €04070247

THIS IS THE FINAL PAGE OF THE LABORATORY ANALYTICAL REPORT

REVISED REFORT
Revised report to include Radium 223 on all samples.

BRANCH LABORATORY LOCATIONS

eli-b - Energy Laboratories, Inc. - Billings, MT

eli-cs - Energy Laboratories, Inc. - College Station, TX
eli-g - Energy Laboratories, Inc. - Gillette, WY

eli-h - Energy Laboratories, Inc. - Helena, MT

eli-r - Energy Laboratories, Inc. - Rapid City, SD

ORIGINAL SAMPLE SUBMITTAL(S)
All original sample submittals have been returned with the data package. A copy of the submittal(s) has been included and

tracked in the data package.

SUBCONTRACTING ANALYSIS
Subcontracting of sample analyses to an outside laboratory may be required. If so, ENERGY LABORATORIES will utilize

its branch laboratories or qualified contract laboratories for this service. Any such laboratories will be indicated within the
Laboratory Analytical Report.

SAMPLE TEMPERATURE COMPLIANCE: 4°C (22°C)
Temperature of samples received may not be considered properly preserved by accepted standards. Samples that are hand
delivered immediately after collection shall be considered acceptable if there is evidence that the chilling process has begun.

ENERGY LABORATORIES, INC. - CASPER, WY certifies that certain method selections contained in this report meet
requirements as set forth by NELAC. Some client specific reporting requirements may not require NELAC reporting
protocol, NELAC Certification Number E87641.

ELI appreciates the opportunity to provide you with this analytical service. For additional information and services visit our
web page www.energylab.com.

The total number of pages of this report are indicated by the page number located in the lower right corner.

Track# CO04070247RA1 FPage
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CLIENT:

SRX Consulting

ANALYTICAL QC SUMMARY REPORT Date: [6-Aug-04
Work Order:  C04070247 Q
Project: Yerington Dust Study BatchID: 040721A-PSA-Texture-S
Sample 1D: MBLK1_D40721A SampType: MBLK TestCode: PSA-TEXTURE-S Units: % Prep Date: Run tD: PSA_040721A
Client ID: Batch 1D: 040721A-PSA TestNo: ASA15-5 Analysis Date:  7/21/2004 SegNo: 779820
Analyte Result PQL SPKvalue SPKRefVval %REC Lowlimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Clay ND 1 0 o 0 o
Sand ND 1 0 0 0 0
Silt ND 1 0 0 0 0
Qualifiers:  ND - Not Detected at the Reporting Limit S - Spike Recovery outside accepted recovery limits B - Analyte detected in the associated Method Blank
J - Analyte detected befow quantitation limits R - RPD outside accepted recovery limits A - Analyte concentration greater than three times the spike amount
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CLIENT: SRX Consulting

Work Order:  C04070247
Project: Yerington Dust Study

ANALYTICAL QC SUMMARY REPORT

Date: [6-Aug-04

BatchiD: 5935

SHHUOLFHOIVT

Sample ID: C04070247-005B MS SampType: MS
Client ID: TSABerm-361-05 Baich ID: 5935

Analyte Resuit

TestCode: CVAA-HG-7471-S  Units: mglkg-dry
TestNo: SW74T1A

PQL SPKvaiue SPK RefVal

Prep Date: 771572004
Analysis Date:  7/19/2004

%REC LowLimit HighLimit RPD RefVal

Run ID: CVAA-C201_040719A
SeqNo: 775750

%RPD RPDLimit Qual

Mercury 1.8

0.050 1617 0.318 976

115 0 0

Sample ID: C04070247-0058B MS SampType: MSD
Client iD: TSABerm-361-05 Batch ID: 5935

TesiCode: CVAA-HG-7471-5  Units: mg/kg-dry
TestNo: SWT4T1A

Prep Date: 7/15/2004
Analysis Date:  7/19/2004

Run ID: CVAA-C201_040719A
SeqNo: 775751

Analyte Result PQL  SPKvalue SPK RefVal %REC Lowlimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Mercury 1.8 0.050 1.469 0.318 103 115 1.797 1.8 30
Qualifiers:  ND - Not Detected at the Reporting Limit § - Spike Recovery outside accepted recovery limits

T - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT: SRK Consulting

ANALYTICAL QC SUMMARY REPORT Date: /6-Aug-04

Work Order: C04070247
Project: Yerington Dust Study Batchib: 6015
Sample ID: MB-6015 SampType: MBLK TestCode: CVAA-HG-7471-S  Units: mg/kg-dry Prep Date:  7/22/12004 Run ID: CVAA-C201_040722A
Client 1D: Batch ID: 6015 TestNo: SWT7471A Analysis Date:  7/22/2004 SegiNo: 780815
Analyte Result PQL  SPKvalue SPK RefVal %REC Lowlimit HighLimit RPD RefVal %RPD RPDLimit Qual
Mercury ND 0.01 0 0 0 0
Sample |D: LCS-6015 SampType: LCS TestCode: CVAA-HG-7471-§  Units: mglkg-dry Prep Date: 712212004 Run ID: CVAA-C201_040722A
Client iD: Batch ID: 6015 TestNo: SW7T4T1A Analysis Date:  7/22/2004 SegNo: 780821
Analyie Result PQL SPKvalue 3SPK Ref Val %REC LowlLimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Mercury 0.53 0.050 0.5 0 105 90 110 0 0
Sample ID: C04070247-006B MS SampType: MS TestCode: CVAA-HG-T471-S  Units: mg/kg-dry Prep Date:  7/22/12004 Run 1D: CVAA-C201_040722A
Client ID: TSABerm-380-06 Batch ID: 6015 TestNo: SW74T1A Analysis Date:  7/22/2004 SeqNo: 780819
Analyte Result PQL  SPKvalue SPK RefVal %REC Lowlimit Highlimit RPD RefVal %RPD RPDLimit Qual
Mercury 37 0.050 2.843 1.233 88.4 85 115 0 0
Sample ID: C04070247-006B MS SampType: MSD TestCode: CVAA-HG-7471-S  Units: myg/kg-dry Prep Date:  7/22/2004 Run [D: CVAA-C201_040722A
Client ID: TSABerm-380-06 Batch ID: 6015 TestNo: SW7471A Analysis Date: 7/22/2004 SeqNo: 780820
Analyle Result PQL  SPKvalue SPKRefval %REC Lowlimit Hightimit RPD RefVal %RPD  RPDLimit Qual
Mercury 37 0.050 2.847 1.233 85.7 85 115 3.747 20 30
Qualifiers; WD - Not Detected af the Reporting Limit $ - Spike Recovery outside accepted recovery limits B - Analyte detected in the associated Method Blank

3 - Analyte detected below quantitation limits R - RPD outside accepted recovery limits A - Analyte concentration greater than three times the spike amount
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CLIENT: SRK Consuliing

Work Order: 04070247
Project: Yerington Dust Study

ANALYTICAL QC SUMMARY REPORT
BatchiD:

Date: [6-Aug-04

5974

Sampie 1D: MB-5974 SampType: MBLK

TestCode: ICP-6010-8-T Units: mglkg-dry Prep Dale: 711912004

Run iD:. ICP1-C_040723A

Client iD: Batch [D: 5974 TestNo: SW60108 Analysis Date: 7/23/2004 SeqNo: 782744

Analyte Result PQL  SPKvalue SPK RefVal %REC LowLimit Highlimit RPD Ref Val %RPD RPDLimit Qual
Aluminum 0.03 0.00006 0 0 ] 0

Boron 0.0002 0.0001 0 c 0 ]

Calcium 0.02 0.001 0 0 ] 0

lron 0.07 0.00009 0 0 0 ¢}

Magnesium 0.02 0.001 0 0 0 0

Potassium 0.03 C.001 0 0 0 0

Sedium ND 0.001 0 o ) 4]

Sample ID: LCS-5974 SampType: LCS

TesiCode: ICP-6010-3-T Units: mglkg-dry Prep Date:  7/19/2004

Run ID: ICP1-C_040723A

Client ID: Batch ID: 5974 TesiNo: SW60108 Analysis Date:  7/23/2004 SeqNo: 782745

Analyte Resuit PQL  SPKvalue SPK RefVal %REC  Lowlimit HighLimit RPD RefVal %RPD RPDLimit Qual
Aluminum 0.498 5.0 0.5 0 99.7 90 110 0 0

Boron 0.494 5.0 0.5 0 98.7 g0 110 0 0

Iron 0.507 1.5 0.5 o 101 Q0 10 ] 0

Sample ID: C04070247-001BMS SampType: MS
Client ID: TSABerm-385-01 Batch |ID: 5974

Analyte Result

TestCode: ICP-6010-5-T
TestNo: SW6010B

Units: mglkg-dry Prep Date: 711912004

Analysis Date:  7/23/2004

PQL  SPKvalue SPK Ref Val %REC Lowlimit HighLimit RPD Ref Val

Run ID; ICP1-C_040723A
SegNo: 782739

%RPD  RPDLimit

Qual

Boron 84.0

50 25 62.2 87.4 75 126 0

o

Sample ID: C04070247-001BMS SampType: MSD
Client ID:  TSABerm-385-01 Batch I0: 5974

Analyte Result

TestCode: ICP-6010-S-T
TestNo: SW6010B

Units: mglkg-dry Prep Date:  7/19/2004

Analysis Date:  7/23/2004

PQL  SPKvalue SPK RefVal %REC LowLimit HighLimit RPD Ref Val

Run ID: ICP1-C_040723A
SeqMo: 782740

%RPD  RPDLimit

CQual

Boron 823

5.0 25 62.2 80.4 75 125 §4.05

2.1 20

Qualifierss  ND - Not Detected at the Reporting Limit

] - Analyte detected below quantitation limits

S - Spike Recovery outside accepted recovery limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT:

SRK Consulting

Work Order: C04070247

ANALYTICAL QC SUMMARY REPORT

Date: [6-Aug-04

SHEOLVHOEV T

Project: Yerington Dust Study BatchIlD: 5974

Sample 1D: MB-5974 SampType: MBLK TestCode: ICPMS-6020-8-T  Units: mg/kg-dry Prep Date:  7/19/2004 Run ID: ICPMS1-C_040721C
Client 1D: Batch ID: 5974 TestNo: SW6020 Analysis Date:  7/21i2004 SeqNo: 780306

Analyte Result PQL  SPKvalue SPKRefVal %REC LowlLimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Antimeny ND 0.0009 0 0 0 ]

Arsenic ND 0.002 0 0 0 0

Barium ND 0.0008 o 0 i} 0

Beryllium ND 0.001 8] 0 0 0

Cadmium ND 0.001 0 ] 0 v

Chromium 0.003 0.0009 0 0 0 0

Cobalt ND 0.0006 0 ] 0 0

Copper ND 0.001 o 0 0 0

Lead ND 0.0004 0 0 0 o

Manganese ND 0.0008 0 0 0 0

Molybdenum ND 0.001 0 0 0 0

Nickel ND 0.002 0 0 0 0

Selenium ND 0.006 ¢ 0 0 0

Silver ND 0.0008 0 ] ¢ 0

Thallium ND 0.0007 0 0 o 0

Vanadium ND 0.0007 0 0 0 0

Zinc 0.001 0.00001 0 0 0 0

Sample ID: MB-5974 SampType: MBLK TestCode: ICPMS-6020-5-T  Units: mgikg-dry Prep Date:  7/19/2004 Run ID: 1ICPMS1-C_040727A
Client \D: Batch ID: 5974 TestNo: SW6020 Analysis Date:  7/27/2004 SeqNo: 785429

Analyte Result PQL SPK value SPK Ref Val %REC Lowlimit Highlimit RPD Ref Val %RPD RPDLimit Qual
Antimony ND 0.0009 0 0 0 0

Arsenic ND 0.002 0 o 0 0

Barium ND 0.0008 c G 0 0

Beryllium ND 0.001 0 0 0 0

Cadmium ND 0.001 0 o 0 0

Chromium 0.003 0.0008 0 0 0 0

Qualifiers:  ND - Not Detected at the Reporting Limit S - Spike Recovery outside accepted recovery limits

1 - Analyte detected below quantitation fimits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT:

SRK Consulting

Work Order: 04070247

Project:

Yerington Dust Study

ANALYTICAL QC SUMMARY REPORT

Date: 16-Aug-04

BatchID: 5974

Sample |D: MB-6974

SampType: MBLK

TestCode: ICPMS-6020-5-T  Units: ma/kg-dry

Prep Date: 711972004

Run 1D: ICPMS1-C_040727A

Client ID: Batch ID: 5974 TestNo: SW6020 Analysis Date:  7/27/2004 SeqNo: 785429
Analyte Result PQL  SPKvalue SPKRefVal %REC Lowkimit HighLimit RPD RefVal %RPD RPDLimit Qual
Cobalt ND 0.0006 o 0 0 0
Copper ND 0.001 0 0 0 o

Lead ND 0.0004 0 0 0 0
Manganese ND 0.0008 0 0 1] Q
Maiybdenum ND 0.001 0 0 0 0
Nickel ND 0.002 0 0 0 0
Selenium ND 0.006 0 0 0 0
Silver ND 0.0008 0 0 0 o
Thallium ND 0.0007 0 0 0 0
Vanadium ND 0.0007 0 0 0 0

Zinc 0.001 0.00001 0 0 0 0

Sample ID: LCS1-5974

SampType: LCS1

TestCode: ICPMS-6020-5-T  Units: mg/kg-dry

Prep Date: 711912004

Run 1D: ICPMS1-C_040721C

Client 1D: Batch [D: 5974 TestNo: SW6020 Analysis Date:  7/21/2004 SeqNo: 780311
Analyte Result PQL  SPKvalue SPKRefVal %REC LowLimit HighLimit RPD Ref Val %RPD RPOLimit Qual
Antimony 0.0198 0.50 0.02 ¢ 98.8 75 125 ] 0
Barium 0.0182 0.50 0.02 0 90.8 75 125 0 0
Beryllium 0.0174 0.50 0.02 o 87.1 75 125 0 0
Cadmium 0.0184 0.50 0.02 0 82.2 75 125 0 0
Chromium 0.0211 0.50 0.02 0.00318 896 75 125 0 0
Cobalt 0.0198 0.50 0.02 0 99.2 75 125 0 0
Copper 0.0206 0.50 0.0z Y] 103 75 125 0 0
Lead 0.0184 0.50 0.02 0 91.8 75 125 0 0
Manganese 0.0197 0.50 Q.02 0 098.3 75 125 a 0
Molybdenum 0.0207 0.50 0.02 0 103 75 125 0 o
Nickel 0.0220 0.50 0.02 0 110 75 125 0 0
Silver 0.0224 050 0.02 0 112 75 125 0 0
Qualifiers:  ND - Not Detecied at the Reporting Limit S - Spike Recovery outside accepted recovery limits

J - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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Work Order: 04070247

CLIENT: SRK Consulting

ANALYTICAL QC SUMMARY REPORT

Date: 16-Aug-04

< ONI SIIHOLIVHOGY T ADYINT
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Project: Yerington Dust Study BatchID: 5974
Sample [D: LCS1-5974 SampType: LCS1 TestCode: ICPMS-6020-5-T  Units: mg/kg-dry Prep Date:  7119/2004 Run iD: ICPMS1-C_040721C
Client ID: Bateh ID: 5974 TestNo: SW6020 Analysis Date:  7/21/2004 SeqNo: 780311
Analyte Resutt PQL SPK value SPK Ref Val %REC Lowlimit Hightimit RPD Ref Val %RPD  RPDLimit  Qual
Thallium 0.0178 0.50 0.02 0 §9.2 75 125 0 0
Vanadium 0.0195 0.50 0.02 0 975 75 125 0
Zinc 0.0184 0.50 0.02 0.00129 854 75 125 0
Sample ID: LCS1-5974 SampType: LCS1 TestCode: ICPMS-6020-8-T  Units: mg/kg-dry Prep Date:  7/19/2004 Run 1D: ICPMS51-C_040727A
Client ID: Batch 1D: 5974 TestNo: SW6020 Analysis Date: 7/27/2004 SeqNo: 785430
Analyte Result PQL  SPKvalue SPK RefVal %REC LowlLimit HighLimit RPD RefVal %RPD  RPDLImit  Qual
Antimony 0.0205 0.50 0.02 0 103 75 125 0 0
Arsenic 0.0167 0.50 0.02 0 833 75 125 0 g
Barium 0.0194 0.50 0.62 0 97.2 75 125 0 0
Beryllium 00192 0.50 0.02 0 95.8 75 125 o o
Cadmium 0.0185 0.50 0.02 0 927 75 125 0 0
Chromium 0.0218 0.50 0.02 0.00334 924 75 125 0 0
Cobalt 0.0210 0.50 0.02 0 105 75 125 0 0
Copper 0.0213 0.50 0.02 0 106 75 125 0 0
Lead 0.0197 0.50 0.02 o 98.4 75 125 0 ¢
Manganese 0.0203 0.50 0.02 0 102 75 125 0 V]
Molybdenum 0.0214 0.50 0.02 0 107 75 125 0 0
Nickel 0.0211 0.50 0.02 0 106 75 125 0 0
Silver 0.0230 0.50 0.02 ¢ 115 75 125 0 0
Thallium 0.0193 0.50 0.02 0 96.6 75 125 0 0
Vanadium 0.0202 0.50 0.02 0 101 75 125 0 0
- Zing 0.0186 0.50 0.02 0.00138 86.2 75 125 0 0
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Qualifiers:  ND - Not Detected at the Reporting Limit

Y- Analyte detected below quantitation limits

§ - Spike Recovery outside accepted recovery limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amouat
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CLIENT: SRK Consulting

Work Order: 04070247

Project: Yerington Dust Study

ANALYTICAL QC SUMMARY REPORT

Date: [6-Aug-04

BatchID: 5974

Sample ID: C04070247-002BPM  SampType: MS

ClientID; TSABerm-396-02

Baich ID: 5974

TestCode: ICPMS-6020-8-T  Units: mg/kg-dry
TestNo: SW6020

Prep Date:  7/19/2004
Analysis Date:  7/21/2004

Run ID: ICPMS1-C_040721C
SeqNo: 780315

Analyte Resuit PQL  SPKvalue SPK RefVal %REC Lowlimit Hightimit RPD Ref Vai °%RPD RPDLimit Qual
Antimony 271 0.50 25 0 108 75 125 0 0
Arsenic 383 0.86 25 16.64 86.5 75 125 0 0
Barium 143 0.50 25 113.8 118 75 125 0 0
Cadmium 262 0.66 25 0 105 75 125 0 0
Chromium 3T 0.50 25 12.28 101 75 125 0 0
Cobalt 31.5 0.50 25 8.75 28.9 75 125 0 0
Lead 38.2 0.50 25 124 103 75 125 0 0
Molybdenum 335 0.50 25 5.505 112 75 125 0 0
Selenium 241 29 25 417 79.7 75 125 0 0
Thallium 26.0 0.50 25 0 104 75 125 0 0
Vanadium 79.6 0.50 25 53.8 103 75 125 0 Q

Sample ID: C04070247-002BPM  SampType: MS

Client ID: TSABerm-396-02

Batch ID: 5974

TestCode: ICPMS-6020-5-T  Units: mg/kg-dry

Prep Date:  7/19/2004

Run ID: ICPMS1-C_040727TA

TesthNo: SW6020 Analysis Date:  7/27/2004 SeqNo: 785440
Analyte Result PQL SPK value SPKRefVal %REC LowlLimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Antimony 70.3 1.2 62.5 0 113 75 125 o 0
Arsenic 831 21 62.5 20.8 99.6 75 125 0 0
Barium 188 1.0 62.5 118.8 110 75 125 0 0
Beryilium 62.7 16 62.5 0 100 75 125 0 0
Cadmium 70.2 17 62.5 0 112 75 125 0 o
Chromium 80.9 12 625 13.38 108 75 125 0 0
Cobalt 76.0 0.73 625 7.825 109 75 125 0 0
Lead 79.3 0.50 62.5 137 105 75 125 V] 0
Manganese 158 0.96 62.5 90.51 107 75 125 0 0
Molybdenum 81.0 1.2 62.5 5.575 121 75 125 0 0
Nickel 730 2.3 62.5 12.46 96.8 75 125 1] 0
Selenium 67.7 7.4 62.5 V] 108 75 125 o 0

Qualifiers:  ND - Not Detected at the Reporting Limit

J - Analyte detected below quantitation limits

§ - Spike Recovery outside accepted recovery limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT:  SRK Consulting ANALYTICAL QC SUMMARY REPORT Date: 16-4ug-04
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Work Order: C04070247

Project: Yerington Dust Study BatchID: 5974

Sample 1D: C04070247-002BPM  SampType: MS TestCode: ICPMS-6020-S-T  Units: mgfkg-dry Prep Date: 7/19/2004 Run ID: ICPMS51-C_040727A
Client ID:  TSABerm-396-02 Batch ID: 5974 TestNo: SW6020 Analysis Date: 7/27/2004 SeqNo: 785440

Analyte Result PQL SPK value SPK RefVal %REC Lowlimit HighLimit RPD Ref Val %RPD RPDLimit Qual
Thaillium 64.4 0.92 62.5 0 103 75 125 0 0

Vanadium 127 0.88 62.5 59.69 107 75 125 0 0

Zing 112 0.50 625 51.61 96.4 75 125 V] 0

Sample ID: C04070247-002BPM  SampType: MSD TestCode: ICPMS-6020-S-T  Units: mg/kg-dry Prep Date:  7119/2004 Run ID: 1CPMS1-C_040721C
Client ID: TS5ABerm-396-02 Batch ID: 5974 TestNo: SW6020 Analysis Date:  7/2172004 SeqNo: 780316

Analyte Result POQL  SPKvalue SPKRefVal %REC LowLimit HighLimit RPD RefVal %RPD  RPDLimit  Qual
Antimony 270 0.50 25 0 108 75 125 27.08 0.3 20
Arsenic 379 0.86 25 16.64 84.9 75 125 38.26 1.0 20

Barium 141 0.50 25 113.8 108 75 125 143.2 15 20
Cadmiom 259 0.66 25 0 104 75 125 26.17 1.1 20
Chromium 37.8 0.50 25 12.28 i02 75 125 3766 03 20

Cobalt 313 0.50 25 6.75 98.3 75 125 31.47 0.4 20

Lead 38.0 0.50 25 12.4 103 75 125 38.22 0.5 20
Manganese 106 0.50 25 80.7 99.6 75 125 0 200 20
Molybdenum 3286 0.50 25 5.505 108 75 125 33.47 27 20
Selenium 236 29 25 4.17 776 75 125 241 22 20
Thallium 259 0.50 25 1] 104 75 125 25.98 04 20
Vanadium 79.0 0.50 25 538 101 75 125 79.6 0.7 20
Sample ID: C04070247-002BPM SampType: MSD TestCode: ICPMS-6020-S-T  Unils: mg/kg-dry Prep Date:  7/19/2004 Run ID: ICPMS1-C_040727A
ClientID: TSABerm-396-02 Batch ID: 5974 TestNo: SWe6020 Analysis Date:  7/27/2004 SegqNo: 785441

Analyte Resuit PQL  SPKvalue SPK RefVal %REC LowlLimit HighLimit RPD RefVal %RPD RPDLmit Qual
Antimony 70.0 1.2 625 0 112 75 125 70.33 05 20
Arsernic 843 2.1 62.5 208 102 75 125 83.08 14 20

Barium 187 1.0 62.5 118.8 109 75 125 187.8 04 20
Qualifiers:  ND - Not Detected at the Reporting Limit S - Spike Recovery outside accepted recovery limits B - Analyte detected in the associated Method Blank

J - Analyte detected below quantitation limits R - RPD outside accepted recovery limits A - Analyte concentration greater than three times the spike amount
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CLIENT: SRK Consulting

SHIHOLVHORY T

ANALYTICAL QC SUMMARY REPORT Date: [6-Aug-04
Work Qrder: C04070247
Project: Yerington Dust Study BatchlD: 5974

Sample ID: C04070247-0028PM  SampType: MSD TestCode: {CPMS-6020-S-T  Units: mg/kg-dry Prep Date: 7/19/2004 Run {D: ICPMS1-C_040727A
Client ID: TSABerm-396-02 Batch ID:. 5974 TestNo: SW6020 Analysis Date:  7/27/2004 SeqNo: 785441

Analyte Result PQL  SPKvalue SPKRefval %REC LowLimit HighLimit RPD RefVal %RPD RPDLimit Qual
Beryllium 60.8 1.6 625 1] 97.3 75 125 62.65 3.0 20
Cadmium 69.5 1.7 62.5 0 111 75 125 70.21 1.0 20
Chromium 79.1 1.2 62.5 13.38 105 75 125 £80.94 23 20
Cobalt 735 0.73 62.5 7.825 105 75 128 75.98 33 20

Lead 788 0.50 62.5 137 104 75 125 79.32 06 20
Manganese 156 0.96 62.5 90.51 104 75 125 157.6 1.2 20
Molybdenum 80.0 1.2 625 5.575 119 5 125 81 1.2 20
Nickel 723 2.3 625 12.45 95.7 75 125 72.98 1.0 20
Selenium 68.0 7.4 62.5 0 109 75 125 67.72 0.4 20
Thallium 83.8 0.92 62.5 0 102 75 125 64.45 1.1 20
Vanadium 124 0.88 62.5 59.59 103 75 125 126.6 20 20

Zinc 112 0.50 62.5 51.61 96.5 75 125 111.8 0 20
Qualifiers:  ND - Not Detected at the Reporting Limit § - Spike Recovery outside accepted recovery limits B - Analyte detected in the associated Method Blank

J - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

A - Analyte concentration greater than three times the spike amount
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CLIENT: SRK Consulting

SHHOLPHOTV T

ANALYTICAL QC SUMMARY REPORT Date: /6-Aug-04
Work Order: C04070247
Project: Yerington Dust Study BatchID: 6003
Sample ID: MB-6003 SampType: MBLK TestCode: ICP-6010-8S-SOL  Units: mg/kg-dry Prep Date:  7/2112004 Run ID: ICP1-C_040723A
Client iD: Batch (D: 6003 TestNo: SW6010B Analysis Date:  7/23/2004 SeqNo: 782727
Analyte Result PQL  SPKvalue SPKRefVal %REC LowlLimit HighLimit RPD Ref Val %RPD RPOLimit Qual
Algminum ND 0.003 0 ] 0 0
Boron ND 0.006 G 0 0 0
Calcium 0.5 0.06 0 0 0 0
tron 0.03 0.004 0 0 0 0
Magnesium 0.2 0.05 0 0 0 0
Sodium 6 0.06 0 0 0 0
Sample ID: C04070617-005ADU  SampType: DUP TestCode: ICP-6010-8-SOL  Units: mg/kg-dry Prep Date:  7/21/2004 RuniD; ICP1-C_040723A
Client 1D: Batch ID: 6003 TestNo: SW60108 Analysis Dale: 7/23/2004 SeqgNo: 782734
Analyte Result PQL  SPKvalue SPK RefVal %REC LowLimit HighLimit RPD Ref Val %RPD  RPDLimit  Qual
Aluminum 214 1.0 ) 0 2259 52 0
Boran 1.18 1.0 o 0 1.212 29 20
Calcium 88.0 10 0 0 83.9 4.8 20
{ron 158 0.30 0 0 168.1 6.1 20
Magnesium 66.9 10 0 0 70.2 438 20
Sedium 100 10 0 0 100.3 0 20

Qualifiers:  ND - Not Detected at the Reporting Limit

1 - Analyte detected below quantitation limits

S - Spike Recovery outside accepted recovery limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT:

SRK Consulting

Work Order: C04070247
Project: Yerington Dust Study

ANALYTICAL QC SUMMARY REPORT

BatchlD: 6030

Date; [16-Aug-(4

Sample 1D: MB-6030
Client tD:

SampType: MBLK
Batch ID: 6030

TestCode:; 1ICP-6010-8-T
TestNo: SW6010B

Units: mglkg-dry Prep Date:  7/26/2004

Analysis Date: 7/27/2004

Run ID: ICP2-C_040727A
SeqNo: 786295

Analyte Result PQL SPKvalue SPK RefVal %REC LowLimit Highlimit RPD Ref Val %RPD RPDLimit Qual
Aluminum 0.006 0.00006 0 0 0 0
Boron 0.02 0.001 0 0 0 0
Calcium 0.05 0.002 0 0 G [y
fron 0.004 0.0001 0 0 0 0
Magnesium 0.1 0.002 0 0 1] 0
Potassium 0.2 0.002 4] 0 0 0
Sedium 1 0.002 0 0 Q t)

Sample ID: 1.CS-6030

SampType: LCS

Tes!iCode: ICP-6010-S-T -Units: mgfkg-dry Prep Date:  7/26/2004 Run iD: 1ICP2-C_040727A

Client |1D; Batch ID: 6030 TestNo: SW6010B Analysis Date:  7/27/2004 SeqNo: 786296

Analyte Result PQL  SPKvalue SPK RefVal %REC LowlLimit HighLimit RPD RefVal %RPD RPDLimit Qual
Aluminum 0.485 50 05 0.0056 95.9 90 110 0 0

Iron 0.498 15 0.5 0.0038 989 90 110 0 0

Sample ID: MB-6030
Client ID:

SampType: NIBLK
Batch ID: 6030

TestCode: ICPMS-6020-S-T  Unils: mg/kg-dry
TestNo: SW6020

Prep Dale: 7/26/2004 Run [D: ICPMS1-C_040727A

Analysis Date:  7/27/2004 SeqNo: 785447

Analyte Result PQL  SPKvalue SPK RefVal %REC Lowtimit HighLimit RPD RefVal %RPD  RPDLimit Qual
Antimony ND 0.0009 0 v ¢ 0
Arsenic ND 0.002 0 0 ¢ 0
Barium ND 0.0008 0 0 0 0
Beryllium ND 0.001 0 0 0 0
Cadmium ND 0.001 0 0 0 0
Chromium 0.001 0.0009 H 0 ¢ 0
Cobalt ND 0.0006 0 0 0 o
Copper ND 0.001 0 0 0 0

Lead ND 0.0004 0 0 0 0
Qualifiers:  ND - Not Detected at the Reporting Limit S - Spike Recovery outside accepted recovery limits

J - Analyte detected below quantitation limits

B - Analyte detected in the associated Method Blank

R - RPD outside accepted recovery limits A - Analyte concentration greater than three times the spike amount
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CLIENT: SRK Consulting

ANALYTICAL QC SUMMARY REPORT Date: 16-Aug-04

Work Order: 04070247
Project: Yerington Dust Study BatchID: 6030

Sample ID: MB-6030 SampType: MBLK TestCode: ICPMS-6020-5-T  Units: mg/kg-dry Prep Date:  7/26/2004 Run1D: ICPMS1-C_040727A
Client !D: Batch ID: 6030 TesiNo: SW6020 Analysis Date:  7/127/2004 SeqNo: 785447

Analyte Result PQL  SPKvalue SPK RefVal %REC Lowlimit Highlimit RPD RefVal %RPD RPDLimit Qual
Manganese ND 0.0008 0 0 0 0

Molybdenum ND 0.001 ] 0 Y o

Nickel ND 0.002 0 o o 0

Selenium ND 0.006 0 0 0 0

Silver ND 0.0008 0 0 0 4]

Thallium ND 0.0007 0 o 0 0

Vanadium ND 0.0007 0 0 0 a

Zine 0.002 0.00001 0 0 0 0

Sample ID: C04070423-007TBPM SampType: MS TestCode: ICPMS-6020-5-T  Units: mgfkg-dry Prep Date;  7/26/2004 Run ID: ICPM31-C_040727B
Client ID: Batch 1D: 6030 TestNo: SW6020 Analysis Date:  7/27/2004 SegNo: 786022

Analyte Result PQL  SPKvalue SPKRefVal %REC Lowlimit HighLimit RPD RefVal %RPD RPDLImit Qual
Antimany 278 0.50 25 ¢ 11 75 125 0 0

Barium 432 0.50 25 2367 78 75 125 0 0

BeryHium 250 0.65 25 0.72 97.1 75 125 0 0

Cadmium 272 0.66 25 ] 109 75 125 ¢ 0

Chromium 344 0.50 25 10.05 g7.5 75 125 0 0

Cobatt 41.9 0.50 25 18.4 94.1 75 125 0 0

Lead 28.1 0.50 25 2.505 102 75 125 0 0

Molybdenum 34.2 0.50 25 6.84 109 75 125 0 0

Sitver 9.26 0.50 10 0 926 75 125 0 0

Thalfium 27.0 0.50 25 1.985 100 75 125 0 0

Vanadium 352 0.50 25 11.65 94.3 75 125 0 0

Qualifiers:  ND - Not Detected at the Reporting Limit S - Spike Recovery outside accepted recovery limits B - Analyte detected in the associated Method Blank

J - Anatyte detected below quantitation limits R - RPD outside accepted recovery limits A - Analyte concentration greater than three times the spike amount

=
1y
C3
g
b8
3
3
™
Uy

NS

£

- GIGOGEZLOE - GIG0GEC 888 98 oL

ik 48217 YES E6EZ - "ONI STIHOLVHOGVY T ADHT,

/BA5R3 . BEGL PESLOE XES
0928) Nemiyl

2

. oo geAtiiens

Wos qeIALiiaus mmm
ZO978 A Yodsen . §%26 Xog Od -



LYFTCLOVYOD #MOed L

ofted

e

CLIENT: SRK Consulting

Work Order: C04070247
Project: Yeringten Dust Study

ANALYTICAL QC SUMMARY REPORT

BatchID:

Pate: [6-Aug-04

6030

SFHOLPFUOIVT

Sample ID: C04070423-007BPM SampType: MSD

TestCode: ICPMS-6020-5-T  Units: mgikg-dry

Prep Date: 7/26/2004

Run ID: ICPMS1-C_040727B

Client ID: Batch 1D: 6030 TesiNo: SW§020 Analysis Date:  7/27/2004 SeqNo: 786023
Analyte Result PQL SPKvalue SPKRefVal %REC Lowlimit HighLimit RPD RefVal %RPD RPDLimit Qual
Antimony 276 0.50 25 0 110 75 125 27.82 0.8 20
Barium 48.0 0.50 25 2367 97.2 75 125 43.16 1 20
Beryllium 24.4 0.65 25 0.72 947 75 125 25 2.5 20
Cadmium 26.9 0.66 25 0 107 75 125 27.22 13 20
Chromium 36.3 0.50 25 1005 105 75 125 34.42 54 20
Cobalt 454 0.50 25 184 108 75 125 41.92 8.0 20
Lead 286 0.50 25 2.505 104 75 125 28.09 1.7 20
Molybdenum 35.7 0.50 25 6.84 116 75 125 34.16 45 20
Silver 9.85 0.50 10 0 98.5 75 125 9.265 6.1 20
Fhallium 275 0.50 25 1.985 102 75 125 27 17 20
Vanadium 378 0.50 25 11.65 104 75 125 35.22 6.9 20

Qualifiers:  ND - Not Detected at the Reporting Limit

J - Analyte detected below quantitation limits

§ - Spike Recovery outside accepted recovery limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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CLIENT:

SRK Consulting
Work Order:  C04070247
Project: Yerington Dust Study

ANALYTICAL QC SUMMARY REPORT

Date: 17-Aug-04

BatchID: R37627

Sample \D: MB-R37627 SampType: MBLK

TestCode: RAD-G-GAMMA-S Units: pCilg-dry Prep Date:

Run ID: GAMMA EGG-ORTEC_0

1 0 0 0

Client 1D: Batch ID: R37627 TestNo: E201.1 Analysis Date:  7/19/2004 SeqNo: 789604
Analyte Result PQL  SPKvalue SPKRef Val %REC LowLimit HighLimit RPD Ref Vat %RPD RPDLimit Qual
Gross Gamma ND

0

Sample ID: LCS-R37627 SampType: LCS

TestCode: RAD-G-GAMMA-S Units: pCilg-dry Prep Date:

Run ID: GAMMA EGG-ORTEC_D

Client ID: Batch ID: R37627 TestNo: ES01.1 Analysis Date:  7/19/2004 SeqNo: 789603
Analyte Result PQL  SPKvalue SPK RefVal %REC Lowlimit HighLlimit RPD RefVal %RPD RPDLimit Qual
Gross Gamma 280000 20 310700 0 90.1 70 130 0

0

Sample ID: C04070423-010ADU  SampType: DUP

TestCode: RAD-G-GAMMA-S  Units: pCilg-dry Prep Date:

Run |D: GAMMA EGG-ORTEC_0

Client 1D Baich ID: R37627 TestNo: E901.1 Analysis Date:  7M19/2004 Seqho: 787149

Analyte Result PQL  SPKvalue SPK RefVval %REC LowLimit HighlLimit RPD RefVal %RPD RPDLimif Qual
Gross Gamma 6.60 20 ] 0 7.8 17 30
Qualifiers:  ND - Not Detected at the Reporting Limit 5 - Spike Recovery cutside accepted recovery limits

J - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

B - Analyte detected in the associated Method Blank

A - Analyte concentration greater than three times the spike amount
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SRK Consulting

CLIENT: .
ANALYTICAL QC SUMMARY REPORT Date: /6-Aug-04

Work Order: 04070247

Project: Yerington Dust Study BatchID: R38240

Sample iD: MB-R38240 SampType: MBLK TestCode. RAD-TH-ISO-S Units: pCilg-dry Prep Date: Run ID: EGG-ORTEC_040727A
Client (D: Batch 1D R38240 TestNo: E907.0 Anaiysis Date:  7/27/2004 Seqho: 796440

Analyte Result PQL  SPKvalue SPK RefVal %REC LowlLimit HighLimit RPD RefVal %RPD RPDLimit Qual
Thorium 228 ND 0.01 0 0 0 0

Thorium 230 ND 0.01 0 0 0 0

Thorium 232 0.1 0.01 0 0 0 Q

Sample ID: LCS-R38240 SampType: LCS TestCode: RAD-TH-ISO-S Units: pGCilg-dry Prep Date: Run ID: EGG-ORTEC_040727A
Client ID: Batch ID: R38240 TestNo: £907.0 Analysis Date:  7/27/2004 SeqNo: 796441

Analyte Result PQL SPKvalue SPKRefVal %REC LowLimit HighLimit RPD RefVal %RPD  RPDLIMit Qual
Thorium 228 5.70 0.20 56 0 70 130 0 0

Sample ID: C04070221-059AMS SampType: MS TestCode: RAD-TH-ISO-S Units: pCifg-dry Prep Date: Run ID: EGG-ORTEC_040727A
Client |D: Batch ID: R38240 TestNo: E907.0 Analysis Date:  7/27/2004 SeqNo: 796459

Analyte Result PQL  SPKvalue SPK RefVal %REC Lowiimit HighLimit RPD RefVal %RPD RPDLimit Qual
Thorium 228 146 0.20 16 0.225 70 130 0 0

Sample ID: C04070221-059AMS SampType. DUP TestCode: RAD-TH-IS0-S Units: pCifg-dry Prep Date: Run ID: EGG-ORTEC_040727A
Client |D: Batch 1D: R38240 TestNo: E907.0 Analysis Date:  7/27/2004 SeqMo: 796460

Analyte Result PQL  SPKvalue SPKRefVal %REC Lowtimit Highlimit RPD RefVal %RPD  RPDLimit Qual
Thorium 228 1.68 0.20 0 0 70 130 1.455 14 30
Qualifiers: NI - Not Detected at the Reporting Limit § - Spike Recovery outside accepted recovery limits B - Analyte detected in the associated Method Blank

I - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

A - Analyte concentration greater than three times the spike amount
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CLIENT:
Work Order:

Project:

SRK Consuiting
C04070247
Yerington Dust Study

ANALYTICAL QC SUMMARY REPORT

Date: f6-Aug-04

BatchID: R38613

Samplz ID: MB-R38613

SampType: MBLK

TestCode: RAD-U-ISO-8 Units: pCifg-dry Prep Date:

Run ID: EGG-ORTEC_040809A

Client ID; Batch ID: R38613 TestNo: E907.0 Analysis Date:  8/9/2004 SeqNo: 807073

Analyte Result PQL  SPKvalue SPKRefVval %REC Lowlimit HighLimit RPD RefVal %RPD RPDLimit Qual
Uranium 234 02 0.0 0 0 0 0

Uranium 235 0.2 0.01 0 0 0 0

Uranium 238 0.2 0.01 0 0 0 0

Sample ID: LCS-R38613

SampType: LCS

TestCode: RAD-U-SO-S Units: pCilg-dry Prep Date:

Run |D; EGG-ORTEC_040809A

Client 19: Batch ID: R38613 TestNo: ES07.0 Analysis Date: 8/9/2004 SeqNo: 807074

Analyte Resuit PQL  SPKvalue SPK RefVal %REC Lowkimit HighLimit RPD RefVal %RPD RPDLimit Qual
Uraniem 238 246 0.010 25.1 0.2 97.2 70 130 0 0

Sample ID: C04071219-002AMS SampType: MS TestCode: RAD-U-ISO-W-T  Units: pCilL Prep Date: Run |D: EGG-ORTEC_040809A

Client ID: Batch ID: R38613 TestNo: ES07.0 Analysis Date:  8/9/2004 SeqNo: 807101
Analyte Result PQL  SPKvalue SPKRefVal %REC LowLimit HighLtimit RPD Ref Val %RPD RPDLimit Qual
Uranium 238 B1.5 0.20 835 21 95.1 70 130 0

0

Sample ID: CO4071219-002AMS  SampType: DUP

TesiCode: RAD-U-ISO-W-T  Units: pCiiL Prep Date:

Run ID: EGG-ORTEC_040809A

Client ID: Batch [D: R38613 TestNo: E307.0 Analysis Date:  8/9/2004 SeqNo: 807102

Analyte Resuit PQL  SPKvalue SPK RefVal %REC LowLimit HighLimit RPD Ref Val %RPD  RPDLimit  Quai
Uranium 238 89.8 .20 0 0 815 97 30
Uranium 238 precision (£} 6.20 0 0 51 19 ¢
Qualifiers:  ND - Not Detecled at the Reporting Limit § - Spike Recovery outside accepted recovery limits B - Analyte detected in the associated Method Blank

I - Analyte detected below quantitation limits

R - RPD outside accepted recovery limits

A - Analyte concentration greater than three times the spike amount
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LABORATORIES

Wildill O LUSTOUY ana Anadiylicdi Request Record

PLEASE PRINT, provide as much information as possible. Refer to corresponding notes on reverse side.

Page (. of _(

21
Company Name, . Fioject Name, PWS #, Permi %, EIC. N a
. > ﬁ
SRK Cosultls, Yoreton  Dust-  Stady
Report Mail Address: T ; u] Centact Name, Phone, Fax£-mail: Sampler Name # other than Contact: [
b, SRA c:mm\étjﬁzj 2 ol
)¢ Ol Tousn 5?%%3 ; ST : QIO 07~ 2302 Lee gq_u_?e[\" Sm
Ford (ollins , (O, 8 52F rarebl @ Stk corm S3
invoice Address: / Inveiee Contact & Phone #: Purchase Order #: ELI Quote #: % g
1
Q
fa s
Sa e Sere. /13722 /00 N
9
‘ T S D
Report Required For:  POTWMWWTP I DW 3 § | ANALYSIE REQUESTHD Notify ELl priorto RUSH 1 o o 23
Other pOS sample submittal for additional pLiemp i
— £>8. charges and scheduling | —01 . °C ol
Special Report Formats - ELI must be netified prior to < g o = ™ Commants: Cooler 1D(s) I/
sample submittal for the following: 3% g C:l LIU e : ;'}3\95
w32 a il iy
neLacld  AZAOD Levelvd =1 3lE < Custody Seal Y N S8
Other £430 HE Intact YN S
E% £)¢ .
EDD/EDT [ Format Z S 3 z 2 E Signature Y N §1§
SAMPLE IDENTIFICATION | Collecton [Galection] mHE Match of
(Name, Location, interval, etc.) Date Time | MATRIX n|2|z Lab ID No
1 e o f — ' s L8
SR Baan -385-0 | |6/7464/535] (=5 XK |/ BPas % 53
2 ey, . ; ‘ (QCQ-
[SABer396-02 |t |/520) (-5 4 | /[ Bab, & S
3 - r E e =
TSABenFg2-03 | 0 |J590] (-5 N | [ Bre Y B
3 3 8
' = S
: 33
2
: = |
\ ta
ris 3R
x < -8
¢ 3
£ 3 &
o 0 &3
T 3 83
S Ralinguished b Dat Shipped b Ri = §8
elinquished by , , ff _ a |4 i) Y e . i t [ ) 5
> Custody ™"yl Jr 613504 Sa UuPSs . Ko N e | I8
Record [Reinguishedpy/ / / DatefTime: Shipped by: (I Recgvedby: = * DateTime:
T Mi.:!ST be LABORATORY USE ONLY
g Signed  |simpleDisposal:  Retum to client: Lab Disposal: Sample Type: # of fractions
L In certain sircumstances, samples submitted to Energy Laboratories, Inc. may be subcontracted to other certified laboratories In order to compiate the anaiysis requested.
This sarves as notice of this possibility. All sub-contract data will be clearly notated on your analytical raport.
. Visit our web site at www.energylab.com for additional information, downloadable fee schedule, forms, & links.
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 LABORATORIES

Ldil O LUs104y and Andiytical hequest Record

PLEASE PRINT, provide as much information as possible. Refer to corresponding notes on reverse side.

Page_{  of__{

SHMOLTUOIYT T

This serves as notice of this possibility. Ali sub-contract data will be clearly notated on your analytical rep

ort.

N Visit our web site at www.energylab.com for additional information, downioadabie fee schedule, forms, & links.

Company Name: o Project Name, PWS #, Permit #, Fic.; ] ] .
Repert Mail Addrz;z; 5 E 1’\.,/ o 4%[ .7% (E\tayage. Phoue;;Fa?(TE-maiI: Sampler Name if ather than Contact:
M é!‘é 4 ’ - ¢ ¢ . T — 2
17 ad e Squate Sute 238 g o0 qor-S302. JacfSéu»ye/‘
ﬁ‘}:"/’ Cb[/z(af? L 8 o5 Zv%' b ’“‘QIEB @— 57'“6 « (oA
Invoice Address: 7 Invsice Contact & Phone #: Purchase Order #: ELI Quiote #:
Sa - Samé 1372.2,/060
Report Required For:  POTWMWWTPL] bw QO 5 | ANALYSIE REQUESTHED Notify ELI prior to RUSH .
Other £03 sample submittal for additional | oot Temp
£>8, charges and scheduling —_°C
Special Report Formats - ELI must be notified prior fo =W ) - Cooler ID(s)
sample submittal {or the following: § E % C:l % E E Comments:
w— g @ o [
NELAC U Azald Levet tv [ g g% : 2 £ % Custody Seal Y N
Other 2 ;-é o ||: Si3 Intact Y N
=1 [~8 B}
EDD/EDT U Format Z8%8 < |35 Sighature Y N
- - @ wlslt Match
SAMPLE IDENTIFICATION Collection |Collection w|E &
{(Name, Location, inferval, etc.) Date Time | MATRIX nzlz Lab 1D
1 . — o
T SH Bepn 372"74' 624 1525 | 15 X [ Bag -
2 - __ I; C e -
75 4B 36175 «_1I5 |1 - 4 | [ Begy g
Ay 0-06| '« 45| (=S X [ g N
in - . ‘ £ — [ o Ui
TS Ben 387-97, ¢ s3] [-S Wi | | Baa =
: \._/ h
y O
L
y =
N
. o
z @
Lj0 N
B - -t EA
Relinquished by: Daje/Time: Shipped by: Recs# : . - Daje/1me:
b Custody | "™ Mwé?%\/ 2308 Bar UFS ey gfﬂ"f T 7 T
Record [Reinquished e/ |/ / Date/Time: Shipped by: Receivagby: " DatelTime:
v M!..}ST be LABORATORY USE ONLY
SiQHEd Sample Disposal: Return to client: Lab Disposal: Sample Type: # of fractions
In certain circurnstances, samples submitted to Energy Laboratories, inc. may be subcontracted to other certified laboratories in order to complete the analysis requested.
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ENERGY LABORATORIES, INC. + 2393 Salt Creek Highway (82601} - FO. Box 3258 + Casper; WY 82602
Toll Froe 888.235.0515 + 307.235.0515 + Fax 307.234.1639 - casper@eneigyiab.com * www.energylab.com

Steffen Roberison and Kirsten (U.5.) Inc.

SRK Consulting 120K Tam S sk

i ] i USA
Engineers and Scientists el

email: rgrebb@srk.com
URL: http:/iwww.srk.com
Tel: 970.407.8302
Fax: $90.407.8319%

TECHNICAL MEMORANDUM

TO: SRK Consulting

ATTENTION: Rod Grebb

FROM: Joe Sawyer

DATE: June 25, 2004

SUBJECT: Tailings Study Area Berms Sample Analysis

PROJ/PROP NO. 113922.100

‘The following are the laboratory sample preparation and analysis methods for the Tailings Study Area Berm
samples.

For each of the following seven individual samples an analysis will be completed on the minus 200-mesh
fraction only.

The laboratory will save a split of each individual sample for possible future analysis.

The following samples will be
analyzed individually
TSABerm-385-01
TSABerm-396-02
TSABerm-382-03
TSABerm-392-04
TSABerm-361-05
TSABerm-380-06
TSABerm-389-07

The minus 200-mesh fraction for the individual samples will be analyzed according to the attached table.

Tailings Study Area Berms Analysis Summary

Track# C0O4070247 FPage



ENERGY LABORATORIES, INC. - 2393 Salf Creek Highway (82601) - P.O. Box 5258 - Casper, WY 82602

Toll Free 888.235.0515 « 307.235.0515 + Fax 307.234,1639 + casper@energylab.com * www.energylab.com

Tailings Study Area Berms Analysis Summary

”_ﬂ\w’f : TECHNICAL MEMORANDUM Page 2
Table 1 — Analyte List

Analyte Method Reporting Limit
4 Aluminum SW-846 6010A 2.5 mg/kg
{ Antimony SW-846 6020 0.01 mg/kg
- Arsenic SW-846 6020 0.01 mg/kg

Barium SW-846 6020 0.5 mg/kg
< Berylhum SW-846 6010A 0.1 mg/kg
v Boron SW-846 6010A 0.5 mg/kg
| Cadmium SW-846 6020 0.1 mg/kg
4 Calcium SW-846 6010A 1 meq/1
N Chromium SW-846 6020 0.1 mg/kg
+ Cobalt SW-846 6020 0.5 mg/kg
7 Copper SW-846 6020 0.1 mg/kg
J Iron SW-846 6010A 1.5 mg/kg
t+ Lead SW-846 6020 0.1 mg/kg
Y Magnesium SW-846 6010A 1 meg/1
4 Manganese SW-846 6020 0.5 mg/kg
| Mercury SW-846 7471 0.005 mg/kg
~ Molybdenum SW-846 6020 0.5 mg/kg
+| Nickel SW-846 6020 0.5 mg/kg
Y Potassium SW-846 6010A 1 meg/]
-| Selenium SW-846 6020 0.1 mg/kg

Silver SW-846 6020 0.5 mg/kg
~ Sodium SW-846 6010A 1 meqg/1
~ Thalllum SW-846 6020 0.1 mg/kg
M Vanadium SW-846 6020 0.1 mg/kg
4 Zine SW-846 6020 0.5 mg/kg

Gamma Emitting EPA 901.1 0.1 piC/g

Radionuclides

Alpha Isotopes EPA 907.0 0.1 piC/g

Particle Size Distribution ASTM MONO Part 1 0.1%

Method 14-2.2
Particle Size ASA MONO 9 Part 1 0.1%
. Methed 15-5
Dry Weight Density EPA 1109 0.1 g/ee

Track# <CO04070247

FPage



ENERGY LABORATORIES, INC. - 2393 Sait Creek Highway (82601) - PO. Box 3258 - Casper, WY 82602
Toll Free 888.235.0515 + 307.235.0515 - Fax 307.234.1639 + casper@energylab.com - www.eneigylab.com

LABORATORIES

Energy Laboratories Inc.

Sample Receipt Checklist

Client Name SRK Consulting Date and Time Received: 7/6/2004 10:00:00
Work Order Number  CQ04070247 Received by sr
Checklist completed by: M,{w 7 } 7 ) OL Reviewed by

Signaiure | Date Initials Dete

Carrier name UPS

Shipping container/cooler in goed condition? Yes No [ Not Present [

Custedy seals intact on shipping container/cooler? Yes No [ Not Present [

Cuslody seals intact on sample botties? Yes [] Mo ] Not Present

Chain of custody present? Yes No [

Chain of custody signed when relinquished and received? Yes Ne [

Chain of custody agrees with sample fabels? Yes No [J

Samples in proper container/bottle? Yes Neo [

Sample containers intact? Yes No L]

Sufficient sample volume for indicated test? Yes No L

All samples received within holding time? Yes No [

Container/Temp Blank lemperature in compliance? Yes NMo[ ] NA°C Soil

Water - VOA vials have zero headspace? ves [ No [ No VOA vials submitted b1

Water - pH acceptable upon receipt? ves L] No [ Not Applicable
Adjusted? Checked by

Any No and/or NA (not applicable) response must be detailed in the comments section below.

Client contacted Date contacted: Person contacted
Contacted by: Regarding:
Comments:

Corrective Action

Track# C04070247 FPage



m ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82601} - /0. 50X dead * Laspel, W1 acthue
Toll Free 856.235.0515 + 307.235.0515 + Fax 307.234.1633 + casper@ensigylab.com www.energylab.com

___—

ANALYTICAL SUMMARY REPORT

August 16, 2004

Rod Grebb
SRK Consulting

19 Old Town Sq
Ste 238

Fort Collins, CO 80324

Workorder No.: C04070247
Project Name:  Yerington Dust Study

Energy Laboratories Inc. received the following 7 samples from SRK Consulting on 7/6/2004 for analysis.

Sample ID Ctlient Sample ID Collect Date  Receive Date  Matrix Test
C04070247-00t  TSABerm-383-01 06/24/04 15:35 07/06/04 Soil Mercury, Total
E 1109 Density
Metals by ICP, Total

Metals by [CP-MS, Total

Percent Moisture

Digestion, Total Metals

Digestion For RadioChemistry
CVAA Permanganate Digest
Particle Size Analysis / Texture Prep
Particle Size Analysis / Texture
Gross Gamma

Thorium, [sotopic

Uranium, Isotopic

Sieves
C04070247-002  TSABerm-396-02 06/24/04 15:20 07/06/04 Sail Same As Above
C04070247-003  TSABerm-382-03 06/24/04 15:40 07/06/04 Soit Same As Above
C04070247-004  TSABerm-392-04 06/24/04 15:25 07/06/04 Seil Same As Above
604070247-005 TSABerm-361-05 06/24/04 15:15 07/06/04 Soil Same As Above
C04070247-006  TSABerm-380-06 06/24/04 15:45 07/06/04 Soil Same As Above
C04070247-007  TSABerm-389-07 06/24/04 15:30 07/06/04 Soil Same As Above

There were no problems with the analyses and all data for associated QC met EPA or laboratory specifications
except where noted in the Case Narrative or Report.

If you have any questions regarding these tests results, please call.

Report Approved By: LABCAATC Y BurERVISOR

Track# CO4070247 FPage



; ENERGY LABORATORIES, INC. - 2353 8alt Creek Highway (82601) - FO. Box 3268 + Casper, WY 82602
Toll Free 888.235.0515 - 3072350515 + Fax 307.234.1639 + casper@energyiab.com - wwiv.ehergyiab.com

LABORATORIES

CLIENT: SRK Consulting

Project: Yerington Dust Study CASE NARRATIVE
Sample Delivery Group: C04070247

ELI appreciates the opportunity to provide you with this analytical service, For additional information and services visit our
web page www. energylab.com.

The total number of pages of this report are indicated by the page number located in the lower right corner.

Track# CO4070247 Fage
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ENERGY ~Chain of Custody and Analytical Request Record prage_/¢ . of
PLEASE PRINT, provide as much information as possible. Refer to corresponding notes on reverse side.
Company Name: Project Name, PWS #, Permit #, Etc.: .
SRIC Cassultins Sorrton  Tust _Stdy
d P , ~-maill; ) { G :
Repon Mall Ad naz;r S % C@AJ;{, ( 38 Contact Name, Phone, F mail ampler Name # cther than Contact
P g)[A Touin S?mzre | Suite 970- 207~ 8302, —Jae 5@%(‘“
i’ M Lo(lhs 8 0L2F arebl & Sk, com Je
{nvoice Address: - Invcu.’e Contact & Phone & Purchase Order #: EL1 Quote #;
SaeMme Sz e 113922, /000
Report Required For:  POTW/WWTP O ow(O _ é ARA ijﬁfﬁz § §’§ ﬁ Qij - ST D ‘Notify ELI prior to RUSH Receipt Temp
Other 4 °s 'sample submittal for additional .
£>9, charges and schedulng { —— °C
Special Report Formats - ELI must be nofified prior to 2 g g' §| Ol | o Cooler ID(s)
sample submittal for the following: 8<3 wizls
NELAC L3 A2LAall Level Iv L] 5 é% % SleiE Custody Seal Y N
Other 298 nIHE Intact Y N
EDD/EDT U Format = ‘gEg §| *& 5 g Signature Y N
SAMPLE IDENTIFICATION | Collection [Colection] < mlHE Mateh
{Name, Location, Interval, etc.) Date Time | MATRIX 2|2 Lab ID
1 - >
| OABer -385-01 l¢/z4i4/535] (=5 XK | /| Bas o
2
TShBer396-02 |t |/520| (-5 d | /[ Bub, g
5 .
TSABem Ige-03 | U 59| (=5 N /[ Bss ui
\) o
5
p
‘* 0
7 [
-
8
9 2
={
10 D o
Cu st Ody Refinquished by; 2,?7 d ¢ &,VJ Shipped by: M.? S R : . aiafTime:
- %4; QQ%L ZT(EE;)QZM
Record [Refinquished fy/ / DatefTime: Shipped by L Becsived by: Date/Time:
MUST be LABORATORY USE ONLY
SIgI’!Ed Sample Disposal: Return to client: { ab Disposal: Sample Type: # of fractions

In certain circumstances, samples submitted to Energy Laboratories, Inc. may be subcontracted to other certified laboratories in order to complete the analysis requested.
This serves as notice of this possibility. All sub-contract data will be clearly notated on your analytical report.

Vit Asir wuah cita ot wananes anarridabh oo foe AL Aanal infmarrmatisar rdrcarmdoanrd minbo foaen o ombsemoeds Doy
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LABORATORIES
————

- Chain of Custod

PLEASE PRINT, provide as much

y and Analytical Request Record

information as possible. Referto corresponding nctes on reverse side.

Page_( - of __L.

Company Name: i Project Name, PWS #, Permit #, Etc.. i , P
SPhe Corsultine Coilmton Dust- Stdy
Report Mail Addrg; S R/»( : L{["/F (Ettact aga, Pho;eggFa&f—maiI: Sampler Name i other than Contact:
éM’ - / ¢ L &, g d rm— )
17 od Teed Squate, sute w238 g 7o qo7-830L JeeSavye/~
%w— colldns L0, 8052F ratebb @ Skl (oan
Invoice Address: 4 : invaite Contact & Phone #: Purchase Order #: ELl Quote #:
Sa& Same- /(392.2,/060
Report Required For. POTWWWTPL Dw(] s ANALYSIE REQUESTHD Notify ELI prior to RUSH Receipt Temp
Other 208 | sample submittal for additional .
oo . — £>85 | _charges and scheduling | ——- c
pecial Report Formats EL! must be notified prior to = £ 0 Commants: Cooler 1D(s)
sample submittal for the following: S 5 20 L:i:‘l £ e .
: O3 &
NELAC A2LAQ Levelivld 5 '§§. % SlE ’é— Custody Seal Y N
Other, £ %E il — E g Intact Y N
EDD/EDT [ Format 255 pre 3k Signaure Y N
SAMPLE IDENTIFICATION | Collection [Collestion] < miEE ae
{Name, Location, Interval, etc.) Date Time MATRIX iz |z Lab ID
1 — %
TShBer 372-04 4[24/} 1525 | 1—5 XKL | ! Beag .
2 _ -
TS hPan 361-951 ‘« 5I0 1) -5 | 7 Bez, 5
[ 380-06| '« |IAS| (-5 K / Baﬁ u
4 . r's
75 A Bent 287-97| ¢ 1530 (=S U | | Baa 4
5 \_/ 2"}
] % m
, £
; 2
9 ]
ey
10 e | i | £ 'é
Relinquished by: : Dale/Time: Shipped by: Recgi - 7 Dafe/Tme;
Custody [ M AP~ 2% far| " UFS S s P T U
Record |{Relinquished / DatafTime: Shipped by: W DateTime:
MUST be LABORATORY USE ONLY
_ .Signed Sample Disposal: Return to client: Lab Disposal: Sample Type: # of fractions

In certain circumstances, samples submitted to Energy Laborato
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Client:

ENERGY LABORATORIES, INC.
Toll Free 888.235.0515 + 307.235.0515 * Fax 307.234.1639 + casper@energylab.com * wiww. energylab.com

- 2393 Salt Creek Highway (82601) » PO, Box 3258 + Casper, WY 82602

SRK Consulting
Project: Yerington Dust Study
Lab ID: C04070423-001
Client Sample ID: EPSAIl-A

LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Report Date: 08/17/04
Collection Date: 07/01/04
Date Received: 07/09/04
Matrix: Soil

: MCL/
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
No. 20 Sieve, Passed 80.0 % 1.0 ASA15-2 07/22/04 09:00 / Imh
No, 20 Sieve, Retained 19.2 % 1.0 ASA15-2 07/22/04 09:00 / Imh
No, 40 Sieve, Passed 47.8 Y% 1.0 ASA15-2 07/22/04 09:00 / Imh
No. 40 Sieve, Retained 52.2 % 1.0 ASA15-2 07/22/04 09:00 / Imh
No. 60 Sigve, Passed 374 % 1.0 ASA15-2 07/22/04 09:00 / Imh
Na. 60 Sieve, Retained 62.6 % . 1.0 ASA15-2 07/22/04 09:00 /Imh
No. 100 Sieve, Passed 73.6 % 1.0 ASA15-2 07/22/04 09:00 / Imh
No. 100 Sieve, Retained 26.4 % 1.0 ASA15-2 Q7/22/04 09:00 / Imh
Na. 140 Sieve, Passed 784 % . 1.0 ASA15-2 Q7/22/04 09:00 / Imh
No. 140 Sieve, Retained 21.5 % 10 ASA15-2 07/22/04 09:00 / Imh
No, 200 Sieve, Passed 12.5 Yo 1.0 ASA15-2 07/22/04 09:00 / Imh
No. 200 Sieve, Retained 875 % 1.0 ASA15-2 07/22/04 09:00 / Imh
PARTICLE SIZE ANALYSIS / TEXTURE
Clay 12 Yo ) 1.0 ASA15-5 Q7/27/04 08:00 / Imh
Sand 2 % 1.0 ASA15-5 Q7/27/104 08:00 / Imh
Silt 88 % 1.0 ASA15-5 Q7/27/04 08:00 / Imh
Texture SiL 1.0 ASA15-5 Q7/27/04 08:00/ Imh
PHYSICAL PROPERTIES
Density 25 glcc 0.1 E1109 Q7/22/04 10:00 / Imh
Moisture 6.0 % 0.1 USDAZ6 07/14/04 08:30/ Imh
METALS - TOTAL
Aluminum 2790 mygfkg-dry 2.5 SWe6010B 07/27/04 14:13 [ ts
Antimony ND mg/kg-dry 0.50 SWe0D20 07/27/04 15:00 / bws
Arsenic 2.75 malkg-dry D 0.86 SW6020 Q7/27/04 15:00 / bws
Barium 21.8 mylkg-dry 0.50 SWeE020 Q7/27/04 15:00 / bws
Beryllium ND ma/kg-dry D 0.65 SW6020 07/27/04 15:00 / bws
Boron 284 mo/kg-dry 5.0 SW6010B 07/27/04 14:13 / ts
Cadmium ND mg/kg-dry ) 0.50 SW6020 07/27/04 15:00/ bws
Caicium 58000 mglkg-dry 50 SWe108 07/27/04 1413 / ts
Chromium 7.96 mg/kg-dry 0.50 SWe020 07/27/04 15:00 / bws
Cebalt 4,18 mg/kg-dry 0.50 SW6020 07/27/04 15:00 / bws
Copper 108 mg/kg-dry D 0.54 SW6E020 07/27/04 15:00 / bws
Irgn 142000 mg/kg-dry ' 2.5 SWBE010B 07/27/04 14:13 / is
L oad 271 mglkg-dry ' 0.50 SWE020 07/27/04 15:00 / bws
Magnesium 1560 mg/kg-dry 50 SWe010B 07/27/104 1413/ ts
Report RL - Analyte reporting limit. MCL - Maximum contaminant level,
Definitions:  QCL - Quality contrel fimit. ND - Not detected at the reporting imit.

D - RL increased due to sample matrix interference.

Track# CO40C70423R1 FPage



ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82601) - PO. Box 3258 » Casper, W Y 82602
m Toll Free 838.235.0515 + 307.235.0515 + Fax 307.234,1639 - casper@energylab.com - www. enengyiab.com
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LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client:  SRK Consulting : - Report Date: 08/17/04
Project: Yerington Dust Study Collection Date: 07/01/04
Lab ID: C04070423-001 Date Received; 07/09/04
Client Sample ID: EPSAIL-A Matrix: Soil

MCL/
Analyses Result Units Qual REL QCL  Method Analysis Date / By
METALS - TOTAL .
Manganese 93.3 my/kg-dry 0.50 SW8020 07/27/04 15:00 / bws
Mercury 0.1 my/kg-dry 0.1 SW7471A 07/23/04 12:21/ sml
Molybdenum 9.33  mg/kg-dry 0.50 SW6E020 07/27/04 15:00 / bws
Nickel 332 mg/kg-dry D 0.93 SWE020 07/27/04 15:00 / bws
Potassium 6200 mg/kg-dry 50 SW6B010B 07/27/04 1413 / ts
Selenium ND mg/kg-dry D 2.9 SW6E020 07/27/04 1500 / bws
Silver ND mg/kg-dry D 0.63 SW6E020 07/27/04 15:00 / bws
Sodium 15200 mglkg-dry 50 SWE010B 07/27/04 1413 /is
Thailium 3.35 mglkg-dry 0.50 SWeE020 07/27/04 15:00 / bws
Vanadium 13.3 mg/kg-dry 0.50 : SWaE020 07/27/04 15:00 / bws
Zinc 7.80 mg/kg-dry - 0.50 SWeB020 07/27/04 15:00 / bws

RADIONUCLIDES - GAMMA

Gross Gamma 25.8 pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Gross Gamma precision () 2.4 pCiig-dry : E901.1 07/198/04 16:03 / db
Actinium 228 3.2 pCifg-dry a 2.0 E901.1. 07/1€/04 16:03 / db
Actinium 228 precision (&) 0.3 pCi/g-dry ES01.1 07/19/04 16:03/ db
Bismuth 214 ND pCifg-dry ) 2.0 ES01.1 07/19/04 16:03/db
Lead 212 11.1 pCilg-dry 2.0 E901.1 07/19/04 16:03 / db
Lead 212 precision {(t) 0.7 pCilg-dry ES01.1 07/19/04 16:03 / db
Lead 214 ND pCifg-dry 20 E901.1 07/19/04 16:03 / db
‘Potassium 40 10.4 pCilg-dry ) 2.0 E901.1 07/19/04 16:03 / d
Potassium 40 precision (1) 1.2 pCi/g-dry ES01.1 07/18/04 16:03 / di
Radium 223 ND pCilg-dry 2.0 E901.1 07/19/04 16:03/ db
Radium 224 ND pCi/g-dry 2.0 E901.1 07/19/04 16:03 / do
Radium 226 ND pCig-dry 2.0 EQ01.1 07/19/04 16:03 / db
Radium 228 . 32 pCi/g-dry 2.0 ES01.1 07/18/04 16:03 / db
Radium 228 precision () 0.3 pCirg-dry E901.1 07/19/04 16:03 / db
Thorium 234 ND pCifg-dry 2.0 E901.1 07/19/04 16:03 / db

RADIONUCLIDES - TOTAL

Thorium 228 1.4 pCifg-dry D.1 ESQ7.0 08/04/04 10:30 / ph
Thorium 228 precision () 0.2 pCifg-dry EQ07.0 : 08/04/04 10:30 / ph
Thorium 230 6.1 pCifg-dry 0.1 ES07.0 08/04/04 10:30 / ph
Thorium 230 precision () 0.5 pCifg-dry EQ07.0 08/04/04 10:30 / ph
Thorium 232 1.1 pCilg-dry 0.1 EQ07.0 08/04/04 10:30 / ph
Thorium 232 precision () 0.2 pCifg-dry EQ07.0 08/04/04 10Q:30 / ph
Uranium 234 3.0 pCig-dry 0.1 EQD7.0 08/05/04 10:30 / ph
Uranium 234 precision (£} 0.3 pCi/g-dry E907.0 08/05/04 10:30 / ph
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality control limit. _ ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# CO04Q070423R1 Fage
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ENERGY LABORATORIES, INC. - 2333 5aif Creek High
Toll Free 888.235.0515 + 307.235.0518 » Fax 307.234.1639

way (82601) « PO. Box 3258 - Casper, WY 82602
* casper@energylab.com www.energylab.com

LABORATGRY ANALYTICAL REPORT

Revised Date: 08/31/04
Client: SRK Consulting Report Date: 08/17/04
Project: Yerington Dust Study Collection Date; 07/01/04
Lab ID: C04070423-001 Date Received: 07/09/04
Client Sample ID: EPSAl-A Matrix: Soil

MCL/

Analyses Result  Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL
Uranium 235 0.1 pCig-dry 0.1 E907.0 0B/05/04 10:30/ ph
Uranium 235 precision (&) 0.06 pCi/g-dry ES07.0 08/05/04 10:30 / ph
Uranium 238 2.8 pCifg-dry 0.1 EQ07.0 08/05/04 10:30 / ph
Uranium 238 precision (&) 0.3 pCifg-dry EQ07.0 08/05/04 10:30/ ph

Report
Definitions:

RL - Analyte reporting fimit.
QCL - Quality control limit.

MCL - Maximum contaminant level.

ND - Not detecied at the reporting limit.

Track# CO04C70423R1 FPage



ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (62601) - PO. Box 3258 - Casper, WY 82602
7ol Free 888.235.0515 + 307.236.0515 + Fax 307.234,1639 + casper@energylab.com - www.energylab.com

ENERGY

L ABORATORIES

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client: SRK Consulting | Report Date; 08/17/04
Project: Yerington Dust Study Collection Date: 07/01/04
Lab ID: C04070423-002 Date Received: 07/09/04
Client Sample ID: EPSAI-B Matrix: Soil

7 MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
No. 20 Sieve, Passed 61.7 Y% 1.0 ASA15-2 07/22/04 09:00 / Imh
No. 20 Sieve, Retained 383 Y 1.0 ASA15-2 07/22/04 09:00 / imh
No. 40 Sieve, Passed 412 % i 1.0 ASA15-2 07/22/04 09:00 / Imh
No. 40 Sieve, Retained 58.8 % 1.0 ASA15-2 07/22/04 09:00 / Imh
No. 80 Sieve, Passed 67.1 % 1.0 ASA15-2 07/22/04 09:00 / imh -
No. 60 Sieve, Retained 329 % 1.0 ABA15-2 07/22/04 09:00 / imh
No. 100 Sieve, Passed 22.3 % 1.0 ASA15-2 07/22/04 09:00 / imh
No. 100 Sieve, Retained 777 % 1.0 ASA15-2 Q7/22/04 08:00 / Imh
No. 140 Sieve, Passed 17.9 Y 1.0 ASA15-2 07/22/04 09:00 / Imh
No. 140 Sieve, Retained 82.1 % 1.0 ASA15-2 07/22/04 09:00 / Imh
No. 200 Sieve, Passed 14.5 % 1.0 ASA15-2 07/22/04 09:00 / imh
No. 200 Sieve, Retained 85.5 % : 1.0 ASA15-2 07/22/04 09:00 / Imh

PARTICLE SIZE A_NALYSIS ! TEXTURE .

Clay 17 % 1.0 ASA15-5 07/27/04 08:00/ Imh
Sand 2 % 1.0 ASA15-5 Q7/27/04 08:00 / Imh
Silt a1 % 1.0 ASA15-5 07/27/04 08:00/ Imh
Texture Sil. 1.0 ASA15-5 07/27/04 08:00 / Imh

PHYSICAL PROPERTIES
Density 20 g/ce 0.1 E1109 07/22/04 10:00 / Imh

Moisture 16.4 % . : 0.1 USDA26 07/14/04 08:30/ Imh

METALS - TOTAL

Aluminum 5950 mg/kg-dry 25 SWE010B 07/27/04 14:19 /15
Antimony ND mg/kg-dry C.50 SWE020 07/27/04 15:07 / bws
Arsenic 2.32 mg/kg-dry D 0.86 SW6020 07/27/04 15:07 / bws
Barium 20.7 mg/kg-dry 0.50 SW6E020 07/27/04 15:07 / bws
Beryllium ‘ ND mg/kg-dry D 0.65 SWBE020 07/27/04 15:07 / bws
Boron 289 ma/kg-dry 5.0 SWE010B 07/27/04 14:19 /s
Cadmium ND mg/kg-dry 0.50 SWe020 07/27/04 15:07 / bws
Calcium 43200 mg/kg-dry 50 SW6010B 07/27/04 14:18 /15
Chromium 8.67 mg/kg-dry D 0.97 SW6020 07/27/04 15:07 [ bws
Cobalt 31.4 mg/kg-dry 0.50 SWeG020 07127104 15:07 / bws
Copper 664 mg/kg-dry ] 0.54 SWe020 07/27/04 15:07 / bws
iron 141000 mg/kg-dry 2.5 SWE010B 07/27/04 14:19 /ts
Lead 2.09 mg/kg-dry 0.50 SWe6020 07/27/04 15:07 / bws
Magnesium 5860  mglkg-dry ' 50 SWe0108 07/27/04 14:19 / ts
Report RL - Analyte reporting limit. MCL - Maximum contaminant levet.

Definitions:  QCL - Quality control limit. ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# CO4070423R1 Page



ENERGY LABORATORIES, INC. - 2393 Sa/t Creek High
M Toll Free 888.235.0515 + 307.235.0515 + Fax 507.234.1639

way (82601) + FO. Box 3258 + Casper, WY B260Z
- ‘casper@energylab.com * www.energyiab.com
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Client: SRK Consulting

Project: Yerington Dust Study

LabID: C04070423-002

Client Sample [D: EPSAIL-B

LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04

Report Date: 08/17/04

Collection Date: 07/01/04

Date Received: 07/09/04
Matrix: Soil

MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL .
Manganese 354 mg/kg-dry 0.50 SWE020 Q7/27/04 15:07 / bws
Mercury ND mg/kg-dry 0.1 SW7471A 07/23/04 12:24 [ sml
Maolybdenum 5.12 mg/kg-dry 0.50 SWB020 07/27/04 15:07 / bws
Nickel! “11.5 mg/kg-dry D 0.93 SW6020 07/27/04 15:07 / bws
Potassium 3440 mg/kg-dry 50 SWe6Go10B 07/27/04 1419 [ is
Selenium ND mg/kg-dry [y 2.9 SW6020 07/27/04 15:07 / bws
Silver ND mg/kg-dry 0.50 SW6020 07/27/04 15:07 / bws
Sodium 16200 mg/kg-dry 50 SW6E010B 07/27/04 1419 /15
Thallium 2.61 mg/kg-dry 0.50 SW6020 Q7/27/04 15:07 / bws
Vanadium 12.1 mglkg-dry 0.50 SWe020 Q7/27/04 15:07 / bws
Zinc 29.7 mg/kg-dry 0.50 SwWe020 07/27/04 15:07 / bws
RADIONUCLIDES - GAMMA
Gross Gamma 16.4 pCilg-dry 2.0 ES01.1 07/18/04 16:03 / db
Gross Gamma precision (&) 13 pCig-dry £901.1 07/19/04 16:03 / db
Actinium 228 33 pCi/g-dry 2.0 E901.1 07/19/04 16:03 / db
Agctinium 228 precision (&) 0.4 pCi/g-dry E901.1 07/19/04 16:03 / db
Bismuth 214 ND pCifg-dry 2.0 E901.1 07/18/04 16:03 / db
Lead 212 10.5 pCi/fg-dry 2.0 E901.1 07/19/04 16:03 / db
lLead 212 precision (£} 0.6 pCig-dry ESO1.1 07/19/04 16:03 / db
Lead 214 ND pCi/g-dry 2.0 ES01.1 07/19/04 16;03 /db
Potassium 40 ND pCifg-dry 2.0 EQ01.1 07/19/04 16:03 / db
Radium 223 ND pCifg-dry 2.0 ES01.1 07/19/04 16:03 / db
Radium 224 ND pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Radium 226 ND pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Radium 228 33 pCifg-dry 2.0 ES01.1 07/18/04 16:03 / db
Radium 228 precision (£) 0.4 pCiig-dry E901.1 07/19/04 16:03 / db
Thorium 234 ND pCifg-dry 2.0 ES01.1 07/19/04 16:03 / db
RADIONUCLIDES - TOTAL
Thorium 228 1.2 pCifg-dry 0.1 E907.0 08/04/04 10:30 / ph
Thorium 228 precision {£) 0.2 pCi/g-dry E9Q7.0 08/04/04 10:30/ ph
Thorium 230 4.0 pCi/g-dry S0 E9Q7.0 08/04/04 10:30 / ph
Thorium 230 precision () 0.4 pCilg-dry E9Q7.0 08/04/04 13:30 / ph
Thorium 232 1.2 pCi/g-dry 0.1 £907.0 08/04/04 10:30 / ph
Thorium 232 precision (£} 0.2 pCifg-dry E907.0 08/04/04 10:30 / ph
Uranium 234 6.7 pCilg-dry 0.1 ES07.0 08/05/04 10:30 / ph
Uranium 234 precision () 0.5 pCifg-dry EQ07.0 08/05/04 10:30/ ph

Report
Definitions:

RL - Analyte reporting limit,
QCL - Quality controf limit.

D - RL increased due to sample matrix interference.

MCL - Maximum contaminant level.
ND - Not detected at the reporting limit.

Track# CO4070423RK1
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ENERGY LABORA TOHIES‘:, INC. - 2393 Salt Creek High
ol Free 888.235.0515 + 307.235.0515 « Fax 307.234.1639

way (62601)  PO. Box 3258 - Casper, WYy 82602
- ‘casper@energyiab.com * www.energyiab.com

Client: SRK Consulting
Project: Yerington Dust Study
Lab ID: C(04070423-002
Client Sample ID: EPSA1-B

LABORATORY ANALYTICAL REPORT

Revised Date:
Report Date:
Collection Date:
Date Received:
Matrix:

08/31/04
08/17/04
07/01/04
07/09/04
Soil

- MCL/

Analyses " Result Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL

Uranium 235 0.2 pCifg-dry 0.1 EQ07.0 08/05/04 10:30 / ph
Uranium 235 precision () 0.08 pCifg-dry E907.0 08/056/04 10:30 / ph
Uranium 238 47 pCiig-dry 0.1 ES07.0 08/05/04 10:30/ ph
Uranium 238 precision (t) 0.4 pCi/lg-dry £907.0 08/05/04 10:30 / ph

Report
Definitions:

KL - Analyte reporting limit.
QCL - Quality control limit.

MCL - Maximum contaminant level.

NOD - Not detected at the reporting limit.

Track# CO4070423R1 Page



ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (626
m Toll Free 888.235.0515 « 807.235.0515 + Fax 307.234.1639 « casper
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Client: SRK Consulting
Project: Yerington Dust Study
Lab ID: C04070423-003
Client Sample ID: EPSAL-C

LABORATORY ANALYTICAL REPORT
Revised Date:

Report Date:

08/31/04
08/17/04

Collection Date; 07/01/04
Date Received: 07/09/04
Matrix: Soil

MCL/
Analyses Result Units RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
No. 20 Sieve, Passed 612 % 1.0 ASA15-2 07/23/04 12:00 / Imh
No. 20 Sieve, Retained 388 % 1.0 ASA15-2 07/23/04 12:00 / Imh
MNo. 40 Sieve, Passed 42.0 % 1.0 ASA15-2 07/23/04 12:00 / Imh
No. 40 Sieve, Retained 58.0 % 1.0 ASA15-2 07/23/04 12:00 / Imh
No. 60 Sieve, Passed 33.5 % 1.0 ASA15-2 07/23/04 12:00 / Imh
No. 60 Sieve, Retained 66.5 % 1.0 ASA15-2 07/23/04 12:00 / Imh
No. 100 Sieve, Passed 240 Y% 1.0 ASA15-2 07/23/04 12:00 / Imh
Na. 100 Sieve, Retained 76.0 % 1.0 ASA18-2 07/23/04 12:00/ Imh
No. 140 Sieve, Passed 180 % 1.0 ASA15-2 07/23/04 12:00/ Imh
No. 140 Sieve, Retained 82.0 % 1.0 ASA15-2 07/23/04 12:00 / Imh
MNa. 200 Sieve, Passed 15.2 % 1.0 ASA15-2 07/23/04 12:00/ Imh
MNo. 200 Sieve, Retained B4.8 Y% 1.0 ASA15-2 07/23/04 12:00 / Imh
PARTICLE SIZE ANALYSIS / TEXTURE
Clay ; 18 Y% 1.0 ASA15-5 07/27/04 08:00 / Imh
Sand 2 % 1.0 ASA15-5 07/27/04 08:00/ Imh
Silt 80 Yo 1.0 ASA15-5 07/27/04 08:00/ Imh
Texture SiL 1.0 ASA15-5 07/27/04 08:00 / Imh
PHYSICAL PROPERTIES
Density 2.2 gfce 0.1 E1109 07/23/04 16:00/ Imh
Moisture 23.1 % 0.1 USDAZ6 07/14/04 08:30/ Imh
METALS - TOTAL
Aluminum 6760 malkg-dry 2.5 SWe010B D7/27/04 14:25 / 1s
Antimeny ND mglkg-dry 0.50 SW6020 07/27/04 15:14 / bws
Arsenic 1.79  mg/kg-dry 0.86 SW6020 07/27/104 15:14 / bws
Barium 23.0 mglkg-dry 0.50 SW6020 07/27/04 1514 / bws
Beryllium ND ma/kg-dry 0.65 SWE020 07/27/04 15:14 / bws
Boron 323 mg/kg-dry 5.0 SWeo10B 07/27/04 14:25 / ts
Cadmium ND mg/kg-dry 0.50 SWe0z0 07/27/04 15:14 [ bws
Calcium 41000  mg/kg-dry 50 SWe010B 07/27/04 14:25 [ ts
Chromium 10.0 mg/kg-dry 0.97 SW6B020 07/27/04 15:14 / bws
Cobalt 77.8  mg/kg-dry 0.50 SWB020 Q7/27/04 15:14 / bws
Copper 1290 mg/kg-dry 0.54 SW6E020 Q7/27/04 15:14 / bws
tron 161000 mg/kg-dry 2.5 SwWe010B 07/27/04 14:25 / ts
Lead 1.61 mg/kg-dry 0.50 SW6020 07/27/04 15:14 / bws
Magnesium §990  mglkg-dry 50 SW8010B 07/27/04 14:25/ ts
Report RL - Analyte reporting limit, MCL - Maximum contaminant level.
Definitions:  QCL - Quality contro! fimit. ND - Not detected at the reporting limit,

D - RL increased due o sample matrix interference.

Track# CC407C423R1
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ENERGY LABORA TORIES, INC. - 2393 Saft Creek Highway (82601) - PO. B
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Client: SRK Consulting

Project: Yerington Dust Study

Lab ID: C04070423-003

Client Sample ID: EPSAI1-C

LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Report Date: 08/17/04
Collection Date: 07/01/04
Date Received; 07/09/04
Matrix: Soil

MCL/
Analyses Result  Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 584 mg/kg-dry 0.50 SWe020 07/27/04 15:14 / bws
Mercury 0.1 ma/kg-dry 0.1 SWT7471A 07/31/04 10:50 / smi
Molybdenum 2.34  mg/kg-dry 0.50 SW6020 07/27/04 15:14 / bws
Nickel 20.5 . mg/kg-dry D 0.93 SW6020 07/27/04 15:14 ] bws
Potassium 1520 mg/kg-dry 50 SW6010B 07/27/04 14,25/ ts
Selenium ND mg/kg-dry D 2.9 SW6020 07/27/04 1514 / bws
Siver ND mg/kg-dry D 0.63 SWe020 07/27/04 15:14 / bws
Sodium 16200 maglkg-dry 50 sSWwen10e 07/27/04 14,25/ s
Thallium 1.15 mg/kg-dry 0.50 SWe020 07/27/04 15:14 [ bws
Vanadium 22.9 mg/kg-dry 0.50 SWe020 07/27/04 1514 / bws
Zinc 52.2  mg/kg-dry 0.50 SW6020 07/27/04 15:14 / bws
RADIONUCLIDES - GAMMA
Gross Gamma 8.0 pCifg-dry 2.0 E901.1 07/18/04 16:03 / db
Gross Gamma precision {t) 0.8 pCifg-dry E801.1 07/198/04 16:03 / db
Actinium 228 2.9 pCilg-dry 2.0 E201.1 07/19/04 16:03 / db
Actinium 228 precision (%} 0.3 pCi/g-dry E901.1 (7/19/04 16:03 / db
Bismuth 214 ND pCilg-dry 2.0 ES01.1 07/19/04 16:03/ db
Lead 212 2.8 pCiltg-dry 2.0 E901.1 07/19/04 16:03 / db
Lead 212 precision (&) 0.2 pCilg-dry - E901.1 07/19/04 16:03 / db
Lead 214 ND pCilg-dry 2.0 E901.1 07/19/04 16:03/db
Potassium 40 ND pCilg-dry 2.0 E901.1 07/18/04 16:03 / db
Radium 223 ND pCilg-dry 2.0 E901 .1 Q7/19/04 16:03 / db
Radium 224 ND pCi/g-dry 2.0 E901.1 07/18/04 16:03 / db
Radium 226 ND pCi/g-dry 2.0 E901.1 07/19/04 16:03 / db
Radium 228 29 pCifg-dry 2.0 £901.1 07/19/04 16:03/ db
Radium 228 precision {t) 03 pCifg-dry E9Q1.1 07/19/04 16:03 / db
Thorium 234 ND pCi/g-dry 2.0 £901.1 07/16/04 16:03 / db
RADIONUCLIDES - TOTAL
Thorium 228 1.7 pCiig-dry 0.1 E907.0 08/04/04 10:30 / ph
Thorium 228 precision {£) 0.4 pCifg-dry . E807.0 08/04/04 10:30 / ph
Therium 230 3.1 pCilg-dry 0.1 EQ07.0 08/04/04 10:30 / ph
Thorium 230 precision () 0.6 pCifg-dry EQ07.0 08/04/04 10:30 / ph
Thorium 232 0.7 pCilg-dry 0.1 E907.0 08/04/04 10:30 / ph
Thorium 232 precision () 0.3 pCilg-dry E907.0 08/04/04 10:30/ ph
Uranium 234 6.0 pCilg-dry .1 E907.0 08/05/04 10:30/ ph
Uranium 234 precision (&) 0.6 pCifg-dry E907.0 08/05/04 10:3G / ph

Report RL - Analyte reperting fimit.
QCL - Quality control limit.

Definitions:

D - RL increased due to sample matrix interference.

'MCL - Maximum contaminant level.
ND - Net detecied at the reporting limit.

Track# CQ04070423R1

FPage



LABORATORIES

ENERGY LABORATORIES, INC. - 2393 Sait Creek High
YAV (Cod Toil Froe 858.235.0515 - 307.235.0515 + Fax 307.234.1639

way (826071) « FO. Box 3258 « Laspel, WY 5260
+ casper@eneigyiab.com - www.enelgylab.com

LABORATORY ANALYTICAL REPORT

Revised Date; 08/31/04
Client: SRK Consulting Report Date: 08/17/04
Project: Yerington Dust Study Collection Date: 07/01/04
Lab ID: C04070423-003 Date Received: 07/05/04
Client Sample ID: EPSAI-C Matrix: Soil

MCL/

Analyses - Result Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL
Uranium 235 ‘ 0.2 pCifg-dry 0.1 E907.0 08/05/04 10:30/ ph
Uranium 236 precision (£} ‘ 0.1 pCiIg-dry E907.0 08/05/04 10:30 / ph
Uranium 238 4.6 pCilg-d_ry 0.1 E907.0 08/05/04 10:30/ ph
Uranium 238 precision (£} 0.5 pCifg-dry E907.0 08/05/04 10:30 / ph
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality control limit.

ND - Not detected at the reporting limit.

Track# CQ4070423R1 FPage



ENERGY LABORA TORIES, INC. - 2393 Salt Creek Highway (82601) « FO. Box 3258 Caspar, WY 82602
m Toll Free 888.235.0515 + 307.235.0515 + Fax 307.234.1639 + casper@energylab.com « www. energyiab.com

J LAGORATORIES |
LABORATORY ANALYTICAL REPORT

Revised Date; 08/31/04
Client: SRK Consulting ‘ Report Date: 08/17/04
Project: Yerington Dust Study Collection Date: 07/01/04
Lab ID: C04070423-004 Date Received: 07/09/04
Client Sample ID: EPSAI-D ‘ Matrix; Soil

‘ MCL/

Analyses Result  Units Qual RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
No. 20 Sieve, Passed . ‘ 69.1 % 1.0 ASA15-2 07/23/04 12:00 / Imh
No. 20 Sieve, Retained 309 Yo 1.0 ASA15-2 07/23/04 12:00 / Imh
No. 40 Sieve, Pasgsed : 515 % 1.0 ASA15-2 07/23/04 12:00 / Imh
No. 40 Sieve, Retained 48.5 % 1.0 ASA15-2 07/23/04 12:00 / Imh
No. B0 Sieve, Passed : 42.8 Y% ' 1.0 ASA15-2 07/23/04 12:00/imh
No. 60 Sieve, Retained 57.2 % 1.0 ASA15-2 07/23/04 12:00 / Imh
No. 100 Sieve, Passed : 32.7 % 1.0 ASA15-2 07/23/04 12:00/ Imh
No. 100 Sieve, Retained 67.3 % 1.0 ASA15-2 07/23/04 12:00 / Imh
No. 140 Sieve, Passed 26.6 % 1.0 ASA15-2 07/23/04 12:00 / Imh
No. 140 Sieve, Retained 73.4 Yo 1.0 ASA15-2 07/23/04 12:00/ Imh
No. 200 Sieve, Passed : 22.6 % 1.0 ASA15-2 07/23/04 12:00/ Imh
No. 200 Sieve, Retained 77.4 % 1.0 ASA15-2 07/23/04 12:00 / imh
PARTICLE SIZE ANALYSIS / TEXTURE ‘
Clay 16 %o 1.0 ASA15-5 07/27/04 08:00 f Imh
Sand 2 Yo 1.0 ASA15-5 07727104 08:00 f Imh
Silt 82 % 1.0 ASA15-5 07/27/04 08:00/ Imh
Texture SiL 1.0 ASA15-5 07/27/04 08:00/ Imh
PHYSICAL PROPERTIES
Density 2.0 gfcc 0.1 E1109 07/23/04 16:00 / Imh
Maisture ! 27.9 % 0.1 USDA26 07/14/04 08:30 / Imh
METALS - TOTAL
Aluminum ; 6860 mg/kg-dry 2.5 sSwWe010B Q7/27/04 14:31 /15
Antimony ND mgrfkg-dry . 0.50 SwWe020 07/27/04 15:28 / bws
Arsenic : 1.72 mg/kg-dry o 0.86 SW8B020 07/27104 15:28 [ bws
Barium ; 15.9 mg/kg-dry 0.50 SWe020 ~ 07/27/04 15:28 / bws
Beryllium : ND mg/kg-dry D 0.65 SW6e020 Q7/27/04 15:28 / bws
Boron 339 mg/kg-dry 5.0 SWeo108 07/27/04 14:31 /s
Cadmium ND mg/kg-dry .50 SWe020 07/27/04 15:28 / bws
Calcium ‘ 44400 mg/kg-dry 50 SWe010B Q7/27/04 14:31 /'ts
Chromium 10.9 mg/kg-dry D 0.97 SWe020 O7/27104 15:28 / hws
Cobalt 30.7 ma/kg-dry 0.50 SWE020 Q7/27/04 15:28 / bws
Copper : 438 mg/kg-dry ] 0.54 SWB020 Q7/27/04 15:28 / bws
fron © 168000 mg/kg-dry 2.5 SWB010B 07/27/04 14:31/ ts
Lead 1.48 mglkg-dry 0.50 SWe020 07/27/04 15:28 / bws
Magnesium 5990  mg/kg-dry 50 SWweo10B 07/27/04 14:31 /s
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions:  QCL - Quality centrol limit. ND - Not detected at the reporting limit.

D - RL increased due lo sample matrix interference.

Track# CO4070423RA1 Frage



LABORATORIES

ENERGY LABORATORIES, INC. + 2393 Salf Creek High
Toll Free 888.235.0515 + 307.235.0515 » Fax 307.2534. 1639 + casper

way (82601) - PO, Box 3258 « Casper, WY 82602

@energyiab.com - www.energylab.com

Client: SRK Consulting

Project: Yerington Dust Study

Lab ID: C04070423-004

Client Sample ID: EPSAIL-D

LABORATORY ANALYTICAL REPORT

Revised Date: (8/31/04

Report Date: 08/17/04

Collection Date: 07/01/04

Date Received: 07/09/04
Matrix: Soil

: MCL/
Analyses  Result  Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 360 mg/kg-dry 0.50 SWa020 Q7/27/04 15:28 / bws
Mercury ND mg/kg-dry 0.1 SW7471A 07/31/04 10:52 / sml
Molybdenum 3.3% mg/kg-dry 0.50 SW6020 Q7/27/04 1528 / bws
Nicke! 10.5 mafkg-dry ] 0.93 SW6020 Q7/27/04 1528 / bws
Potassium 1750 mag/kg-dry 50 SWe010B Q7/27/04 1431 /1s
Selenium ND ma/kg-dry D 29 SW6E020 07/27/04 15:28 / bws
Silver ND mg/kg-dry D 0.63 SW6E020 07/27/04 15:28 / bws
Sodium 21100  mg/kg-dry 50 SW6010B 07/27/04 14:31 /s
Thallium 110  mg/kg-dry 0.50 SWe020 07/27/04 15:28 / bws
Vanadium 16.2 mglkg-dry 0.50 SW6020 07/27/04 15:28 / bws
Zinc 26.1 mg/kg-dry 0.50 SWE020 07/27/04 15:28 / bws
RADIONUCLIDES - GAMMA
Gross Gamma 13.0 pCifg-dry 2.0 EQ01.1 07/16/04 16:03 / db
Gross Gamma precision () 1.1 pCifg-dry E901.1 07/16/04 16:03 / db
Actinium 228 2.4 pCifg-dry 2._0 Eg01.1 07/19/04 16:03 / db
Actinium 228 precision (&) 6.2 pCifg-dry ES01.1 07/19/04 16:03 / db
Bismuth 214 ND pCilg-dry 2.0 ESQ1.1 07/19/04 16:03 / db
Lead 212 77 pCilg-dry 2.0 E901.1 07/19/04 16:03 / db
Lead 212 precision (&) 0.5 pCi/g-dry E901.1 07/19/04 16:03 / db
Lead 214 ND pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Potassium 40 ND pCi/g-dry 2.0 E901.1 07/19/04 16:03 / db
Radium 223 ND pCilg-dry 2.0 E901.1 07/19/04 16:03 / db
Radium 224 ND pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Radium 226 ND pCi/g-dry 2.0 £901.1 Q7/19/04 16:03 / db
Radium 228 2.4 pCifg-dry 2.0 ES01.1 07/19/04 16:03 /db
Radium 228 precision () 0.2 pCi/g-dry £901.1 07/19/04 16:03 / db
Thorium 234 ND pCi/lg-dry 2.0 ESQ1.1 07/19/04 16:03 / db
RADIONUCLIDES - TOTAL
Thorium 228 17 pCiig-dry 0.1 ES07.0 08/04/04 10:30/ ph
Thorium 228 precision (+) 0.4 pCi/g-dry EQ07.0 08/04/04 10:30 / ph
Thorium 230 3.1 pCifg-dry 0.1 EQ07.0 08/04/04 10:30 / ph
Tharium 230 precision (&) 0.5 pCifg-dry £907.0 08/04/04 10:30 / ph
Thorium 232 0.7 pCifg-dry 0.1 ES07.0 08/04/04 10:30 / ph
Thorium 232 precision () 0.3 pCifg-dry ES07.0 08/04/04 10:30 / ph
Uranium 234 5.1 pCi/g-dry 0.1 ES07.0 0B/05/04 10:30/ ph
Uranium 234 precision (£} 0.4 pCilg-dry E907.0 08/05/04 10:30/ ph

Repert
Definitions:

RL - Analyte reporting limit.
QCL - Quality control limit.

D - RL increased due to sample matrix interference.

MCL - Maximum contaminant level.
ND - Not detected at the reporting limit.

Track# CO4070423R1
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: : ENERGY LABORA TORIES, INC. + 2393 Salf Creek Highway (82601) * PO. Box 3258 + Casper, WY 82602
EMRGY Toll Free 888.235.0515 + 307.235.0515 + Fax 307.234.1639 - casper@energylab.com * www. energylab.com

EABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04

Client: SRK Consulting Report Date: 08/17/04
Project: Yerington Dust Study : Collection Date; 07/01/04
Lab ID: C04070423-004 Date Received: 07/09/04
Client Sample ID: EPSAL-D Matrix: Soil

‘ MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL ‘
Uranium 235 ‘ 0.1 pCifg-dry 0.1 E907.0 08/05/04 10:30/ ph
Uranium 235 precision (1) 0.06 pGifg-dry ES07.0 08/05/04 10:30/ ph
Uranium 238 4.2 pCifg-dry 0.1 ES07.0 08/05/04 10:30/ ph
Uranium 238 precision () 0.3 pCiig-dry E907.0 08/05/04 10:30/ ph
Report RL - Analyie reporting limit. ‘ MCL - Maximum contaminant level.
Definitions:  QCL - Quality control limit. ND - Not detected at the reporting limit.

Track# CO4070423R1 FPage



LABORATORIES

Client;

ENERGY LABORATORIES, INC. - 2393 Salt Creek Highway (82601) - PO. Box 3258 * Casper, WY 82602

Toll Free 868.235.0515 + 307.235.0515 + Fax 307.234.1639 - casper@energylab.com « Www.

energyilab.com

LABORATORY ANALYTICAL REPORT

SRK Consulting

Project: Yerington Dust Study
Lab ID: C04070423-005
Client Sample ID: EPSAIL-E

Revised Date: 08/31/04

Report Date: 08/17/04

Collection Date: 07/01/04

Date Received: 07/09/04
Matrix: Soil

MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
MNo. 20 Sieve, Passed 72.2 % 1.0 ASA15-2 07/26/04 08:00/ Imh
No. 20 Sieve, Retained 27.8 % 1.0 ASA15-2 07/26/04 08:00 / Imh
No. 40 Sieve, Passed 56.6 Y% 1.0 ASA15-2 07/26/04 08:00 / Imh
No. 40 Sieve, Retained 43.4 % 1.0 ASA15-2 07/26/04 08:00 / Imh
No. 60 Sieve, Passed 51.2 % 1.0 ASA15-2 07/26/04 08:00 / Imh
No. 60 Sieve, Retained 48.8 % 1.0 ASA15-2 07/26/04 08:00/ Imh
No. 100 Sieve, Passed 47 % 1.0 ABA15-2 07/26/04 08:00/ Imh
No. 100 Sieve, Retained 55.3 % 1.0 ASA15-2 07/26/04 08:00 / Imh
No. 140 Sieve, Passed 40.6 % 1.0 ASA15-2 07/26/04 08:00/ Imh
No. 140 Sieve, Retained 58.4 % 1.0 ASA15-2 07/26/04 08:00 / Imh
No. 200 Sieve, Passed 37.0 Yo 1.0 ASA15-2 07/26/04 08:00 / Imh
No, 200 Sieve, Retained 63.0 % 1.0 ASA15-2 07/26/04 08:00 / Imh
PARTICLE SIZE ANALYSIS / TEXTURE
Clay ! 17 % 1.0 ASA15-5 Q7/27/04 08:00 / Imh
Sand 0 % 1.0 ASA15-5 07/27/04 08:00/ Imh
Silt a3 % 1.0 ASA15-5 07/27/04 08:00 / Imh
Texture Sik 1.0 ASA15-5 Q7/27/04 08:00 / Imh
PHYSICAL PROPERTIES
Density 2.0 gicc 0.1 E1109 07/26/04 09:00/ Imh
Moisture 20.2 Yo 0.1 USDAZ26 07/14/04 08:30 / Imh
METALS - TOTAL
Aluminum 5300  muo/kg-dry 2.5 SWE010B 07/27/04 1437 / ts
Antimony ND mgfkg-dry 0.50 SW6020 07/27/04 15:36 / bws
Arsenic 1.39 mg/kg-dry D 0.86 SW6B020 07/27/04 15:36 / bws
Barium 15.0 mg/kg-dry 0.50 SW6020 07/27/04 15:36 / bws
Beryllium ND mg/kg-dry o 065 SWe6020 07/27/04 15:36 / bws
Boron 333 mg/kg-dry 50 SWe010B D7/27/04 14:37 / ts
Cadmium ND mg/kg-dry 0.50 SWe020 07/27/04 15:36 / bws
Calcium 52200 mg/kg-dry 50 SWe010B 07/27/04 14:37 / ts
Chromium 9.64 mglkg-dry ) 0.50 SWe020 07/27/04 15:38 / bws
Cobalt 19.9  mg/kg-dry 0.50 SW8020 07/27/04 15:36 / bws
Copper 310 mg/kg-dry D 0.54 SW6020 07/27/04 15:36 / bws
lron 168000 mg/kg-dry 25 SWe0108 O7/27/04 1437 /s
Lead 2.15  mg/kg-dry 0.50 SWea20 07/27/04 15:36 / bws
Magnesium 4060 mg/kg-dry . 50 SWe0108 Q7/27/04 14:37 / ts
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.
Definitions:  QCL - Quality control limit, ND - Not detected at the reporting timit.

D - RL increased due to sample matrix interference.

Track# CQ4070423R1 Page



ENERGY LABORA TORIE& INC. - 2393 Salt Creek High
Toll Free 888.235.0515 - J07.235.0515 - Fax 307.234. 1639

way (82601} - RO. Box 3258 - Caspel, WY 82607
- casper@energylab.com « www.energyiab.com

LABORATORY ANALYTICAL REPORT
Revised Date: 08/31/04
Client: SRK Consulting Report Date: 08/17/04

Project: Yerington Dust Study
Lab ID: C04070423-005
Client Sample ID: EPSAI-E

Collection Date: 07/01/04
Date Received: 07/09/04
Matrix: Soil

MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 250 mg/kg-dry 0.50 SW8B020 07/27/04 15:36 / bws
Mercury ND mg/kg-dry 0.1 SW7471A 07/31/04 10:55 / sm|
Molybdenum 343  mg/kg-dry 0.50 SW8020 (07/27/04 15:36 / bws
Nickel 7.06  mg/kg-dry D 0.93 SW6020 07/27/04 15:36 / bws
Potassium 1680 mg/kg-dry &0 SW8010B Q7/27/04 14:37 /s
Selenium ND mg/kg-dry D 2.9 SWE020 07/27/04 15:36 / bws
Silver ND mg/kg-dry D 0.63 SWE020 07/27/04 15:36 / bws
Sodium 21400  mg/kg-dry 50 SWE010B 07/27/04 14:37 / ts
Thallium 1.18  mg/kg-dry 0.50 SW5020 07/27/04 15:36 / bws
Vanadium 10.0 mg/kg-dry 0.50 SWe6020 Q7/27/04 15:36 / bws
Zing 17.5  mg/kg-dry 0.50 SWe020 07/27/04 15:36 / bws
RADIONUCLIDES - GAMMA
Gross Gamma 14.4  pCifg-dry 2.0 ES01.1 Q7/19/04 16:03/db
Gross Gamma precision () 16 pCifg-dry EZ01.1 07/19/04 16:03 / db
Actinium 228 2.0 pCifg-dry 2.0 ES01.1 07/19/04 16:03 / db
Actinium 228 precision () 0.3 pCiig-dry E901.1 07/18/04 16:03 / db
Bismuth 214 ND pCifg-dry 2.0 ES01.1 07/19/04 16:03/db
Lead 212 7.7 pCiig-dry 2.0 ES01.1 07/19/04 16:03 / db
Lead 212 precision (1) 0.5 pCifg-dry ES01.1 07/19/04 16:03/db
tead 214 ND pCilg-dry 2.0 E901.1 07/19/04 16:03 / db
Potassium 40 ND pCi/g-dry 2.0 E901.1 07/19/04 16:03 / db
Radium 223 ND pCifg-dry 20 ES01.1 07/19/04 16:03 / db
Radium 224 ND pCilg-dry 2.0 E901.1 07/19/04 16:03 / db
Radium 226 ND pCilg-dry 2.0 E901.1 07/19/04 16:03 / db
Radium 228 2.0 pCilg-dry 2.0 ES01.1 07/19/04 16:03 / db
Radium 228 precision (%) 0.3 pCilg-dry ESe01.1 07/19/04 16:03 / db
Thorium 234 3.6 pCi/g-dry 2.0 E€01.1 07/19/04 16:03 / db
Thorium 234 precision () 07 pCi/g-dry EQ01.1 07/19/04 16:03 / db
RADIONUCLIDES - TOTAL
Thorium 228 1.1 pCi/g-dry 0.1 ES07.0 08/04/04 10:30 / ph
Thorium 228 pregision (1) 0.2 pCifg-dry E9067.0 08/04/04 10:30 / ph
Thorium 230 2.8 pCilg-dry 0.1 £907.0 068/04/04 10:30 / ph
Thorium 230 precision (&) 0.4 pCifg-dry EQ07.0 08/04/04 10:30/ ph
Thorium 232 0.5 pCifg-dry 0.1 E907.0 08/04/04 10:30/ ph
Therium 232 precision (£) 0.2 pCilg-dry EQ07.0 08/04/04 10:30/ ph
Uranium 234 45 pCi/g-dry 0.1 EQ07.0 08/05/04 10:30/ ph
Uranium 234 precision () 0.5 pCi/g-dry ES07.0 08/05/04 10:30Q / ph

RL - Analyte reporting limit.
QCL - Quality control limit.

Report
Definitions:

D - RL increased due to sample matrix interference.

MCL - Maximum contaminan{ level.
ND - Not detected at the reporing limit.

Track# CO4070423R1

Fage



ENERGY LABORATORIES, INC. + 2393 Salt
7ol Free 886.235.0515 + 307.235.0515 + Fax 307.234.

Creek Highway (82601} - BO. Box 5258 « Casper, WY 82602

1639 - casper@ensrgyiab.com * www.energyiab.com

LABORATORIES

EABORATORY ANALYTICAL REPORT

Client: SRK Consulting

Revised Date:
Report Date:

08/31/04
08/17/04

Project: Yerington Dust Study Collection Date: 07/01/04
Lab ID: C04070423-005 Date Received: 07/09/04
Client Sample ID: EPSAI-E Matrix: Soil

i ‘ MCL/
Analyses i Result Units Qual RL QCL  Method Analysis Date / By
RADIONUCLIDES - TOTAL ;
Uranium 235 0.2 pCilg-dry 0.1 ES07.0 0B/05/04 10:30/ ph
Uranium 235 precision (x} : 0.1 pCilg-dry E907.0 08/05/04 10:30 / ph
Uranium 238 38 pCifg-dry 0.1 ES07.0 08/05/04 10:30/ ph
Uranium 238 precision (&) ‘ 0.4 pCifg-dry E907.0 08/05/04 10:30/ ph
Report RL - Analyte reporting limit. MCL - Maximum contaminant level.

Definitions:  QCL - Quality control limit.

ND - Not detected at the reporting fimit.

Track# CQ4070423R1 Fage



LABQRATORIES

Client;

ENERGY LABORATORIES, INC. + 2393 Saft Cresk Highway (82601) + RO. Box 3258 - Casper, Wy 82602

Tolf Free 888.235.0515 - 3072350515 + Fax 307.234.1639 + casper@energylab.com * www.energylab.com

SRK Consulting
Project: Yerington Dust Study
Lab IDP: C04070423-006

LABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04
Report Date: 08/17/04
Collection Date: 07/01/04 12:00
Date Received: 07/09/04
Matrix; Soil

Client Sample ID: EPSA1-A-16-01

: . MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
PARTICLE SIZE ANALYSIS / SIEVE
No. 20 Sieve, Passed 82.2 % 1.0 ASA15-2 07/26/04 08:00 / Imh
No. 20 Sieve, Retained 17.8 % 1.0 ASA15-2 07/26/04 08:00 / Imh
No. 40 Sieve, Passed 43.7 % 1.0 ASA15-2 07/26/04 08:00 / Imh
No. 40 Sieve, Retained 563 % 1.0 ASA15-2 07/26/04 08:00/ Imh
No. 80 Sieve, Passed 29.0 % 1.0 ASA15-2 07/26/04 08:00 / Imh
No. 60 Sieve, Retained 71.0 Y 1.0 ASA15-2 07/26/04 08:00 / Imh
No. 100 Sieve, Passed 13.5 % 1.0 ASA15-2 07/26/04 08:00/ Imh
MNo. 100 Sieve, Retained 86.5 % 1.0 ASA15-2 07/26/04 08:00/Imh
No. 140 Sieve, Passed 8.2 Yo 1.0 ASA15-2 07/26/04 08:00 / Imh
No. 140 Sieve, Retained 91.9 % 1.0 ASA15-2 07/26/04 08:00 / Imh
No. 200 Sieve, Passed 4.7 Yo 1.0 ASA15-2 07/26/04 08:00/ Imh
No. 200 Sieve, Retained 853 % 1.0 ASA15-2 07/26/04 08:00 / Imh
PARTICLE SIZE ANALYSIS / TEXTURE :
Clay 9 % 1.0 ASA15-5 07/27/04 08:00 / Imh
Sand 10 % 1.0 ASA15-5 Q7/27/04 08:00 / Imh
Silt 81 % 1.0 ASA15-5 07/27/04 08:00/ Imh
Texture Si 1.0 ASA1E-5 07/27/04 08:00 / Imh
PHYSICAL PROPERTIES
Density 1.7 glcc o1 E1109 07/26/04 09:00/ Imh
Maisture 2.6 % 01 USDA26 07/14/04 08:30/ Imh
METALS - TOTAL .
Aluminum 2470 mg/kg-dry 2.5 SW6E010B 07/27/04 14:53 / ts
Antimony ND mg/kg-cry 0.50 SW6020 07/27/04 16:11 f bws
Arsenic 3.64 mg/Kg-dry D 0.86 SWeE020 07/27/04 16:11 / bws
Barium 37.8 mg/kg-dry 0.50 SWe020 07/27/04 16:11 / bws
Beryllium ND mg/kg-dry D 0.65 SW6E020 07/27/104 16:11 / bws
Boron 209 mg/kg-dry 5.0 SW60108 07/27/04 14:53 / ts
Cadmium ND mg/kg-dry D 0.66 SWB020 07/27/04 16:11/ bws
Calcium 70000  mg/kg-dry 50 SWe010B 07/27/04 14:53 / ts
Chromium 8.43 ma/kg-dry 0.50 SW6E020 07/27/04 16:11 / bws
Cobalt 1.32 mg/kg-dry 0.50 SWE020 07/27/G4 16:11 / bws
Copper 42.8 ma/kg-dry B} 0.54 SWE020 07/27/04 16:11 / bws
Iron 107000 myfkg-dry ) 2.5 SWE010B 07/27/104 14:53 / s
Lead 3.99 mafkg-dry 0.50 SWe020 07/27/04 16:11 / bws
Magnesium 630 mg/kg-dry 50 SWe010B 07/27/04 14:53 / ts
Report RL - Analyte reporting [imit. MCL - Maximum contaminant level.
Definitiors:  QCL - Quality control limit. ND - Not detected at the reporting limit.

D - RL increased due to sample matrix interference.

Track# CO4070423R1 Fage
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LABORATORIES

Client: SRK Consulting
Project: Yerington Dust Study
Lab ID: C04070423-006

Client Sample [I: EPSA1-A-16-01

I;ABORATORY ANALYTICAL REPORT

Revised Date: 08/31/04

Report Date: 08/17/04
Collection Pate: 07/01/04 12:00
Date Received: 07/09/04
Maftrix: Soil

MCL/
Analyses Result Units Qual RL QCL  Method Analysis Date / By
METALS - TOTAL
Manganese 323 mgfkg-dry 0.50 Swe020 07/27/04 16:11 / bws
Mercury 01 mg/kg-dry 0.1 SWT747T1A 07/31/04 10:57 / smil
Molybdenum 8.58 mg/kg-dry 0.50 SWe020 07/27/04 16:11 / bws
Nicket 1.79  mg/kg-dry D 0.93 SW6020 07/27/04 16:11/ bws
Potassium 6580 mg/kg-dry 50 SWE0108 O7/27/04 14,53 /s
Selenium ND mg/kg-dry D 29 SW6E020 07/27/04 16:11/ bws
Silver ND mg/kg-dry 0.50 SWE020 07/27/04 16:11 / bws
Sodium 10200 mg/kg-dry 50 SWe010B 07/27/104 14:53 / is
Thallium 3.22 mg/kg-dry 0.50 SWB020 07/27/04 16:11 / bws
Vanadium 19.6 mg/kg-dry 0.50 SwW5020 07/27/04 16:11 / bws
Zinc 4.16 ma/kg-dry 0.50 SWeE020 07/27/04 16:11 / bws
RADIONUCLIDES - GAMMA
Gross Gamma 33.7 pCifg-dry 2.0 ES01.1 07/18/04 16:03 / db
Gross Gamma precision (1) 2.5 pCiig-dry E901.1 07/16/04 16:03 / db
Actinium 228 41 pCi/g-dry 2.0 E901.1 07/19/04 16:03 / db
Actinium 228 precision (&} 0.3 pCi/g-dry ES01.1 07/19/04 16:03 / db
Bismuth 214 ND pCilg-dry 2.0 E901.1 07/19/04 16:03 / db
Lead 212 13.4 pCi/g-dry 2.0 ES01.1 07/19/04 16:03 / db
Lead 212 precision (&) 0.7 pCi/g-dry ES01.1 07/19/04 16:03 / db
Lead 214 ND pCi/g-dry 2.0 E901.1 07/19/04 16:03 / db
Potassium 40 14.6 pCi/g-dry 2.0 E9201.1 07/19/04 16:03 / db
Potassium 40 precision (&) 1.3 pCi/g-dry E901.1 07/19/04 16:03 / db
Radium 223 ND pCi/g-dry 2.0 EQ01.1 07/19/04 16:03/db
Radium 224 ND pCifg-dry 2.0 ES901.1 07/18/04 16:()3 /db
Radium 226 ND pCifg-dry 2.0 EQ01.1 07/19/04 16:03 / db
Radium 228 4.1 pCifg-dry 2.0 E901.1 07/19/04 16:03 / db
Radium 228 precision (&) 03 pCifg-dry £901.1 07/19/04 16;03 /db
Thorium 234 ND pCifg-dry 2.0 EQ01.1 07/19/04 16:03 / db
RADIONUCLIDES - TOTAL
Thorium 228 1.4 pCi/g-dry 0.1 ES07.0 08/04/04 10:30/ ph
Thoriurm 228 precision (&) 0.2 pCilg-dry ES07.0 08/04/04 10:30/ ph
Thorium 230 6.0 pCiig-dry 0.1 ES07.0 08/04/04 10:30/ ph
Thorium 230 precision (£} 0.4 pCifg-dry E907.0 08/04/04 10:30/ ph
Tharium 232 13 pCifg-dry Q.1 ES07.0 08/04/04 10:30/ ph
Thorium 232 precision (&) 0.2 pCifg-dry £907.0 08/04/04 10:30/ ph
Uranium 234 2.0 pCilg-dry 0.1 ES07.0 08/05/04 10:30 / ph
Uranium 234 precision {x) 0.2 pCi/g-dry E907.0 08/05/04 10:30 / ph

Report
Definitions:

RL - Analyte reporting limit.
QCL - Quality controd limit.

D - RL increased due to sample matrix interference.

MCL - Maximum contaminant level.
ND - Not detected at the reporting limit,
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