
TABLE J-4
SUMMARY OF PHYSICAL PROPERTIES TEST RESULTS

CLAY BARRIER MATERIALS

  

Boring 
Identification

Sample 
Identification

Sample Depth 
(Feet)

Hydraulic 
Conductivity 

(cm/sec)

Mean Grain 
Size 

Description

Mean Grain Size 
(mm) Fine Sand Silt Clay

RISSCL-07 SSS01042 47.5 - 50.0 2.57E-08 Silt 0.009 13.35 51.96 34.69

RISSCL-08 SSS01041 24.5 - 27.0 4.30E-08 Silt 0.012 24.40 43.93 31.67

RISSCL-09 SSS01040 23.0 - 25.5 3.09E-08 Silt 0.011 9.25 56.85 33.90

 Particle Size Distribution (weight %)
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